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Present work is influenced by the requirement of investigation of rare earth intermetallics due to the nonavailability of theoretical
details and least information from experimental results. An attempt has been made to analyse the structural, electronic, magnetic
and thermal properties of DyNi using full potential linear augmented plane wavemethod based on density functional theory. DyNi
differs from other members of lanthanides nickelates as in ground state it crystallizes in FeB phase rather than orthorhombic CrB
structure.The equilibrium lattice constant, bulkmodulus, and pressure derivative of bulkmodulus are presented in four polymorphs
(FeB, CrB, CsCl and NaCl) of DyNi. At equilibrium the cell volume of DyNi for FeB structure has been calculated as 1098.16 Bohr3
which is comparable well with the experimental value 1074.75 Bohr3. The electronic band structure has been presented for FeB
phase. The results for thermal properties, namely, thermal expansion coefficient, Gruneisen parameter, specific heat and Debye
temperature at higher pressure and temperatures have been reported. The magnetic moments at equilibrium lattice constants have
also been tabulated as the rare earth ions associated with large magnetic moments increase their utility in industrial field for the
fabrication of electronic devices due to their magnetocaloric effect used in magnetic refrigeration.

1. Introduction

Because of the technological importance, the rare earth
compounds have attracted interest of the experimental as
well as the theoretical scientists during past decade. The
rare earth elements on combining with transition metals
show peculiar characteristics like good oxidation resistance
and excellent strength [1]. Due to large magnetic moments
and magnetocaloric effect (MCE) they also have applications
in the fabrication of permanent magnets, magnetostrictive
devices, magnetooptical recorders [2] and magnetic refrig-
eration [3–10]. These are also taken as first choice for
the purpose of hydrogen storage materials [11]. Among all
transition metals nickel is one of the promising materials
in its pure form and also in alloy form doped with other
materials.The structural parameters of someGadoliniumand
Dysprosium intermetallics and their related compounds have
been reported by Baenziger andMoriarty Jr. [12]. A sample of

polycrystalline DyNi was prepared by Tripathy et al. [13] and
its magnetocaloric effects have been studied on varying tem-
perature scale by using powder X-ray diffractogram. Later,
the magnetic properties of lanthanides-nickel intermetallic
compounds and their relative hydrides have been studied by
Yaropolov et al. [3, 4].

Thus, it is clear from the above paragraph that some
attention has been paid on the studies of magnetic properties
of rare earth nickel compounds and its hydrides, whereas
till so far no attention has been paid on the properties like
electronic, mechanical, thermal, and so forth. Realising the
need of theoretical exploration of rare earth compounds, we
focus our attention around rare earth nickelates (RNi) to
explain them on the basis of earlier mentioned properties by
using first principles approach.

DyNi compound has attracted much attention because
of their magnetic and extraordinary magneto-elastic and
magnetocaloric properties and its uses in the fabrication of
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Figure 1: Cell structure of DyNi in FeB phase.

materials in magnetic refrigerators [14–16]. Moreover, this
compound is also having peculiarities of the interaction with
hydrogen and ability to absorb up to 3 atoms/formula units
(fu).

The goal of present communication is to report lacking
bulk properties of DyNi using first principles study, namely,
magnetic, electronic, and structural properties. The struc-
tural studies of DyNi has been reported in FeB, CrB, CsCl and
NaCl structures. The effects of high pressure and high tem-
perature on the electronic, magnetic, and thermal properties
of the compound have also been reported. Methodology of
the study, results, and discussions and conclusions are given
in subsequent sections.

2. Computational Methodology

In ground state DyNi crystallizes in orthorhombic structure
of FeB with space group (62-Pnma) [6]. The primitive cell
structure of DyNi in FeB phase is shown in Figure 1. The
structure contains two pairs of Fe as well as Ni atoms.

The DyNi has been investigated using full potential
linear augmented plane wave (FP-LAPW)method within the
frame work of density functional theory (DFT) [17, 18] as
implemented in code Wien2k [19]. The generalized gradient
approximation (GGA) for the exchange-correlation interac-
tion given by Perdew, Burke, and Ernzerhof (PBE) [20] has
been used. In thismethod, the basis set inside eachmuffin-tin
sphere is split into two parts: core subset and valence subset.
The states under core region are treated as being spherically
symmetric of the potential and are assumed to have a spher-
ically symmetric charge density confined inside the muffin-
tin spheres. The valence part is treated within a potential
which is expanded into spherical harmonics up to 𝑙 = 4. The
valence wave functions inside the spheres are expanded up
to 𝑙max = 8. The energy convergence criterion of electronic
self-consistency is chosen as 10−4 Ry whereas charge conver-
gence as 10−3 e−. At ambient conditions DyNi crystallizes in
orthorhombic FeB structure having space group 62-Pnma
[21]. The primitive cell structure of DyNi in FeB phase is
shown in Figure 1. From the inspection of Figure 1 it indicates
that the structure contains two pairs of Fe as well as Ni
atoms. Each Dy atom is shared by four tetrahedral where Dy
atoms are placed at the corners sharing by the corners and

Table 1: Lattice coordinates (𝑥, 𝑦, 𝑧) in FeB. CrB, CsCl, and NaCl
phases of DyNi.

Atoms Lattice coordinates
𝑥 𝑦 𝑧

FeB phase
Dy 0.179 0.250 0.132
Ni 0.035 0.250 0.609

CrB phase
Dy 0.000 0.146 0.250
Ni 0.000 0.440 0.250

CsCl/NaCl phases
Dy 0.000 0.000 0.000
Ni 0.500 0.500 0.500

edges with other tetrahedral. The calculations are made to
relax the lattice coordinates for the atoms Dy and Ni in all the
four structures. Atomic positions in four different structures
are given in Table 1. The energy that separates the valence
states from core states has been taken as−6.0 Ry.The 𝑘-points
within first Brillouin zone of the reciprocal space have been
chosen to be 2500 for DyNi in FeB structure.

The electronic structure has also been computed using
PBE-GGA. Since knowledge about thermodynamical prop-
erties in the fabrication of modern devices is essential,
therefore, the effects of temperature and pressure have also
been studied related to DyNi based on quasiharmonic Debye
model as implemented in Gibbs Program [22].

Further rare earth intermetallics were generally found
to be crystallizing in three other crystal structures, namely,
CsCl, NaCl, and CrB. Hence, analysis of the stability of DyNi
in these three phases has also been reported. The 𝑘-points
within first Brillouin zone of the reciprocal space have been
chosen as 1331, 1331, and 1000, respectively, for CrB, CsCl, and
NaCl phases.

3. Results and Discussions

3.1. Structural Properties. The total energy has been calcu-
lated corresponding to different cell volumes of FeB, CrB,
CsCl, and NaCl phases of DyNi and fitted to the Murnaghan
equation of state [15]. During simulations it has been noticed
that the total energy and volume of the unit cell of FeB phase
are two times as compared to those of CrB phase while they
are four times of the total energy and volume of the unit cell
of CsCl and NaCl phases. The cause behind this is that the
unit cell of FeB phase is made up of 4 primitive cells, while
CrB phase contains 2 and CsCl and NaCl phases contain
single primitive cell. In order to normalise the energy as
well as the volume of all four phases, supercells have been
generated for CrB phase, and CsCl and NaCl phase of size of
2×1×1 and 2×2×1, respectively.The results of the supercell
calculations are two and four times to their respective unit
cells. The four optimized plots are depicted in Figure 2. It is
evident from this plot that ground state phase of DyNi is FeB
structure and its curve for CrB phase is found to be very close
to ground state. The CsCl and NaCl optimization curve lies
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Figure 2: Plots of total energies as function of cell volumes in FeB,
CrB, CsCl and NaCl phases of DyNi.

above ground state curve.The equilibriumvolume inCrB and
NaCl structure are more than the ground state equilibrium
volume while it is less in the case of CsCl phase. Looking into
plots phase transitions are noticeable from FeB to CsCl and
CrB to CsCl phase. Details about the transition pressures are
given under section phase transition. The equilibrium lattice
constants, and bulk modulus and its pressure derivatives
obtained after fit are listed in Table 2 along with earlier
reported experimental results [6].

In our present study the values of lattice parameters for
FeB structure have been computed as 𝑎 = 13.435Bohr, 𝑏 =
7.959Bohr, and 𝑐 = 10.27Bohr which is quite agreeable
with the experimental lattice constants 𝑎 = 13.27Bohr, 𝑏 =
7.89Bohr, 𝑐 = 10.28Bohr. For CrB structure 𝑎 = 7.085Bohr,
𝑏 = 19.424Bohr, and 𝑐 = 7.859Bohr, for CsCl structure 𝑎 =
6.366Bohr, and for NaCl structure 𝑎 = 10.409Bohr. In these
structures of DyNi, experimental results are not available.

3.1.1. Phase Transitions. The aim of studying DyNi in four
structures is to look for possible structural phase transfor-
mations from one phase to another. Figure 2 reveals the fact
that optimization curves in FeB and CrB phase are very
close to each other near equilibrium. With the increase in
pressure near 57GPa both the curves overlap each other. The
optimization curve in CsCl phase crosses to the optimization
curves in FeB and CrB phases. The ground state FeB phase
transforms to CsCl phase at pressure 𝑃

𝑇1
= 18.39GPa

while CrB phase shows structural phase transitions at 𝑃
𝑇2
=

14.07GPa. The NaCl phase shows separate optimization
curve, that is, there is no interconnection between NaCl and
other phases.

3.2. Electronic Properties. The self-consistent electronic band
structures in spin-up and spin-down channels of DyNi for
FeB phase are presented in Figure 3. In both the channels
DyNi shows metallic nature. In order to explicate band

structures, total and partial densities of states (DOS) for Dy
and Ni atoms are shown in Figure 4. Total DOS of DyNi
and atoms Dy and Ni are drawn in Figure 4(a). In both the
spins total DOS of DyNi is less than four times the sum of
atomic total DOS because of the reason that FeB structure of
DyNi contains 4Dy and 4Ni atoms.This difference shows the
presence of some itinerant electrons which are free to move
anywhere within the compound.

In the partial DOS of atomDymajor contribution inDOS
is from 𝑓-states. In spin-up channel peaks are concentrated
in the range −2.0 to −4.0 eV (below Fermi level) while in
spin-down channel 𝑓-states overlap Fermi level completely
from −0.5 to 1.4 eV. Negligible contribution of other electron
states, namely, 𝑠-states, 𝑝-states, and 𝑑-states is seen in both
the channels. In case of Ni atoms, it can be noticed that DOS
plots for spin up and spin down channels are nearly the same
for all the electrons and major contribution is from 𝑑-states
between −3.0 eV and Fermi energy level.

3.3. Thermal Properties. Lattice dynamics is an important
aspect to study properties of materials. It concerns the vibra-
tions of the atoms about theirmean position.These vibrations
are entirely responsible for thermal properties, namely, heat
capacity, thermal expansion, entropy, and so forth. Thermal
properties of DyNi have been quite useful from different
aspects of magneto-caloric effect. As the temperature and
pressure of the material vary, it affects the density of the
material which indicates the thermal expansion/contraction
within the material leading to important and interesting
results. Obtained thermodynamical results are listed in
Table 3. To compute reported properties temperature range
has been varied from 0 to 1000K and pressure was taken
between 0 and 20GPa. Various parameters like thermal
expansion coefficient (𝛼), Gruneisen parameter (𝛾), debye
temperature (𝜃

𝐷
), and specific heat (𝐶

𝑃
and 𝐶V) as a function

of pressures/temperatures have been presented in Figure 5.
Their analysis is presented in the following sections.

3.3.1. Thermal Expansion Coefficient. Effect of temperature
on thermal expansion coefficient (𝛼) has been analysed and
shown in Figure 5(a) at hydrostatic pressure 𝑃 = 0, 8, and
16GPa. Figure 5(a) shows that thermal expansion increases
with the increase in temperature up to 100K after that it
attains saturation. At this particular temperature, expansion
coefficient decreases with the increase in pressure.

3.3.2. Gruneisen Parameter. Gruneisen Parameter (𝛾) is the
next parameter of solids related with the effect in lattice
vibrations and gives details about vibrational anharmonicity.
The variation of 𝛾 with respect to pressure has been depicted
in Figure 5(b) for three different temperature (𝑇 = 0K,
500K and 1000K). The behaviour of this parameter is that it
decreases with increase in pressure at constant temperature
while at constant pressure it increases as the temperature
increases.

3.3.3. Specific Heat and Debye Temperature. The amount of
energy given to lattice vibrations in the crystalline solids is
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Table 2: Optimized results for equilibrium lattice constants “𝑎” (Bohr), 𝑎/𝑐 ratio, unit cell volumes 𝑉
0
(Bohr3), and bulk modulus 𝐵

0
(GPa)

and its first order pressure derivative.

Structure Results Lattice constants
𝑎/𝑐 ratio 𝑉

0
𝐵
0

𝐵


0
𝑎 𝑏 𝑐

FeB Present work 13.44 7.96 10.27 1.31 1098.16 72.05 4.63
Expt. [6] 13.27 7.89 10.28 1.29 1074.75

CrB Present work 7.09 19.42 7.86 0.90 1081.55∗ 71.61 4.18
CsCl Present work 6.37 — 1031.96∗ 74.33 4.68
NaCl Present work 10.41 — 1127.80∗ 66.92 4.65

Transition pressure 𝑃
𝑇
(GPa)

𝑃
𝑇1

(FeB → CsCl) Present work 18.39GPa Expt. —
𝑃
𝑇2

(CrB → CsCl) Present work 14.07GPa Expt. —
∗
𝑉0 corresponds to supercell volume.
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Figure 3: Band Structures of DyNi in FeB phase at ambient pressure and temperature (a) spin up channel and (b) spin down channel.

Table 3: Calculated results for thermodynamical properties in FeB
structure of DyNi.

Properties 𝑃 = 0GPa
𝑇 = 0K

𝑃 = 0GPa
𝑇 = 300K

Thermal expansion
coefficient 𝛼 (105/K) 0 1.43

Specific heat at
constant volume 𝐶V
(J/mol K)

0 49.32

Specific heat at
constant pressure 𝐶

𝑝

(J/mol K)
0 49.75

Gruneisen parameter
𝛾

2.04 2.051

Debye temperature 𝜃
𝐷

(K) 144.67 143.19

Entropy 𝑆 (J/mol K) 0 103.55

the dominant contribution to the specific heat which is a
measure of degrees of freedom to absorb energy. The specific

heats as a function of temperature at ambient pressure are
shown in Figure 5(c). The plots show standard trend of heat
capacity and its highest value (∼48 J/mol K) is approximately
twice of the value of 3𝑅 (=24.9 J/mol K). Here 𝑅 is universal
gas constant. The increased value in heat capacity may be
correlated to the fact that the large value of the magnetic
moments corresponding to the higher value of temperature
becomes ordered. The Debye temperature as a function of
pressure is presented in Figure 5(d) at𝑇 = 0, 500, and 1000K.
The Debye temperature varies nonlinearly with the increase
in pressure and separation of the curves increases with the
increase in temperature.

3.4. Magnetic Properties. Magnetic moments of interstitial
region, atoms Dy and Ni, total magnetic moment (𝑀

𝑀
) and

total𝑀
𝑀
/formula unit (𝑀

𝑀
/fu) for FeB, CrB, CsCl, andNaCl

phases of DyNi are given in Table 4.The interstitial magnetic
moments in FeB, CrB, and CsCl phases are positive while it
is negative for NaCl phase. The magnetic behaviour of atom
Dy is nearly identical in all the phases of DyNi as its magnetic
moments are obtained ∼4.6 𝜇B. The electronic configuration
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Figure 4: Total and partial density of states for DyNi in FeB phase.

Table 4: Magnetic moments of interstitial region, atoms Dy and Ni,
total magnetic moment (𝑀

𝑀
), and total𝑀

𝑀
/formula unit (𝑀

𝑀
/fu)

for FeB, CrB, CsCl, and NaCl phases of DyNi.

Sites Magnetic moment (𝜇B)
FeB CrB CsCl NaCl

Interstitial 0.30168 0.18221 0.05911 −0.01504
Atom Dy 4.63309 4.60257 4.66920 4.71424
Atom Ni 0.01003 0.02365 0.06351 0.16738
Total𝑀

𝑀
18.87416 9.34005 4.79181 4.86658

Total𝑀
𝑀
/fu 4.71854 4.67002 4.79181 4.86658

of Dy is [Xe] 4f9, 5d1, and 6s2. It seems that the magnetic
moment of Dy is intimately related to the highly localized 4𝑓

electrons. Similarly, behaviour of atom Ni is identical in all
four phases. The total magnetic moment per formula unit
is ∼4.7 𝜇B in all phases. The total magnetic moment for the
complete DyNi in FeB phase is found to be 18.87 𝜇B; in
CrB phase it is 9.34 𝜇B while in CsCl and NaCl phases it
is around 4.8 𝜇B. The reason behind this is that FeB phase
contains 4 primitive cells per unit cell and CrB phase includes
2 primitive cells per unit cell.

4. Conclusions

Present paper includes ab initio study of the structural
and magnetic properties of DyNi alloy using FP-LAPW
method. The GGA is opted to perform all the calculations



6 ISRN Condensed Matter Physics

0.0

0.4

0.8

1.2

1.6

0 100 200 300 400 500
Temperature (K)

P = 0GPa
P = 8GPa
P = 16GPa

𝛼
(1
0
5
/K

)

(a)

1.7

1.8

1.9

2.0

2.1

0 5 10 15 20

G
ru

ne
ise

n 
pa

ra
m

et
er

Pressure (GPa)

T = 0K
T = 500K
T = 1000K

(b)

0

11

22

33

44

55

0 100 200 300 400 500
Temperature (K)

Sp
ec

ifi
c h

ea
t (

J/m
ol
∗

K)

C�

Cp

(c)

137

154

171

188

205

0 5 10 15 20

D
eb

ye
 te

m
pe

ra
tu

re
 (K

)

Pressure (GPa)

T = 0K
T = 500K
T = 1000K

(d)

Figure 5: Thermodynamical parameters: (a) thermal expansion coefficient 𝛼, (b) Gruneisen parameter (𝛾), (c) specific heats 𝐶V and 𝐶𝑝, and
(d) Debye temperature 𝜃

𝐷
.

related to exchange-correlation functional. The structural
phase transformations phase may enhance their physical
properties. The optimized results for equilibrium lattice
constants, 𝑎/𝑐 ratio for stabilisation of orthorhombic FeB
phase, unit cell volumes, and bulk modulus and its first
order pressure have been reported. The electronic band
structure and corresponding DOS plots showmetallic nature
of DyNi in both the channels of spin. Thermal expansion

coefficient 𝛼, specific heats 𝐶V and 𝐶𝑝, gruneisen parameter
𝛾, Debye temperature 𝜃

𝐷
, entropy 𝑆, and magnetic moments

of DyNi are reported. Only available experimental data about
DyNi are lattice constants. The theoretical predictions on
structural, electronic, thermal and magnetic properties of
DyNi have been reported for the first time. We expect that
our present communication will hopefully encourage theo-
retical researchers and experimentalists to give their attention
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to such technically imperative ferromagnetic intermetallic
materials.
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