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Abstract. 
The SRC (steel-frame reinforced concrete) arch bridge is an important part of the development of arch bridges. Scholars worldwide have studied it from various aspects because of its stronger stiffness and stability than other types of bridges especially when crossing the canyon. The steel frame is a stress bracket during construction. Concrete becomes the main axial-pressure bearing structure when it fills the inner pipe and the encased frame. This article mainly focuses on the crack problems of SRC arch bridging during the postconstruction operation, local model of the midspan arch rib, and the equivalent relationship between the coefficient of expansion and the temperature of concrete. This study uses a cooling method to simulate the shrinkage process with detailed analysis of three properties including concrete shrinkage, temperature gradients, and concentrated hanger rod force. It is concluded that the SRC arch bridge will have large tensile stress on both inner and outer surfaces of slab and web when the temperature changes, and it is the main cause of cracks. The results agree well with measured data. At last, we come up with some reference suggestions in the design and construction of similar bridges in the future.



1. Introduction
Arch bridge construction is one of the most common bridging methods, and there is already much research on it from various aspects [1–5]. From the early stone arch to the reinforced concrete arch to the steel arch and steel-concrete composite arch bridge, the most advanced arch bridge construction technology is in China, where the longest span (445 meters) SRC arch bridge is built [6–9]. With the continuous improvement of construction materials, construction technology, and design concept, more and more long-span arch bridges have been built both in China and other countries. In the past 20 years, seven bridges with spans of more than 300 m have been built [10, 11]. SRC arch bridge design stands out from many arch bridges because of its light weight, high rigidity, strong spanning ability, convenient construction, good structural integrity, etc., and it becomes the first choice for arch bridge spans over 200 m in China’s mountainous canyon area.
There have been many successful exemplary projects of steel-frame reinforced concrete (SRC) arch bridges with spans of more than 200 m both in China and other countries and districts [12–14]. In 1942, Spain built the Esla arch bridge with a span of 210 m which was the longest span SRC arch bridge in the world at that time [14, 15]. The Yongjiang bridge, Yongning, was built in 1996 with a span of 312 m, the Wanxian Yangtze River bridge was built in 1997 with a span of 420 m, and the Shanghai–Kunming Beipanjiang Railway bridge was built in 2016 with a span of 445 m. In 2003, Japanese designers even attempted to design a 600 m SRC arch bridge [16, 17]. The original complete plan of the Miller bridge built in 2004 in France is a 602 m SRC arch bridge [18]. At present, most scholars study the construction methods and the process of SRC arch bridges. But the studies lack detailed analysis. In 1992, academician Zheng Jielian published a method that uses the oblique cable to hang arch ribs during construction adopting jack control technology and continuously poured concrete arch rib technology. It has been widely used in the construction of large-span SRC arch bridges in China because of lower transient and permanent stresses [19]. Xie et al. [20] found that new stress redistribution in arch rib sections caused by shrinkage and creep cannot be ignored through the comparative study of shrinkage and creep theory and the model experimentation. Zhou [21] did shrinkage and creep model experiments to study layered-pour concrete arch ribs. Additionally, Lin et al. [22] summarized the progress of the study on voids in concrete-filled steel tubular structures.
In this paper, we mainly use the ANSYS software to simulate the stress state of the SRC arch ribs in the course of construction and analyze the causes of arch rib cracks from three aspects, which are shrinkage and creep from concrete, the temperature gradients in arch rib cross sections, and rod tension. The calculated results are in agreement with the measured results.
2. Concrete Shrinkage Theories of Arch Ribs
Steel-frame reinforced concrete (SRC) arch bridging is one type of steel-concrete composite structure. The bonding surface between steel and concrete is an important feature and needs to be studied deeply. With the passage of time, shrinkage and creep of concrete increase gradually [23]. In this article, for the relevant parameters of concrete shrinkage, refer to Appendix F of “Code for Design of Highway Reinforced Concrete and Prestressed Concrete Bridges and Culverts” which is the Chinese Bridge specification [24]:where  is the age of concrete when calculated (days, d);  is the shrinkage at the beginning of the concrete age (days, d) and here can be assumed to be 3 d–7 d;  is the shrinkage strain when the calculated concrete age is “” while the initial age is “”;  is the nominal contraction coefficient;  is the coefficient of contraction with time;  is the concrete average cubic compressive strength (MPa) with strength grade C20–C50 at the age of 28 d, fcm = 0.8fcu,k + 8 MPa; where fcu,k is the concrete cubic compressive strength standard value (MPa) with 95% guarantee rate at the age of 28 d; and βRH is the coefficient of annual average relative humidity. In formula (4), it applies to 40% < RH < 90%; RH is the annual average relative humidity (%);  is a coefficient describing the type of cement, for Portland cement and quick hardening cement, ;  is the component theory thickness (mm), h = 2A/μ, A is the cross-sectional area of the member and μ is the contact length with the atmosphere; RH0 = 100%; h = 100 mm; t1 = 1 d;  = 10 MPa.
A cooling method is used to simulate the shrinkage and the creep of concrete in finite element model analysis. The equivalent temperature drop value “” at the time of “” can be expressed aswhere the coefficient of the linear expansion of  is 1 × 10−5.
3. Analysis of Arch Ribs in SRC Arch Bridges
The object of this paper is a long-span SRC arch bridge constructed many years ago. The elevation diagram is shown in Figure 1. The crack propagation of the number one (#1) arch rib is shown in Figures 2 and 3. A photo of the bridge under study is shown in Figure 4. The crack distribution of the number two (#2) arch rib is similar to that of #1 arch rib, and thus no list of it is given. It can be seen from the diagrams that the cracks mainly appear on the region near the top arch rib, especially on both inner and outer surfaces of the slab and web of the arch rib. And the phenomenon is very common.


	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		

Figure 1: SRC arch bridge elevation.




	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		

Figure 2: Crack distribution outside #1 arch rib.




	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
	
		
	
	
	
	
	
	
	
	
	
	
		
	
	
	
		
	
		
	
	
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	

Figure 3: Crack distribution inside #1 arch rib. Note that the crack length and width are not marked when the length is less than 1 m.
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(b)
Figure 4: Photos of the bridge under study.


To analyze the cause of the formation of long longitudinal cracks on arch ribs, a numerical simulation is carried out where mainly shrinkage and temperature gradients are taken into consideration. Through the investigation of the arch rib crack forming time, it is found that the longitudinal crack in arch ribs is partially formed during the curing period of the main arch rib. At this stage, the arch rib is only affected by its own weight due to gravity, while the axial force and bending moment produced by this self-weight is not strong enough to lead to the longitudinal cracks in the arch ribs. Therefore, the cause of cracks can be narrowed to concrete shrinkage and temperature gradient and others.
3.1. Refinement Analysis Model of Arch Ribs in SRC Arch Bridges in China
This article chose a midspan of main arch ribs to make refined finite element analysis and constructive analysis according to the investigation of arch rib cracking in SRC arch bridges. The length of the main arch rib section is 8.92 m, the height is 5 m, the width is 3 m, the thickness of the web is 32 cm, and the thickness of the bottom slab is 0.36 m. The model takes the steel skeleton in the section into account, using the equivalent elastic modulus method to generate the same parameter steel pipe with a diameter of 402 mm and a thickness of 29.2 mm. The SOLID45 element is used to simulate concrete about 33,328 variable units in the model. The BEAM188 element is used to simulate the rigid steel frame about 2,000 variable units. Gravity is applied in the negative direction at a magnitude of 9.8 kN along the Y axis. Considering that deformation of a steel skeleton in concrete is so small that almost no distortion occurs during shrinkage, we constrained the eight corners of the steel skeleton in the model. The finite element model and boundary conditions are shown in Figures 5 and 6. In the model, the relative slip between steel frame and concrete is not considered as small deformation. We think that it is in the stage of elastic stress during the whole work. The important mechanical parameters used in the analyses are shown in Table 1.


	
		
	

Figure 5: FEM of midspan arch rib concrete element.




	
		
	

Figure 6: FEM of midspan arch rib—stiff skeleton element.


Table 1: Mechanical parameters used in the analyses.
	

	Parameter	Elastic modulus (MPa)	Poisson ratio	Density (kg/m3)	Coefficient of linear expansion (1/°C)
	

	Steel	2.06e + 5	0.3	7.8e + 3	1.2e − 5
	Concrete	3.45e + 4	0.2	2.6e + 3	1.0e − 5
	



3.2. Effect of Concrete Shrinkage in Arch Ribs
For the SRC arch bridge and other bridge types, new distribution of the internal stresses due to the shrinkage of concrete on the joining surface between concrete and steel can be simulated by the finite element method. From the calculation of the cross section of the arch rib, the shrinkage strain of the structure can be obtained at each age, as shown in Table 2.
Table 2: Stress in Arch rib of different concrete ages.
	

	Time (days)	30	60	90	180	360	720	3600
	

	Strain (με)	153	197	218	245	261	270	278
	Temperature, T	15.3	19.7	21.8	24.5	26.1	26.9	27.8
	



3.2.1. Stress Distribution of Shrinkage
Through the model calculations, we finely get the stress distribution at the bottom of the slab and the web of the arch rib after 30 days of shrinkage, 180 days of shrinkage, and 3600 days of shrinkage, which are typical in different periods of time. The results are shown in Figures 7–9.
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(d)
Figure 7: Stress distribution in bottom of the slab and web of the arch rib after 30 days’ shrinkage (unit: MPa). Normal stress distribution in Z-direction on (a) the inner surface of the bottom slab and (b) the outer surface of the bottom slab. Normal stress distribution in the Y-direction on (c) the inner surface of the web and (d) the outer surface of the web.
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(d)
Figure 8: Stress distribution in bottom of the slab and web of the arch rib after 180 days’ shrinkage (unit: MPa). Normal stress distribution in Z-direction on (a) the inner surface of the bottom slab and (b) the outer surface of the bottom slab. Normal stress distribution in the Y-direction on (c) the inner surface of the web and (d) the outer surface of the web.
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(d)
Figure 9: Stress distribution in bottom of the slab and web of the arch rib after 3600 days’ shrinkage (unit: MPa). Normal stress distribution in Z-direction on (a) the inner surface of the bottom slab and (b) the outer surface of the bottom slab. Normal stress distribution in the Y-direction on (c) the inner surface of the web and (d) the outer surface of the web.


3.2.2. Effects of Concrete Shrinkage on Arch Ribs
(1)The results show that tensile stress on the outer surface of the bottom slab is larger at the end of the arch ribs because of concrete shrinkage, and the maximum tensile stress reaches 1.595 MPa at the age of 30 days, 2.554 MPa after 180 days, and then 2.898 MPa after 3600 days. The reason is that the steel frame imposes strong constraints on the concrete.(2)The inner surface of the arch rib bottom slab is in a minimal pressure or a tensile stress state.(3)The inner surface of the arch rib web is pulled, and the maximum tensile stress reaches 1.851 MPa at the age of 30 days, 2.964 MPa after 180 days, and then 3.363 MPa after 3600 days.(4)The outer surface of the arch rib web is pulled, too. The maximum tensile stress of the arch rib web reaches 0.562 MPa at the age of 30 days, 0.901 MPa after 180 days, and then 1.022 MPa after 3600 days.
4. Analysis of the Influence of Temperature Gradients and Suspension Concentration on Arch Rib Cracking
The bridge is located in Nanning, Guangxi Province. The lowest monthly average temperature is 12.8°C in January, and the highest one is 28.2°C in July and August according to the statistics of Nanning Meteorological Bureau.
In the FEA model shown in Figures 5 and 6, we chose two temperature gradients, one at 10 and the other at −10°C. The rib element is divided into three layers from outside to inside, and each layer is subjected to a gradually increased or decreased temperature. The model of the cooling gradient is shown in Figure 10.


	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
	
		
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		

Figure 10: Temperature gradient distribution in the arch rib model.


4.1. Effects of the Temperature Gradient on Arch Rib Cracking
4.1.1. The Results of Cooling Gradient
When the gradient temperature is −10°C, the inner surface of the rib is compressed, while the outer surface is under tension. The transverse tensile stress on the outer surface of the web is from 2.523 MPa to 3.214 MPa. The temperature stress distribution is shown in Figure 11.
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(d)
Figure 11: Stress distribution in bottom of the slab and web of the Arch rib when the temperature gradient drops 10°C. Normal stress distribution on (a) the inner surface of the bottom slab; (b) the outer surface of the bottom slab; (c) the inner surface of the web; (d) the outer surface of the web.


4.1.2. The Results of the Rising Gradient
When the gradient temperature is 10°C, the inner surface of the rib is under tension, while the outer surface is compressed. The maximum transverse tensile stress on the inner surface of the web is 2.723 MPa. The temperature stress distribution is shown in Figure 12.
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(d)
Figure 12: Stress distribution in bottom of the slab and web of the arch rib when the temperature gradient rises 10°C. Normal stress distribution on (a) the inner surface of the bottom slab; (b) the outer surface of the bottom slab; (c) the inner surface of the web; (d) the outer surface of the web.


4.2. Effect of Suspension Concentration on Arch Rib Cracking
The boom is anchored to the ribs through the boom support block. The detailed analysis of this region shows that the tensile stress of the bottom plate and web plate near the anchor point of the suspender will appear in the action of the 1300 kN suspender force. The maximum transverse tensile stress of the bottom plate is 2.241 MPa, and the maximum lateral tensile stress of the web is 1.458 MPa, as are shown in Figures 13 and 14.


	
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	

Figure 13: Cross stress distribution in the bottom slab of the arch rib.




	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
	
	
		
			
		
	

Figure 14: Cross stress distribution in the web of the arch rib.


5. Conclusion
In this paper, finite element software is used to simulate the stress of the vault arch rib section. After analyzing the three properties of concrete shrinkage, temperature gradients, and concentration of the suspension, we come to the following conclusions:(1)Influenced by concrete shrinkage, the outer surface of both top and bottom arch ribs and the inner surface of the web will be under larger tensile stress. The tensile strength of concrete C50 is 2.65 MPa according to the Chinese bridge standard. But, the tensile stress value of the web and the bottom plate is more than C50 concrete’s design value which is an important factor in crack initiation. The results of finite element analysis are consistent with the results of visual inspection. The longitudinal crack on the outer surface of #1 arch rib is more common in the vault and arch bottom, while the longitudinal crack on the inner surface is more common in the web.(2)Due to the rapid change in atmospheric temperature and the temperature change in the arch rib being slow, the temperature gradient will exist along the thickness direction of arch ribs. Assuming that the temperature gradient between inner and outer ribs is 10°C, we confirm that the inner surface of the arch rib will be under pressure, while the outer surface of the upper side will be under tension when the air temperature is lowered. Thus, the tensile strength of the outside surface is over the design value. When the air temperature rises, the outer surface of the arch rib will be under pressure, while the internal surface will be under tension, and the tensile stress of the inner surface is over the design value. What is more, the process of temperature change will further aggravate crack development in arch ribs.(3)The design tensile force of the suspender is 1300 kN and the tensile stress of the bottom plate and the web of the arch rib will increase during the operating process. This phenomenon will be aggravated with the repeated action of the vehicle load in the postbridge operation process. By the way, longitudinal cracks in reinforced concrete arch bridges arch rib are allowed when the width is less than the allowable value. But, we must pay attention to this problem because of its effects on durability of bridges.
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