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Abstract. 
Macrofiber composite (MFC) has been developed recently as a new type of smart material for piezoelectric transducers. It shows advantages over traditional piezoelectric ceramic materials (PZT) including the method of application, sensitivity, and cost. It can be embedded on the structure, which provides the possibility to monitor the structural health in real time. In this paper, the feasibility of this transducer for the Lamb wave inspection has been experimentally explored. A pair of MFC patches is bonded on a 2 mm thick aluminum plate, and it has been demonstrated that the dispersive characteristics of S0 and A0 modes, generated and detected by MFC patches, agreed well with the theory. The influence of the bonding condition of the transducer was also tested to show that rigid bonding is required to assure a high amplitude signal. In order to illustrate the performance of defect detection, an artificial defect fabricated on the surface of a specimen was inspected in the pitch-catch mode. The results showed that the MFC transducer is a promising Lamb wave transducer for nondestructive testing (NDT) and structural health monitoring (SHM).


1. Introduction
With a view to enhance the safety and reliability in nondestructive evaluation (NDE), the development of highly efficient techniques for nondestructive damage detection or structural health monitoring is of vital significance [1]. Such SHM requires small, lightweight, cheap, and sensitive smart transducers to be embedded on the surface of the structure at affordable cost, especially in the aerospace field. In addition, the traditional PZT is not suitable for this situation because of limitations such as being monolithic, inflexible, and brittle.
In order to make up for these limitations, a series of smart material transducers was developed in the past two decades. Piezoelectric films (PVDFs) have been used in SHM system [2–4]. Compared to the traditional PZT transducers, they have some advantages of durability and flexibility, but due to poor electromechanical coupling efficiency, they need greater actuation power in generation and heavy amplification in detection [5]. There are other transducers, including active fiber composites (AFCs) and macrofiber composites (MFCs) developed at NASA Langley Research Center, and these transducers avoid some of the limitations of PVDFs. AFCs and MFCs are composed of thin piezoceramic fibers sandwiched between layers of adhesive, electrodes, and a polyimide film [6]. These types of transducers produce higher force and strain than the typical monolithic piezoceramic materials [7, 8]. The main advantage of MFCs over AFCs is the reduced manufacturing cost, owing to the fibers being sliced into rectangular shapes for MFCs, while the circular AFC fibers are manufactured through a very costly extrusion process [9].
Thus, the developed MFC patch is a promising alternative to the traditional brittle PZT. Also, it is appealing for SHM due to its advantages of flexibility, durability, sensitivity, and reliability. Many researchers have engaged in applying this kind of composite transducer to the nondestructive evaluation field, such as welding defect detection, pipeline inspection, and structural health monitoring [1, 3, 10, 11].
In this paper, we focused on the feasibility of using MFC patches for the Lamb wave inspection. For this, a pair of MFC patches was bonded onto a 2 mm thick aluminum plate, and the Lamb wave was transmitted and received. The influence of bonding condition of the MFC patch on the Lamb wave signal was also investigated, including the poorly adhered and the correctly adhered bonding conditions and the use of two kinds of couplants (longitudinal wave couplant and shear wave couplant). In order to illustrate the performance of defect detection, an artificial defect was fabricated on the surface of the specimen which was inspected in the pitch-catch mode.
2. MFC Transducer
The typical type of MFC transducer tested in this paper is an M2814-P1 (Smart Material Corp.), which is shown in Figure 1. This type of MFC, which is available in d33 operational mode, actuates and senses along the length of the MFC patch. The specific information is listed in Table 1.
Table 1: Properties of MFC Type P1 M2814.
	

	Operational voltage	−500 V~1500 V
	Active dimensions	28 mm × 14 mm
	Overall dimension	38 mm × 20 mm
	Capacitance	0.61 ppm
	Free strain	1550 ppm
	Thickness	300 μm
	Actuator bandwidth	0 Hz~700 KHz
	Sensor bandwidth	0 Hz~1 MHz
	


















Figure 1: MFC Type P1 M2814 (made by Smart Material Corp.).


3. Experiments and Results
3.1. Dispersion Curves
In our study, a 2 mm thick aluminum alloy plate was used as specimen. Initially, the theoretical dispersion curves of the relevant Lamb waves were calculated. These are presented, in terms of phase velocity and group velocity, in Figures 2(a) and 2(b). Si and Ai indicate the symmetric and antisymmetric modes 
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, respectively. They will be used for mode identification and to predict the time of flight of a specific mode. 
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(b)
Figure 2:  (a) Group velocity dispersion curves. (b) Phase velocity dispersion curves.


3.2. Excitation and Detection of the Lamb Wave Using MFC Patches
Figure 3 shows the experimental set-up to demonstrate the performance of MFC patches to excite and detect the Lamb waves. A pair of MFC patches was bonded on the surface of the plate; one MFC patch was used as an actuator to generate the Lamb waves and the other was used as a sensor to receive the wave signal. A high power tone-burst signal generator (Ritec RAM 5000, USA) was used to drive the actuator. A pulser receiver (Panametrics PR500, USA), which was connected to the sensor, was used to receive the wave signal for the pitch-catch mode inspection.







	
		
			
		
			
		
		
			
		
	


	
		
			
		
			
		
		
			
		
	




	
		
			
		
			
		
			
	


	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
		
	
	
		
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
		
	


	
	
	
	
	
	
	
	
	




















Figure 3: Pitch-catch measurement experiment set-up.



In order to determine which frequency range was suitable for the embedded MFC patches to generate and detect the Lamb waves, the input signal frequency was varied from 0.1 MHz to 0.6 MHz at 0.05 MHz intervals. This frequency range was chosen because the upper frequency limit of the MFC actuator was 0.7 MHz. From the experimental signals shown in Figure 4, it is apparent that the S0 mode is readily detectable within the range from 0.25 MHz to 0.45 MHz, while A0 mode is detectable between 0.2 MHz and 0.35 MHz. From these results, the 0.3 MHz frequency was selected for the input frequency to use for both of S0 and A0 modes.


	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
				
			
		
		
			
				
			
		
		
			
		
			
		
			
		
			
		
			
		
			
	
	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
			
			
				
				
				
				
				
				
				
			
			
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
	


	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
			
		
	
	
	
	
		
			
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
			
		
	


	
		
			
		
		
			
			
		
		
			
		
		
			
		
	

Figure 4: Received signals from various frequencies at 0.05 MHz intervals.


Figure 5 shows an example of the detected signal in a time domain, and we can see that the S0 and A0 modes are clearly observed. This signal was short-time-Fourier transformed and overlapped on the theoretical group velocity dispersion curves to verify the Lamb wave modes. The experimental results agree closely with the theoretical dispersion curves at 0.3 MHz for both modes. 
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(b)
Figure 5:  (a) The signal generated and received by MFC patches. (b) Overlapping the group velocity with STFT.


3.3. Influence of the Bonding Condition
As the bonding condition of MFC patch may affect the effectiveness of the actuation and sensitivity of the sensing, the quality of the bond is an important consideration in the performance of the system [12]. In order to investigate the influence of the bond quality, we tested several different bonding conditions: couplant-bonded, poorly adhered, and correctly adhered. For the correctly adhered condition, an epoxy adhesive (3 M Scotch-Weld) was used, which is composed of two parts. The poorly adhered condition was obtained by using only one part of the epoxy, causing degradation in the shear and longitudinal stiffness compared to that of the mixed two-part epoxy adhesive [13].
Figure 6 shows the envelope of detected signals for each bonding condition, where the envelope of signal was obtained by using the Hilbert transform. We can see that the sensor with the correctly adhered condition produced a significantly larger output than those with poorer bonding, and thus proper bonding is very important to ensure the maximum sensitivity of the MFC patch. 


	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
			
		
		
			
		
			
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
		
			
		
			
				
				
				
				
			
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
			
				
				
				
				
				
				
				
				
				
			
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
	


	
		
			
			
			
			
			
			
			
		
	


	
		
			
		
		
			
			
		
		
			
		
		
			
		
	


	
		
	
	
		
	


	
		
	
	
		
	













Figure 6: The envelope of signals obtained from different bonding conditions.  


3.4. Defect Detection
In order to further verify the performance of an MFC Lamb wave actuator sensor system for defect detection, an artificial defect on the surface of the specimen was inspected. The defect was a circular groove with diameter of 20 mm, as shown in Figure 7. We used the pitch-catch method.


	
		
	
	
	
	
	
	
	
	
		
			
				
				
				
				
				
				
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
				
				
			
		
	
	
	
	
	
	
	
		
	
	
	
		
	
	
		
			
				
				
				
				
				
				
			
		
	
	
		
			
				
				
				
				
				
				
				
				
				
			
		
	
	
		
	
		


	
		
		
		
		
		
	


	
		
		
		
		
		
	


	
		
		
		
		
		
	


	
		
			
		
			
		
		
			
		
	


	
		
		
			
		
		
			
		
	


	
		
			
		
			
		
		
			
		
	


	
		
			
		
			
		
	


	
		
			
		
		
			
			
			
			
			
		
	



Figure 7: The specimen with circular defect and bonded MFC patches locations.


The pitch-catch method can be used to inspect structural degradation that occurs between the actuator and sensor. The main performance of the detection is to compare the Lamb wave’s amplitude and time of flight with a pristine case. Due to the dispersive characteristics of the Lamb waves, which are easily influenced by the small changes in the thickness of plate, this method is suitable to detect variations in thickness.
Three different depths of defects, 0.2 mm, 0.4 mm, and 0.6 mm, were tested. In order for an easy comparison of the signal amplitude with the baseline, we processed the signals by using the Hilbert transform, which provides the envelope of signal. Figure 8 shows the results. With an increasing of the defect depth, the Lamb wave amplitude decreased consistently. When the defect depth was 0.2 mm, which was 10% of the plate thickness, the amplitude reduction was relatively small. However, when the defect depth was 20% and 30% of the plate thickness, the amplitude was substantially reduced. 


	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
			
	
	
		
			
	
	
		
			
	
	
		
			
	


	
		
		
		
	


	
		
		
		
	


	
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
	


	
		
	


	
		
		
		
		
	


	
		
		
		
		
	


	
		
		
		
		
	


	
		
		
		
		
	


	
		
		
		
	


	
		
		
		
		
	


	
		
		
		
		
	


	
		
		
		
		
	


	
		
			
			
			
			
			
			
			
			
			
		
	


	
		
			
			
			
			
			
			
			
		
	


	
		
			
		
		
			
			
		
		
			
		
		
			
		
	


	
		
			
		
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
		
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
		
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	
	
		
			
			
			
			
			
			
			
			
			
		
	


	
		
	
	
		
	


	
		
	
	
		
	

Figure 8: Envelope of each signal obtained from each case.


4. Conclusions
The feasibility of MFC patch transducers for structural health monitoring using the Lamb wave was experimentally demonstrated. For the experiment, a pair of MFC transducers was bonded on a 2 mm thick aluminum plate specimen. The Lamb waves were well generated and received by this pair of transducers, and the Lamb wave modes were identified by comparing with the theoretical dispersion curves. The bonding quality affected the actuation and the sensitivity of the sensing, so correct bonding is required for the MFC patch to be used for an effective application. Lamb wave inspection, using MFC patch transducer in pitch-catch mode, was also useful to detect the defect of thickness reduction. A 20% reduction of thickness was detectable. From these results, we can conclude that MFC patch transducers can be effectively used for structural health monitoring using the Lamb waves. 
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