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The composite cementitious materials were prepared with lead-zinc tailings, lead-zinc smelting slag, and cement clinker.The effect
of material ratio on the mechanical properties, the phase analysis, and microstructures were investigated. The effect of the pH and
stripping time on the leaching amount of lead ion was discussed. The results show that the additive amount of the tailings should
be minimized for the cementitious materials meeting the strength requirements, controlled within 10%. The leaching amount of
cementitious materials remains low in a larger range of pH, which can effectively reduce the leaching of heavy metal lead. The
leaching kinetics of lead ions in the three kinds of samples could be better described by the pseudo-second-model.

1. Introduction

In the process of exploiting and utilizing of mineral resource,
a series of environmental problems have been arisen. The
exploitation of the mine will produce a lot of waste rock
and gob, resulting in waste of resources and security risks.
The stacking of tailings from concentration and smelting
slag, sludge, and dust from metallurgical process have stolen
the land resources which produce a serious pollution to the
environment. Filling the gobs with tailings and other solid
waste can not only realize the control of solid waste pollution
and improve the utilization of the land but also prevent the
surface subsidence and improve the mining index. However,
if tailings and other solid waste are directly used to fill the
gobs, it will be prone to oxidation and ion release in the rain,
the sun, and other natural stress; toxic substances and heavy
metal ions can be released to the environment as well. A tail-
ings dam leakage occurred in Spanish Aznalcollar sulfur iron
mine in April 1998, resulting in the decline of the pH values
in the vicinity of the local underground water and the
concentration of heavy metal ions Zn, Mn, Co, Pb, Cd, and
Tl in underground water and soil was significantly increased

[1]. Sharma andAl-Busaidi investigated the changes of under-
ground water metal ion concentration and pH value through
the analysis of 12 years monitoring data of soil and water
around the copper mine tailings of Oman Mine Company
[2, 3] and confirmed the pollution of groundwater tailings.
Shaw monitored that the Hg concentrations in surface water
and groundwater continued to rise although the Murray
Brook gold mine in Canada had been closed for 10 years
[4]. Therefore, the tailing cannot be used to fill the gobs
directly. It had been confirmed that heavy metals could be
solidified in cement clinker crystalline lattice in the process
of cement kiln incinerating solidwaste.These elementswould
be compacted in the C-S-H consolidation gel or exist in small
pores after cement hydration and were not willing to release
under natural conditions. Via the use of the cement, heavy
metals and other harmful substances are not released into the
environment which can eliminate the hidden dangers of pol-
lution.The preparation of cementitious material with tailings
to replace a part of cement can not onlymeet the requirement
of structure and high strength but also reduce the cost. The
purpose of effectively recycling tailings and other waste was
achieved [5].
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Table 1: Chemical composition of raw materials/%.

Composition CaO SiO2 Al2O3 MgO Fe2O3 MnO K2O TiO2 FeO Pb Zn Na2O S LOI
Gangue 2.19 69.92 10.41 1.39 1.89 0.51 2.17 0.57 5.38 0.17 0.12 0.51 0.55 3.68
Smelting slag 13.54 27.72 11.32 6.12 1.69 1.79 1.12 0.6 25.28 0.92 3.2 3.25 2.15 0.57

Lead-zinc tailings lead and zinc smelting slag and cement
clinker were used in the experiment to prepare composite
cementitiousmaterial.The effect of the species and quantities
of hydration products under different ratio of raw materials
onmechanical properties was studied, which laid the theoret-
ical foundation for how to prepare cementitious material and
optimize its strength. Because external pH is the main factor
affecting the heavy metal leaching, the lead ion leaching of
tailings, smelting slag, and tailings-smelting slag cementi-
tious materials under different pH conditions were studied,
respectively, providing basis of suitable environment for the
prepared composite cementitious materials.

2. Experimental

2.1. Materials and Equipment. In this experiment, the raw
materials were lead-zinc tailings, smelting slag, and cement
clinker. The additives mainly contained gypsum. The XRD
analysis indicated that the main components in the tailings
were quartz and kaolinite, and the activationwas not difficult.
Lead and zinc smelting slagwas composed of SiO

2
, FeO, CaO,

Al
2
O
3
, and MgO; the main mineral composition was glass

phase which meant it was a potential hydraulic material with
high activity.The cement clinker came from a cement factory
of Baoding, Hebei province. The main compositions are
tricalcium silicate, dicalcium silicate, and calcium iron oxide.
Chemical composition of lead-zinc tailings and lead-zinc
smelting slag was shown in Table 1.

2.2. Experimentation

2.2.1. Preparation of Composite Cementing Material. Pre-
grinding the lead and zinc smelting slag for the raw smelting
slag is coarse. Add gypsum and clinker in the fine smelting
slag when it was grinded to a certain degree; the final specific
surface area of the mixture is 480∼720m2/kg. Standard mor-
tar specimenwasmade according to the “test for cementmor-
tar strength” (ISO, GB/T 17671-1999), and then the specimens
were mold unloading and were maintained in (20 ± 1)∘C and
humidity above 90% for 28 days.

2.2.2. Leaching Test. Use a static immersion method to
simulate the tailings, smelting slag, and cement products,
respectively. In each leaching experiment, 2 g samples were
soaked in a 100mL conical flask by the solid to liquid ratio of
1 : 25. The experiment was carried out at room temperature.
In order to study the effect of soaking time and initial pH
value on ion release, tailings, smelting slag, and the cement
products were soaked in the soaking liquid of the initial pH
values 1, 2, 3, 4, 5, 6, 7, 8, 9, 10, 11, and 12, respectively.The initial
pH values were adjusted with NaOH and HCl solutions; the
immersion time was 24 h. The pH value was adjusted every

Table 2: The ratio of materials for smelting slag cementitious.

Number Materials
Additive Smelting slag Cement clinker

1 5 55 40
2 5 60 35
3 5 65 30
4 5 70 25
5 10 55 35
6 10 60 30
7 10 65 25
8 10 70 20

8 h during the leaching process to ensure the stability of pH
value.

2.2.3. Analytic Technique. The strength of the sample was
tested using a microcomputer controlled electrohydraulic
servo pressure testing machine from Changchun new test-
ing machine Co. ltd. The concentration of lead ions was
determined by the two xylenol orange spectrophotometric
method at thewavelength of 575 nmby aT6 ultraviolet visible
spectrophotometer from Beijing Puxi General Instrument
Corp. The pH value was measured by pHS-3C pH meter
produced by Shanghai Leici instrument factory. The test
parameters of scanning electron microscope are as follows:
HV 20KV, mag 10000 times, WD 10.1mm, spot3.0, mode
SEI, DET ETD, and HFW 15 um. The XRD pattern was
determined by X-ray diffraction in the scanning speed of
40 kV × 100mA and 8∘/min conditions.

3. Result and Discussion

3.1. Strength Test and Analysis

3.1.1. Smelting Slag Cementitious Material. Smelting slag
cementitious material consists of zinc smelting slag, clinker,
and additive. In order to study the influence of smelting slag
admixture on the strength of cementitious materials, change
the ratio of slag and cement when the amount of admixture
is 5%; the specific mixture ratio and property were shown
in Table 2 and Figure 1. It can be seen from the chart that
the cementitious material bending strength and compressive
strength gradually decreased with the increase of smelting
waste content. Because of the latent activity of the slag,
cement clinker can be used as alkali activator to destroy the
vitreous structure of smelting slag.The active SiO

2
andAl

2
O
3

reacted with Ca(OH)
2
to form hydrated calcium silicate and

hydrated calcium aluminates, resulting in increased strength.
The increase of smelting slag resulted in the reduction of
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Figure 1: Strength among cementitious materials with various
smelting concentration.
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Figure 2: Comparison of compressive strength of smelting slag
cementitious materials with different additive content.

the proportion of cement clinker in raw materials. When the
content of gypsum was too low to inspire all smelting slag,
smelting slag existed in hydration and hardening body in the
form of low intensity, which led to the decrease of strength
of cementitious materials. The influence of different additive
dosage on the strength of cementitious materials was shown
in Figure 2. On the condition of same smelting slag content,
the compressive strength of cementitious material became
weak as the additive content increased from 5% to 10%. The
existence of gypsum made it easier to form ettringite when
the additive agent was plenty, so that the activity of smelting
slag can be taken full advantage of, but, at the same time, the
reduced amount of cement clinker in the system led to less
calcium hydroxide.
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Figure 3: Comparison of strength among cementitious materials
with different tailing content.

3.1.2. Tailings-Smelting Slag Cementitious Material. For the
optimization of comprehensive utilization of solid waste
and the comprehensive consideration of economic cost and
strength and other factors, appropriately add tailings in
the mixture of the proportion of 60% zinc smelting slag,
30% cement clinker, and 10% additive to develop a colored
solid waste cementitious material with certain mechanical
strength. Figure 3 showed the change of strength with differ-
ent amount of tailings addedwhen the proportion of smelting
slag/clinker/additive was 6/3/1. As can be seen from the
figure, the material strength decreased after the tailings were
added, which indicated that the addition of the lead-zinc
tailings goes against the improvement of the mechanical
properties of cementitious material. In order to meet the
strength requirements, the tailings added in cementitious
materials should be limited [6].

3.1.3. SEM Analysis. The scanning electron micrographs of
different smelting slag admixture cementitiousmaterial when
the amount of additive was 10% was shown (Figure 4), and
the magnification was 1000 times. The microstructure of
smelting slag cementitious material can be briefly described
as follows: needle shaped ettringite crystals and flocculent C-
S-H gel overlapped to form a spatial network structure, and
it filled the surface and holes and simultaneously mixed the
unreacted dehydrate gypsum and slag particles together to
form a whole. When the slag content was 55%, the hydration
products were ettringite, which was in the initial stage of
growth, and fiber was short and dense; independent existence
of slag almost cannot be seen; when the slag content was 60%,
the hydration products were C-S-H gel and flaky calcium
hydroxide; when the slag content increased up to 65%, the
structure of the material was loose and the raw material
component was exposed; part of C-S-H gel and ettringite
were produced. When the content of smelting slag was 55%,
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Figure 4: SEM photos of hydration products with different smelting slag content: (a) 55%; (b) 60%; (c) 65%.

needle-like AFt crystals in the mortar formed skeleton, and
the structure of hardened pastes continuously compacting
through thewell-distributed filling ofC-S-Hgel, thus increas-
ing the strength of cementing filling material; this explained
the reason why the strength of mortar with 55% smelting slag
content was higher than that of the other samples from the
point of microstructure, while with the increase of smelting
slag in the sample, Ca(OH)

2
crystal increased, calcium silicate

hydrate (C-S-H) gel decreased, and the structure was more
loose; this also explained the gradual decrease of compressive
strength of the samples from the point of microstructure.

3.2. Leaching Experiment

3.2.1. Effect of pH on Lead Ion Leaching Amount. Generally,
pH value of the leaching solution is an important factor
influencing heavy metal leaching process, for the pH value
can affect not only the physicochemical properties of the
adsorbent surface but also the existence state of heavy
metal ions after being leached. The leaching of lead ion of
tailings, smelting slag and tailings, smelting slag cementitious
materials under different pH conditions was studied in this
experiment.The pH value was installed in the range of 1 to 12
and the experimental results were shown in Figure 5. It was
not difficult to find out that in the same pH environment,
lead ion leaching smelting slag quantity > lead ion leaching
tailings in quantity> lead ion leaching cementitiousmaterials
body weight.Therefore, making the smelting slag and tailings
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Figure 5: The influence of pH on leaching amount.

into cementitious materials fixed lead ions and reduced the
leaching. With the increase of pH value of leaching liquids,
the trend of lead ion leaching from tailings and metallurgical
slag were decreased alike. When the pH < 7, the lead ion
leaching amount was quite high and decreased significantly



Advances in Materials Science and Engineering 5

with the increase of pH value; when the pH ≥ 7, the lead
ion leaching rate was maintained at a low level. This was
because, in an acidic environment, it was easy for metal to
form soluble metal oxides, and stronger solubility made lead
ions more susceptible to leaching, while heavy metals might
combine with OH− or silicate and form into calcium salts in
the alkaline environment, existed in a state of stable insoluble
[7], so that the leaching amount of lead ion reduced. In
addition, the curve of lead ion leaching from cementitious
materials versus pH showed that when pH < 3, lead ion
leaching amount obviously decreased with the increase of
pH, and when pH ≥ 3, lead ion leaching quantity slightly
decreased with the increase of pH and kept at a low level;
therefore, the preparation of smeltingwaste and tailings being
made into cementitious materials can not only reduce the
amount of lead ion leaching but also keep a low leaching
amount of lead ion from cementing material in arrange of
pH 3–12.

3.2.2. Effect of Time on the Leaching of Lead Ions. Under
the condition of pH environment (pH = 9∼10) of the
leaching solution, solid to liquid ratio was 1 : 25 and 293 (±1)
constant temperature, the effect of leaching time on the lead
ion leaching from smelting slag, tailings, and cementitious
materials was studied, and the experimental results were
shown in Figure 6.The equilibrium times of lead ion leaching
from smelting slag, tailings, and cementitious materials,
respectively, were 60min, 80min, and 40min, the lead ion
leaching amount when the balance was achieved: smelting
slag > tailings > cementitious materials. Hence one can see
that preparing cementitious materials by smelting slag and
tailings can effectively reduce the leaching of heavy metals
of lead ions; this is because the alkaline slag cementitious
material hydration products 𝑡 (pH = 12) can urge heavy
metal ions such as Pb to form insoluble metal oxides and
hydroxides, thereby adsorbed on the surface of charged
ettringite or precipitated in C-S-H sol pore; this reaction
was also the main mechanism of cement solidification of
heavy metals. In addition, the additive containing anhydrous
gypsum caused the high concentration of sulfate in hydra-
tion products of cementitious materials, and in the high
concentration of sulfate, heavy metal ions are contained by
ettringite crystal [8]. Compare the condition of less sulfate
concentration in cement; it can be considered that the high
sulfate concentration inHAShydration products is the reason
of low concentration of heavy metal filtrate of cementitious
material solidified body.

For the better comparison of leaching process of 3
samples to reach equilibrium, the experimental data was
fitted by the quasi-two-level dynamic model; the equation is
as follows [9]:

𝑡

𝑞

𝑡

=

1

𝐾

𝑠
𝑞

𝑒

2
+

1

𝑞

𝑒

𝑡, (1)

where 𝑞
𝑒
and 𝑞

𝑡
are, respectively, the equilibrium time and

adsorption amount of HA when the time is 𝑡 (min) and 𝐾
𝑠

(g⋅(mg⋅min)−1) is the quasi-two-level kinetic constant.
The quasi-two-level dynamic simulation curves of each

lead ion leaching samples were shown in Figure 7. According
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Figure 6: Dissolution quantity of different sample with time.

to the slope and intercept of the curve, quasi-two-level
kinetic constant 𝐾

𝑠
and the theoretical leaching amount of

equilibrium 𝑞
𝑒(cal) and determination coefficient 𝑅2 can be

calculated, and the actual leaching amount of equilibrium
𝑞

𝑒(exp) was shown in Table 3. The determination coefficient
𝑅

2 value of three kinds of samples measured by the quasi-
two-level dynamic model fitting curve was 0.9981, 0.9996,
and 0.9998, and the leaching amount of balance theory and
the actual amount is consistent thus quasi-two-stage dynamic
model can be used to describe the leaching behavior of lead
ion of the three kinds of samples. It can be calculated by
comparison of kinetic constants that 𝐾

𝑠C > 𝐾𝑠S > 𝐾𝑠T.
The tailings andmetallurgical slag prepared into cementitious
materials can shorten the equilibrium time required for lead
ion leaching, which can reduce the amount of lead ions.

4. Conclusion

Making smelting slag and lead-zinc tailings as the basic
components,mixedwith right amount of clinker and gypsum
additive, can prepare a cementitious material with good
performance andhave a fixed effect on the heavymetal lead in
the smelting slag and tailings to reduce the leaching amount
of lead ion.

(1) The strength of gel materials decline with the increase
of smelting slag content.

(2) The addition of this kind of lead-zinc tailings goes
against the improvement of themechanical properties
of the cementitiousmaterial so that the dosage should
be controlled within 10%.

(3) The preparation of composite cementitious materials
by smelting slag and tailings can effectively reduce
the leaching of heavy metals lead and can keep low
leaching quantity in a wide range of pH value.



6 Advances in Materials Science and Engineering

Table 3: The quasi-two-level dynamic model equation data.

Sample 𝑞

𝑒(exp)/mg⋅g−1 𝑞

𝑒(cal)/mg⋅g−1 𝐾

𝑠
/g⋅(mg⋅min)−1 𝑅

2

Tailing 1.0234 1.0656 0.1130 0.9981
Smelting slag 1.1123 1.1446 0.1586 0.9996
Cementitious materials 0.6033 0.6169 0.3716 0.9998
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Figure 7: The quasi-two-level dynamic model of three samples.

(4) The quasi-two-level dynamic model can fit well with
the leaching curves of lead ion leach from smelting
slag, tailings, and cementitious materials by the time.
The model can be used to describe leaching behavior
of lead ion in the three samples.
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