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Abstract. 
The load carrying capacity and failure mechanism of 8 square columns strengthened with high-performance ferrocement laminate (HPFL) and bonded steel plates (BSP) were analyzed on the basis of experiments on the axial compression performance of these columns. Results show that the reinforcing layer worked together with the original columns as a whole, and the load-bearing capacity significantly increased. When failure of the strengthened column occurred, the mortar and concrete were crushed and bulged outward in the middle of the columns, the angle bars and longitudinal steel bars buckled, and some stirrups were pulled out. The chamfering of angle bar momentously affected the primary damage of steel strand. The values of the strength reduction factor and pressure effective utilization coefficient of the mortar were suggested. Based on the experiments and existing tests of 35 columns strengthened with HPFL, equations for the axial compression bearing capacity were proposed and all calculation results agreed well with testing results. Therefore, the calculation method could be used in the capacity design of axial compression strengthened columns.



1. Introduction
New technology for rehabilitating reinforced concrete (RC) structures has continued to emerge recently. Our research group introduced the reinforcement technique strengthened with HPFL and BSP; this technique adopts the advantages of HPFL reinforcement and bonded reinforcement technology [1–3]. At the beginning of this technique, holes on the part of column surface of steel plate position were repaired following the design requirements; other parts of the column were chamfered and scabbled according to the design requirement. Next, structure adhesive was used to stick the steel plate on the RC member surface. Afterwards, the RC member was cleaned, and then high-strength strand was twined around column and fixed on by bolts. Interfacial agent was sprayed and high-performance mortar was plastered after the structure adhesive was solidified. Finally, the strengthened column was cured. This new technique was adapted from reinforcement methods that use HPFL and BSP. Ferrocement is a form of thin wall RC using wire mesh (small diameter skeletal steel rods might be used sometimes) and mortar, and it was thought to be a ductile and durable repair material for RC structures [4–12]. The advantages of the new structure reinforcement technique were that the thickness of reinforced layer was only 25 mm, the influence on the shape of the structure was relatively small, and heavy construction machineries were unnecessary. Furthermore, high-strength steel strand as a reinforcing stirrup could fix steel plates. The bolts for fixing the steel strand served as shear connectors to avoid the slip between the reinforcement layer and the RC members. As the covering of the steel plate, the high-performance mortar could prevent or delay corrosion. The structure of the reinforced layer, which is composed of pasting steel plate, steel strand by bolts, and plastering mortar, could work together with the original columns as a whole to avoid early stripping damage.
Numerous experimental tests and finite element analyses have been conducted to study the axial force bearing capacity for a concrete column strengthened with FRP [13, 14], steel jacket [15, 16], and wire mesh [17] by researchers all over the world. However, studies that focus on square columns strengthened with HPFL and BSP are limited. This paper reports on the load carrying capacity for strengthened columns through a study carried out on 8 axially loaded RC columns combined with the obtained test results of 35 specimens. The relative calculation equation is also proposed.
2. Experimental Program
In our experiments, 3 concrete square columns and 5 RC square columns strengthened with HPFL and BSP were built. The dimensions and reinforcement bars are shown in Figure 1, and the strengthening design of the column is shown in Figure 2. RG-JS polymer mortar, Araldite XH130AB concrete interface bound rubber, bisphenol A-type modified epoxy resin, and amine curing agent were used in this study. The diameter of the steel strand for reinforcement was 3.2 mm, and its cross-sectional area was 5.1 mm2 and elastic modulus was 1.16 × 105 MPa. The size of the angle was 25 mm × 25 mm × 3 mm, and its cross-sectional area was 143.2 mm2 and elastic modulus was 2.10 × 105 MPa, similar to those of steel. The yield strength of steel  and the ultimate strength  are shown in Table 1, and the cube strength of concrete  and mortar  is shown in Table 2.
Table 1: Material strength of samples (MPa). 
	

	Φ6 rebar	12 rebar	Strand	Angle
							
	

	408.81	651.77	368.05	572.12	1606	517.80	796.50
	



Table 2: Main test results.
	

	Specimen number	Column	 
(MPa)	 
(MPa)	Sectional dimension (mm × mm)	Volume stirrup ratio (%)	
                Strand ratio (%)	
                Rebar ratio (%)	
                Angle ratio (%)	Maximum load (kN)	
                Increase of ultimate bearing capacity (%)	
                Ultimate displacement (mm)
	To Z01	To Z02
	

	Z01	Concrete column	—	 	202 × 204	0	0	0	0	1080	—	—	1.82
	Z02	RC column	—	 	202 × 203	0.521	0	1.131	0	1220	12.96	—	6.33
	Z1	RC columns strengthened with HPFL and BSP	13.80	34.10	253 × 261	0.521	0.305	1.131	0.916	1490	37.96	22.13	7.43
	Z2	32.61	257 × 260	0.521	0.305	1.131	0.916	1720	59.26	 40.98	5.76
	Z3	32.61	243 × 261	0.521	0.305	1.131	0.916	1770	63.89	 45.08	5.86
	Z4	32.61	251 × 257	0.521	0.305	1.131	0.916	1656	53.33	 35.74	6.87
	   Z5	Concrete columns strengthened with HPFL and BSP	32.61	 	  251 × 252	0	0.305	0	0.916	1640	51.85	34.43	6.58
	Z6	32.61	 	248 × 261	0	0.305	0	0.916	1608	48.89	31.80	6.21
	


Note: the maximum displacements in the table were the displacements of specimens when their loads dropped to 85% of the maximum load.






	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
			
		
			
		
		
		
		
		
		
		
			
		
			
		
			
		
		
		
			
		
			
				
		
			
				
		
		
		
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
			
		
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
	


Figure 1: Dimensions and reinforcing bars of the columns (unit: mm).






	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
			
				
		
		
			
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
				
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
				
		
		
			
		
			
		
			
		
			
		
			
		
		
			
		
			
		
			
		
			
		
		
			
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
			
		
			
		
		
			
		
			
		
			
		
			
		
		
			
		
		
			
		
	


Figure 2: Strengthening design of the column (unit: mm).


3. Test Results
The classification of strengthened columns and the main test results are shown in Table 2. Hydraulic press of 2000 kN was used in the axially compressed experiment. The loading rules were as follows: 60 kN was added per level in initial loading steps; then, 120 kN was added after cracking; finally, the load was decreased back to 60 kN as soon as the load reached 80% of the ultimate strength. As shown in Table 2, the ultimate bearing capacity for the strengthened column Z1 increased by 22.13% compared with column Z02. However, the range of bearing capacity improvement was small, because the mortar strength was only 13.80 MPa after 2 days of curing, considering the early strength properties of mortar. The ultimate bearing capacity for the strengthened columns Z2–Z4 increased by 35%–45% after 5 days of curing; their mortar strength was 32.61 MPa and was close to the concrete strength. The ultimate bearing capacity for the strengthened columns Z5-Z6 increased by 48%–52% compared with unreinforced column Z01. Thus, the strengthening effect was significant. The results indicated that the ultimate bearing capacity for the strengthened column increased with the increase of the ratio of reinforcement and the strength of the polymer mortar, whereas the ductility decreased to some extent.



The load-deformation curve of the strengthened column is shown in Figure 3. The break time of the unreinforced column Z01 was short, the ductility and deformation capacity were poor, and the characteristic of brittle failure was obvious. Given the reinforcement skeleton, the ultimate axial compressive capacity for column Z02 increased by 12.96%, the ductility increased obviously, and the descending part of the load-deformation curve was smooth. Therefore, the ultimate bearing capacity, ductility, and deformation capacity for the strengthened column all increased. This increase was due to the improvement of the compressive strength of the core concrete; such improvement was caused by the active constraints of the lateral deformation in the core concrete by the reinforced layer.




	
	
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
		
		
		
		
		
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
			
		
		
		
		
		
		
			
		
			
	


Figure 3: Load-displacement curves.


The typical failure modes of the strengthened columns are shown in Figure 4. Cracks formed mainly along the bolts in the vertical direction of the columns when columns were damaged, and the mortar and concrete were crushed and bulged outward in the middle of the columns. Moreover, all the steel strands in the middle part of the angle were cut off, and the four corner angles tended to be stripped because of the loss of the steel strand constraints. The specimens broke suddenly as a result of the sudden unloading of the steel strands. The load of the strengthened columns decreased rapidly at the later steps of loading, which indicated poor member ductility. This characteristic was also shown on the load-deformation curves. Therefore, to improve the late ductility and deformation capacity for the strengthened columns, the sudden cutting off of the steel strands was slowed by increasing the chamfer radius of external angle and sticking steel plates in the column edge after chamfering.
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(b)
Figure 4: Typical failure mode of strengthened columns.


4. Discussion of Influence Factors of Bearing Capacity of Strengthened Column
Given the use of reinforcement materials, including high-strength steel strand, angle bar, and high-performance mortar, and the use of shear bolts in the angle bars, the integrity and interoperability between the reinforced layer and the original column were improved. In addition, the reinforced layer restrained the core concrete effectively. Accordingly, the compressive strength of core concrete was improved. The bearing capacity for strengthened columns was affected by the following factors.
4.1. Bearing Capacity of the Original Column
The ultimate bearing capacity for the strengthened columns increased evidently with the increase of the concrete strength of the original component. However, in accordance with certain related research [18, 19], the bearing capacity for axial compressed specimen enhancement ratio under passive constraints decreased with the increase of the concrete strength of the original component. Thus, controlling the range of the concrete strength of the columns strengthened with HPFL and BSP is necessary.
Moreover, the ultimate bearing capacity for the strengthened columns increased with the increase of the longitudinal reinforcement ratio and stirrup reinforcement ratio of the original component. The value is in between the maximum and the minimum reinforcement ratio values.
4.2. Constraint Area of the Reinforced Layer
According to existing experimental conclusions [18–20], the constraints were uniformly distributed and equal in all directions for circular cross section columns under lateral confinement, and the strengthening effect was satisfied. By contrast, the strengthening effect on the cross section was not superior to that on the circular cross section, because the lateral confinement led to obvious stress concentrations in the four corners of the rectangular columns and the stress was comparatively feeble in the middle of each side. Given the differences in length-to-width ratios, the lateral restraints of concrete were also different apparently. Angles were arranged in the four corners of the component; hence, if the width of the angle was larger, then the confinement area under the lateral passive restriction in the corner of the original member would be larger. The areas of the weak constraint region in the center of the sides decreased relatively. Thus, the triaxial compressive area of the cross section increased relatively.
4.3. Steel Strands
On the basis of related research [13, 18], the compressive strength and ultimate deformation of the component both increased with the increase of longitudinal bar ratio under lateral confinement. As a result of this increase, the ultimate bearing capacity for the strengthened columns increased significantly with the increase of the volume ratio of the high-strength steel strands. In addition, the lateral restraint of the high-strength steel strands was caused by the lateral expansion deformation of the original columns. Given that the steel strands could not hoop completely during practical construction, tension stress was small and was even approximately zero during the initiation of loading. Accordingly, the initial strain of steel strands () was useless. When the lateral expansion deformation of the original columns started to increase, the steel strand began to form a passive constraint, which contributed to the effective lateral restriction; then, the strain would become effective eventually. By contrast, the steel strands were cut off by the angle, and the axial stress was close to the ultimate tensile strength. Furthermore, the steel strands did not reach the ultimate tensile strength, and the strain of steel strands was . Therefore, the effective strain of steel strands  could be used to limit the deformation of the core concrete effectively. Moreover, the chamfer radii of the angle bars should be increased and  should be decreased to obtain a high effect of constraints.
4.4. Bearing Capacity of the Reinforced Layer
4.4.1. Strength and Cross-Sectional Area of the Reinforced Mortar
Recent researches by the authors in [9, 21–23] have shown that ferrocement could be used as an alternative effective technique to strengthen an RC column with inadequate shear strength or compression strength. As a result, the ultimate bearing capacity for a component could be improved. Therefore, the bearing capacity for mortar under axial load was determined by the compression strength of the mortar and the cross-sectional area. Characteristics of early strength and high strength of the polymer mortar were observed, but the thickness of the reinforced layer was only 25 mm. If the cross-sectional area was large, then the proportion of the mortar area would be relatively small, and the contribution to the bearing capacity would be small.
4.4.2. Size and Compressive Strength of the Angle
The angle arranged at the reinforced layer was equal to the additional longitudinal steel by using section increment method; the contribution of bearing capacity of reinforced layer for the strengthened column was directly determined by the size and compressive strength of angles. However, the size of the angle should not be excessively large to avoid a large stiffness, which could affect the integrity between the reinforcement layer and the original column. Steel plates could be pasted on the sides of the column to increase the number of steel plates when the section area of the column is large.
4.4.3. Number and Size of the Bolts
The bolts located along the longitudinal direction provided the interface shear stress similar to a shear connector between the mortar and the angle, together with sticky steel glue. By contrast, high-strength steel strands were fixed by bolts, the steel plates could be formed integrally within the steel strands, and the reinforced layer could work better with the original columns. The number and size of the bolts should be limited to ensure effective interface shear and a sufficient number of fixed steel strands. Considering the bolt was connected to the steel plate by drilling, significantly large diameters of holes and too many bolts might reduce the bearing capacity for the angle.
5. Capacity of the Strengthened Columns
5.1. Lateral Restraint Mechanism
Traditional theory of confined concrete considered that the lateral expansion deformation of the core concrete under the axial compression caused a horizontal bending in the straight-line segment of the stirrup; the constraint of core concrete was small because of the small bending rigidity of the stirrup. However, the stiffness was large and the deformation was small in the intersecting parts of the stirrup; the utmost restraint was formed by the resultant vertical force of stirrups, which acted on the diagonal of the core concrete. The restraint caused by the steel strands was passed through the angle to the strengthened column, as shown in Figure 5. Hence, the strong constraint region of the strengthened column was radically different from that of traditional theories. Steel strand formed the restraint stress  on core concrete through angle, and the strong constraint regions A and B were also formed. Meanwhile, the flexural stiffness of the steel strand was nearly zero, and region C was the weak constraint region of the strengthened column.




	
	
		
		
		
		
		
		
		
		
		
		
			
		
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
		
		
		
		
		
		
		
		
		
		
		
			
				
				
					
				
			
		
		
		
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
		
		
		
			
		
		
		
			
		
		
		
		
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
	


Figure 5: Stress distribution at the cross section of the strengthened column.


On the basis of existing research [18], the restraint stress  (Figure 5) was applied to the strong constraint region as an arch. The shape of arch was a quadratic parabola with an initial angle of 45°, and the cross-sectional area of the original column was . Accordingly, the area of the weak constraint region was
The area of the strong constraint region waswhere  and  are the width and the height of the column, respectively, and  is the width of the angle. The equations could also be used to calculate the area of the strong and weak constraint zones of the column strengthened with HPFL alone. When , the effective coefficient of reinforced restriction was defined by .
For the circular cross section, (1) was equal to zero and (2) turned to ;  was the diameter of the original column;  was 0.95 [19]. Therefore, the reinforcement effect would be improved by the increasing radii of the rounded corners for rectangular sections.
Given that the bending strength of the steel strand is much smaller than that of steel and that its stiffness equals zero, the strength of concrete in the weak constraint region was not improved. The strength of concrete in this region could be considered equal to the concrete axial compressive strength .
With the constrained steel strand and stirrup, the compressive strength of the concrete improved significantly under the triaxial compression in the strong constraint region. According to the study of a column confined with spiral stirrups by Richart et al. [24], the compressive strength  in this region waswhere  is the lateral restraint stress applied by reinforced layer, and  is the stress coefficient with a value of 4.0 according to an existing research [20].
As shown in Figure 6, the lateral restraint stress was distributed equally with the scope of the angle pasting in the strong constraint region and decreases in the center of section. According to existing research [25], the stress was supposed to be distributed equally, the steel strand was considered an individual, and the equation could be determined by static equilibrium equations:where  and  are the tensile strength of steel strand and the cross-sectional area, respectively, and  is the space between steel strands.




	
	
		
		
			
		
			
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
		
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
		
		
		
			
		
		
		
			
		
		
		
		
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
		
			
		
		
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
				
					
				
					
				
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
		
		
		
		
			
		
			
		
			
		
			
		
			
		
			
	


Figure 6: Restraint stress of cross section.


Given the stirrup in the original column, the function of the steel strand would influence the core concrete. Then, on the basis of the steel substitution principle, the stirrup could be regarded as a steel strand.
An equation was derived based on :
The cross-sectional area of the steel strand was composed of equivalent substitution and reinforcement and could be computed as follows: where , , and  are the original cross-sectional area, the yield strength, and the spacing of the stirrup, respectively, and  is the cross-sectional area of the substitution.
The concrete cover was on the surface column. Thus, the area of core concrete confined by the original stirrup was smaller than the area confined by steel strand. The smaller area of the core concrete confined by original stirrups would increase . Accordingly, the latter had a smaller total volume ratio  of steel strand in a column, and this smaller ratio is partially conservative for calculating the bearing capacity of the strengthened column. The equation was given as
Equation (7) is substituted into (4), which obtains
Modifying (8) is necessary because the lateral restraint forces decreased with the increase of the concrete strength in the original column. An impact coefficient of concrete strength  was introduced by “design code for strengthening concrete structure” (GB50367-2006).  was 1.0 when the concrete strength was less than C50.  was 0.85 when the concrete strength was larger than C80, and other values of  were estimated by using linear interpolation method. The tensile strength  could not be applied because the steel strand was cut off early by the angle. Thus,  was introduced to reduce the tensile strength,  was the strength reduction factor of steel strand,  was 0.55 based on the ratio between the average strain calculated on tested data and the strain that corresponded to tensile strength, and  if the corner of the column was chamfered and pasted with steel plate [26]. If the chamfering radius was larger than 1/3 of the side length, then . This value was the same as that of the circular cross section. Hence, (8) could be rewritten as
For the circular cross section, (7) and (9) were calculated by the following equations, where the strength reduction factor of steel strand  was 1.0:
5.2. Calculation Equation of Axial Bearing Capacity
The calculation of axial bearing capacity was based on the loads carried by different parts of the strengthened column.
5.2.1. Bearing Capacity of Reinforced Mortar Layer 
The mortar layer was equipped with the characteristics of high early strength, which supported load as a part of the reinforced structure; and the thickness of the layer of the column strengthened with HPFL and BSP  was approximately 25 mm. The mortar layer could not contact the beam and slab on the top of columns closely under gravity. Thus, the reinforced layer could not fully and effectively bear the pressure transferred from the beam and slab. This study and another test study [17] indicated that the compressive strain of the mortar on the angle surface was much larger than that among angles because of the shear connector on the angle surface. In particular, the former was 70%–80% of the peak strain of the mortar, and the latter was merely around 30% of the peak strain. Furthermore, the areas of the two parts of mortar were  and , which were calculated by ,  . The former mortar effective utilization coefficient of pressure  was 0.7, and the latter  was 0.3 [27]. The effective stressed area of the mortar layer could be computed as follows:
The bearing capacity for mortar waswhere  was the axial compressive strength of the mortar layer.
5.2.2. Bearing Capacity of Reinforced Steel Plate 
The compressive capacity provided by the steel plate was used to directly calculate its contribution to axial bearing capacity for strengthened column. The equation was as follows:where  and  are the compressive strength of reinforced steel plate and its total cross-sectional area, respectively.
5.2.3. Bearing Capacity of Longitudinal Bar of Original Column 
The compressive strength provided by the longitudinal bar of original column waswhere  and  are the compressive strength of the longitudinal bar in the original column and the total cross-sectional area, respectively.
5.2.4. Bearing Capacity of Restrained Zones 
The bearing capacity for restrained zones was composed of the strong and weak constraint zones. Thus, the bearing capacity could be calculated as follows based on the strength and compression area:
5.2.5. Bearing Capacity of the Strengthened Column 
The axial compression capacity for square columns strengthened with HPFL and BSP could be calculated by adding all parts of force as follows:
5.3. Verification of Bearing Capacity Calculation
A total of 43 columns under axial compression were selected from this paper and another research [19, 20, 28, 29] to verify the rationality of the above equations and parameters. The reinforcement details of specimens selected from the documents are shown in Figure 7.
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(d) Document 29
Figure 7: Cross sections of the strengthened columns.


The strengthened section of specimens from [19] is shown in Figure 7(a), and 13 specimens were selected for calculation. Different steel meshes with different sizes were used to strengthen columns. As shown in Table 3, the chamfering radius of C7 and C8 was 65 mm, which was larger than 1/3 of the cross section length. A total of 14 specimens selected from document [20] were all circular concrete columns; the strengthened section is shown in Figure 7(b). Strengthened wire meshes with a diameter of 1.4 mm were set as 1–4 layers. Different materials of specimens are shown in Table 3. A total of 4 specimens were selected from [28, 29]; the details of the strengthened section are shown in Figures 7(c) and 7(d). The strengthened mortar of specimens from [29] was sprayed.
Table 3: Comparison of calculation results with test results of the axial load carrying capacity.
	

	
                  Cite	
                  No.	/Φ  (mm)	 (mm)	 
 (MPa)	 
 (MPa)	  Main  rebars	Stirrups	Jacket reinforcement	Jacket stirrups	 
 (kN)	 
 (kN)	/
	Qty	 (MPa)	Qty	 (MPa)	Qty	 (MPa)	Qty	 (MPa)
	

	Author	Z01		—	 	—	—	—	—	—	—	—	—	—	1080	1080	1.00
	Z02	—	 	—	 	 	 	 	—	—	—	—	1220	1234	1.01
	Z1	     25	 	13.8	 	 	 	 	 	 	 	 	1490	1625 	1.09 
	Z2	    34.1	 32.6	 	 	Φ6@150	 409	 	 	 	 	1720	1753 	1.02 
	Z3	4Φ12	368	 	 	  4L	        518	Φ3.2@60	    1606	1770	1753 	0.99 
	Z4	 	 	 	 	 	1656	1753 	1.06 
	Z5	 	 	 	     —	        —	 	 	 	 	1640	1513 	0.92 
	Z6	 	 	 	 	 	 	 	1608	1513 	0.94 
	

	Doc.
19	C2		    20	30.7	54.2	 	 	 	 	 	 	 	 	2608	2620 	1.00 
	C3	19.9	39.6	 	 	 	 	 	 	 	 	1849	1894 	1.02 
	C4	19.9	39.6	 	 	 	 	 	 	 	 	1849	1894 	1.02 
	C5	33.6	52.3	 	 	 	 	24Φ6	246	Φ6@50	246	2807	2785 	0.99 
	C6	33.6	52.3	 	 	 	 	 	 	 	 	2807	2785 	0.99 
	C7	 Φ400	32.5	52.7	 	 	 	 	 	 	 	 	4000	3537 	0.88 
	C8	32.5	52.7	4Φ14	361	Φ6@200	 251	 	 	 	 	4200	3537 	0.84 
	C9	      20	16.6	42.7	 	 	 	 	24Φ4	366	Φ5@50	347	1464	1652 	1.13 
	C10	16.6	42.7	 	 	 	 	24Φ4	366	Φ6@50	363	1629	1692 	1.04 
	C12	22.6	49.3	 	 	 	 	24Φ5	347	Φ8@50	243	2225	2164 	0.97 
	C13	338	20	29.0	54.3	 	 	 	 	24Φ4	366	Φ5@50	347	2992	2701	0.90 
	C14		20	29.0	54.3	 	 	 	 	24Φ5	347	Φ8@50	243	2420	2535 	1.05 
	C16		20	28.1	47.8	 	 	 	 	24Φ6	246	Φ8@40	243	2608	2526 	0.97 
	

	Doc.
20	C3	        150	    20	32.4	 49.8	 6Φ12	    277	Φ6@150	    281	Φ1.4@25	325	Φ1.4@25	325	578 	647 	1.12 
	C4	33.7	2Φ1.4@25	325	2Φ1.4@25	325	680 	689 	1.01 
	C5	33.7	2Φ1.4@25	325	2Φ1.4@25	325	640 	689 	1.08 
	C6	32.7	3Φ1.4@25	325	3Φ1.4@25	325	740 	705 	0.95 
	C7	33.1	4Φ1.4@25	325	4Φ1.4@25	325	780 	737 	0.95 
	C8	34.5	Φ4@40	746	Φ4@40	746	960 	964 	1.00 
	C9	33.5	Φ4@25	746	Φ4@25	746	1060 	1147 	1.08 
	D3	54.1	Φ1.4@25	325	Φ1.4@25	325	710 	903 	1.27 
	D4	54.3	2Φ1.4@25	325	2Φ1.4@25	325	898 	931 	1.04 
	D5	53.7	2Φ1.4@25	325	2Φ1.4@25	325	908 	925 	1.02 
	D6	54.3	3Φ1.4@25	325	3Φ1.4@25	325	940 	958 	1.02 
	D7	54.2	4Φ1.4@25	325	4Φ1.4@25	325	980 	984 	1.00 
	D8	53.2	Φ4@40	746	Φ4@40	746	1101 	1182 	1.07 
	D9	53.9	Φ4@25	746	Φ4@25	746	1281 	1381 	1.08 
	

	Doc.
28	JGZ-A2	  	    20	21.6	34.3	    4Φ12	    363	Φ6@150	    254	Φ6@50	446	Φ6@50	446	1414	1182 	0.84 
	JGZ-A3	22.4	33.2	Φ6@80	446	Φ6@80	446	1190	1088 	0.91 
	JGZ-B2	31.7	44.3	Φ6@50	446	Φ6@50	446	1732	1486 	0.86 
	JGZ-B3	33.4	42.5	Φ6@80	446	Φ6@80	446	1557	1416 	0.91 
	

	Doc.
29	ZB-1	  	    15	 20.1	 21.6	    4Φ10	    248	Φ6@150	    282	      Φ1.4@15	      500	  Φ1.4@15	    500	600	580 	0.97 
	ZB-2	673	580 	0.86 
	ZB-3	630	580 	0.92 
	ZB-4	630	580 	0.92 
	


Note: the table shows the reinforcement stirrups in this paper and in 29 articles, and the longitudinal reinforcement steels in 29 articles were hard steel. So no obvious yield strength was given; rather, ultimate strength was provided. L refers to angle, and Φ refers to diameter of steel bar.  is the test value of the axial load carrying capacity, and  is the calculation value of the axial load carrying capacity.


The compressive capacities for the above columns are shown in Table 3. The average ratio of the computed values to experimental values was 0.99, the variance was 0.007, and the coefficient of dispersion was 0.085. Therefore, the computed results were in good agreement with the test results. The equation given in this paper to calculate the axially compressive capacity for the columns strengthened with HPFL and BSP was available. In particular, the section shape of C7 and C8 selected from [19] was circular, and the area of the reinforced layer increased to 28.4% to the entire cross section, which contributed to larger compressive capacity.  and  were taken as 0.7 in the calculation. The strength reduction factor of steel strand  was 1.0, because the chamfering radius was larger than 1/3 of the cross section length. However, both calculated values were still low. This result indicated that  was still conservative because the constraint effect and bearing capacity of the reinforcement layer increased after the tremendous chamfering. The coincidence of the computation of specimens from [20] was better because the reinforcement layer was 10 mm shorter than the two ends of the original column. Furthermore, the vertical load could not be acted on the reinforced layer directly. Thus, the bearing capacity for reinforced mortar layer  was 0. For the specimens from [28, 29], a conservative  of 0.3 was taken. The results were more stable, because the end of the specimens in [28] leveled before the test and the strengthened mortar of the specimens in [29] were sprayed. The surfaces of the two ends were smooth, and the transferred forces were great. Therefore, the equations in the present paper have good applicability in the design of ultimate bearing capacity under different reinforcement conditions.
6. Conclusions
(1)The reinforcing layer of HPFL and BSP work together with the original columns as a whole, the ultimate bearing capacity increased by 22%–52%, and the ductility improved. Increasing the strength of motor and reinforcement ratios could improve the bearing capacity of columns.(2)When failure of strengthened columns occurred, the mortar and concrete crushed and bulged outward at the center of columns, steel strands were cut off by the bending angle, the longitudinal reinforcement buckled, stirrups were pulled off, and cracks formed mainly along the bolts in the vertical of the columns.(3)Chamfering angle bars could avoid the early cutting off of the steel strand. The strength reduction factor of steel strand was 0.55 when the angle existed, and the value was 0.72 by chamfering the component and by pasting a steel plate. Moreover, the factor could be 1.0, similar to that of the circular cross section, if the chamfering radius was larger than 1/3 of the side.(4)When dividing the mortar layer on the steel plate surface part and between steel plate parts, the effective pressure bearing coefficient of the former was 0.7 and that of the latter was 0.3. If the mortar layer contacted with the top and the bottom components connected with the strengthened columns closely, then the latter was the same as the former, which was 0.7.(5)On the basis of the specimens with different cross section reinforcements and the extensive experiments, the equations in this paper are widely applicable for computing the axial compression capacity for square columns strengthened with HPFL and BSP.
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