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Severe plastic deformation techniques are acknowledged to produce elongated grains during fabrication of nanostructured
materials. Previous models relating grain size to mechanical properties considered only equivalent radius, thus ignoring other
approaches of measuring grain sizes such as semiminor axis, semimajor axis, and major axis radii that determine true grain shape.
In this paper, stochastic models of nanomaterials mechanical properties that include the ignored parameters have been proposed. The
proposed models are tested with data from nanocrystalline aluminum samples. The following facts were experimentally observed
and also revealed by themodels. Grain elongates to amaximum value and then decreases with further grain refinement due to grain
breakages. Materials yield stress increases with elongation to a maximum and then decreases continuously.The varying approaches
of measuring grain radius reveal a common trend of Hall-Petch and Reverse Hall-Petch Relationship but with different critical
grain sizes.Materials with high curvature grains havemore enhanced yield stress. Reducing strain rates leads tomaterials withmore
enhanced yield stress, with critical strain rates values beyondwhich further reductions donot lead to yield stress enhancement. It can
be concluded that, by considering different approaches of measuring grain sizes, reasons for different yield stress for nanomaterials
that were observed but could not be explained have been dealt with.

1. Introduction

Amongst the severe plastic deformation (SPD) techniques
developed and tested, the Equal Channel Angular Pressing
(ECAP) and Accumulative Roll-Bonding (ARB) are unique
due to their abilities to produce nanomaterials with ultrafine
grain structures and high shear strains [1, 2]. The ECAP pro-
duces high shear strain without changing the sample shape
or dimension [1, 2]. Its main shortcoming is that only small
quantities of nanomaterials can be produced during experi-
mentation, which makes it not suitable for industrial appli-
cation. However, the ARB solves this “small quantity” prob-
lem due to its ability to improve on productivity of bulk
nanostructure. Both ECAP and ARB are unique and similar
since both methods involve large misorientation-angle grain

boundaries that lead to very high strains during the deforma-
tion of nanostructures [3, 4].

Materials are called nanomaterials because of their
refined grain sizes, and most nanomaterials properties have
been characterized as a function of their grain sizes or
sizes of the constituent structures. The sizes of 3D grain
can be described by the equivalent radius 𝑟, semiminor
axis radius 𝑟2, semimajor axis radius 𝑟1, and major axis
radius 𝑟3. Hillert [5] initially established the model for
evolution of grain size or grain growth assuming spherical
grains while employing the Theory of Second Phase Particle
Coarsening. Tengen [6] further states that the theoretical and
experimental investigations reveal that grain growth not only
is brought about by Grain Boundary Migration (GBM), but
also is accompanied by Grain Rotation-Coalescence (GRC)
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mechanism. Tengen [6] modified the Hillert Model [5] so
as to consider GRC mechanism, the random or stochastic
nature of grain size by adding fluctuation terms that account
for randomfluctuations due to GBMandGRC processes, and
variable grain boundary energy.

Despite these modifications of the models for grain size
evolutions, most nanomaterials mechanical properties are
given as functions of spherical grains [7, 8] although with
random size distribution.The relationship between grain size
(i.e., equivalent radius) and yield stress was first proposed
by Hall and Petch [7, 8]. The Hall-Petch Relationship (HPR)
states that as the average size of the grains in materials
gets finer, the yield stress increases. This relationship has its
shortcoming since infinite refinement does not lead to infinite
yield stress. The HPRmodel was modified by Zhao and Jiang
[9] to reveal the Reverse Hall-Petch Relationship (RHPR),
which was later modified by Tengen et al. [10] to consider the
stochastic nature of grain size.

It should be noted that all the above-mentioned modified
models dealt only with the equivalent radius 𝑟 or made the
assumptions that the grains in nanomaterials are spherical in
nature. Experimentally, this spherical shape of all the grains in
nanomaterials is not the case; in fact, majority of the grains in
nanomaterials are not nearly spherical nature.Thus, themod-
els that consider that the grains in nanomaterials are spherical
ignore other important parameters such as semiminor axis
radius 𝑟2, semimajor axis radius 𝑟1, and the major axis radius𝑟3, which can be used to closely define elongation and shape.
It must be remarked here that a grain undergoing elongation
during nanomaterial refinement might not change in equiv-
alent radius (with equivalent radius defined as the radius of
an equivalent sphere or circle obtained by the displacement
method of volume/area measurement). As such, the impacts
of grain elongation on nanomaterials mechanical properties
cannot be properly addressed with the use of equivalent
radius only.Therefore a stochastic model of grain elongation for
3D grain undergoing severe plastic deformation that considers
the various approaches of measuring grain size is necessary,
which has been proposed in the current report. The impacts
of the different approaches of measuring grain sizes and the
impacts of grain elongations on nanomaterials are then dealt
with in this report. The proposed models are tested with data
from grain deformation in nanocrystalline aluminum.

2. Methodology

2.1. Experimental Procedure of Accumulative Roll-Bonding
(ARB). The experimental setup for ARB is shown schemat-
ically in Figure 1(a). The ARB technology made use of con-
ventional rolling facility. In this report two shafts were placed
horizontally so that they were free to rotate by means of a
mechanically automated operation.Three gauges (load gauge,
temperature gauge, and a time gauge or a stop watch) were
used during experimentation. One measured the applied
force, which caused the deformation; the second gauge
measured the temperature at the time of experiment; and the
third gauge measured the time of deformation. All rotating
shafts were mounted on the support roll cage with roller

bearings to prevent friction during motion. Extra support
shafts were mounted to ensure stability of the system during
operation. Power was transferred from the power generator
to the gearbox by a shaft. Drive was also transferred from
the gearbox to the rotating beam by a chain drive. During
experimentation a plunger connected to another motor was
used to force or feed the AA6082-T6Aluminum (Al) through
the rotating shafts. The purpose of this second motor was to
control the feed rate or deformation rate or strain rate. The
rotating shafts gripped the AA6082-T6 Aluminum sample
and forced the sample through the rollers in the first pass.

The deformed AA6082-T6 Aluminum was cut in two
pieces and stacked together. Before stacking, the entire
surfaces of the strips were degreased with tetrachlorethylene
and wire-brushed (stainless steel brush) to achieve good
bonding. The materials were joined together in the corners
using aluminum wires and subsequently rolled. The whole
sequence of “rolling, cutting, face-brushing, degreasing, and
stacking” was repeated again for several “passes” until nano-
materials with required characteristics were obtained.

The samples with the deformed microstructures were
examined using Transmission Electron Microscopy (TEM).
The microstructure was observed to lengthen along the
semimajor axis 𝑟3, semimajor axis 𝑟1, and semiminor axis 𝑟2.
The observed nanostructures are presented in Figure 1(b).

2.2. Experimental Procedure of Equal Channel Angular Press-
ing (ECAP). The experiments were carried out as demon-
strated by the routes in Figures 2(a) and 2(b) using samples
of AA6082-T6 Aluminum. The ECAP die tunnels were
designed to intersect “internally” at angle 𝜙 (𝜙 = 90∘) but
subtended by the arc or curved “external” surface. During
fabrication of nanomaterials, a 50-ton hydraulic press was
used to press the aluminum sample through the ECAP die
shown in Figures 2(a)–2(c). Since it was very difficult to
force the AA6082-T6 Aluminum sample through the ECAP
die at the point where the two tunnels meet, the AA6082-
T6 Aluminum samples were heat-treated before each ECAP
pass to enable the sample to pass through the ECAP die,
as recommended by other researchers [1]. It was observed
that heating the AA6082-T6 Aluminum sample led to grain
growth and subjecting the material through the ECAP die
led to grain refinement. The samples with the deformed
microstructures were examined using TEM to obtain values
of semiminor axis radius, semimajor axis radius, and major
axis radius.

2.3. Justifications for Material Used for ARB and ECAP
Experimentations. In the current study AA6082-T6 was used
for the experimentations. Aluminum material is the most
used material in domestic and industrial applications. There
are several reasons why aluminum material is widely used in
severe plastic deformation process. Some of the reasons are
that it is easy to deform aluminum material when compared
with othermaterials. It is also easy to bend aluminum samples
to the desired shape during experimentations. Aluminum
material is lighter and cheaperwhen compared to othermate-
rials. However, since most severe plastic deformations have
been carried out on aluminum material, it is therefore easy
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Figure 1: (a) Schematic of ARB experimental setup [11] and (b) microscopic observation.
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Figure 2: Schematic of ECAP processing routes by Estrin and Vinogradov [1], (a) illustration of material deformation, (b) schematic of
material deformation, and (c) schematic of grain refinement.

to compare and validate experimental results and theoretical
results, which is critical aspect.

2.4. Sample Preparation for TEM Examination. Standard
TEM thin foils that were 3mm in diameter were prepared
by electrolytic twin jet polishing (at −30∘C, 30V) in Struers
Tenupol 2 filled with 6% solution of perchloric acid in

methanol. The 3D observations were carried out at 200KV
with JEOL JEM 2000FX microscope equipped with an X-ray
energy dispersive spectrometer (XEDS) LINKAN 10000.

2.5. Schematic of Experimental ObservationNeeded forModels
Derivations. The material dealt with in this research had
grains that were assumed to be initially closely spherical as
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Figure 3: (a) Initially spherical grains before deformation and (b) elongated grains due to deformation.

shown in Figure 3(a). As the materials were subjected to
deformation it was observed that the semimajor axis radius 𝑟1
and major axis radius 𝑟3 initially increased (as shown in Fig-
ure 3(b)) and then decreased since grain breakages took place
in these directions. As a result of this repeated lengthening
and grain breakage processes the effective lengths of 𝑟1 and𝑟3 decreased during grain refinement. It was also observed
during grain refinement that the equivalent radius axis 𝑟 and
semiminor axis radius 𝑟2 decrease continuously. It was further
observed that 𝑟2 and 𝑟3 evolved as proportions or fractions of𝑟 and 𝑟1, respectively.
2.6. Models Derivation. Themodel for grain elongation in 2D
[12] can be modified to be applicable to 3D grain from the
previous work of Sob et al. [13] for grain elongation in 2D
to grain elongation in 3D grain by relating the cross-sectional
area𝐴 of a 2D grain given in the previousmodel [12] from [13]
to the volume in 3D grain of [13] since in 3D the density of a
material is determined by it volume.This relationship is given
as 𝐴 = 𝑉2/3. Thus the expression of elongation as defined by
Nash [12] is modified to

Elongation = 𝑃𝑟0𝑉2/3𝐸, (1)

where 𝑟0 is initial length, 𝐸 is Young’s modulus, and 𝑃 is the
applied force.

The model for Young’s modulus (𝐸) of nanomaterials as
defined by Sob et al. [14] is given as

𝐸 = (𝑃𝑑)(
𝑟3
192𝐼) , (2)

where it can be inferred that the moment of inertial is 𝐼 =𝜋𝑟41/64, 𝑑 = 𝑑𝑟 = (𝑟 − 𝑟0), and 𝑟 is length or equivalent radius
of nanocrystalline grain.

It is experimentally observed during grain size evolution
that at any instant the radii can be related to the equivalent
volume of the grain through (4/3)𝜋𝑟3 = 𝑉 = (4/3)𝜋𝑟1𝑟2𝑟3.
This gives

𝑟3 = 𝑟1𝑟2𝑟3. (3)

By substituting expressions (2) and (3) into expression (1), the
derived model of elongation for 3D grain is given as

Elongation = 3𝜋𝑟0𝑟41𝑟2𝑟3𝑟3 (𝑟 − 𝑟0) . (4)

By employing the different experimental observations for 𝑟,𝑟1, 𝑟2, and 𝑟3 during grain refinement, the following set of
grain size variant evolutions (given in expressions (5)–(8))
were established for 3D grain as defined by Sob et al. [14] as
follows.

Since 𝑟1 increased and instantaneously decreased after
breakage, the evolution of 𝑟1 during grain refinement can be
represented as

𝑑𝑟1 = 𝑀( 1
𝑟𝑐1 −

1
𝑟1)𝑑𝑡 + 𝑟

1/2

1 𝐷𝑑𝑊(𝑡) − 𝑍𝑟1𝑉1𝑑 (𝑡) , (5)

where 𝑟𝑐1 is local critical grain size, 𝑍 and 𝐷 are constants,𝑑𝑊(𝑡) is change of the Wiener process, 𝑉1 = 𝜏1𝑟21 defines
rate of grain breakage, 𝑀 = 𝑀𝑜(1 + 𝐶𝐷/𝑟1), 𝐶𝐷 =4(𝐻𝑚)(ℎ𝑜)/((𝑘)(𝑇)), 𝑇𝑚 = 𝑇{ln(𝑀𝑜1/𝑀)}, and 𝑀𝑂 =𝑀𝑂1 exp{(inf)/𝑇} as given by [6, 10].

Since 𝑟3 evolves (i.e., decreases) as a fraction or pro-
portion (Ratio1) of 𝑟1 during grain refinement, 𝑟3 can be
represented by

𝑑𝑟3 = Ratio1 (𝑑𝑟1) . (6)

Since equivalent radius 𝑟 decreases continuously during grain
refinement, 𝑟 can be represented by

𝑑𝑟 = −𝑂𝑟𝑑𝑡 + 𝐼𝑑𝑊 (𝑡) , (7)

where 𝑂 and 𝐼 are constants.
For 𝑟2 that evolves or decreases as a fraction (Ratio2) of 𝑟

during grain refinement, 𝑟2 can be represented by

𝑑𝑟2 = Ratio2 (𝑑𝑟) . (8)

Moving now to other mechanical properties, the model of
the yield stress given by Reversed Hall-Petch Relationship
(RHPR) as modified by Zhao and Jiang [9] is given by

𝜎 (𝑟) = 𝜎0 + 𝐴 (𝑟−1/2) − 𝐵 (𝑟−1) − 𝐶 (𝑟−3/2) , (9)
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Figure 4: (a) Time evolution of size, (b) time evolution of elongation, and (c) evolution of elongation as function of size.

where 𝜎0 = 𝜎0 + 𝐾𝑡 is bulk yield stress, 𝐴 = 𝐾𝑑 is
HPR proportionality constant, 𝐵 = 𝐾𝑡[2ℎ𝐻𝑚/𝑅𝑇𝑟], 𝐶 =𝐾𝑑[2ℎ𝐻𝑚/𝑅𝑇𝑟], 𝐾𝑡 is a constant, ℎ is atomic diameter in the
case of metal, 𝐻𝑚 is the bulk melting enthalpy, 𝑅 is ideal
gas constant, and 𝑇𝑟 is the room temperature, 𝐾𝑑⟩100𝐾𝑡 and𝜎0⟩10𝐾𝑡.

The models of strain evolution for nanocrystalline mate-
rial for the different approaches of measuring grain size
evolution given in expressions (5)–(8) as defined by Sob et
al. [14] are as follows:

𝑑𝜀1 = 𝑑 [𝑑𝑟1𝑟1 ]

= 𝑑(𝑀( 1
𝑟1𝑐)(

1
𝑟1) −

1
𝑟21 )𝑑𝑡 +

𝐶𝐷𝑑𝑊(𝑡)
𝑟1

− 𝑍𝑉1𝑟21𝑑 (𝑡)𝑟1 ,
𝑑𝜀3 = 𝑑 [𝑑𝑟3𝑟3 ] = 𝑑(Ratio1𝑑𝑟1𝑟3 ) ,
𝑑𝜀𝑟 = 𝑑 [𝑑𝑟𝑟 ] = 𝑑(−𝑂𝑟𝑑𝑡 + 𝐼𝑑𝑊 (𝑡)

𝑟 ) ,

𝑑𝜀2 = 𝑑 [𝑑𝑟2𝑟2 ] = 𝑑(Ratio2𝑑𝑟𝑟2 ) .
(10)

Equations (1) to (10) are solved simultaneously using Engi-
neering Equation Solver software (F-Chart Software, Madi-
son, W153744, USA) while employing the lognormal distri-
bution of grain size.

3. Results and Discussion

To test the models proposed in this paper, the data from
(nanocrystalline) aluminum sample (some of which are
found in other papers [6]) are used, which are 𝑀0 =
0.01 nm2s−1, 𝑚 = 4, 𝐶𝐶 = 12, 𝑎 = 0.90, 𝐷 = 10−4,ℎ0 = 0.25 nm, 𝑇𝑚(∞) = 933.47 K, 𝐶𝑉0 = 0.3, 𝐻𝑚(∞) =
10.71 KJMol1, 𝜎0 = 16.7MPa, 𝐾𝑡 = 1.3, 𝜎0 = 15.40MPa, 𝐾𝑑 =
1301.77MPa_nm1/2, 𝑅 = 8.31 JK−1mol−1, and 𝑇𝑟 = 300K.The
additional data obtained for thiswork are𝑂 = 0.0035, 𝐼 = 1.1,𝑟𝑐1 = 1.95𝑟, 𝑟0 = 100 nm, 𝑍 = 0.4, Ratio1 = 0.81, Ratio2 =1.071, and 𝜏1 = 0.000008. The obtained results are presented
in Figures 4(a), 4(b), and 4(c).
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Figure 5: (a) Time evolutions of strains and ((b)–(d)) strain evolutions as functions of grain size variants (nm).

It should be observed from Figure 4(a) that the natures
of decrease of the different approaches of measuring grain
sizes are typical of experimental revelations of 3D grains.The
different approaches of measuring grain size such as 𝑟1, 𝑟2,𝑟3, and 𝑟 have different characteristics and hence different
properties (yield stress) due to different grain orientation and
grain curvatures as shown in Figures 3(a) and 3(b). Since
grain breakage rotation, grain migration, and grain rotation
coalescence events take place during grain refinement by
ARB and ECAP whose rates depend on grain curvature or
elongation, differentmaterial yield stresses are being reported
as shown in Figures 3(a) and 3(b). It should be observed from
Figure 4(a) that 𝑟2 decrease as lower value when compared
to 𝑟 throughout the deformation process, and, similarly, 𝑟1
decrease as lower value when compared with 𝑟3 throughout
the deformation range. It was also observed that both 𝑟1 and𝑟3 initially started with breakage and as such smaller grain
sizes, which then lengthened and became larger than the sizes
of 𝑟 and 𝑟2. The increase in grain elongation with time as
shown in Figure 4(b) or with decreasing grain size as shown
in Figure 4(c) can be explained by the fact that, during grain
refinement, new high angle grain boundaries are generated.
It is noted further from Figure 4(c) that, depending on the
approach of measuring grain size or observing the grain size,

the elongation values can become so large at larger grain size
or the elongation values become larger at smaller grain size.

It is shown from Figure 5(a) that, at a time of, for
example, 600 sec, different strains are obtained for the dif-
ferent approaches of measuring grain size. The nature of the
evolution of strains depends on the direction along which
the grain size is measured, as shown in Figures 5(b)–5(d).
The reasons for this nature of evolution of strain values
with respect to the different directions of observation (of
the grain size) are that it was noted experimentally that,
along the axial (𝑟1) and lateral (𝑟3) directions, both change-
in-grain size and grain size varied proportionately with both
either increasing or decreasing simultaneously, while, along
the normal direction (𝑟2) or equivalent radius measured (𝑟),
the increasing change-in-grain sizes were accompanied by
reductions in the grain sizes making the strains approach
infinite values.

From Figure 6 it is observed that yield stress evolved as
predicted by Hall-Petch to Reversed Hall-Petch Relationship
(HPR-RHPR) when measured as functions of time, different
approaches of measuring grain size, elongation, strain, and
strain rate. The yield stress generally tended to increase
with decreasing gain size since it is reported [14, 15] to be
a result of dislocation motion from grain interiors to grain
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Figure 6: Plots of yield stress as a function of (a) time, (b) size, (c) elongation, (d) strain, and ((e)-(f)) strain rate.

boundaries and subsequent dislocation pile-ups at the grain
boundaries. It was observed that, in the directions whereby
the sizes increased and subsequently decreased due to grain
breakage (i.e., 𝑟1 and 𝑟3), there were more material flow in
those directions, which can without loss of generality be
claimed that there were more dislocation motions and pile-
ups towards those directions and hencemore grain boundary

curvatures in those directions. As a result the yield stress
when measured as a function of grain size and strain with
size measured along the 𝑟1 and 𝑟3 directions show more
rapid enhanced properties (see Figures 6(b) and 6(d)). Since
elongation can be termed lengthening, it can be concluded
that materials with elongated grains have more enhanced
properties which rapidly drop with continuous lengthening
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Figure 7: Plots of strain rate as a function of (a) time and (b)–(d) size (nm).

of grains, as revealed in Figures 6(b), 6(c), and 6(d) and for
most ARB processes at rolling facilities. The reason for the
subsequent decrease in yield stress with further decrease in
grain size was that low plastic deformation occurred resulting
in low materials hardness and properties. Extreme plastic
straining led to distorted structures where the grain bound-
aries and grain curvatures were in “nonequilibrium” states. At
these nonequilibrium states the grain boundaries and grain
curvatures are characterized by more grain boundary energy,
enhanced free volume, and the presence of long range elastic
stresses [16].

Studying the effect of curvature on properties, reference is
made to Figure 6(b). From the figure it is noted that, at grain
size of 35 nm, the material has the most enhanced property
(i.e., yield stress) for radius measured along 𝑟 since the grain
curvature of𝐶𝑟 is higher than the grain curvature of𝐶𝑟1,𝐶𝑟2,
and𝐶𝑟3 at that 35 nm.When thematerial getsmore refined at
a size of 30 nm, the material has the most enhanced property
for the radius measured along 𝑟3 since grain curvature for𝐶𝑟3 is higher than the grain curvature of 𝐶𝑟1, 𝐶𝑟2, and 𝐶𝑟.
Furthermore, it has been revealed as shown in Figure 6(b)
that different critical grain sizes exist for 𝑟1, 𝑟2, 𝑟3, and 𝑟 but
give the same yield stress value at those different critical grain

sizes. It is observed from Figure 6(d) that the yield stresses for
the grain size variants increase with increasing strains due to
differentmisorientation angles and the grain curvatures (𝐶𝑟1,𝐶𝑟2, 𝐶𝑟3, and 𝐶𝑟) during grain deformation.

The different strain rates observed in Figures 6(e) and 6(f)
have a general trend. This implied that in order to increase
the material yield stress the rate of straining the material
had to be reduced, similar to observations made by other
researchers [16–18].This is required so as to allow thematerial
to relax and accommodate more plastic strain. Furthermore,
it is observed that indefinite reduction in strain rate or feed
rate does not lead tomore property enhancement since it was
becoming difficult for thematerial to be gripped by the rollers
and get deformed. It was also noted that the rate of straining
the material depended on the direction of observation or
measuring the grain size. Figure 7 shows that in order to have
more grain refinements the strain rates have to be decreased.

4. Conclusions

The current work was aimed at investigating the impacts
of elongation or grain shapes on nanomaterials properties.
To achieve that, the model for elongation that has been
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previously given for 2D was modified to be applicable to 3D
grains. Furthermore, the stochastic natures of the grain size
variants (i.e., different approaches of measuring or observing
grain sizes) were also taken into consideration.

It was observed that the stochastic effect of grain elon-
gation led to different mechanical properties when studied
as functions of different grain size variants due to different
grain curvatures. It was shown that the properties varied in
different ways with equivalent radius, semiminor axis radius,
semimajor axis radius, and major axis radius. The present
analysis revealed that the material has the most enhanced
property for radiusmeasuredwith higher grain curvature and
less enhanced property for radius with low grain curvature. It
has also been revealed that in order to increase the material
yield stress the rate of straining thematerial has to be reduced.
It was also observed that materials with elongated grains have
more enhanced properties that rapidly drop with continuous
lengthening of grains.Thepresent analysis for 3D grain shows
more properties for nanomaterials that were not revealed
from the models that dealt only with the equivalent radius.
These findings provide valuable insights into the possibility
of tailoring sample dimensions to elicit desired property.
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