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Hydroxyapatite (HA) can be coated on variousmaterials surface and has the function of osteogenicity.Microporous silk scaffold has
excellent biocompatibility. In this study, alternate soaking technology was used to coat HA onmicroporous silk scaffolds. However,
the cell proliferation was found to decrease with the increasing thickness (cycles of soaking) of HA-coating. This study aims to
determine the best thickness (cycles of soaking) of HA-coating on microporous silk scaffolds. The SEM observation showed that
group with one cycle of alternate soaking (1C-HA) has themost optimal porosity like non-HA-modifiedmicroporous silk scaffolds.
The proliferation of osteoblasts has no significant difference between noncoated HA (N-HA) and 1C-HA groups, which are both
significantly higher than those in two cycles of soaking (2C-HA) and three cycles of soaking (3C-HA) groups. The transcription
levels of specific genes (runx2 and osteonectin) in osteoblasts of 1C-HA group were significantly higher than those of N-HA group.
Moreover, the levels showed no significant difference among 1C-HA, 2C-HA, and 3C-HA groups. In conclusion, microporous silk
scaffold with 1 cycle of HA-coating can combine the biocompatibility of silk and osteogenicity of HA.

1. Introduction

Hydroxyapatite (HA, Ca10(PO4)6(OH)2) is one of the most
disquisitive biomaterial.Their composition and crystal struc-
ture are similar to inorganic phase of bone. So HA has
exceptional biocompatibility [1]. HA also possess excellent
osteoinductivity and osteoconductivity [2–4]. Bone (65%)
and tooth structure (97%) contain apatite mineral commonly
known as HA [5]. HA-coating technology was widely used
in the fabrication of tissue-engineered scaffolds. Alternate
soaking technology is one of the most common methods to
coat HA on materials. This method is especially suitable for
modification of silk scaffolds [6].

Silk proteins are biosynthesized by epithelial cells and
secreted into the specialized glands of silk worms. The silk
proteins were stored in the silk glands until spun into fibers
[7]. Bombyx mori silk is the most popular silkworm silk. It
consists of two fibroin threads adhered together with sericin

gum.A single thread is about 10–25 𝜇mindiameter [7, 8]. Silk
fibroin (SF) fibers from B. mori have outstanding mechanical
properties and little catalytic and molecular recognition. So
they have been used as biomedical suture material for a
long time [7]. SF has a lot of unique properties including
excellent biocompatibility, favorable oxygen permeability,
and outstanding biodegradability, and the degradation prod-
uct can be readily absorbed with minimal inflammatory
reactions [9, 10]. SF and microporous silk scaffolds have
been used in various biomedical research fields including
osteoblast, fibroblast, or bone marrow stem cell supported
matrix and ligament tissue engineering [6, 11]. Moreover, it
is very promising that biomimetic self-assembly process can
be applied in tissue replacement materials of SF [12–14]. Silk
modified with HA-coating can combine the biocompatibility
of silk and osteogenicity of HA. In our pilot study, too
thick HA-coating was found to have negative effects on cell
proliferation and differentiation. This study was designed to
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find out an appropriate thickness of HA-coating which was
beneficial for both cell proliferation and osteogenicity.

2. Material and Method

2.1. Fabrication of Microporous Silk Scaffold. The knitted silk
scaffolds (2 × 4 cm in dimension) were fabricated using raw
silk fibers (Suzhou Silk Factory, China)with knittingmachine
(Silver-reed SK270, Suzhou, China). The knitted scaffolds
were degummed in a solution of 0.25% (w/v)NaCO

3
between

98 and 100∘C for 90min to remove the sericin coated on the
silk fibroin.The solution should be refreshed after 45min.The
degummed silk scaffolds were then rinsedwith distilledwater
for 1 h to remove any residual degumming solution and then
air-dried.

Degummed silk fibers were used to prepare silk fibroin
solution. They were dissolved in 9.3M LiBr solution with a
ratio of 1 : 4 (1 g/4mL) at 60∘C for 4 hwith continuous stirring
[15]. The resulting silk solution was dialyzed against distilled
water for a period of 48 h with SnakeSkin (Thermo Scientific
Co., 3500 MWCO, USA). The concentration (w/v) of the
dialyzed solution was determined by measuring the weight
of silk fibroin obtained by freeze-drying.

The degummed silk scaffold was immersed in the 2% w/v
silk solution and freeze-dried for 24 h to allow formation of
microporous silk sponges. The sponge-coated hybrid scaf-
folds were treated with 90/10 (v/v) methanol/water solution
for 10min to induce an amorphous to silk II conformational
change in the microporous sponges to prevent resolubiliza-
tion in cell culture medium. Finally, the hybrid scaffolds were
dried overnight in a fume hood. Thereafter, the scaffold was
cut into round disc (diameter: 15mm) to fit for the well size
of 24-well culture plate.

2.2. Hydroxyapatite- (HA-) Coating on Hybrid Silk Scaffold.
Thehybrid silk scaffold was coated with hydroxyapatite using
an alternate soaking technology [6]. Briefly, the silk scaffold
was immersed in 200mM calcium chloride (CaCl

2
) solution

in a Petri dish placed at 37∘C for 1 h. The scaffold was then
blotted on a filter paper to remove excess moisture and
then immersed in a 120mM disodium hydrogen phosphate
(Na
2
HPO
4
) solution under the same conditions for 1 h.

The scaffolds were divided into three groups, in which the
soaking process was conducted for one, two, and three
cycles, respectively. After soaking process, the HA-coated
silk scaffolds were washed in distilled water and air-dried
at room temperature for 24 h (Figure 1). There were four
groups assessed in present study and they were noncoating
HA group (N-HA), one-cycle HA-coating group (1C-HA),
two-cycle HA-coating group (2C-HA), and three-cycle HA-
coating group (3C-HA).

2.3. Cell Isolation and Expansion. Osteoblasts were isolated
via sequential collagenase digestion of neonatal rabbit cal-
varia according to established protocol [16]. They were
cultured at 37∘C in a humidified atmosphere of 5% CO

2
,

in 50 cm2 flasks containing 5mL Dulbecco’s modified Eagle
medium (Gibco) and 10% fetal bovine serum (Gibco). The
medium was changed every third day. For subculture the

cell monolayer was incubated with trypsin-EDTA solution
(0.25% trypsin, 1mM EDTA; Gibco) for 10min at 37∘C to
detach the cells. Then, the cells were washed twice by cen-
trifugation and suspended in complete medium for seeding
and growing in new culture flasks. Osteoblasts at population
numbers 2 (passage 2) were used in experiments.

2.4. Cell Proliferation and Collagen Production on Scaffolds.
Cell proliferation of each group was studied by Alamar Blue
colorimetric assay (Sigma, U.S.A.) and DNA content assay.
The osteoblasts were seeded on scaffolds at a cell density of 2.0
× 105 cells/cm2. Cell viability and proliferation on scaffolds
were studied at 2, 7, 14, and 21 days after seeding using the
Alamar Blue colorimetric assay. The scaffolds (𝑛 = 5) of each
group were incubated in 1mL of HG-DMEM supplemented
with 10% FBS and 10% (v/v) Alamar Blue dye for 3 h. The
absorbance of the culturemedia at 570/630 nmwasmeasured
in triplicates using a 96-well plate microplate reader. Using
culture medium supplemented with 10% Alamar Blue dye as
a reagent blank, the percentage of Alamar Blue reduction was
calculated according to the formula provided by vendor. The
DNAamountwas quantifiedwithHoechstDye 33258. Briefly,
the cells were harvested from scaffolds (𝑛 = 5) of each group
by incubating with 0.05% trypsin and lysed in cell lysis buffer
after 2 weeks postculturing. Cell lysates were diluted 10 times
and incubated with equal volume of 0.1mg/mL Hoechest
33258 (Invitrogen, US) solution for 10min at room temper-
ature in 96-well black plates. Fluorescence was determined
using a FLUOstar Optima fluorescent plate reader (BMG
Labtech, Offenburg, Germany).The relative fluorescence unit
value obtained from samples was extrapolated against a DNA
standard curve to determine the DNA amount. The collagen
production on scaffolds was quantified using Sircol collagen
dye binding assay Kit (Biocolor Ltd., Newtown, Ireland).
Briefly, scaffolds were digested with 500 𝜇L of pepsin solution
(0.25mg/mL) at 2 weeks postseeding. The suspension was
shaken at room temperature for 2 h.Then 1mL of dye reagent
was added to 300 𝜇L of digested solution and mixed for
30min at room temperature. The pellet of dyed collagen was
precipitated by centrifugation at >10 000 g for 10min and
then dissolved by 1mL of releasing reagent.The absorbance of
redissolved dye was measured in 96-well plates at absorbance
wavelength of 540 nm. Then collagen amount was extrapo-
lated from standard curve. The collagen in each sample was
presented as an amount normalized to the DNA content.

2.5. Cell Viability Study by Fluorescence Staining. FDA/PI
double stain can distinguish live and dead cells. The fluo-
rescein diacetate (FDA) solution (10 g/L) was prepared by
dissolving FDA (Sigma) in acetone with the aid of a vortex
mixer. The FDA solution was stored at −20∘C until use. FDA
solution (11 𝜇L) was added into 1 well of 24-well culture plate
containing cells/scaffolds and 1mL of culture medium.Thus,
the final concentration of FDAwas 100mg/L.The PI solution
(1 g/L) was prepared by dissolving propidium iodide (PI)
(Sigma) into Milli-Q water and stored at 4∘C until use. The
PI solution (22𝜇L) was added into 1 well of 24-well culture
plate as mentioned above. Thus, the final concentration of PI
was 20mg/L. It was stained for 5minutes under the condition
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Figure 1: Schematic outline of scaffold fabrication procedure and experimental process.

of dark. The culture medium was discarded and the scaffolds
were washed twice using PBS solution gently. The living
and dead cells were observed with confocal laser scanning
(Olympus fluo viem FV1000).

2.6. Morphology of Cells/Scaffolds. The cell morphology
of osteoblasts was observed by HITACHI S-4800 (Japan)
scanning electron microscopy (SEM). After three weeks of
culture, the cells/scaffolds were washed with PBS and fixed
in 2.5% (v/v) formaldehyde for 24 h followed by dehydration
using graded ethanol. Then the dried cells/scaffolds were
coated with gold using a Sputter Coater for 60 s at a current
of 30mA. Their morphology was observed with SEM at a
voltage of 10 kV.

2.7. Quantitative RT-PCR Analysis of the Gene Expression.
After three weeks of culture, gene expression analysis was
performed to investigate the effects ofHA-coating on the gene
level of osteoblasts. Total RNA was extracted from each
scaffold (𝑛 = 3) using Qiagen RNeasy Kit (Qiagen,
Valencia, CA, USA). Thereafter, the purity and concentra-
tion of RNA were determined by UV-spectrophotometry

(S2100 Diode Array Spectrophotometer, Biochrom, Cam-
bridge, USA). cDNA synthesis was carried out using 80 ng
of total RNA and reverse transcriptase (iScript, Bio-Rad
Laboratories, CA, USA) with oligo (dT) primers. Quanti-
tative reverse transcriptase-mediated-PCR (Q-RT-PCR) was
performed using SYBR-Green chemistry (iQ SYBR Green
Supermix, Bio-Rad) in an iCycler iQ detection system (Bio-
Rad), with glyceraldehyde three-phosphate dehydrogenase
(GAPDH) as reference genes. Gene expression of different
gene markers was analyzed. Osteoblasts related gene markers
involved Runt-related transcription factor 2 (runx2) and
osteonectin (ON).The primer sequences of selected genes for
real-time PCR were obtained from the published literature
[13] (Table 1). The amplification was performed in triplicate
and data were analyzed for relative expression using the
ΔΔCTmethod.The results were normalized toGAPDH gene
expression levels.

2.8. Statistical Analysis. All sample values were expressed as
the mean ± standard deviation (SD) and the data were ana-
lyzed using SPSS 10.0 software. Statistically significant values
were defined as 𝑃 < 0.05 based on one-way analysis of
variance (ANOVA).
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Table 1: Primer sequences for the real-time RT-PCR.

Primer Sequences

GAPDH F: GAC ATC AAG AAG GTG GTG AAG C
R: CTT CAC AAA GTG GTC ATT GAG G

Runx2 F: CCT TCC ACT CTC AGT AAG AAG A
R: TAA GTA AAG GTG GCT GGA TAG T

Osteonectin (ON) F: GAA GTT GAG GAA ACC GAA GA
R: GGC AGG AGG AGT CGA AG

3. Result

3.1. Cell Proliferation and Collagen Production. The prolifer-
ation and metabolism of osteoblasts in the four experimental
groups were compared using Alamar Blue assay. In the first
two weeks, the value of Alamar Blue reduction increased
rapidly. After 2 weeks, it approximately doubled in both N-
HA and 1C-HA groups with 40.2 ± 2.4% and 41.5 ± 1.9%,
respectively. In contrast, the values increased more slowly in
2C-HA and 3C-HA groups with 28.7 ± 2.7% and 23.3 ± 2.1%,
respectively. Then, the values increased continuously but at
a slower rate. There was no significant difference in N-HA
and 1C-HA group. But the values of N-HA and 1C-HA groups
were both significantly higher than those of 2C-HA and 3C-
HA groups after 2 weeks. Furthermore, the value of 2C-HA
group was significantly higher than that of the 3C-HA group
after 2 weeks (Figure 2(a)).

The DNA contents of osteoblasts on scaffolds of N-HA
and 1C-HA groups were significantly higher than those of
2C-HA and 3C-HA groups (𝑃 < 0.05) with 50.2 ± 6.2 𝜇g
and 48.2 ± 7.2 𝜇g after 2 weeks, respectively. The contents
were 24.2 ± 3.6 𝜇g and 20.4 ± 7.0 𝜇g in 2C-HA and 3C-HA
groups per scaffold after 2 weeks, respectively (Figure 2(b)).
The amount of deposited collagen on scaffoldwas determined
as an indication of extracellular matrix (ECM) formation.
After 2 weeks of culture, collagen amounts on scaffolds of N-
HA and 1C-HA groups were significantly higher (𝑃 < 0.05)
than those of 2C-HA and 3C-HA groups, with 833.3±66.6 𝜇g
and 1008.3 ± 138.4 𝜇g, respectively. The collagen amount
was 480.0 ± 48.4 𝜇g in 2C-HA group and 363.3 ± 49.3 𝜇g in
3C-HA group (Figure 2(c)). After being normalized against
DNA content, the collagen amounts were 16.3 ± 3.2 𝜇g/𝜇g,
21.3±5.2 𝜇g/𝜇g, 20.1±5.6 𝜇g/𝜇g, and 18±4.4 𝜇g/𝜇g inN-HA,
1C-HA, 2C-HA, and 3C-HA groups, respectively.The value of
each group showed no significant difference (Figure 2(d)).

3.2. Morphology Observation of the Scaffolds. Gross observa-
tion (Figures 3(a)–3(d)) showed that the thickness of HA-
coating increased with the soaking cycles. The macroscopic
view of 1C-HA group (Figure 3(b)) was similar to that of N-
HA (Figure 3(a)) group. The thickness of coating in 2C-HA
(Figure 3(c)) and 3C-HA (Figure 3(d)) groups significantly
increased compared with those of 1C-HA and N-HA groups.
SEM images (Figures 3(e)–3(h)) demonstrated an intercon-
nected microporous silk sponge formed and spread over the
surface of the knitted scaffold in N-HA (Figure 3(e)) and 1C-
HA (Figure 3(f)) groups.The pore sizes of silk sponge ranged
from 60 to 200𝜇m. The average pore size of the hybrid silk

scaffold was 101.5 ± 32.1 𝜇m. Nanoscale HA particles were
successfully deposited and distributed on the surface of silk
sponge as observed by SEM. The micropores had been filled
up withHA in 2C-HA (Figure 3(g)) and 3C-HA (Figure 3(h))
groups. Especially in 3C-HAgroup, the surface of scaffoldwas
covered with a significantly thick lay of HA.

3.3. Cell Morphology and Survival. After equivalent amount
of osteoblasts was cultured on scaffolds in groups for three
weeks, the cell number of 2C-HA (Figure 4(c)) and 3C-
HA (Figure 4(d)) groups was much fewer than those of
N-HA (Figure 4(a)) and 1C-HA (Figure 4(b)) groups. The
cell morphology on scaffolds showed morphology alteration
of osteoblasts in N-HA group (Figure 4(e)) compared with
that in HA-coated groups (Figures 4(f)–4(h)). Osteoblast
cultured in N-HA group had a more spread-out phenotype.
The morphology became more longer with increasing HA-
coating cycles.

Confocal microscopy observation showed robust cell
proliferation and good cell viability (cells with bright green
fluorescence dyed by FDA) inN-HA (Figure 4(i)) and 1C-HA
groups (Figure 4(j)). The cells were distributed throughout
scaffolds and there was no significant cell death (cells with
small round bright red fluorescence dyed by PI) in N-HA and
1C-HA groups. But there were a lot of dead cells on scaffolds
of 2C-HA (Figure 4(k)) and 3C-HA (Figure 4(l)) groups,
especially on the scaffolds of 3C-HA group. The scaffolds
possessed autofluorescence, especially red fluorescence. The
fluorescence of scaffold was strip or multihole shapes, while
that of dead cell was small round shape.

3.4. Gene Expression Analyses. Expression of specific genes
was analyzed to evaluate the effects of HA modification
on the gene expression of osteoblasts. Compared with
N-HA group, 1C-HA, 2C-HA and 3C-HA groups showed
upregulation of both runx2 and osteonectin. But there was
no significant difference among 1C-HA, 2C-HA, and 3C-HA
groups (Figure 5).

4. Discussion

Alternate soaking technology is a frequently used method to
modify the scaffoldswith hydroxyapatite.However, denseHA
has some obstacles such as non- or poor-osteoinductivity and
low rate of biodegradation and porosity [14, 17]. In our pilot
study, dense HA-coating was found to inhibit cell prolifera-
tion and vitality. In this study, we optimized the thickness
of HA-coating. It could benefit both cell proliferation and
specific genes expression.

It is well known that the pore size and interconnectivity
of scaffolds are highly relevant to proper cell migration and
proliferation as well as tissue vascularization and diffusion of
nutrients and oxygen, which is necessary for bone formation.
Previous studies also demonstrated that pore size between
100 and 350 𝜇m is optimum for bone regeneration [18]. If the
pore size is too large, cells may leak out from pores. If pore
size is too small, cells may be unable to stretch out. Both too
large and too small pore sizes may be not conducive to pro-
liferation and differentiation of cells. Interconnected porosity
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Figure 2: (a) Cell proliferation rate of N-HA, 1C-HA, 2C-HA, and 3C-HA groups during a 3-week culture period. (b) DNA content of
osteoblasts on scaffolds of each group after 2 weeks postculturing. (c) Quantification of collagen production on scaffolds of each group after
2 weeks postculturing. (d) Quantification of collagen normalized by DNA amount on scaffolds of each group after 2 weeks postculturing.
(∗𝑃< 0.05, ANOVA).

can maximize bone in growth, lead to osteointegration, and
strengthen graft fixation due to larger surface area and more
directional in growth of bone. A number of techniques are
in practice for the fabrication of porous HA, such as addition
of organic porogens [19], polymer foam impregnation [20],
dual-phase mixing [21], gel casting [22], and freeze casting
[23]. The silk scaffold has a very good microporous structure
(Figure 3(e)). Alternate soaking technology with 1 cycle can
result in a thin HA layer on scaffold and less destroy the
porous structure of scaffold (Figure 3(f)). However, the HA-
coating was too thick and the pores were almost filled in 2C-
HA and 3C-HA groups. It is not good for cell proliferation
and metabolism on scaffolds. Because the interconnectivity
of micropores in scaffold was not broken in 1C-HA group,
the cell proliferation of 1C-HA group had no significant
difference compared with that of N-HA group (Figure 2(a))
according to results of Alamar Blue assay. However, the

value of 1C-HA group was significantly higher than that of
2C-HA and 3C-HA groups with much thicker HA-coating
(Figure 2(a)).The results of total content ofDNAand collagen
also showed that cell proliferation of 1C-HA group was
obviously higher than those of 2C-HA and 3C-HA groups
(Figures 2(b) and 2(c)) after 2 weeks of culture.

Scaffolds modified with HA may not only overcome
the poor mechanical properties of HA but also improve
the osteogenicity of scaffold. For HA-coating, a variety of
methods have been reported: plasma spraying [24], ion beam
assisted deposition [25], magnetron sputtering [26], sol-gel
processes [27], composite glass coating [28], electrochemical
deposition [29–32], and alkaline treatment [33]. Some nature
polymers, such as collagen [34, 35], chitosan [36], chitin [37],
alginate [38], and silk [39], are employed for combination
with HA to apply in bone tissue engineering. In this study,
we found that the expression of osteoblasts-related genes
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Figure 3: (a)–(d) Macroscopic view of scaffolds in N-HA, 1C-HA, 2C-HA, and 3C-HA groups. (e)–(h) SEM observation of the surface of
scaffolds in N-HA, 1C-HA, 2C-HA, and 3C-HA groups.

(a) (b) (c) (d)

(e) (f) (g) (h)

(i) (j) (k) (l)

Figure 4: (a)–(d) Morphology and proliferation of cells in four groups observed by SEM after 3-week culture. (e)–(h) Magnified view of
rectangle area in (a)–(d). (i)–(l) Cell survival and proliferation observed by confocal laser scanning.
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in 1C-HA group was dramatically higher than that of N-
HA group (Figure 5). This indicated that HA in extracellular
matrix could stimulate the osteogenicity of osteoblasts, sup-
port the osteoblasts growth, and maintain the properties of
mature. However, there was no significant difference in genes
expression (Figure 5) of osteoblasts and collagen production
(Figure 2(d)) among 1C-HA, 2C-HA, and 3C-HA groups.
This indicated that the capability of osteoinduction had no
significant difference among groups. It was not correlated
with the thickness of HA-coating.

5. Conclusion

HA-coating with 1 cycle of alternate soaking can modify
the scaffold with appropriate thickness of coating. It could
enhance not only the proliferation of osteoblasts but also
osteogenicity of scaffolds. The HA-coated silk scaffold might
have great potentials in clinical applications.
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andD. L. Kaplan, “Materials fabrication fromBombyxmori silk
fibroin,” Nature Protocols, vol. 6, no. 10, pp. 1612–1631, 2011.

[16] K. Cai, K. Yao, S. Lin et al., “Poly(D,L-lactic acid) surfaces
modified by silk fibroin: effects on the culture of osteoblast in
vitro,” Biomaterials, vol. 23, no. 4, pp. 1153–1160, 2002.

[17] Y.-K. Jun, S.-H. Kwon, H.-E. Kim, and S.-H. Hong, “Synthesis
and dissolution behavior of 𝛽-TCP and HA/𝛽-TCP composite



8 BioMed Research International

powders,” Journal of the European Ceramic Society, vol. 23, no.
7, pp. 1039–1045, 2003.

[18] E. Sachlos and J. T. Czernuszka, “Making tissue engineering
scaffolds work. Review: the application of solid freeform fab-
rication technology to the production of tissue engineering
scaffolds,” European Cells & Materials, vol. 5, pp. 29–40, 2003.

[19] D. Tadic, F. Beckmann, K. Schwarz, and M. Epple, “A novel
method to produce hydroxyapatite objects with interconnect-
ing porosity that avoids sintering,” Biomaterials, vol. 25, no. 16,
pp. 3335–3340, 2004.

[20] M. A. A. Muhamad Nor, L. C. Hong, Z. Arifin Ahmad, and
H. Md Akil, “Preparation and characterization of ceramic foam
produced via polymeric foam replication method,” Journal of
Materials Processing Technology, vol. 207, no. 1–3, pp. 235–239,
2008.

[21] S. H. Li, J. R. De Wijn, P. Layrolle, and K. De Groot, “Synthesis
of macroporous hydroxyapatite scaffolds for bone tissue engi-
neering,” Journal of Biomedical Materials Research, vol. 61, no. 1,
pp. 109–120, 2002.

[22] Q. Fu, M. N. Rahaman, F. Dogan, and B. S. Bal, “Freeze casting
of porous hydroxyapatite scaffolds. I. Processing and general
microstructure,” Journal of Biomedical Materials Research B:
Applied Biomaterials, vol. 86, no. 1, pp. 125–135, 2008.

[23] P. Sepulveda, F. S. Ortega, M. D. M. Innocentini, and V.
C. Pandolfelli, “Properties of highly porous hydroxyapatite
obtained by the gelcasting of foams,” Journal of the American
Ceramic Society, vol. 83, no. 12, pp. 3021–3024, 2000.

[24] K. Mimura, K. Watanabe, S. Okawa, M. Kobayashi, and O.
Miyakawa, “Morphological and chemical characterizations of
the interface of a hydroxyapatite-coated implant,” Dental Mate-
rials Journal, vol. 23, no. 3, pp. 353–360, 2004.

[25] T. S. Chen and W. R. Lacefield, “Crystallization of ion beam
deposited calcium phosphate coatings,” Journal of Materials
Research, vol. 9, no. 5, pp. 1284–1290, 1994.

[26] J. A. Jansen, J. G.Wolke, S. Swann, J. P. Van derWaerden, and K.
de Groot, “Application of magnetron sputtering for producing
ceramic coatings on implant materials,” Clinical Oral Implants
Research, vol. 4, no. 1, pp. 28–34, 1993.

[27] M.M. Pereira, A. E. Clark, and L. L.Hench, “Calciumphosphate
formation on sol-gel-derived bioactive glasses in vitro,” Journal
of Biomedical Materials Research, vol. 28, no. 6, pp. 693–698,
1994.

[28] S. Maruno, S. Ban, Y. Wang, H. Iwata, and H. Itoh, “Properties
of functionally gradient composite consisting of hydroxyapatite
containing glass coated titanium and characters for bioactive
implant,” Nippon Seramikkusu Kyokai Gakujutsu Ronbunshi,
vol. 100, no. 1160, pp. 362–367, 1992.

[29] S. Ban, K. Matsuo, N. Mizutani, and J. Hasegawa, “Hydrother-
mal-electrochemical deposition of calcium phosphates on vari-
ousmetals,”DentalMaterials Journal, vol. 18, no. 3, pp. 259–270,
1999.

[30] S. Ban, A. Kamiya, and T. Sonoda, “Calcium-ion incorporation
into titanium surfaces accompanied by electrochemical apatite-
deposition,”Dental Materials Journal, vol. 21, no. 4, pp. 306–313,
2002.

[31] S. Ban, “Real-time monitoring of apatite deposition using elec-
trochemical quartz crystal microbalance,” Dental Materials
Journal, vol. 22, no. 4, pp. 467–474, 2003.

[32] A. Yuda, S. Ban, and Y. Izumi, “Biocompatibility of apatite-
coated titanium mesh prepared by hydrothermal-electrochem-
ical method,” Dental Materials Journal, vol. 24, no. 4, pp. 588–
595, 2005.

[33] H.M. Kim, F.Miyaji, T. Kokubo, S. Nishiguchi, and T. Nakamu-
ra, “Graded surface structure of bioactive titanium prepared by
chemical treatment,” Journal of Biomedical Materials Research,
vol. 45, no. 2, pp. 100–107, 1999.

[34] M.C. Phipps, Y. Xu, and S. L. Bellis, “Delivery of platelet-derived
growth factor as a chemotactic factor for mesenchymal stem
cells by bone-mimetic electrospun scaffolds,” PLoS ONE, vol. 7,
no. 7, Article ID e40831, 2012.

[35] M. C. Phipps, W. C. Clem, J. M. Grunda, G. A. Clines, and S. L.
Bellis, “Increasing the pore sizes of bone-mimetic electrospun
scaffolds comprised of polycaprolactone, collagen I and hydrox-
yapatite to enhance cell infiltration,” Biomaterials, vol. 33, no. 2,
pp. 524–534, 2012.

[36] L. Zhang, P. Tang, W. Zhang, M. Xu, and Y. Wang, “Effect of
chitosan as a dispersant on collagen-hydroxyapatite composite
matrices,”Tissue Engineering C:Methods, vol. 16, no. 1, pp. 71–79,
2010.

[37] C. Chang, N. Peng,M.He, Y. Teramoto, Y. Nishio, and L. Zhang,
“Fabrication and properties of chitin/hydroxyapatite hybrid
hydrogels as scaffold nano-materials,” Carbohydrate Polymers,
vol. 91, no. 1, pp. 7–13, 2013.

[38] A. L. Rossi, I. C. Barreto, W. Q. Maciel et al., “Ultrastructure of
regenerated bonemineral surrounding hydroxyapatite-alginate
composite and sintered hydroxyapatite,” Bone, vol. 50, no. 1, pp.
301–310, 2012.

[39] R. Kino, T. Ikoma, S. Yunoki et al., “Preparation and characteri-
zation of multilayered hydroxyapatite/silk fibroin film,” Journal
of Bioscience and Bioengineering, vol. 103, no. 6, pp. 514–520,
2007.



Submit your manuscripts at
http://www.hindawi.com

Stem Cells
International

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

MEDIATORS
INFLAMMATION

of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Behavioural 
Neurology

Endocrinology
International Journal of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Disease Markers

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

BioMed 
Research International

Oncology
Journal of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Oxidative Medicine and 
Cellular Longevity

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

PPAR Research

The Scientific 
World Journal
Hindawi Publishing Corporation 
http://www.hindawi.com Volume 2014

Immunology Research
Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Journal of

Obesity
Journal of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

 Computational and  
Mathematical Methods 
in Medicine

Ophthalmology
Journal of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Diabetes Research
Journal of

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Research and Treatment
AIDS

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Gastroenterology 
Research and Practice

Hindawi Publishing Corporation
http://www.hindawi.com Volume 2014

Parkinson’s 
Disease

Evidence-Based 
Complementary and 
Alternative Medicine

Volume 2014
Hindawi Publishing Corporation
http://www.hindawi.com


