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Abstract. 
(Mn,Fe) codoped ZnO nanowires were synthesized on silicon substrates in situ using a chemical vapor deposition method. The structure and property of the products were investigated by X-ray, electron microscopy, Raman, photoluminescence, and superconducting quantum interference device magnetometer. The doped nanowires are of pure wurtzite phase with single crystalline, and the elements distribute homogeneously in the doped nanowires. Photoluminescence spectrum of the doped nanowires is dominated by a deep-level emission with a negligible near-band-edge emission. The magnetic hysteresis curve with a coercive field of 35 Oe is clearly observed at 300 K, resulting from room-temperature ferromagnetic ordering in the (Mn,Fe) codoped ZnO nanowires, which has great potential applications for spintronics devices.


1. Introduction
Diluted magnetic semiconductors (DMSs) have stimulated great interest in recent years due to their potential applications in spintronics devices, where the spin degree of freedom of the electron is utilized in addition to its carrier concentration [1–3]. A promising technique is to use DMS to inject spin-polarized carriers into nonmagnetic semiconductor, and it is very important that the DMS materials have room temperature ferromagnetic property for the practical applications. ZnO doped with transition metals is one of the most promising DMS candidates, as it was predicted to be ferromagnetic above room temperature [1, 4], and some room temperature ferromagnetic materials have been successfully synthesized by several groups [5–7]. To integrate the ZnO-based DMSs into present electronics, it is reasoned that the combination of low dimensionality and room-temperature ferromagnetism in diluted magnetic oxides would generate new functional nanomaterials useful for future spintronics nanodevices. Some efforts have been focused on this kind of material, such as the fabrication of Mn-doped ZnO nanorods arrays [8] and Co-doped ZnO nanoneedle arrays [9]. Recently, several codoped DMS materials have been reported with the expectation that codoping can lead to remarkable improvement in the properties of DMS [10, 11]. Chakrabarti et al. reported that the saturation magnetic field can be enhanced by doping addition 2% Fe in the Mn-doped ZnO system [12]. Codoped Mn and Fe in ZnO nanostructures may contribute the local magnetic moments and enhancement of the charge carrier density. To the best of our knowledge, there was no research presented on Mn- and Fe-codoped ZnO nanostructures. In this letter, magnetization above room temperature has been achieved in (Mn,Fe) codoped ZnO nanowires prepared by a chemical vapor deposition (CVD) route.
2. Experiments
The fabrication process of the chemical vapor deposition is similar to our previous reports [13]. A gold film with thickness of 2 nm acting as catalyst was sputtered on a cleaned silicon substrate. In a typical synthesis, Zn, Mn, and Fe powders were put in a small alumina boat to serve as source materials. Silicon wafer was placed above the source at a vertical distance of 5 mm with its gold side facing downwardly. Then, the alumina boat was transferred into the center of a horizontal alumina furnace. Argon with a flow rate of 30 sccm (standard-state cubic centimeter per minute) was supplied as the carrier gas in the furnace during heating. When the temperature at the center of the furnace reached 810°C, 5 sccm of oxygen was introduced. The furnace was held at 810°C for 2 h to synthesize the nanowires. During the whole growth process, the pressure of the system was maintained at atmospheric pressure without using pumping system. After the furnace was cooled down to room temperature, a yellowish film was observed on the silicon substrate. ZnO nanowires were synthesized at the similar condition only with Zn powder as the evaporation source.  
X-ray diffraction (XRD) experiments were carried out with a X’pert MRD-Philips diffractometer using CuKa radiation. The micromorphology, structure, and composition of the products were studied using transmission electron microscopy (TEM, JEM-2010) and energy dispersive X-ray spectroscopy (EDXS). Elemental mapping was investigated by JEM-2100F microscope. Photoluminescence (PL) spectroscopy was performed at room-temperature, using a He-Cd laser of 325 nm wavelength as the excitation source. Room-temperature unpolarized Raman spectra were excited with a 514.5 nm Ar+ laser, taken under backscattering geometry. Magnetization measurements were checked by means of a superconducting quantum interference device (SQUID, MPMS XL-7) magnetometer.
3. Results and Discussion
Figure 1 displays the indexed XRD pattern of the products, and the position and relative intensity of the diffraction peaks of both (Mn,Fe) codoped ZnO and pure ZnO nanowires are indexed to wurtzite ZnO structure. The XRD results of the (Mn,Fe) codoped ZnO nanowires demonstrate that the structure of the ZnO matrix is not changed by doping of Mn and Fe. The lattice constants measured from the XRD of the products are 
	
		
			
				𝑎
				=
				0
				.
				3
				2
				5
				2
			

		
	
 nm and 
	
		
			
				𝑐
				=
				0
				.
				5
				2
				1
				1
			

		
	
 nm, which are a little larger than those of pure ZnO (
	
		
			
				𝑎
				=
				0
				.
				3
				2
				5
				0
			

		
	
 nm and 
	
		
			
				𝑐
				=
				0
				.
				5
				2
				0
				6
			

		
	
 nm). The ionic radius of Zn2+, Mn2+, Mn3+, Fe2+, and Fe3+ are 0.74, 0.80 0.66, 0.74, and 0.64 nm, respectively. Zn ions replaced with Fe and Mn may result in the changing in lattice constants, and it also indicates that there is few Mn3+ and Fe3+ in the (Mn,Fe) coped ZnO nanowires, because the lattice constants increase slightly compared with those of pure ZnO. 





	
		
		
		
		
		
		
		
		
		
		
		
		
			
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
			
		
			
		
			
			
			
			
			
			
		
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
		
			
	
	
		


	
		
			
		
		
			
		
	
	
		
			
		
		
			
		
	
	
		
			
		
		
			
		
	
	
		
			
		
		
			
		
	
	
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	


Figure 1: XRD pattern of the (Mn,Fe) codoped ZnO (solid line) and pure ZnO nanowires (dash line).


Figure 2(a) shows the typical TEM image of the (Mn,Fe) codoped ZnO nanowires, and it reveals that the mean diameter of the nanowires is around 65 nm with lengths up to several micrometers. High-resolution TEM (HRTEM) images show that the doped nanowires are of single-crystalline nature, and the lattice fringe spacing of 0.247 nm corresponds to the 
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 value of (101) planes (Figure 2(b)). No any particle-like features were observed in the examined nanowires. The EDXS analysis reveals the existence of Mn and Fe ions in the ZnO samples, and the content of Mn and Fe are 6 at.% and 2 at.%, respectively. Elemental mapping was carried out to investigate the element distribution in the doped nanowires. The typical EDX elemental mapping images of an individual (Mn,Fe) codoped ZnO nanowire were illustrated in Figure 3. These results show the shape of nanowire without any partial aggregation, which means that Mn and Fe distribute homogeneously in the nanowire instead of forming any oxide fine particles. Figure 3(d) shows that the profile of O is broader than those of the other elements, the reason is that O element was also absorbed by the supporting carbon film on the TEM grid and displaced in the profile.
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Figure 2: (a) Typical TEM image of the (Mn,Fe) codoped nanowires, and the inset is the EDS pattern. (b) HRTEM image of the (Mn,Fe) codoped ZnO nanowires, revealing the single crystalline.
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Figure 3: Elemental mapping images for the nanowire with Mn (a), Fe (b), Zn (c), and O (d).


The wurtzite ZnO structure belongs to the spaced group 
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 cm−1 [14], respectively. The frequency of 330 cm−1 is the second-order spectrum arising from zone-boundary phonons 2-
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(M) of ZnO [15]. The room temperature Raman spectra ranging from 200 to 850 cm−1 was presented in Figure 4. For the pure ZnO nanowires, the mode at 436.9 cm−1 with the strongest intensity is ascribed as 
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 mode was usually used to understand the stress-induced phenomena in wurzite ZnO structures. As it is well known, an increase in the 
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 phonon for the (Mn,Fe) codoped ZnO nanowires is observed at 434.9 cm−1, a Raman shift of 2.0 cm−1 had taken place, which indicates that a tensile stress was introduced in the nanowires because of the difference ionic radius between Mn, Fe, and Zn. The strongest intensity of 
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 phonon frequency for the (Mn,Fe) codoped ZnO nanowires also means that the wurtzite structure is preserved in spite of the inclusion of the Mn and Fe ions, which is consistent with the XRD results. The phonon mode centered at 326.5 cm−1 for ZnO and 326.4 cm−1 for (Mn,Fe) codoped ZnO are second-order spectra feature, which originates from the zone-boundary phonons of 2-
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(M) for ZnO [15]. In the Raman spectrum of the (Mn,Fe) codoped ZnO nanowires, there are two additional broad Raman bands at around 525.2 cm−1 and 651.4 cm−1, respectively. The vibration mode at 651.4 cm−1 was not presented in the ZnO films and single crystals, while it has been observed in Mn doped ZnO materials, where it was ascribed as local vibrational modes due to the intrinsic host-lattice defects [17]. In our experiments, when Mn and Fe atoms occupy the Zn sites, some new lattice defects are introduced or intrinsic host-lattice defects become activated due to the difference radius of Mn, Fe, and Zn. So, we guess that the vibration mode at 651.4 cm−1 associated with the defects was induced by Mn and Fe substitution. The mode at 525.2 cm−1 was also detected in other Mn single and Mn codoped with other magnetic ions ZnO films and nanostructures prepared by other groups [18, 19], and this mode has been reported correlated with Mn-related local vibration. The above Raman analysis shows that only ZnO phase is obtained, and a tensile stress is introduced because of the doping of Mn and Fe.





	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
			
		
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
		
			
	
	
		


	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	
	
		
			
		
		
			
		
		
			
		
	


Figure 4: Raman spectra of the (Mn,Fe) codoped ZnO nanowires and pure ZnO nanowires.


Room temperature photoluminescence spectra of the as-synthesized products were measured with excitation wavelength of 325 nm. As shown in Figure 5, the PL spectrum of the (Mn,Fe) codoped ZnO nanowires is similar to many reported data of ZnO. The luminescence band centered at 384 nm assigns to the ultraviolet (UV) excitonic emission, corresponding to the band emission of ZnO. The green luminescence band was generally attributed to the single ionized oxygen vacancies [20]. Up to now, we have not seen any reports on the photoluminescence of FeO, Fe2O3, Fe3O4, Mn2O3, and Mn3O4. A published report showed that MnO crystal shows the excitation spectra of the emission bands centered at 1.25 eV (992 nm) and 1.66 eV (747 nm) [21]. Figure 5 obviously shows that the green emission (526 nm) of the (Mn,Fe) codoped ZnO nanowires is not originated from MnO. From above results, we can conclude that the strong green emission (526 nm) was merely due to defects in the doped ZnO nanowires instead of from secondary inclusions. The broad band with the strong intensity of the green emission indicates that there exist many oxygen vacancies in the doped materials. The doping of Mn and Fe may affect the emission of ZnO. The high emission intensity of the near band emission only is observed in high crystal quality of ZnO [22]. If the material is of degraded quality, the exciton lifetime would be very short due to the additional scattering by defects, and the PL spectrum would be dominated by deep level emission. Mn and Fe dopants may introduce some defects and stress, which have been confined by the Raman spectra (Figure 4). The strong green emission in Figure 5 may result from the high quantity of oxygen vacancies and the defects originated from the dopants and the growth process. 





	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	




	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	


	
		
	
	
		
	
	
		
	
	
		
	


	
		
	


	
		
	


	
		
	


	
		
	
	
		
	


	
		
	


Figure 5: PL spectrum of the (Mn,Fe) codoped ZnO nanowires excited at room temperature.


The magnetic behavior of the doped materials is of critical importance for spintronics applications. Applied field-dependent magnetization (
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				𝐻
			

		
	
) measurements of the (Mn,Fe) codoped ZnO nanowires were performed at 5 and 300 K, respectively. The diamagnetic response of the silicon substrate was subtracted from the magnetization plots. In Figure 6(a), the appearance of a well-defined loop with a coercive field of about 115 Oe signifies the (Mn,Fe) codoped ZnO nanowires being ferromagnetic at 5 K. Figure 6(b) shows the magnetic hysteresis curve measured at 300 K. The saturated magnetization 
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 and coercive field 
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				𝑐
			

		
	
 are 0.4 emug−1 and 35 Oe, respectively. Although the magnetization at 300 K is relatively weak compared with the value measured at 5 K, the hysteresis loop was clearly observed at 300 K, resulting from room-temperature ferromagnetic ordering in the (Mn,Fe) codoped ZnO nanowires. Recent works reported that the ferromagnetism in the ZnO-based DMS controlled by the concentration of oxygen vacancies [23], and the enhancement of ferromagnetism was strongly correlated with the increase of oxygen vacancies in ZnO [24]. The PL measurements in our case demonstrate that there exist many oxygen vacancies in the doped materials. The room-temperature ferromagnetism of the (Mn,Fe) doped ZnO nanowires might originate from the super exchange interaction between nearest neighbor distance of magnetic ions (via oxygen vacancies). The role of Mn and Fe will be further investigated in the future.
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(b)
Figure 6: Hysteresis loops for the (Mn,Fe) codoped ZnO nanowires measured at 5 (a) and 300 K (b), and the corresponding insets show the enlarged parts of the 
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 curves.


4. Conclusions
This paper reported on the synthesis, characterization, and magnetic property of the (Mn,Fe) codoped ZnO nanowires through a chemical vapor deposition method. The XRD and Raman results show that the products are composed of pure wurtzite ZnO phase. HRTEM image indicates that the nanowires are of singe crystalline, and the elemental mapping profiles of the single nanowires show that the elements distribute homogeneously along the doped nanowires. Ferromagnetic behavior was obtained in the (Mn,Fe) codoped ZnO nanowires at low temperature as well as at room temperature. Our experimental results reveal that Mn and Fe incorporated into ZnO develop a room-temperature diluted magnetic semiconductor, which represents an important method for fabrication of transition metal-doped ZnO nanostructures with room-temperature ferromagnetic behavior.
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