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Nanocomposites of single-walled carbon nanotubes dispersed within polyvinylchloride have been obtained by using the solution
path. High-power sonication was utilized to achieve a good dispersion of carbon nanotubes. Thermogravimetric analysis revealed
that during the synthesis, processing, or thermal analysis of these nanocomposites the released chlorine is functionalizing the
single-walled carbon nanotubes. The loading of polyvinylchloride by single-walled carbon nanotubes increases the glass transition
temperature of the polymeric matrix, demonstrating the interactions between macromolecular chains and filler. Wide Angle X-
Ray Scattering data suggested a drop of the crystallite size and of the degree of crystallinity as the concentration of single-walled
carbon nanotubes is increased. The in situ chlorination and amorphization of nanotube during the synthesis (sonication step) is
confirmed by Raman spectroscopy.

1. Introduction

Single-walled carbon nanotubes (SWNTs) are amazing one-
dimensional systems, characterized by semiconducting to
conducting electrical conductivity [1, 2], excellent thermal
conductivities [3], extremely large aspect ratio [3], impress-
ing mechanical features (such as a Young modulus of the
order of 1 TPa) [4, 5], and high thermal stability (mainly in
inert atmosphere such as nitrogen) [6]. The radial breathing
mode observed by Raman spectroscopy in single-walled
carbon nanotubes (SWNTs) allows for a direct measurement
of the diameter of SWNTs and of the effect of macro-
molecular chains on their diameter [7]. Typically, Raman
lines are used to characterize carbon nanotubes and to
monitor the interactions between nanotubes and polymeric
matrices. Despite their restrictive cost, SWNTs are the filler
of choice for many polymer-based nanocomposites [8, 9],
due to their large aspect ratio, which determines a very low

percolation threshold for the electrical conductivity and a
larger enhancement of structural properties.

The addition of SWNTs to polymeric matrices results
typically in an improvement of mechanical strength (in most
cases associated with a drop in the value of the elongation at
break) [8–10]. As carbon nanotubes and graphene are either
semiconducting or conducting, the addition of such carbon
nanostructures to insulating polymeric matrices increases
the electrical conductivity (up to the point where electro-
static, electromagnetic shielding, or even electrical conduc-
tion is ignited in the polymer-based nanocomposites) [11–
14].

Typically, fillers with a larger aspect ratio are associated
with a lower percolation threshold for the electrical con-
ductivity (usually occurring at a concentration of about 1%
SWNTs in polymeric matrices) and with a better enhance-
ment of the mechanical and structural features of the
polymeric matrix than spherical fillers. Percolation theory
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describes accurately the effect of the concentration, aspect
ratio, and electrical conductivity of the filler on the resulting
electrical features of the polymer-based nanocomposite. The
dielectric constant of polymer-based nanocomposites is typ-
ically enhanced by the addition of carbonaceous nanostruc-
tures, with a maximum around the percolation threshold for
the electrical conductivity [15–17].

Carbon nanotubes have also an excellent thermal con-
ductivity and good thermal stability, while most polymers
exhibit a rather poor thermal conductivity and degrade
under the effect of temperature. The presence of oxygen
accelerates the thermal degradation of polymers. The loading
of polymeric matrices with carbon nanotubes is usually
increasing the thermal conductivity of the matrix. The ad-
dition of nanometer-sized fillers to polymeric matrices re-
sults typically in the enhancement of the thermal stability
of the polymeric matrix [18–20]. Such improvements have
been reported for poly(3-hexylthiophene)-single-walled car-
bon nanotubes nanotube composites [18], isotactic polypro-
pylene-vapor grown carbon nanofibers [19], isotactic poly-
propylene-multiwalled carbon nanotubes [21], polyethyl-
ene-multiwalled carbon nanotubes [20], low-density poly-
ethylene-nanoclays [21], and polystyrene-dimethyl decylim-
idazolium montmorillonite [21]. The above-mentioned
modifications reflect the formation of an interface between
the nanofiller and the polymeric matrix. Due to the huge area
of the nanofillers, the weight of the polymer trapped within
the interface can become comparable and even larger than
the weight of macromolecular chains that are not in inter-
action with the nanometer-sized filler. Hence, the physical
properties of the polymer nanocomposites start to become
dominated by the features of the polymer-filler interface.
This explains qualitatively the above-mentioned changes.

In the case of polyethyleneterephtalate filled single-
walled carbon nanotube composites, no enhancement of the
thermal stability was noticed, while in the case of polyethyl-
eneterephtalate filled with multiwalled carbon nanotubes a
weak improvement was reported [22]. While single-walled
carbon nanotubes have—at the same loading—a signifi-
cantly larger total area than multiwalled carbon nanotubes,
this anomalous behavior was tentatively assigned to the
functionalization of multiwalled carbon nanotubes. Modifi-
cations of the thermal degradation process’s path due to the
nanofiller have been reported (see e.g., the nanocomposite
ethylene vinyl acetate-modified nanoclay) [21]. Prelimi-
nary studies on multiwalled carbon nanotubes grafted on
polyvinyl chloride (PVC) revealed an enhancement of the
thermal stability of the matrix upon crosslinking [23].
Nanocomposites of poly(2,5-benzoxazole)-multiwalled car-
bon nanotubes obtained by in situ polycondensation showed
a weak increase of the thermal stability of the polymeric
matrix [15].

PVC is a polymer used frequently in applications that
require structural features (mechanical strength) or electrical
insulating capabilities [24]. The use of SWNTs degrades the
electrical insulating features of PVC, and hence the most
important application for such nanocomposites aims at
structural capabilities. An important limitation in the use
of PVC derives from its weak resistance to fire and thermal

degradation in general [24, 25]. Under the effect of tem-
perature, PVC exhibits a fast degradation associated with
the release of chlorine and hydrogen as the most important
volatile products. These gases can interact resulting in a local
concentration of HCl. The dehydrochlorination reaction is
initiated by chain end groups (eventually containing initiator
residues or unsaturated groups), branch points involving
tertiary chlorine atoms, random unsaturation (such as allylic
chlorine atoms), and head-to-head units. Oxidation struc-
tures are playing an important role if the thermal degrada-
tion occurs in oxygen-containing atmosphere.

In nitrogen atmosphere, SWNTs have an excellent ther-
mal stability, with a low weight loss below 700◦C. Never-
theless, SWNTs are prone to the chlorine functionalization
[26], achieved through the local thermal decomposition of
the polymeric matrix. The thermal stability of SWNTs is
significantly lower in oxygen containing atmosphere.

2. Experimental Methods

2.1. Materials. PVC with an average molecular mass, Mn =
47,000, was purchased from Sigma Aldrich. SWNTs, with a
purity of 90%, outer diameters 1-2 nm, and lengths rang-
ing between 5 and 30 microns, were purchased from Cheap-
Tubes. Research grade tetrahydrofuran (THF), used as sol-
vent for PVC, was purchased from Sigma Aldrich and utilized
as received.

2.2. Methods. Homogeneous solutions of PVC have been
obtained by dissolving the polymer in THF followed by stir-
ring at 500 rotations per minute for 8 hours, at room temper-
ature. Various amounts of SWNTs were added to the solution
of PVC and stirred for about 2 hours. After that, the liquid
mixture PVC, THF, and SWNTs was sonicated for one hour
by using a Hielscher high power sonicator (1 KW). The as
obtained fluid was cast on microscope slides, and the solvent
was removed by heating at 100◦C for about 4 hours.

Thermogravimetric analysis (TGA) data were obtained
using a TA Instrument TGA 500 instrument, Differential
Scanning Calorimetry (DSC) investigations were performed
with a TA Instrument DSC Q500, Raman investigations were
done by using a Bruker Sentera microRaman operating at
785 nm, and Wide Angle X-Rays Scattering (WAXS) analysis
was performed by a Bruker 8 Discovery spectrometer.

3. Results and Discussions

Nanocomposites of polyvinylchloride-single-walled carbon
nanotubes (PVC-SWNTs) containing various weight frac-
tions of SWNTs ranging from 0% to 20% wt. were obtained.
The total removal of the solvent was confirmed using TGA,
which showed no changes in the mass of PVC-SWNTs up to
150◦C (within an accuracy of 0.1%). The boiling tempera-
ture of THF is about 66◦C.

3.1. Thermal Investigations. TGA investigations, in nitrogen,
have been performed at a heating rate of 10◦C from
room temperature to about 650◦C. The pristine polymer
(PVC) shows a typical two steps thermal degradation (see
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Figure 1: (a) The evolution of the total mass (PVC + SWNTs) of the nanocomposite versus temperature. (b) The evolution of the polymeric
part (PVC) of the nanocomposite versus temperature.
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Figure 2: Details of the thermal degradation of PVC-SWNTs in nitrogen atmosphere (time dependence of the mass of the polymeric
component). (a) Low temperature degradation. (b) High temperature degradation.

Figure 1(a)), one dominated by the dehydrochlorination of
the sample and the last representing the final thermal degra-
dation of the polymer [24, 25, 27]. The thermal degradation
of PVC in nitrogen lefts a certain carbon residue. The
dependence of the weight of PVC-SWNTs nanocomposites
on temperature is shown in Figure 1(a). It is noticed that
the degradation has a rather complex dependence on the
concentration of SWNTs and occurs in two steps.

For a better understanding of TGA data, it is necessary to
observe that SWNTs are typically not degraded in nitrogen
up to about 600◦C [28]. The degradation of SWNTs in an
inert atmosphere in the range 400 to 600◦C is rather slow and
weak [28]. As this is the case for our filler, we can represent
the dependence of the mass of the polymeric component
(i.e., solely the mass of PVC) of PVC-SWNTs on the degra-
dation temperature (see Figure 1(b)). If the contribution of
the effects due to the polymer-filler interface is negligible and
the SWNTs can be assumed to be inert during the thermal
degradation in nitrogen of these nanocomposites, then all
thermograms shown in Figure 1(b) should overlap. This is

obviously not the case, suggesting important contributions
due to the loading of the polymer with SWNTS. Due to the
large atomic mass of chlorine, a full dehydrochlorination of
PVC would result in the volatilization of about 65% of the
pristine polymer (see the line in Figure 1(b)). The fact that
the first thermal degradation process leaves more residues
suggests that some chlorine is transferred to nanotubes.

The first step of the thermal degradation of PVC-SWNTs
is shown in Figure 2(a). It is noticed that the degradation
starts at about 175◦C and becomes stronger in the temper-
ature range from 225 to 350◦C. Between 350◦C and 425◦C,
there is a weak decrease of the mass of these samples as the
temperature is increased (below 5%). The temperature range
(after the completion of the first degradation step) over
which the mass of the polymer component of the composite
is almost temperature independent narrows as the concen-
tration of SWNTs is increased (see Figures 2(a) and 2(b)).
As the temperature is further increased, a secondary degra-
dation process is ignited (see Figure 2(b)). The degradation
is essentially occurring in the temperature range from 425◦C
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to 500◦C. Further increase of the temperature of the sample
above 500◦C (up to 650◦C) does not result in a significant
drop of the mass of the sample. For the pristine PVC, the
amount of residual char at 650◦C represents about 7% of
the mass of the initial sample. In the case of PVC-SWNTs
composites, the amount of char is larger as the degradation
of single-walled carbon nanotubes in inert atmosphere
(nitrogen) is typically ignited above 500◦C [28].

The residual mass of the polymeric component PVC-
SWNTs containing 20% SWNTs after the thermal degrada-
tion in nitrogen up to 650◦C is about 30%, significantly
larger than the expected value. This supports the idea
that an important fraction of the chlorine released during
the thermal degradation of the polymer was captured by
nanotubes. A complex adsorption desorption of chlorine
compounds on carbon nanotubes has been reported else-
where [29]. In conclusion, some of the chlorine released
during the first degradation step functionalized the SWNTs.
From Figure 2(a), it is noticed that for the pristine sample,
the residual mass at the end of the first degradation [27]
step (at 275◦C) is of about 35%, suggesting an almost
complete dehydrochlorination, while the sample containing
20% SWNTs exhibits a residual polymeric component of
about 50%. This reflects the complex thermal degradation of
PVC-SWNTs samples, where probably SWNTs are catalyzing
the dehydrochlorination reaction facilitating the transfer of
chlorine from the macromolecular chain to the nanotube
and destabilizing the macromolecular chain. We are spec-
ulating the fact that the degraded PVC-SWNTs contain a
higher concentration of chlorine and eventually hydrogen
plus eventually short polymeric chains. The chlorination of
carbon nanotube was reported elsewhere [26]. A complex
effect of nanoclay fillers on the thermal degradation of PVC
was recently reported [30].

Differential Scanning Calorimetry data in the tempera-
ture range from 0◦C to 150◦C revealed solely the glass tran-
sition temperature. The upper temperature was restricted to
about 150◦C, in order to avoid the thermal degradation of
the sample. However, due to the thermal degradation and
instrumental inertia/hysteresis, solely the temperature range
fom 25 to 125◦C contains reliable experimental data. No
melting or crystallization peaks were noticed in this temper-
ature range. Due to the high molecular mass of the polymeric
matrix, it is expected that these transition points are over
150◦C. The glass transition temperatures for the third cycle
(second heating) are almost identical with the fifth thermal
cycle (third heating) for all samples. However, Figure 3 shows
only the data for the pristine sample and two nanocompos-
ites containing 5 and 20% (wt.) SWNTs. These results con-
firm that the potential contributions of thermal stresses were
completely removed and the experimental data are accurate.
The position of the glass transition was determined by the
slope method [31]. The estimated glass transition tempera-
ture (TG) of the pristine polymer was about 88.5◦C, in agree-
ment with experimental data reported elsewhere [19]. The
inset of Figure 3 depicts the effect of SWNTs on the glass
transition of PVC. An increase of TG by about 10◦C was
noticed while the concentration of SWNTs is increased from
0% to 20% (wt.). Similar results were reported for PVC
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Figure 3: DSC data on PVC-SWNT nanocomposites showing the
effect of the loading with SWNTs, at a heating rate of 20◦C/minute.
The inset shows the dependence of the glass transition on the
concentration of SWNTs.
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Figure 4: WAXS spectra of pristine PVC and PVC-SWNTs
composites.

loaded by multiwalled carbon nanotubes [32]. This suggests
that nanotubes are sharing some free volumes with the mac-
romolecular chains, generating an interface region within
which the segmental motions are hindered.

3.2. Spectroscopic Investigations. PVC is a semicrystalline
polymer with a rather poor WAXS spectrum. As seen in
Figure 4, the nanocomposites exhibit the most intense peaks:
200 located at about 17◦, 110 located at about 19◦, and 210
located at about 24◦ [33, 34]. A broad and weak peak due
to SWNTs, located at about 26◦, is convoluted with the 210
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Figure 5: Raman spectra of some PVC-SWNTs.
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reflection. Figure 4 suggests that the loading with SWNTs
broadens the lines, decreasing the dimensions of polymeric
crystallites.

Raman Spectra of some PVC-SWNTs composites are
shown in Figure 5. It is observed that the Raman spectrum of
pristine polymer is sensitive to the addition of SWNTs. Even
more, the lines due to SWNTs are significantly distorted at
high SWNTs content (see Figure 6), due to the chlorination
(see in Figure 6 the changes of the G band—a band that
is sensitive to the electric conductivity of SWNTs [7]). The
ratio between D and G bands is a qualitative measure of the
degree of disorder of the carbon nanotubes. An important
increase of this ratio is noticed for the samples containing
10% wt. SWNTs (see Figure 6). This suggests an important

chlorination of SWNT even during the preparation of the
nanocomposite. The high power sonication can generate
small bubbles at the interface polymer-solution-SWNTs, and
the cavitation effect may result in large local temperature,
capable of generating Cl atoms near the surface of the
nanotube.

4. Conclusions

PVC-SWNTs nanocomposites have been investigated. Their
thermal degradation in nitrogen is complex due to the
competition between the dehydrochlorination of macro-
molecular chains, the chlorination of SWNTs, and the com-
plex sorption-desorption phenomena involving chlorinated
compounds. In contrast with the results reported for PVC
chains grafted onto multiwalled carbon nanotubes [23], we
did not observe any enhancement in the thermal stability of
the polymeric matrix upon the filling with SWNTs.

Raman data demonstrates that an important chlorina-
tion and amorphization of SWNTs occurs during the sonica-
tion step. The increase of the TG as the concentration of
SWNTs is increased reveals the effect of crosslinking reac-
tions as well as the eventual competition between segments
and nearest nanotubes for the same free volume. WAXS data
revealed a decrease of PVC crystallites size as the concentra-
tion of SWNTs is increased.

The existing data suggests that such nanocomposites can
be also used either as antistatic materials or conducting poly-
mer-based nanocomposites. Electrical studies to determine
the percolation threshold are in progress. Further research is
scheduled to assess the effect of the nanofiller on the mechan-
ical properties and to determine the potential performances
of PVC-SWNTs as structural materials. Nevertheless, as the
loading of PVC with SWNTs does not enhance the thermal
stability of the polymeric matrix, all applications of PVC
should be restricted to environments that do not exceed
150◦C.
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