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Nanostructured lipid carrier (NLC) was prepared by homogenization emulsification method and improved with modified
surfactants. The properties of nanoparticles were investigated using the NLC system for hydroquinone (HQ) as a model drug and
by increasing the light stability of hydroquinone.The optimized condition of NLC in stirring was 1200 rpm, the homogenized speed
was 8000 rpm, solid oil to liquid oil ratio was 3 : 7, and lecithin to surfactant ratio was 3 : 1. The particle size was 393.30 ± 28.23 nm
and the encapsulation efficiency was 22.13 ± 2.66%. The zeta-potential of HQ-NLC was better than −30mV. In the thermogravi-
metric analysis (TGA) studies, adding of PLANTACARE 2000 UP for HQ-NLC has better heat resisting property than the HQ-
NLC only.The addition of PLANTACARE 2000 UP to NLC shows better permeability (125.10%) than that of Blank. In the stability
studies, the HQ-NLC after UVA/UVB irradiation has better inhibition rate (34.25%) than that of the Blank. In the present study,
NLC system has successfully improved the light stability and the skin permeability of active compound. Therefore, the NLC might
be a potential delivery vehicle for transdermal products in the future.

1. Introduction

Hydroquinone (HQ) is a pharmaceutical compound used not
only as a skin-whitening agent, but also to condense tyrosi-
nase in the generation mechanism of melanin [1, 2]. Hydro-
quinone can prevent tyrosine, dopa, and dopaquinone after a
series of reaction of melanin and may achieve the whitening
effect. Hydroquinone is often used to treat lentigines [3],
freckle, ephelides, pigmentation after inflammation (postin-
flammatory hyperpigmentation) [4], liver spots (chloasma,
melasma), and other diseases. It may cause skin irritation
with many adverse effects. Excessive amounts of HQ can kill
the melanoblast and cause skin disease called Vitiligo [5, 6].

Nanostructured lipid carrier (NLC) is the evolution for
solid lipid nanoparticles (SLN) [7], with some improvements
in the encapsulation efficiency. The encapsulation efficiency
of NLC is better than the encapsulation efficiency of SLN
because solid-liquid mixing proportion is better than single

solid lipid. Although both have the preparation methods,
NLC may disrupt the crystal structure of regular solid lipid.
When liquid lipid is added, it may cause irregular particle
structure, increase the ratio of crystalline, and thus increase
the encapsulation efficiency and drug loading [8, 9].TheNLC
system not only increases the stability of the compound, but
also has good skin adhesion and bioavailability. When the
particle adheres to the skin surface, it will accumulate to
generate packets action effect, which reduces water loss in the
skin surface and increases skin hydration in order to protect
the skin.

Nanoparticles may be biodegradable and not harmful
to organisms in the environment. However, hydroquinone
rapidly oxidizes in sunlight and loses its active effect [10]. In
this study, we used homogenization emulsification method
to prepare the HQ-NLC [11]. We found that this technology
of delivery system can improve photosensitivity of hydro-
quinone in UV light and also enhance the stability of the
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product and then achieve great drug delivery and reduce skin
irritation in human body.

2. Materials and Methods

2.1. Materials. Hydroquinone (HQ) was purchased from
Sigma. Bees wax, Span 80 (sorbitan monooleate), and Tego-
soft CT (caprylic/capric triglyceride) were purchased from
LUBRIZOL. Lecithin was purchased from LucasMeyer. Sodi-
um hydrogen sulfite was purchased from Sigma. PLAN-
TACARE 2000 UP (INCI: decyl glucoside, C8-C16 fatty
alcohol polyglycoside) was purchased from BASF. Ethanol,
methanol (HPLC grade), and all other chemicals were
obtained from Acros Organics. Artificial skin membrane
(Tegaderm�, 90022TCP) was purchased from 3MCompany.

2.2. Preparation for Optimized Condition of HQ-NLC. The
solution, 5.0% hydroquinone, 0.1% sodium hydrogen sulfite,
and 75.4% DD-water in the aqueous phase, was heated
at 80∘C. At the same time, mixed 4.5% bees wax, 10.5%
caprylic/capric triglyceride (CCTG), 3% lecithin, and 1.5%
Span 80 in the lipid phase were heated at 80∘C. The water
phase was added to a hot-melt lipid phase. The mixture
was stirred at 600∼1200 rpm for 20min in ultrasonication
[12] and then homogenized at 4000∼10000 rpm for 10min.
After a process of preparation, remove solvents in sample by
Rotary Vacuum Evaporator at 60∘C. We used the optimized
condition to prepare the NLC before adding the modified
surfactant. The oil phase was mixed with 4.5% bees wax,
10.5% caprylic/capric triglyceride (CCTG), 3% lecithin, and
1.5% PLANTACARE 2000 UP. There were two kinds of
lecithin ratio: PLANTACARE 2000 UP to use about 2 : 1 and
1 : 2.

2.3. Measurement of Particle Size and Zeta-Potential. The
measuring range of Zetasizer Nano-ZS is approximately from
0.6 nm to 6 𝜇m. The NLC samples were diluted with 10%
Sodium Lauryl Ether Sulphate (SLES) to detect the particle
size and polydispersity index (PdI). The NLC samples were
diluted with DD-water to detect the zeta-potential by Laser
Particle Size Analyzer/MALVERN Nano-ZS. Before testing,
the NLC samples were suspended by ultrasonication.

2.4.TheDetermination of EncapsulationEfficiency. High-per-
formance liquid chromatography system (pump: PU/1580,
Jasco) with reversed-phase C18 column (250mm × 4.6mm,
pore is 5 𝜇m, Agilent) was used to detect hydroquinone.
The composition of mobile phase was 40% methanol and
60% phosphate buffer solution (0.02M, pH = 5.5) [13]; the
flow-rate was 0.8mL/min. The injection of sample solution
was 20𝜇L. The UV detector was set at 280 nm to detect
hydroquinone. All experiments were performed in triplicate.
The encapsulation efficiency (E.E.%) of hydroquinone in
the NLC was determined indirectly by HPLC method; the
free amounts of HQ in solution were separated by filtration
method and then determined by HPLC. The encapsulation
efficiency and the drug loading (D.L.%) were then calculated

via

E.E. (%)

=
total amount of HQ − f ree amount of HQ

total amount of HQ

× 100%,

(1a)

D.L. (%) =
weight of HQ in NLC

weight of NLC
× 100%. (1b)

2.5. The Thermogravimetric Analysis. Thermogravimetric
analysis (TGA) instrument was used on Perkin Elmer Pyris
1 TGA instrument. For a normal experiment, 5–10mg HQ-
NLC was put in an alumina crucible. Then, the samples were
heated in nitrogen gas flow at a rate of 10∘C/min from 25∘C to
600∘C.

2.6. The Scanning Electron Microscopy Analysis. Scanning
electron microscopy (SEM) was used on a JEOL JSM-6700F
instrument operating at 15 kV. For SEM characterization, the
HQ-NLC was added to the copper grid coated with carbon
film. Before observations of SEM, all samples were heated at
60∘C to dry and coated with Platinum onto HQ-load NLCs
for about 70 s in 20mA.

2.7. In Vitro Skin Permeation Study. The in vitro skin per-
meation study with hydroquinone-load nanostructured lipid
carrier used a Franz-type diffusion cell system. In the study,
we used artificial skinmembranes (3MTegaderm) to simulate
the stratum corneum side of human skin. The surface area
of the release membrane was 0.785 cm2 and the volume of
the receptor phase was approximately 5ml. The receptor
cell was filled with phosphate buffer solution (0.155M, pH
7.0); then 1ml of each sample (5% HQ) was added to the
donor cell. The stirring rate and temperature were kept at
300 rpm and 36.7 ± 0.3∘C. Experimental time was 0.5, 1, 2,
4, and 6 h. The experiments were performed in triplicate and
the concentration of hydroquinone in receptor media was
detected by HPLC.

2.8. Inhibition Tyrosinase Assay with UVA/UVB Irradiation.
The phosphate buffer (pH 6.5) was added to 7% tyrosine
solutions and the different concentrations of sample solution
(hydroquinone solutions, HQ-load NLC solutions) before
heating at 37∘C in water-bath for 10min; then tyrosinase
(100 units/mL) was added to PBS buffer and DD-water
before heating at 37∘C for 20min. Hydroquinone and HQ-
load NLC were compared to expose the UVA/UVB with
17.5 J/cm2 energy irradiation [14]. The results were detected
using ELISA-reader scan at 475 nm to calculate the inhibition
tyrosinase rate.

2.9. Statistical Analysis. The quantitative data for the present
study were analyzed using Student’s t-tests and are presented
as the means ± S.E. for three independent experiments.
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Figure 1: The particle size and PdI of NLC in different preparation conditions. (a) Stirring speed, (b) homogenized speed, (c) lecithin and
surfactant ratio, and (d) solid oil and liquid oil ratio.

3. Results and Discussion

3.1. The Optimal of NLC Preparation. In the presented study,
we used homogenization emulsification method to make
the HQ-NLC. After all preparation processes, the activity
of captured HQ was firstly checked by tyrosinase inhibition
assay.The results demonstrated that HQ can retain its activity
after all the preparation processes including high temperature
condition (data not show).

In Figure 1, we investigated the conditions to prepare
HQ-NLC, and there are 4 different stirring speeds used in
this experiment: 600 rpm, 800 rpm, 1000 rpm, and 1200 rpm.
The best stirring speed is 1200 rpm, the smallest particle
diameter under this speed is 421.63 ± 8.64 nm. Due to high
agitation speed, it can make HQ-NLC evenly dispersed and
reduce agglomeration when preparing with a finer end result
[15–17]. For homogenization, the particles are homogenized
at 4 different speeds (4000 rpm, 6000 rpm, 8000 rpm, and
10000 rpm) in this experiment. We get the best result when
centrifuged at 8000 rpm, and the smallest particle diameter
under this speed is 305.56 ± 15.69 nm. According to other
studies, when stirring at higher speeds, smaller particle size
is found due to high shear force that destroys the particle and
causes cohesion [18, 19]. The ratios of the solid oil and liquid

oil are 1 : 9, 3 : 7, 5 : 5, and 7 : 3. When the ratio of the solid
oil and liquid oil is 3 : 7, HQ-NLC could have the smallest
particle size (363.48 ± 28.23 nm). There is a literature that
reported the enhancing ratio of the solid oil found in small
particle size, but increase in the percentage of solid lipid
generated particle agglomeration effect that leads to increased
particle size [20]. Besides, lecithin and emulsifier ratios are
1 : 1, 2 : 1, 3 : 1, and 4 : 1, and the ratio of 3 : 1 enables HQ-NLC
to have a minimum particle size of 458.94 ± 35.36 nm. The
higher the percentage of lecithin, the lower the percentage of
surfactant. Therefore, the ratio of 4 : 1 may cause NLC to be
unstable.There is an article to point out that lecithin is a kind
of emulsifier helper (cosurfactant), but more lecithin may
cause particle agglomeration [21]; and at a lower percentage of
emulsifier addition, the formulation of NLC may be unstable
and the particles may be easy to gather due to larger diameter.
PLANTACARE 2000 UP is the decyl glucoside based liquid
type emulsifier. We established that PLANTACARE 2000
UP is a suitable main surfactant to combine lecithin for the
production of NLC because of its medium size of structure.

In this study, we found the best of the preparation
conditions for stirring speed to be 1200 rpm, the homoge-
neous speed to be 8000 rpm, the solid oil and liquid oil
ratio to be 3 : 7, and the ratio of lecithin and emulsifier to
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Figure 2: The thermogravimetric analyzer of HQ-NLC and HQ-
NLC with PLANTACARE 2000 UP.

be 3 : 1; we found the smallest particle size of NLC to be
393.30 ± 28.23 nm. After adding modified emulsifier known
as 2000 UP, the particle sizes of HQ-2000UP-NLC in ratios
2 : 1 and 1 : 2 are 396.60 ± 27.39 nm and 461.34 ± 18.14 nm,
respectively. Besides, the PdI of HQ-2000UP-NLC in ratios
2 : 1 and 1 : 2 are 0.583 and 0.563, respectively.

3.2. The Zeta-Potential of NLC Analysis. In this study, the
surface charge of the HQ-NLC is −15.93 ± 2.02mV. The
charges of HQ-2000UP-NLC in 2 : 1 ratio is −34.86±2.54mV
and the charge in 1 : 2 ratio is −39.22 ± 1.43mV. When we
add more proportion of modified emulsifiers with 2000 UP,
the charge amount of NLC surface also increases. Some parts
of the literature indicate that the higher zeta-potential is the
less prone it is to agglomeration and it can increase stability
during storage. Therefore, we select the modified emulsifier
which causes zeta-potential more than −30mV because the
surface charge more than ±30mV may have good particle
stability and the zeta-potential of NLC greater than ±60mV
may have excellent stability [22]. The modified emulsifier
PLANTACARE 2000UP is composed of C8-C16 fatty alcohol
polyglycoside. Supposedly, the glycoside part may offer the
higher surface charge in NLC.

3.3. Encapsulation Efficiency Analysis. There are three kinds
of NLC in this study: HQ-NLC and HQ-2000UP-NLC with
two ratios, 2 : 1 and 1 : 2, respectively. Their encapsulation
efficiencies were 19.52% ± 2.51%, 22.13% ± 2.66%, and
26.84% ± 1.20%. We chose the HQ-2000UP-NLC with ratio
2 : 1 since it has the highest drug loading (19.28 ± 4.77%).

3.4.TheThermogravimetric Analysis. In Figure 2, the samples
were not heated prior to percentages by weight (100%), and
after the start of heating, it will continue to reach the weight

loss after pyrolysis. In order to verify the conformation of
carbon black, condition of gas was converted into oxygen,
and the extent of the weight loss period interval can be
suggested as carbon black. In this figure, HQ-2000UP-NLC
reveals a higher heat resistance than HQ-NLC because,
during TGA heating process, HQ-2000UP-NLC has a lower
pyrolysis temperature (the temperature for 95%of cumulative
percentage of weight) than that of HQ-NLC [23, 24]. The
decomposition temperature (abbreviated Td5) was 271.55 ±
0.17∘C, higher than the cracking temperature of HQ-NLC
which is 215.77 ± 0.16∘C. In addition, we can observe that
the temperature reaches 450∘C, either HQ-2000UP-NLC or
HQ-NLC powder was burned out, and do not leave any
coke because NLC powder is organic compounds composed
of representation. The result not only shows the particles’
biodegradable availability, but also refers to what may not
cause the cumulative pollution to environment. The above
experiments HQ-2000UP-NLC result values are greater than
the HQ-NLC; therefore, the following are with HQ-2000UP-
NLC as the experimental group.

3.5. The Scanning Electron Microscopy Analysis. In
Figure 3(a), we found that theHQ-NLCpresents a sphere-like
shape in the SEM image observation. In Figure 3(b), the SEM
image observed in most of the HQ-2000UP-NLC has similar
particle size as observed in the residue after the damaged
part of the particles. From the SEM image observation in
Figure 3, we noticed the broken parts of HQ-2000UP-NLC.
In Figure 3(d) with SEM image observation, we found that
there are many black shadows on HQ-2000UP-NLC shell
material indicating spaces in the particles.

3.6. In Vitro Skin Permeation Study. In Figure 4, we found
that the penetration ratio of HQ-2000UP-NLC is higher
than the hydroquinone solution after 6 h. Adding modi-
fied emulsifier called PLANTACARE 2000 UP caused the
HQ-2000UP-NLC to have better penetration rate. The rea-
son is that PLANTACARE 2000 UP emulsifier has more
hydrophilic structure, which was a better stratum corneum
hydration to increase the penetration of HQ-2000UP-
NLC. The experimental results showed that, at the second
hour, the percutaneous penetration of HQ-2000UP-NLC is
0.285 ± 0.003%, which was significantly greater than that of
HQ (0.126% ± 0.016%).

In this study, the artificial skin membrane was used to
simulate the stratum corneum side of human skin. For the
in vitro skin permeation study, an artificial skin membrane
provides a human skin-like structure and thickness, which
is quite stable for quality than that of human and porcine
skin sample. Therefore, our results demonstrated that the
percutaneous penetration ability of HQ-2000UP-NLC was
significantly greater than HQ only group. Theoretically, the
consequence should be the same with that of an in vivo study.

3.7. Inhibition Tyrosinase Assay with UVA/UVB Irradiation.
In Figure 5, we used the same concentration of samples to
test. The tyrosinase inhibition rate of hydroquinone solution
was 53.91% ± 1.78% and the tyrosinase inhibition rate of
HQ-2000UP-NLC was 48.77% ± 0.93%. After 17.5 J/cm2 of
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Figure 3:The SEM image of HQ-NLC (a), HQ-2000UP-NLC (b), HQ-2000UPNLC broken form (c), and zoom inHQ-2000UP-NLC broken
form (d).
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Figure 4: In vitro release of NLC with PLANTACARE 2000 UP.

UV energy irradiation (UVA, UVB) [25], the tyrosinase
inhibition rate of HQ was 28.40% ± 1.12% compared to the
previous original inhibition rate of HQ when it decreases
by 47.33%. In the same way, the tyrosinase inhibition rate
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Figure 5: Light stability studies with HQ and HQ-2000UP-NLC.

of HQ-2000UP-NLC was 42.39% ± 0.63% compared to
the previous original inhibition rate of HQ-NLC when it
decreases by 13.08%. In the study, we proved that NLC system
can effectively protect hydroquinone in order to reduce the
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damage of the UV light and that HQ-NLC also has a good
value when applied in the product.

4. Conclusion

In summary, we established the best conditions for prepa-
ration of HQ-NLC. After the adding of PLANTACARE
2000 UP, there was no significant difference in particle size,
but increase in the E.E. and D.L. in HQ-2000UP-NLC. In
addition, all features of HQ-2000UP-NLC including zeta-
potential, thermal stability, in vitro permeability, and UV
light resistance are better than that of HQ groups. Therefore,
in the study, PLANTACARE 2000 UP based NLC system
for HQ has successfully developed. Furthermore, the HQ-
2000UP-NLC might be a potential delivery vehicle for trans-
dermal products in the future.
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[13] T. M. Göppert and R. H. Müller, “Protein adsorption pat-
terns on poloxamer—and poloxamine-stabilized solid lipid
nanoparticles (SLN),” European Journal of Pharmaceutics and
Biopharmaceutics, vol. 60, no. 3, pp. 361–372, 2005.

[14] C.-H. Lin, J.-Y. Sheu, H.-L. Wu, and Y.-L. Huang, “Determina-
tion of hydroquinone in cosmetic emulsion using microdialysis
sampling coupled with high-performance liquid chromatogra-
phy,” Journal of Pharmaceutical and Biomedical Analysis, vol. 38,
no. 3, pp. 414–419, 2005.

[15] E. B. Souto and R. H. Müller, “Cosmetic features and applica-
tions of lipid nanoparticles (SLN, NLC),” International Journal
of Cosmetic Science, vol. 30, no. 3, pp. 157–165, 2008.

[16] R. H. Müller, R. D. Petersen, A. Hommoss, and J. Pardeike,
“Nanostructured lipid carriers (NLC) in cosmetic dermal prod-
ucts,” Advanced Drug Delivery Reviews, vol. 59, no. 6, pp. 522–
530, 2007.

[17] W. Mehnert and K. Mäder, “Solid lipid nanoparticles: pro-
duction, characterization and applications,” Advanced Drug
Delivery Reviews, vol. 47, no. 2-3, pp. 165–196, 2001.
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