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Abstract. 
A series of PdNiB bimetallic nanoalloy catalysts with various Pd contents was prepared. Pd was well dispersed in NiB. Even adding a small amount of Pd in NiB had a significant effect on activity and selectivity in hydrogenation of p-chloronitrobenzene (p-CNB) to p-chloroaniline (p-CAN). High activity and selectivity on PdNiB could be attributed to both ensemble effect and electronic effect. The particle size in PdNiB decreased with an increase in Pd content. Electron-enriched Ni could activate the polar-NO2 groups of p-CNB and depress the dehalogenation of p-CAN.
 

1. Introduction
Bimetallic nanoparticle catalysts have received increasing attention [1–9]. The most remarkable features of nanoscopic materials are that their chemical and physical properties are quite different from those of bulk solids and those of atoms. This phenomenon has been known as a quantum effect [10–13]. Magnetic enhancement has been expected in Pd clusters owning to their finite size because Pd does not polarize magnetically in bulk metal state, but has giant magnetic moment in the present of ferromagnetic 3d transition metals [14–18]. One could successfully prepare chemically monodispersed ultrafine Pd and bimetallic PdNi particles [17–19]. 
The addition of the second metal plays a key role in controlling the activity, selectivity, and stability of catalysts in certain reaction. However, little is known about the electronic structures of bimetallic clusters of groups 8–10. Since both Ni and Pd belong to the same group 10 in the periodic table, the increase (mixing) between Ni 3d84s2 electrons and Pd 4d105s0 electrons is very likely involved in intermetallic Ni-Pd bonding [19]. Such effect on the catalysis by nanosized NiPd clusters is certainly interesting. 
Aromatic chloramines are important intermediates in the synthesis of dyes, drugs, herbicides, and pesticides [20–34]. At present, these organic amines are generally produced through selective hydrogenation of the corresponding aromatic chloronitro compounds over transition metal catalysts such as Pt and N [35–39]. In this process, the hydrodechlorination of the aromatic chloramines often occurs over most metal catalysts because of the electron-donating effect of amino group in the aromatic ring. Keane [40] reported that in the continuous gas phase hydrogenation of p-chloronitrobenzene (p-CNB) over several supported Ni catalysts, p-chloroaniline (
	
		
			

				𝑝
			

		
	
-CAN) was produced as the main product at p-CNB conversion of about 15%, which is enlightening for the development of clean route to produce chloroanilines. It has been reported by this lab [41–43] that NiB is more active and selective than Raney nickel catalyst for hydrogenation of 
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-CNB to 
	
		
			

				𝑝
			

		
	
-CAN. Many modifiers were added on NiB for hydrogenation of chloronitrobenzene [44–70]. Although intensive efforts have been made to solve the problem of hydrodechlorination in CNB hydrogenation, it is still a challenge to create novel catalysts for further improving the selectivity to CAN at complete conversion of the substrates and intermediates and simultaneously maintaining the high catalytic activity [20–32]. 

Usually the desire selectivity can be achieved by the addition of some inhibitors or some modifiers such as base or other electron-donating compounds to the catalyst or to the solution phase. By alloying a second metal to platinum, Coq et al. [71, 72] obtained good results in the hydrogenation of p-CNB over PtSn/Al2O3 catalysts, with 97.5% p-CAN selectivity at >98% conversion. Comparing with Pt catalysts, Pd catalysts exhibit low selectivity of CAN in the hydrogenation of CNB because the concomitant hydrodechlorination reactions are serious over Pd-based catalysts. The most attractive advantage of Pd-based catalysts over Pt-based ones is its low cost. In order to improve the selectivity to CAN in the hydrogenation of CNB over Pd catalysts, several strategies have been developed, such as introducing some promoting or inhabiting additives to the solution phase or to the catalysts, alloying Pd with other metals, applying partly poisoned catalysts, and modulating the metal/support interaction in supported Pd catalysts. PdB has been reported to be an active catalyst than Pd [14–19].
In a previous paper [9], one of the authors has reported the Pt-NiB catalyst for hydrogenation of 
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-CNB. However, Pt was too active to have high selectivity to the 
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-CAN product. Pd was chosen as the dopant of NiB in this study because its hydrogenation capability was not too high to have high selectivity to 
	
		
			

				𝑝
			

		
	
-CAN and not too low to have low activity. By adding suitable amount of Pd in NiB, it was expected to have high conversion of 
	
		
			

				𝑝
			

		
	
-CNB and high selectivity of 
	
		
			

				𝑝
			

		
	
-CAN. 
The objective of this study was to synthesize PdNiB bimetallic nanocatalysts and to investigate the effect of Pd content on the catalytic properties of PdNiB catalysts in liquid-phase hydrogenation of p-CNB to p-CAN. 
2. Experimental
2.1. Materials

	
		
			

				𝑝
			

		
	
-CNB, with a purity of >99%, was obtained from Acros (Belgium). High-purity hydrogen gas (>99.99% from Air Product) was used without further purification. Palladium nitrate and nickel acetate (>98%) were supplied by Showa Chemicals (Tokyo, Japan), and sodium borohydride was purchased from Lancaster (Morecambe, UK). Sodium hydroxide, methanol, and ammonia solutions were purchased from Tedia Co. (OH, USA). Ethanol was purchased from Showa Chemicals (Tokyo, Japan). Raney nickel catalyst was obtained from Merck. All other solvents and reagents were of analytical grade quality, purchased commercially, and used without any further purification. Water used in the whole process was doubly distilled water.
2.2. Catalysts Preparation
A series of PdNiB catalysts was prepared by the chemical reduction method. Pd/Ni atomic ratios were between 0.001 and 0.02 for investigation. Nickel acetate and palladium nitrate were added to the 50% methanol/water solution (both were 0.1 M) at room temperature under vigorous stirring and used nitrogen stream to remove air. The solution of reduction agent, sodium borohydride (1 M), was added with the microtubing pump into the solution drop by drop. The atomic ratio of (Ni + Pd) to B was fixed at 1 : 3. Excess amount of sodium borohydride was used to ensure that all nickel and palladium cations were reduced to metals. When no bubbles were released, the black powders were centrifuged and were washed to remove the impurities, that is, Na+ ions and the excess amount boride species, by hot deionized water for three times and with methanol twice. Since all catalysts were easily oxidized in air, care must be taken to avoid their exposure to air. Generally, the catalysts were kept in methanol until further use.
2.3. Catalyst Characterization
The catalysts were characterized by XRD, TEM, and XPS. The crystalline structure of the catalysts was characterized by XRD using a Siemens D500 powder X-ray diffractometer. The XRD patterns were collected by using Cu 
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 radiation (
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 nm). The tube voltage and current were 40 kV and 40 mA, respectively. The scanning rate was 0.05° s−1.
The morphologies of the catalysts were determined by TEM (Jeol JEM-2000 FX II). TEM was operated at 160 kV and the magnification was 200 K. A small amount of sample was put into the sample tube filled with a 95% ethanol solution. After agitation under ultrasonic environment for 90 min, one drop of the dispersed slurry was dipped onto a carbon coated copper mesh (300#) (Ted Pella Inc., CA, USA) and dried at room temperature in vacuum overnight. 
The compositions and the electronic state of each element on the surface of the catalysts were studied by XPS on a Thermo VG Scientific Sigma Probe spectrometer. Al 
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 radiation was used as the excitation source (
	
		
			
				ℎ
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 = 1486.6 eV) (20 kV, 30 mA). The sample was pressed as a self-supported plate and was mounted on the sample cell. It was degassed in the pretreatment chamber at 343 K for 2 h and then it was transferred into the analyzing chamber where the background pressure was lower than 10−7 Pa. Before the XPS test, the sample was sputtered using Ar+ ions for 15 min to remove the oxidation parts, which were formed during the XPS operation. All the binding energies were calibrated by using the contaminant carbon (C1s = 284.6 eV). The XPS spectrum of each element was deconvoluted using a Gaussian-Lorentz curve-fitting program, the background was corrected using a Shirley-type baseline, and the peak type was Gaussian-Lorenz (7 : 3). The surface composition of each sample was calculated using the corresponding peak areas of Ni, Pd, and B, and the PHI sensitive factors were applied in the calculation. It should be noted that, for Ni, only the 2p3/2 subbands were studied instead of the 2p1/2 subbands, because the former have a much higher signal-to-noise ratio and provide the same information. 
2.4. Reaction Test
All the experiments were carried out in the cylindrical stirred-tank reactor (Parr Instrument Model 4842). A four-bladed pitched impeller was placed for effective agitation, and the agitator was connected to an electric motor with variable speed up to 1700 rpm. A pressure transmitter and an automatic temperature controller were also provided. Hydrogen was introduced at the bottom of the reactor. A separate tube was used as sampling tube for the liquid phase. The reactor was charged by 0.002 mol Ni catalyst and 2.54 g p-CNB in 80 mL methanol; the concentration of p-CNB was 0.2 M. It was reported that methanol was a better reaction medium than ethanol for the hydrogenation reaction. The reaction was operated in reaction-controlled regime, as confirmed by using the different particle size and stirring rate. The results showed that 400 rpm was enough to free from external diffusion. Therefore, 500 rpm stirring speed was used in this study. PdNiB sample was in nanosize range; one can conclude that the pore diffusion was not important in this study. During the reaction run, the samples were withdrawn periodically (every 10 min) and analyzed by a gas chromatograph equipped with a flame ionization detector and a 3 m × 1/8 inch stainless steel column packed with 5% OV-101 on Chromosorb WAW-DMSC (80–100 mesh). The conversion and the selectivity of each product were calculated as follows:
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 represented the concentration of aniline, nitrobenzene, p-chloroaniline, and p-chloronitrobenzene, respectively.
3. Results and Discussion
3.1. XRD
XRD was used to characterize the structure of the Pd-NiB bimetallic nanoparticles. The XRD patterns of NiB and Pd-NiB samples with various contents of Pd are shown in Figure 1. The broad peak at 
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 in each pattern indicates the amorphous phase in all the as-prepared samples, in consistent with those in the literature [9, 11, 12]. It is further evidenced by a diffuse Debye ring rather than distinct dots in their SAED patterns. It has been reported that Ni can form several types of compounds with B such as NiB, Ni2B, and Ni3B. After adding the Pd, the intensities of this peak decreased. This shows that the presence of Pd could suppress the crystalline growth (long-range order) of NiB. No diffraction peak corresponding to crystalline Pd was found, indicating a high dispersion of Pd in NiB. No other crystalline phases (including palladium-related compounds, elemental Ni, B, and the corresponding oxides and hydroxides) were observed. One can conclude that PdNiB possessed short-range order and long range disorder, resulting in more surface coordinating unsaturated sites, more crystalline defects, and isotropic structure. Alloying Pd interrupts the long-range order of NiB, resulting in the characteristics of small cluster of NiB. Wang et al. [73] reported that a metal can disperse on the surface of another metal to form a highly dispersed bimetallic system due to the formation of bonds between the two metals. They noted that a highly dispersed Pd-Ni system occurred when <2.0 wt% Pd was loaded on a Pd/Ni catalyst. Our results are in accord.
















































































	
		
			
			
			
			
			
			
			
			
			
			
			
			
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	
	
		
		
		
		
		
	













Figure 1: XRD patterns of catalyst samples, (a) NiB, (b) 0.001Pd-NiB, (c) 0.005Pd-NiB, (d) 0.01Pd-NiB, and (e) 0.02Pd-NiB. 


3.2. TEM
Figure 2 shows the morphology of the as-prepared samples. With the addition of Pd, the particle size tends to decrease. Due to the high surface energy of the nanosized amorphous alloys, metal metalloids prepared by chemical reduction with borohydride are inclined to aggregate to form larger particles with diameters of several 10s to several 100s nanometers. Each sample was composed of many small particles, and the size of the aggregates was about 50 nm. It was difficult to obtain detailed information on the TEM photos because of the aggregation of the particles by the very strong van der Waals force and magnetization. One was not able to see any Pd particles due to very low concentration in the sample. After adding Pd on NiB, it became difficult to sediment in water, indicating that Pd-NiB particles were smaller than NiB particles. The primary particles of PdNiB were very fine. One could conclude that the size of primary particles of PdNiB was much smaller than 50 nm. Moreover, the magnetization of ultrafine particles remarkably increased with doping Pd into NiB. 























Figure 2: TEM images of (a) NiB, (b) 0.001Pd-NiB, (c) 0.005Pd-NiB, (d) 0.01Pd-NiB, and (e) 0.02Pd-NiB. 


3.3. XPS
The compositions and the electronic structure of each species on the surface of the samples were determined by XPS analysis. All of the spectra were deconvoluted, and the amount of each species in each state was calculated based on the corresponding peak area. The XPS spectra of 
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 are shown in Figures 3 and 4. The binding energy of 
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 level is ascribed to 856.8, 857.7, 856.0, 853.4, 856.3, and 856.7 eV, respectively, for the samples of NiB, 0.001Pd-NiB, 0.005Ni-PdB, 0.01Pd-NiB, and 0.02Pd-NiB. These are assigned to the metallic nickel. The peak around 862.2 eV is ascribed to nickel oxide (it was simply donated as Ni2+ for the oxidized state of Ni; similar notations were used for the other elements). Tolman et al. [74] investigated a variety of Ni0 organometallic compounds and found that in zero-valence state Ni complexes, the 
	
		
			
				N
				i
			

			

				2
			

			

				p
			

			
				3
				/
				2
			

		
	
 binding energies span a range of 853.6–856.0 eV, while higher binding energy peaks were observed in a range of 855.0–857.2 eV in Ni2+ complexes, and even higher binding energy peaks were observed for Ni4+ compounds [74]. Matienzo et al. [75] also extensively studied a series of nickel compounds in all of the oxidation states by XPS. In NiO, binding energy values of 854.0 and 872.0 eV were found for 
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 peaks, respectively. Furthermore, in the case of NiO and tetrahedral Ni2+ compounds, obvious shake-up (satellite) peaks can be found in the region at about 6 eV higher than a normal 
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 band because such compounds are paramagnetic, whereas Ni0 compounds and square-planar complexes of Ni2+ do not produce satellite peaks, because they are diamagnetic. Therefore, the 
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 bands in Figure 3 show low binding energy values and essentially no satellites features inferring that Ni exists mainly as zero-valence state inside PdNiB rather than in NiO-Pd-B form. The PdNiB catalysts exhibited electron-enriched state and effectively dispersed the Ni nanoparticles, resulting in more metallic Ni atoms on the surface. It is consistent with the results in the literature [76]. No obvious shift was presented in the XPS spectra, and those present in metallic state are not very close to the standard value 853.1 eV [77], which was attributed to the quantum size effect. It is known that hydrogen molecules adsorbed on the Ni0 sites are activated to proceed hydrogenation reaction. Therefore, the amount of Ni0 on the surface of catalyst is crucial for its catalytic activity in hydrogenation reaction.


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	




	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
			
			
		
		
			
		
		
			
		
		
			
		
	


	
		
			
			
		
		
			
			
		
		
			
		
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
	




	
		
			
			
		
		
			
			
		
	













Figure 3: XPS spectra of 
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 for (a) NiB, (b) 0.001Pd-NiB, (c) 0.005Pd-NiB, (d) 0.01Pd-NiB, and (e) 0.02Pd-NiB.





























































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































































	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
		
		
	






	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
	



	
		
			
		
		
			
			
		
	













Figure 4: XPS spectra of 
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 for (a) NiB, (b) 0.001Pd-NiB, (c) 0.005Pd-NiB, (d) 0.01Pd-NiB, and (e) 0.02Pd-NiB.


There are two peaks in the 
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 spectra. The peak near 187.1 eV is attributed to elemental B, and the peak near 192.5 eV is attributed to B3+. The peak with the binding energy around 192.5 eV is related to the presence of the oxidized B species, which may be attributed to the interaction between 
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 and H2O during the reduction of Pd2+ ions by 
	
		
			
				B
				H
			

			
				4
				−
			

		
	
 in alkali solution or the surface boron oxide in the Pd-NiB alloy oxidized by air. It should be noted that most of B species is in oxidation state. The binding energies of 
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 are 191.6, 191.2, 190.9, 191.2, and 191.8 eV for the samples of NiB, 0.001PdNiB, 0.005PdNiB, 0.01PdNiB, and 0.02PdNiB, respectively. The decreased BE’s resulted from acceptance of electrons of B from other metal atoms. Strong interaction and interdiffusion between Pd and B substrate at room temperature have been reported [18, 78]. Here the change in BE’s should be due to the interaction of Ni, Pd, and B. In conclusion, the amorphous structure of NiB and the presence of B promoted the surface-alloying effect of Pd and Ni. Pd peak was not observed due to the low loadings in these samples.
3.4. Hydrogenation Reaction
The catalytic activities of the as-prepared catalysts were investigated on the hydrogenation of p-CNB. There are two kinds of reactions in the hydrogenation process: selected hydrogenation of –NO2 group and dehalogenation of –Cl group. In order to obtain high p-CAN yield, the dechlorination of p-CNB and p-CAN should be restrained; only the hydrogenation of –NO2 group of p-CNB is desired [79]. The simplified reaction route is displayed in Scheme 1. 













	
		
			
		
			
		
	
























	
		
			
		
			
		
	


	
		
			
		
			
		
	



	
		
			
		
			
		
	














	
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
		
	


	
		
		
		
		
		
		
		
	


	
		
		
		
		
	


	
		
			
			
			
		
	


	
		
			
			
			
		
	


	
		
			
			
			
		
	


	
		
			
			
			
		
	


	
		
			
		
		
			
		
	


	
		
			
		
		
			
		
	


	
		
			
		
		
			
		
	


	
		
			
		
		
			
		
	


	
		
			
			
		
	


	
		
			
			
		
	


	
		
			
			
		
		
			
		
	


	
		
			
			
		
		
			
		
	


	
		
			
			
		
		
			
		
	


	
		
			
			
		
		
			
		
	


	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
	
	
		
	
	
		
		
		
		
		
	


	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
	
	
		
	
	
		
		
		
		
		
	















Scheme 1: Simplified reaction scheme of hydrogenation of p-CNB.


Figure 5 shows the conversion of p-CNB and the corresponding selectivity of p-CAN over these catalysts. The yields of p-CAN, NB, and AN are also shown in Figure 5. In each case, the concentration of NB increased at the first 30 min and then decreased and converted to AN and became zero eventually. There are two possible explanations the other one is that p-CNB only followed path 
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 in reaction scheme in the first 30 min; is that the rate of the hydrogenation on the path 
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 is faster than path 
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. Since the increasing rate of aniline is not obvious, so the possibility of the latter case is low. 


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	





































































































































































	
		
		
		
		
		
		
		
		
		
	











	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	













(a)


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	





















































































































































	
		
		
		
		
		
		
		
		
		
	


	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	













(b)


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	



































































































































































	
		
		
		
		
		
		
		
		
		
	











	
		
			
		
		
			
			
			
			
			
			
			
			
			
			
			
			
		
	













(c)


	
		
	


	
		
		
	


	
		
		
		
	


	
		
	


	
		
	


	
		
	


	
		
	


	
		
		
	


	
		
		
	



























































































































































	
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
		
		
		
		
		
		
	




















(d)


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
		
	


	
		
		
		
	


	
		
	


	
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	


	
		
		
	










































































































































































	
		
		
		
		
		
		
		
		
		
	


	
		
	
		


	
		
		
		
		
		
		
		
		
		
		
		
	


	
		
	


	
		
		
		
		
		
		
		
		
		
		
		
	




	
		
		
		
		
		
		
		
		
		
		
	




	
		
		
		
		
		
		
		
		
		
		
	




	
		
		
		
	




	
		
		
		
		
		
		
		
		
		
		
	

(e)
Figure 5: The relations of (a) p-CNB conversion, (b) p-CAN selectivity, (c) p-CAN yield, (d) NB yield, and (e) AN yield with reaction time on PdNiB catalysts. *Reaction conditions: 2 mmol NiPdB catalyst; 16 mmol p-CNB; 80 mL methanol; 80°C; 1.2 MPa hydrogen pressure; 500 rpm.


 Figure 5 shows the p-CNB conversion and the selectivity of p-CAN versus reaction time. The reaction rate was zeroth order to p-CNB concentration. The activity of PdNiB was greater than NiB even with very small amount of Pd. The reaction results of the catalysts are listed in Table 1. The sample 0.02Pd-NiB had the highest reaction rate, which achieved 100% conversion within 30 min. The results showed that the activities increased with an increase in Pd content in the range of Pd/Ni atomic ratios between 0 and 0.01. Even adding small amount of Pd could enhance the activity and selectivity of 
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-CAN greatly. The hydrogenation of 
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-CNB on PdNiB catalysts was very selective to 
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-CAN. The results demonstrated that PdNiB can have the advantages of both metals, that is, high activity of Pd and high selectivity of Ni.
Table 1: The Effect of Pd content on the hydrogenation of p-CNB over PdNiB catalystsa.
	

	Sample	
									Reaction time (min) to 100%  conversiona	Selectivity (%)	
									Reaction rate constant (s−1) 
	p-CANb	ANb	NBb
	

	NiB	95.6	96.9	5.5	0	0.0298
	0.001Pd-NiB	80.0	94.7	5.3	0	0.0167
	0.005Pd-NiB	40.0	75.1	24.9	0	0.0119
	0.01Pd-NiB	50.0	90.2	9.8	0	0.0127
	0.02Pd-NiB	28.6	77.8	22.2	0	0.0112
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Reaction condition: 1.2 MPa hydrogen pressure, 353 K reaction temperature, absolute methanol was medium, 500 rpm stirring speed, and 0.2 mmol Ni catalyst. 
									bp-CAN: p-chloroaniline; AN: aniline; NB: nitrobenzene.

Both Ni0 and Pd0  are the active sites. Since only very small amount of Pd was added, the reaction was mainly on the surface of Ni. The surface concentration and electron density of Ni0 are the important factors for the reaction. A higher Ni0 content would favor the dissociative adsorption of H2 molecules. According to the XPS analysis, one could find out that all the prepared samples had high densities of the elemental Ni. Thus, the –NO2 group in the reactant p-CNB can be activated by the positive-charged Pd. The ability of the nearby dissociated H atoms to attack the O and N atoms of –NO2 groups to form –NH2 is enhanced, which benefits the high selectivity of p-CAN [33, 35, 80]. With the addition of Pd, the binding energy of Ni shifted to a lower value, indicating that Ni received more electrons from Pd. Combining the structure effect, palladium species could make the Ni particles smaller. This would increase the dispersion of Ni active sites and make the surface of the catalyst highly unsaturated, which favors the hydrogenation of p-CNB. The nitro group owned two different elements, N and O; both are highly electronegative. With the electrons donation from alloying B and Pd to Ni, the Ni on the catalyst surface became more electron enriched. Higher electronegativity of –NO2 would be adsorbed on the surface easily, and the active sites would activate the N=O bond, which was polarized. The para-substituted nitro group had the higher electron negativity, resulting from the combination of both inductive and resonance effects. Since the –NO2 group was more electronegative than –Cl, –NO2 was supposed to occupy the active site on Ni surface at the start of the reaction. –NO2 adsorbed on the catalyst surface is hydrogenated to form p-CAN, which is further desorbed. In addition, oxygen was more electronegative and alloying Pd and B could engage the oxygen to activate the polar –NO2 group of p-CNB. The –NH2 of p-CAN might adsorb on the surface alloying B and Pd and coordinate with each other. It would improve the selectivity of p-CAN by depressing the dehalogenation reaction. Pd-dopant in the NiB catalysts would increase the electron density of Ni and make the activity increase significantly. In addition, PdNiB is paramagnetic; it is easier to separate after reaction.
The results presented herein show that metal catalyst could be affected by the formation of the bimetallic colloid or by the addition of metal cations. The mechanism of the hydrogenation of p-CNB over the bimetallic collided system is very complicate and is affected by the electronic and conformation properties of the components as well as the composition on the mental surface. 
3.5. Reaction Kinetics
One could calculate the reaction rate constant for each catalyst. Based on the conversion-time curves in the hydrogenation of p-CNB (Figure 5), it shows that the reaction was of first order with respect to the concentration of p-CNB [81]. The reaction rate can be expressed as 
								
	
 		
 			
				(
				2
				)
			
 		
	

	
		
			
				−
				𝑟
			

			

				𝐴
			

			
				=
				𝑘
				𝐶
			

			
				𝐴
				0
			

			
				⋅
				
				1
				−
				𝑋
			

			

				𝐴
			

			
				
				,
			

		
	

							where 
	
		
			

				𝑘
			

		
	
 is the reaction rate constant, s−1; 
	
		
			

				𝐶
			

			
				𝐴
				0
			

		
	
 is the the initial concentration of reactant at 
	
		
			
				𝑡
				=
				0
			

		
	
; 
	
		
			

				𝑋
			

			

				𝐴
			

		
	
 is the conversion of 
	
		
			

				𝐴
			

		
	
. 
Since the reaction was carried out in a constant-volume batch reactor, so
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Combining the above two equations and using integral method of analysis of data, one could get
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 could derive the slope which represents the reaction rate constant. Because of the induction period appeared in the initial stage of reaction, the data in the initial stage were neglected. The results are tabulated in Table 1. As expected, the rate constant of NiPdB catalyst was higher than that of NiB.
4. Conclusion
A series of PdNiB nanoalloy catalysts with various Pd contents was prepared by chemical reduction method with NaBH4 as the reducing agent. The catalysts were characterized by XRD, TEM, and XPS. The catalytic properties of these catalysts were tested in the hydrogenation of p-CNB. NiB was amorphous as indicated by the broad peak around 
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. Upon modification with Pd, it could maintain NiB in the amorphous structure and decrease the crystallinity. With the addition of Pd, the particle size of NiB decreased. PdNiB formed nanoalloy and no discrete phase was found. The addition of Pd could reduce the particle size of NiB and improve the Ni dispersion. The binding energy of elemental Ni and B in the PdNiB is negatively shifted, indicating that Ni and B accepted partial electrons from Pd. The magnetization of PdNiB remarkably increased with doping Pd into NiB.
Since the –NO2 was more electronegative than –Cl, –NO2 was supposed to occupy the active site on Ni surface in the beginning of the reaction. –NO2 adsorbed on the surface is hydrogenated to form p-CAN which is then desorbed. In addition, oxygen is more electronegative and the alloying B could engage the oxygen to activate the polar –NO2 group of p-CNB. The –NH2 of p-CAN might adsorb on the alloying B and coordinate with each other. Hence, it could improve the selectivity of p-CAN by suppressing the dehalogenation reaction.
High activity and selectivity on PdNiB in the hydrogenation of 
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-CNB could be attributed to both ensemble effect and electronic effect. Alloying Pd interrupts the long-range order of NiB, resulting in the characteristics of small cluster of NiB. On the other hand, B and Pd could partially donate electrons to Ni. Electron-enriched Ni could activate the polar –NO2 groups of 
	
		
			

				𝑝
			

		
	
-CNB and depress the dehalogenation of 
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-CAN. The results described here showed that PdNiB nanoalloy catalyst is a promising catalyst for industrial application.
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