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On the vibration of a cracked rotating blade
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The dynamic behavior of a rotating blade containing a trans-
verse crack was investigated. First, the local flexibility of the
cracked blade was obtained by using the method of the re-
leased energy. An energy principle, in conjunction with a
weighted residual method, was then applied to yield the dis-
crete equations of motion. The equations of motion were fur-
ther utilized to study the influences of the crack depth and
location on the bending natural frequencies under various of
rotation speeds. The numerical calculation showed that the
crack effects the natural frequencies and the response appre-
ciably only if it is relatively deep and locates near the root of
the blade. However, the effects increase exponentially with
the depth increases. In addition to the natural frequencies,
the displacement responses of the blade with a crack under a
constant lateral forces were discussed as well. This was done
by calculating the deflections at the tip of the blade for vari-
ous crack depths and locations. Similar to the rotation speed
of the blade frequency, the deflection was offset by the in-
crease of the rotation. However, the centrifugal effects in-
creased significantly such that the crack’s effects became rel-
atively insignificant. Nevertheless, the study showed that the
changes on the natural frequency and the tip-deflection of the
blade due to a crack may be used as indices for on-line de-
tection of cracks.
Keywords: Crack, vibration

1. Introduction

Due to manufacturing flaws or cyclic fatigue dur-
ing operation, cracks frequently appear in rotating ma-
chinery. Cracks in a structural member may be diag-
nosed off-line by many methods, such as the methods
of ultrasonic detection and acoustic emission. A crack
causes local flexibility which, more or less, changes the

* Corresponding author. Tel.: +11 886 2 27376443; Fax: +11 886
2 27376460; E-mail: huang@vib2.me.ntust.edu.tw.

dynamic behaviors of structure. On the other hand, on-
line detection, usually utilizing vibration signal anal-
ysis, offers possibilities of early crack knowledge and
remaining life prediction for damaged structures. Thus,
to develop a reliable on-line detection, thorough un-
derstanding of crack behavior and its effects to struc-
ture vibration is necessary. As the consequence, inves-
tigators have been continuously working on the math-
ematical modeling and vibration analyses of cracks for
years.

For example, Kieshmer [10] and Thomson [22],
based on an equivalent reduced section, studied the in-
fluence of cracks on the dynamic response of a dam-
aged beam, and illustrated the effect of the crack depth
and the crack location to the natural frequencies and
vibration modes. Gasch [8] developed a hinge model
for a DeLaval rotor, in which additional crack flexibil-
ity was introduced and the crack was switched on/off
by a step function. His research concluded that there
exists great similarity between a cracked shaft and an
unequal cross-sectional shaft.

Mayes and Davies [11,12] employed the Green
function to calculate the compliance of a cracked shaft.
In a later paper [13], they replaced the crack by a lo-
calized, reduced-diameter shaft. Grabowski [9] utilized
the modal formulation to derive an analytical model
and obtained a set of discrete, periodic time-varying
coefficients equations for a cracked shaft.

Nelson and Nataraj [14] used a switching func-
tion, according to shaft’s curvature at crack location,
for crack’s open/close and solved for the dynamic re-
sponse with a finite element method. Christides and
Barr [5] assumed an exponential stress distribution in
the vicinity of the crack, and evaluated the exponent
experimentally. However, the exponential approxima-
tion was yet valid for notches only.

Chondros and Dimarogonas [4] investigated the re-
lation between the change in natural frequency of vi-
bration of a cantilever beam and the crack depth that
appears at the built-in edge which is clamped by way
of a weld. Dimarogonas and Paipetis [6], from the the-
ories of fracture mechanics, constructed a crack related
5×5 local flexibility matrix for a rectangular beam and
analyzed the coupling effects between the axial load-
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ing and lateral bending. In another paper, Dimarogonas
and Papadopoulos [7] expanded the work to a circular
shaft with a transverse crack, and calculated the flexi-
bility coefficients due to bending in two perpendicular
directions. In their continuous papers [16–19], they in-
troduced the complete 6× 6 local flexibility matrix for
a transverse surface crack on a shaft. Finally, they de-
rived the cross-couplings of longitudinal, bending, and
torsional vibration and developed a spectral method for
crack identification.

Rizos et al. [20] illustrated the identification of the
crack in a cantilever beam from the measured ampli-
tudes of the two points of structure that vibrating at
one of its natural modes. Wu and Huang [24] displayed
a feasible technique, achieved by intersecting the two
equi-amplitude response curves from two separated
sensing probes, to identify the crack depth and crack
location on a rotating shaft-disk. Chen and Chen [2]
employed a finite element model to investigate the
dynamic instability effects of a crack on a thick ro-
tating blade. A later paper [3] focused on the pre-
twisted angle of the rotating blade. Ostachowicz and
Krawczuk [15] analyzed the effect of two open cracks
(double-sided and single-sided) upon the frequencies
of the natural flexural vibrations in a cantilever beam.
Adams et al. [1] evaluated the integrity of structures by
vibration technique, the axial modes of vibration were
used to predict the actual damage sites of the bars.

In the present paper, a rotating blade with a trans-
verse crack is investigated. The local flexibility coeffi-
cients given by Dimarogonas and Paipetis [6] are first
adopted, then an energy approach is applied for eval-
uating the energy change of a rotating cracked blade.
Extended Hamilton’s principle in conjunction with a
weighted residual method follows to yield the dis-
crete equations of motion. The effects of crack size,
crack location and rotating speed on the first few natu-
ral frequencies are discussed. The displacement of the
cracked blade due to lateral forces is also estimated.
Particularly, the increment of tip end due to root crack
is discussed.

2. Energy form

A uniform blade containing a transverse crack is
shown in Fig. 1, where one end of the blade is clamped
onto a rotating hub of radiusr. Coordinates setXY
is the inertia frame andxy, fixed with the hub, is
the rotating set at a constant speedΩ. In the follow-
ing derivation, the rotating blade is considered as an

Fig. 1. A rotating blade containing a transverse crack.

Euler’s beam with a constant cross section, and only
the transverse bending deflectionv(x, t) is concerned.
First, the kinetic energy of the rotating blade is

T =
1
2
ρA

∫ r+L

r

[
v̇2 + (x2 + v2)Ω2 + 2xv̇Ω

]
dx, (1)

where the upper dot denotes the differentiations with
respect to time.ρ, A, E, I, r andL, respectively,
denote the density, cross-section area, Young’s modu-
lus, area moment of inertia, radius of the hub, and the
length of blade. The potential energy is

U = Ue + U i

=
1
2
EI

∫ r+L

r

v′′2 dx

+
1
4
ρA

∫ r+L

r

Ω2
[
(r + L)2− x2

]
v′2 dx, (2)

where the primes denote the differentiations with re-
spect to displacementx. Ue in Eq. (2) is the energy
due to bending,U i is that due to centrifugal force, and
1
2ρΩ

2[(r+L)2−x2] the initial stress. The work due to
lateral external forceF (x, t) acting on the blade is

W =

∫ r+L

r

F (x, t)v(x, t) dx. (3)

Dimarogonas and Paipetis [6] employed the Cas-
tigliano’s theorem and formulated a 5× 5 local flexi-
bility matrix for a rectangular beam containing a trans-
verse crack. According to their investigation, the cou-
pling terms could be neglected provided the bending
moment was the dominant term. The released energy
of the crack was hence given as

Uc = b

∫ a

0
J(a) da, (4)
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J(a) =
1− ν2

E
K2

I5, (5)

KI5 =
6P5

bh2

√
πaF2

(
a

h

)
, (6)

F2

(
a

h

)
=

√
2h
πa

tan

(
πa

2h

)

×
0.923+ 0.199[1− sin(πa2h )]4

cos(πa2h )
, (7)

whereJ(a),KI5, andF2(a/h) denote the energy re-
lease rate, the stress intensity factor, and the geomet-
ric parameter of the crack, respectively.a is the crack
depth,b andh are the width and height of the blade.P5

denote the bending moment at the crack position.
The bending moment at the crack (xc) can be repre-

sented byEI(∂2v/∂x2)
2 |x=xc, as the results, the re-

leased energyUc of the crack is

Uc = 3EI(1− ν2)hC̄55

(
∂2v

∂x2

)2∣∣∣∣
x=xc

=

∫ r+L

r

3EI
(
1− ν2

)
hC̄55δ

?(x− xc)v
′′2 dx, (8)

C̄55 =

∫ a/h

0
π

(
a

h

)
F 2

2

(
a

h

)
d

(
a

h

)
, (9)

whereδ? is the Dirac delta function,̄C55 the dimen-
sionless crack flexibility [6].

3. Equations of motion

With the energy expressions in Eqs (1)–(3) and (8),
the extended Hamilton’s principle

δ

∫ t2

t1
[T − U + Uc +W ] dt = 0 (10)

yields the equation of motion of the cracked blade,

ρA

{
v̈ −Ω2v − 1

2
Ω2
[
(r + L)2− x2

]
v′′ +Ω2xv′

}
+EIv′′′′ − 6EI(1− ν2)hC̄55

[
δ?(x− xc)v′′′′

+2δ?
′
(x− xc)v

′′′ + δ?
′′
(x− xc)v

′′] = F (x, t), (11)

and the boundary conditions,

{EIv′′} δv′ |x=r = 0,

{−EIv′′} δv′ |x=r+L = 0,{
−EIv′′′ + 1

2
ρAΩ2

[
(r + L)2− x2

]}
δv |x=r = 0,{

EIv′′′ − 1
2
ρAΩ2

[
(r + L)2− x2

]}
δv |x=r+L = 0.

(12)

Attempt to obtain the closed-form solution of the above
equations is impractical, if not impossible. Thus, ex-
tended Galerkin’s method is employed for the approx-
imate solutions. The blade deformation approximated
by

v(x, t) =
n∑
i=1

qi(t)Vi(x), (13)

whereVi(x) is the i-th normalized mode of a nonro-
tating clamped-free beam,qi(t) the associated partici-
pation factor, or the so-called generalized coordinates,
andn the number of functions deemed necessary for
satisfactory convergence. By enforcing the weighted
residual to zero, a discretized equation of motion in
matrix form is obtained,

[M ]{ q̈} + [K ]{ q} = { f}, (14)

in which [M ] is the mass matrix with entities

Mij =

∫ r+L

r

ρAVi(x)Vj (x) dx = δ?ij , (15)

[K ] = [Ke] + [KΩ] − [K c], (16)

Ke
ij =

∫ r+L

r

EIV ′′i (x)V ′′j (x) dx = ω2
biδ

?
ij , (17)

KΩ
ij =

∫ r+L

r

ρAΩ2Vi(x)

{
xV ′j (x)− Vj(x)

− 1
2

[
(r + L)2− x2

]
V ′′j (x)

}
dx, (18)

Kc
ij =

∫ r+L

r

6EI(1− ν2)hC̄55

×
{
δ?(x− xc)Vi(x)V ′′′′j (x)

+ 2δ?
′
(x− xc)Vi(x)V ′′′j (x)

+ δ?
′′
(x− xc)Vi(x)V ′′j (x)

}
dx
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Table 1

Geometric and material properties of the illustrated examples

E Young’s modulus 2.1× 1011 (N/m2)

ρ density 7850 (kg/m3)

ν Poisson’s ratio 0.3

r radius of hub 0.2 (m)

L length of blade 0.2 (m)

b width of blade 0.03 (m)

h height of blade 0.004 (m)

Fig. 2. Fundamental natural frequencies in terms of crack depth.

= 6EI(1− ν2)hC̄55V
′′
i (xc)V ′′j (xc), (19)

fi =

∫ r+L

r

Vi(x)F (x, t) dx. (20)

Note thatωbi is thei-th natural frequency of the non-
rotating clamped-free beam. [Ke], [KΩ], and [K c] in
Eq. (16) are the stiffness matrices, respectively, due to
the elastic deformations, centrifugal force, and crack.

4. Vibration analysis

Free vibration of the rotating, cracked blade is first
looked into. By omitting the forcing term in Eq. (14),
i.e., let {f} = {0}, assuming the solution in the form
of

{ q} = { c}eiωt, (21)

and substituting Eq. (21) into Eq. (14), one obtains{
[K ] − ω2[M ]

}
{ c} = {0} . (22)

That is, the characteristic equation of the rotating,
cracked blade is then obtained as

∣∣[K ] − ω2[M ]
∣∣ = 0. (23)

In order to investigate the effects of the crack, the
parameters are dimensionalized as followed:x?c , de-
fined as (xc − r)/L, is the crack location,ω? and
Ω?, obtained by dividing with 1

L2 (EI/ρA)1/2, are the
natural frequency and rotating speed,∆ωi, defined as
(ωi − ωbi)/ωbi, is thei-th natural frequency increment
(%) of rotating cracked blade. The fundamental nat-
ural frequency of one cracked cantilever beam with
x?c = 0.2 andL/2h = 25.64 is shown in Fig. 2. It
can be seen from the figure that the Galerkin’s solu-
tion (this paper) conforms to the experimental data [23]
and the finite element solution [21]. As Table 1 shown,
the geometric and material properties of the system are
used for the following discussion.

Figs 3 and 4 showed the first four natural frequen-
cies withΩ? = 0, or the non-rotating blade. It can be
seen from the figures that the natural frequencies were
significantly influenced by crack location. In general,
the natural frequencies decreased more as the crack
approached to the root of the blade except passing
through some particular points.

From the above derivation, the released energy of
the crack was proportional to the bending moment or
the curvature at the crack. For then-th mode, there are
n−1 inflection points on nodes in the beam. Therefore,
Fig. 3 showed the phenomenon that the crack did not
affect a mode as it occurred at certain points. For in-
stance, there were two interior points where the crack
had no effect on the third mode frequency. The natu-
ral frequencies yet decreased rapidly as the crack ap-
proached to the root. Fig. 4 showed that, as expected,
the frequencies decreased monotonically with the in-
crease of the crack depth. The numerical results also
showed that for the root crack case, 35% of crack depth
(a/h ≈ 0.35) caused approximately 10% frequency
reduction.

Fig. 5 showed the variations of the first few natural
frequencies with respect to the rotating speedΩ? for
x?c = 0 anda/h = 0, 0.4. Each nonrotating natural
frequency splits into two branches like those often seen
in rotor systems. The frequency difference caused by
the crack became more significant at higher modes, and
the difference yet faded away with the increasing of the
rotation speed.

5. Forced vibration analysis

Eq. (14) is now solved for forced responses. In this
paper, the open crack is considered and the forces ex-
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Fig. 3. Variations of natural frequencies to crack location forΩ? = 0,a/h = 0.2, 0.3, 0.4.

Fig. 4. Variations of natural frequencies to crack depth forΩ? = 0,x?c = 0, 0.05, 0.1.
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Fig. 5. Variations of natural frequencies to rotating speed forx?c = 0,
a/h = 0 (dashed) and 0.4 (solid).

Fig. 6. Deflections of the blade forΩ? = 0,x?c = 0.

erted on the blade are simplified to be constant and uni-
form. Then, the steady state deflection of the blade is
obtained as

{ q} = [K ]−1{ f} . (24)

The deflective shapes of the nonrotating, cracked blade
under such a load are shown in Fig. 6 for various
cracked depth, in which the crack is located at the root.
Alike than the deformation of an uncracked clamped-
free beam, the cracked blade deflects more with the
crack depth increases.

Let ∆v denote the increase percentage of the tip de-
flection due to the crack. Fig. 7 shows the variations
of ∆v with crack depth and location under two rotat-
ing speed,Ω = 0 andΩ = 1

2ωb1. From this figure,
a few phenomena were observed. Firstly, it was seen
the crack effects were almost inappreciable when the

Fig. 7. Variations of tip deflection to crack depth and location for
Ω = 0 (dashed),12ωb1 (solid).

crack occurred close to the tip end. Secondly, the dif-
ference of the two curves seemed to increase exponen-
tially with the larger crack depth. This difference was
also seen to decrease with increase of rotation. Cen-
trifugal forces stiffened the blade and consequently the
portion of crack effect reduced.

6. Conclusions

The authors formulated and investigated the prob-
lems of a rotating blade containing a transverse crack.
The approach employed the crack released energy in
conjunction with a weighted residual method. Numer-
ical results were shown and some conclusions were
drawn accordingly. (i) The dynamic characteristics of
the rotating blade were significantly influenced by the
location of the crack. (ii) The natural frequencies de-
creased rapidly when the crack approached to the root
of the blade. However, if the crack happened at inflec-
tion points of a specific mode, the natural frequency of
that mode was hardly changed. (iii) A deeper crack al-
ways imposed more natural frequencies drops, as ex-
pected. (iv) For a shallow crack, unless the crack was
close to the root of the blade, the variations of natural
frequencies was almost inappreciable. (v) The deflec-
tion curves of the cracked blade under constant force
appeared just like the normal deformation of a can-
tilever beam. The tip deflection was, however, enlarged
due to the crack.

Both the natural frequencies and deflective responses
were affected by the crack. They were hence potential
indices for crack identification. To develop a sophisti-
cated on-line technique for crack detection, quantita-
tive studies of those indices must be conducted.
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