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Abstract. 
This paper introduces modeling and simulation of the noise properties of the blue-violet InGaN laser diodes. The noise is described in terms of the spectral properties of the relative intensity noise (RIN). We examine the validity of the present noise modeling by comparing the simulated results with the experimental measurements available in literature. We also compare the obtained noise results with those of AlGaAs lasers. Also, we examine the influence of gain suppression on the quantum RIN. In addition, we examine the changes in the RIN level when describing the gain suppression by the case of inhomogeneous spectral broadening. The results show that RIN of the InGaN laser is nearly 9 dB higher than that of the AlGaAs laser.


1. Introduction
InGaN laser diodes have been the subject of considerable attention because of their applications in high density optical disc storage and optical data processing. In particular, blue-violet laser diodes operating at a wavelength around 400 nm are required for Blu-ray disc systems if the disk storage capacity is to be increased up to 25 Gbytes [1]. Much progress in the developments of violet-blue lasers has been made since the first operation of such a laser was reported by Nakamura et al. [2, 3]. Meanwhile, several groups have reported continuous-wave operation at room temperature using different fabrications methods [4–8].
A typical limiting factor for the optic-disc application is the noise in the laser emission, which may cause errors in the reading/recording processes. Semiconductor laser radiation intrinsically shows intensity and phase fluctuations which induce broadening of the spectral line. These fluctuations are associated with quantum transitions of charge carriers between the conduction and valence bands through the recombination processes of charge carriers and the processes of photon emission and absorption [9]. This intrinsic noise is unavoidable and is called quantum noise [10] or “optical shot noise” [11]. The laser noise may be amplified by other effects such as competition among the oscillating modes [12], external modulation [13], and external optical feedback [14]. These types of noise have been intensively investigated in both theory and experiment for near infrared GaAs and InP-based laser diodes [14–20]. Experimental studies on the noise of blue-violet InGaN lasers showed that the properties of noise in the blue-violet laser are not so different qualitatively from those in the infrared lasers [11]. However, the quantum noise in the blue-violet laser is eight times higher than that in the near infrared lasers in terms of RIN at the same output power [11]. To the best of the authors’ knowledge, no theoretical investigations on the noise issue in these short-wavelength laser candidates have been reported.

The dynamics and noise of semiconductor lasers are described by a set of stochastic rate equations that describe the mechanisms of time evolution of the adding/dropping of photons and charge carriers [21]. The intensity noise is characterized in terms of the spectral properties of RIN. Analysis of noise and dynamics in semiconductor lasers is dependent on the form of the optical gain in the rate equations and more realistic model should include the effect of the gain suppression [22]. Abdullah [23] indicated that the gain suppression has an important effect on the dynamics of InGaN-based laser diodes, because these lasers may operate with high power where the gain suppression is pronounced. Ahmed and Yamada [24] showed that, in the limit of high power, nonlinear gain is inaccurately described by the commonly used third-order gain expression, which corresponds to partial homogeneous broadening of gain [25]. Instead, the nonlinear gain expression should include higher-order terms from the infinite gain expansion in terms of the electric field intensity to account for the case of high power emission [23].
In this paper, we introduce modeling and simulation on the spectral properties of RIN in the blue-violet InGaN laser diode. The studies are based on appropriate modeling of the rate equations and intensive computer simulations of the laser dynamics and noise. We enhance the novelty of the present work by comparing the simulated results with the previous publications such as in [11]. In addition, we compare the noise results of 410 nm InGaN lasers with those of 830 nm AlGaAs lasers. Also, we study the influence of gain suppression on the noise properties and compare the noise results when using the expressions of inhomogeneous gain broadening. We show that RIN is suppressed remarkably with the increase in the injection current in the regime near the threshold level and that the RIN level in the InGaN laser is nearly 9 dB higher than that of the AlGaAs laser. The noise results are compared with the experimental results in [11]. The increase in the gain suppression was found to suppress the quantum noise within 1 dB/Hz. Finally, we point out that the case of inhomogeneously broadened gain overestimates the RIN level by about 4 dB in the limit of high power emission.
2.  Theoretical Model
The noise properties of the InGaN laser are described by solving the following rate equations of the photon number 
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3. Numerical Calculations
Rates (1) are solved by the 4th order Runge-Kutta method using a time integration of 
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					In the calculations, we assume 410 nm multiple quantum well (MQW) InGaN single mode laser with the parameters listed in Table 1. The active region is assumed to contain three quantum wells (QWs) with well thickness, barrier thickness, and stripe width of 5 nm, 10 nm, and 5 μm, respectively. The optical confinement factor in each quantum well layer is 0.0342.
Table 1: Definition and numerical values of the InGaN laser parameters.
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4. Results and Discussion
4.1. RIN in InGaN Laser Diodes
Figure 1 plots the spectral characteristics of RIN at different injection levels: near above threshold (
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Figure 1: Spectra of RIN as functions of 
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 for InGaN lasers.


It is of practical interest to study variation of the low frequency level of RIN and LF-RIN with the increase in the injection current 
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 becomes as small as ~0.5 dB/Hz. This suppression of RIN is associated with a decrease in the amplitude of intensity fluctuations in the laser signal and improvement in the signal to noise ratio [9]. We plot also in Figure 2 the experimental results on the quantum noise of InGaN laser reported by Matsuoka et al. [11]. The figure shows that the simulated noise results fit qualitatively the experimental data in [11]. The differences in the noise level between the simulated and experimental results could be a mode competition effect in the measured laser, which may change the noise level of the modeled single mode laser [26].



























































































	
	
	
	
	




	
	
	
	
	
	
	
	
	
	


	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
			
		
		
			
			
		
		
			
		
	
	
		
			
		
		
			
			
		
		
			
		
	
	
		
			
		
		
			
			
			
		
	
	
		
			
		
		
			
			
			
		
	


	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	



Figure 2: Variation of LF-RIN with the injection current 
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 of InGaN lasers (solid). The experimental results in [11] are shown (circles) for comparison.


4.2.  Comparison of RIN in InGaN Lasers with InGaN and AlGaAs Lasers
In this subsection, we compare the lasing characteristics of the 410 nm GaInN laser with those of 830 nm AlGaAs laser diode. For AlGaAs laser, we consider the following parametric values: 
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Figure 3: The 
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 characteristics of the InGaN and AlGaAs laser diodes.


Figure 4 plots variation of the LF-RIN level with the emitted power for the two laser diodes. The figure shows the effect of noise suppression with the increase in the lasing power 
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, with the suppression being stronger in the regime of the near above threshold. The figure shows that LF-RIN in the InGaN laser is nearly 9 dB higher than that of the AlGaAs laser. This higher level of the LF-RIN in the InGaN laser is due to the inverse proportionality of RIN on the third power of the emission wavelength 
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							Therefore, this relation predicts that the quantum noise in the 410 nm InGaN laser is nearly 8.3 dB higher than that in the AlGaAs laser. This result fits the experimental finding by Matsuoka et al. [11] on 410 nm InGaN and 830 nm AlGaAs lasers with almost identical structure design and operation characteristics [11]. It is worth noting that the corresponding variation of the quantum noise level with the current ratio 
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 reveals much smaller differences between both lasers, which agrees also with the experimental results in [11].







































































































	
	
	
	
	
	
	
	
	
	
	


	
	
	
	
	
	
	
	
	
	


	
		
	
	
		
	
	
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	



Figure 4: Variation of LF-RIN as a function of the emitted power 
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Figure 5 compares the simulated spectrum of RIN of both lasers when 
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 mW. As shown in the figure, the InGaN laser reveals RIN spectra higher than those of the AlGaAs laser. On the other hand, the position of the enhanced resonance peak of the InGaN laser occurs at a relaxation frequency lower than that of the AlGaAs laser.

















































































	










	
	










	


	
	
	
	
	
	
	
	
	
	


	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
	
	
		
		
		
		
	
	
		
		
	
	
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	


	
	
	
	
	
	
	
	
	
	
	


	
		
			
		
		
			
		
		
			
		
		
			
			
		
	



Figure 5: The spectra of RIN of InGaN and AlGaAs lasers when 
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				5
			

		
	
 mW.


4.3. Influence of Gain Saturation on RIN
The gain suppression is a critical property of the lasing medium and controls most of the dynamics and operation characteristics of semiconductor lasers. Influence of the nonlinear gain suppression 
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 was found not to affect the position of the resonance peak of the RIN spectrum (i.e., the relaxation frequency). This suppression in the amplitude of intensity fluctuations agrees with the prediction by Abdulrhmann et al. [27] in InGaAsP lasers.















































































	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	


	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	


	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	



Figure 6: Influence of gain suppression factor on the LF-RIN level when 
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				5
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The spectral gain suppression is a nonlinear effect. In its most exact description, the optical gain is expressed as an infinite perturbation expansion of the field intensity [24]. Yamada and Suematsu [25] showed that within the normal operation of semiconductor lasers the gain suppression has partial homogeneous spectral broadening. Therefore, the gain of semiconductor lasers is usually described by the third-order perturbation form in (2) [25]. In semiconductor lasers with high power emission, the gain suppression becomes inhomogeneously broadened [25] and the infinite gain expansion in [23] is reduced to the following form developed by Agrawal [28]: 
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							Here, we examine the validity of this gain suppression to model the noise properties of the present InGaN laser. Replacing form (2) of the partial homogeneous gain suppression with form (9) of the inhomogeneous gain suppression was found not to change the 
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 characteristics. In Figure 7, we compare the obtained noise properties of the InGaN laser by those obtained when applying the form in (9). As shown in the figure, the inhomogeneous gain broadening little overestimates the RIN level in the regime of high injection currents; the difference is just within 4 dB.





	
	
	


	
	
	


	
	
	


	
	
	


	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	


	
	
	
	








































































	
	
	
	
	
	
	
	
	
	
	
	


	
	
	
	
	
	
	
	
	
	
	


	
	
	
	
	
	
	
	
	
	
	
	
	


	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
		
			
		
		
			
		
		
			
		
		
			
		
		
			
		
	



Figure 7: Dependence of LF-RIN on the injection current 
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 of InGaN lasers under partial homogeneous gain broadening (form (2)) and inhomogeneous gain broadening (form (9)).


5. Conclusions
We modeled and simulated the noise properties of the blue-violet InGaN laser diodes. We compared the RIN results with those of the AlGaAs lasers since both lasers are the most representative light sources in the high-density disc systems. Also, we examined the influence of the gain suppression on RIN. The results showed that the RIN spectra are flat in the low-frequency regime. RIN is suppressed remarkably with the increase in the injection current up to 
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, beyond which the decrease in LF-RIN becomes within 0.5 dB/Hz. This increase in the injection level is associated also with an increase in the relaxation oscillation peak towards higher frequencies. The simulated noise results are in good agreement with the experimental data reported in literature. The RIN level in the InGaN laser is nearly 9 dB higher than that of the AlGaAs laser. A big contributor to this higher RIN is the inverse proportionality of RIN on the third power of the emission wavelength. The increase in the gain suppression was found to decrease the quantum noise within 1 dB/Hz. Describing the gain suppression by the form of inhomogeneous gain broadening was found to induce 4 dB overestimation of the RIN level.
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