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We have developed a white organic light-emitting diode featuring a double emission layer comprising a blue light-emitting
conductive polymer as a host material for Cadmium Selenide (CdSe) quantum dots as red light emitters and tris-(8hydroxyquinoline) aluminium thin layer for green light emission. The Commission Internationale de l’Eclairage coordinates of
the emitting light of the device were found to be (0.32, 0.40) which were only slightly changed over a range of applied voltages
between 5 and 10 volts. The use of CdSe nanocrystalline quantum dots (surface-stabilized with hexadecylamine/trioctylphosphine
oxide ligands) in the hybrid heterostructure with poly(9,9-di-n-octylfluorenyl-2,7-diyl) conductive polymer was studied for a
variety of CdSe concentrations developing the performance of the device in means of overcoming segregation problems in the
blend. Besides, constituents’ ratio was further examined for the exploration of possible energy transfer from polymer host material
to the CdSe quantum dots as a key factor for well-balanced emission in the electroluminescent devices.

1. Introduction
Electroluminescence as a result of radiative recombination
of electrons and holes in an inorganic semiconducting
material is a well-known phenomenon for many years
with a variety of applications usually in common LEDs
[1]. The use of organic semiconductors either in form of
conjugated polymers or small molecules is a more recent
technological development of the initial idea. Since the first
announcement of organic light-emitting diodes (OLEDs)
[2] and polymer-based light-emitting diodes (PLEDs) [3]
an extensive research has been established which led these
devices to the commercialization stage [4, 5]. The basic
advantage of these devices is the easy fabrication process
using a variety of small molecules [6] or conductive polymers
[7] where common deposition techniques such as dip coating, spin casting, and inkjet printing are used. Furthermore,
the variety of conductive organic materials and new trends
in materials’ modification has led the OLED technology
to present high-eﬃciency devices with long-term stability
in a variety of emitting colours and turn-on voltages [8–
10]. However, the most attractive emitting colour in LED

industry is the white colour as it may oﬀer many benefits in
lighting technology including energy saving (e.g., flashlights,
architectural lighting, displays backlighting, and large area
displays).
The fabrication of a white emitting LED based on
organic materials (WOLED) is an attractive idea which
was developed in very recent years [11, 12]. Since then an
intense research activity was performed in the improvement
of colour instability and low eﬃciency. In general, the
white colour may be obtained by mixing the three primary
colours: red, green, and blue which have to be simultaneously
produced. Nevertheless, in semiconductor technology the
creation of quantum size particles has attained their use in
many applications such as electronics and optoelectronic
devices because of their strong quantum size confinement
eﬀects [13, 14]. The inorganic nanocrystalline semiconducting quantum dots (QDs) may exhibit high photostability
with narrow emission widths of which the wavelength mainly
depends on their particle size [14, 15]. This unique advantage
of semiconducting QDs may succeed to the emission of a
relatively monochromatic light tuning by slight deviation
in particle size covering this way the whole visible range
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Scheme 1: Chemical structures of the employing materials.

[16]. Much eﬀort has been given on the combined IIVI semiconductor nanocrystals such as CdSe, CdS, ZnSe,
and CdTe [17, 18]. Combination of QDs of diﬀerent size
and therefore emitting light may lead to the creation of
white light [16]. Alternatively, white light may be produced
by hybrid materials of polymers and semiconducting QDs
which combine the easy processability of the polymers
and unique advantage of the inorganic QDs of tuning
their emitting light by slight modification of their size
which nevertheless exhibit poor process application [19, 20].
However, a limited number of studies have been reported on
hybrid white light-emitting electroluminescent devices based
on QDs and polymers where the emission mechanisms are
rarely investigated.
Herein, we explored the use of CdSe nanocrystalline QDs
(surface-stabilized with hexadecylamine/trioctylphosphine
oxide ligands) in a hybrid heterostructure with poly(9,9di-n-octylfluorenyl-2,7-diyl) (PFO) conductive polymer. We
further examined the application of that heterostructure

to a white light-emitting structure by employing tris-(8hydroxyquinoline)aluminum (Alq3 ) as a green light emitter.
The collective emission of PFO, CdSe QDs, and Alq3 results
in a fairly white OLED with Commission Internationale
del’Eclairage coordinates (CIE) of (x, y) = (0.32, 0.40) for a
range of applied voltages between 5 and 10 volts. It is found
that the blue and red parts are originated from the emission
of PFO and CdSe QDs, respectively.

2. Experimental
2.1. Materials. Poly(2,3-dihydrothieno-1,4-dioxin)-poly(styrenesulfonate) (1.3–1.7% in water, conductivity: 10−3 S/cm,
PEDOT:PSS), poly(9,9-di-n-octylfluorenyl-2,7-diyl) (PFO),
CdSe nanocrystalline QDs (5 mg/mL; surface-stabilized with
hexadecylamine/trioctylphosphine oxide ligands (TOPO))
(6.5 nm particle size with emission at 640 nm, FWHM <
40 nm), and tris-(8-hydroxyquinoline) aluminum (Alq3 )
were obtained from Aldrich (Scheme 1). TOPO ligands
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Scheme 2: Energy diagram of the proposed structure.
400

protect the QDs from chemical degradation, and their
surface is electronically passivated. Furthermore, all the
solvents, lithium fluoride (LiF), aluminium foil (99.999%),
and Indium Tin Oxide-coated glass slide (surface resistivity
8–12 Ω/sq, ITO) for the OLED construction were also
obtained from Aldrich. The other chemicals were of the best
quality and used as received without any further purification.
2.2. Apparatus and Measurements. Absorption and photoluminescence (PL) spectra were collected with Analytik
Jena s 600 UV-Vis spectrophotometer and PTI-QM1 luminescence photospectrometer, respectively. Laurell WS-400B6NPP-LITE spin processor was used in the preparation
of PEDOT:PSS and PFO layers. The thickness of all the
layers performed by spin coating was measured by either
an Ambios XP-1 high-resolution surface profilometer or FESEM (LEO SUPRA 35VP) in cross-sectional modification.
Thermal evaporation of Alq3 was performed in an NTE-3000
thermal evaporator whereas LiF and aluminum depositions
were performed in a thermal evaporator plant attached in
MBRAUN 200B glove box system. The thickness of all the
layers performed by vacuum evaporation was measured by
quartz crystal thickness monitor placed near the substrate
in both of the vacuum evaporation systems. J-V curves of
electroluminescent devices were obtained with a Keithley
2400 source meter. Electroluminescence (EL) spectra were
collected with an Ocean Optic USB4000 spectrometer while
brightness and C.I.E chromaticity colour measurements
were obtained with a Konica Minolta Chroma Meter CS200.

426 nm normalized PL (a.u)

PL intensity (a.u.)

Scheme 3: Electroluminescence device in a cross-sectional configuration.
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Figure 1: Photoluminescence spectra of PFO, Alq3 , and CdSe QDS
in toluene solution.
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Figure 2: Photoluminescence spectra of PFO:QD composite films
and absorbance of CdSe QDs in toluene solution. The magnified
area of 550–675 nm for PL is presented as an inset. The excitation
wavelength was 370 nm.

2.3. Device Fabrication. OLEDs were fabricated in the standard configuration. Subsequent layers were deposited on
Indium Tin Oxide (ITO) glasses. ITO glass substrates were
carefully cleaned with detergent followed by treatment in
ultrasonic bath using two diﬀerent solvents (in isopropanol
and subsequently in acetone). PEDOT:PSS conductive polymer was deposited by spin coating at 2500 rpm using an
aqueous solution of 1.3–1.7% w/w (film thickness 90 nm).
The films were thermally annealed for 30 min in an oven
at 100◦ C. On the top of the film subsequently a layer of
PFO (thickness 55 nm) was spin-coated at 2000 rpm from a
toluene solution. The concentration of PFO was 10 mg/mL.
Alternatively, layers of CdSe QDs/PFO heterostructures were
deposited at the same speed in an average thickness of 70–
120 nm. The films were also annealed at 100◦ C for 30 min.
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Figure 3: (a1) FE-SEM image of the surface and (a2) a cross-sectional image of the PFO film. (b1) FE-SEM image of the surface and (b2) a
cross-sectional image of the PFO film with 0.3 mL of CdSe QDs. Lower magnification of (b2) is presented as an inset.

The PFO:CdSe structure was prepared by mixing 0.5 mL of
PFO (10 mg/mL) with CdSe (5 mg/mL) in toluene under
vigorous stirring. The quantity of CdSe was varied from
0 to 0.5 mL. In the case of white light-emitting devices,
tris-(8-hydroxyquinoline)aluminum salt (Alq3 ) (15 nm) was
thermally evaporated in vacuum (10−7 mbar) on the top of
the composite layer of PFO:CdSe. The devices were completed by the successful thermal evaporation of LiF (1 nm)
and Al metal (65 nm) representing the negative electrode
of the structure. The very thin layers of LiF were used to
enhance electron injection [21] as it controls the energy
mismatch between aluminum and Alq3 (Scheme 2). The cell
(Scheme 3) was characterized under nitrogen atmosphere
inside a glove box. The active area of the cells was 3 × 5 mm2 .

3. Results and Discussion
3.1. Photoluminescence Studies. The photoluminescence
spectra of PFO, CdSe QDs, and Alq3 in toluene are presented
in Figure 1. It is already known that the creation of white
light is possible by the simultaneous emission of the
three materials (blue, red, and green). However, in OLED
technology that involves inorganic semiconductors (e.g.,
QDs), two types of structures can appear: in the first type
a thin layer of QDs is placed between an electron and a
hole injection layer where the excitons are directly formed
in the QDs’ layer [22]. In the second type a blend of a
polymer and QDs appears as a composite material serving as
emissive trap for excitons that are generated in the polymer
matrix by charge carrier recombination [23]. Usually, the
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Photoluminescence spectrum of the composite film containing the blend of PFO/CdSe QDs and Alq3 as a separate
layer on the top is presented in Figure 4. The wavelength
of excitation was 370 nm. The emission of PFO appears as
an intense peak at 427 nm, and Alq3 accompanies it with
a shoulder located at 470–580 nm. The QDs emission is
observed as a weak peak at around 640 nm.
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Figure 4: Photoluminescence spectrum of PFO/CdSe QDs/Alq3
composite film. The excitation wavelength was 370 nm.

films consisting of only QDs are inhomogeneous thus
we only examined the case of the PFO/CdSe QDs blend.
In this case an optimum concentration of CdSe QDs in
PFO polymer has to be identified for stable and highly
emissive devices. We monitored the photoluminescence
of this composite material with varied concentration of
QDs in order to explore the optimum concentration of the
inorganic particles in the polymer producing homogeneous
films with intense emission and avoid phase segregation
of QDs. The absorption of CdSe QDs in toluene solution
and the emission spectra of PFO:QD composites in films
are shown in Figure 2. It is clearly seen that there exists
a spectral overlap between the emission of PFO and the
absorption of CdSe QDs. Therefore, an energy transfer from
PFO to CdSe QDs could happen when PFO is doped with
CdSe QDs. The more the extent of spectral overlap the
more eﬃcient the energy transfer. To investigate the possible
energy transfer in films, diﬀerent mass ratios of QDs were
mixed with always the same PFO quantity. A significant
decrement in the emission intensity of PFO is observed with
the increasing QD concentration in the composite. At the
same time, the emission intensity of the QDs increases (inset
of Figure 2), consistent with the expected energy transfer,
but also possibly due to direct excitation. However, it should
be noted that a large emission peak at 420 nm from PFO
is also observed in PFO/CdSe QDs composite thin film.
This demonstrates that the energy transfer from PFO to the
CdSe QDs is incomplete. Besides the content of 0.3 wt% of
QDs in the sol was the optimum for the homogeneity of the
films as it is shown in Figure 3. The presence of high load
of QDs in the PFO film causes a rough surface because of
phase segregation, with detrimental eﬀect to the stability
of the electroluminescent devices [24]. From the images
presented in Figure 3, it is obvious that the presence of QDs
in the blend causes a rough film surface with small islands
of inorganic material which is more intense in the case of
higher quantities of the QDs in the films. In general, the
quantity of 0.3 wt% of QDs is the optimum for overcoming
the stability problems of our devices.

3.2. Electroluminescence Studies. We first prepared a device
with only PFO in a sandwich configuration between an
ITO/PEDOT:PSS anode and an LiF/Al cathode. The corresponding EL spectra are presented in Figure 5(a). They
have a broad structure, and, for 12 V of applied voltage,
the EL maxima are located at 437, 463, 500, and 530 nm.
The blue colour [(x, y) = (0.18, 0.18)] is originated
from the PFO emission. PFO photoluminescence (structured
blue emission, 425 nm) and electroluminescence spectra
(unstructured bluish-green emission, 500 nm) are noticed to
be diﬀerent. This spectral feature of fluorenyl derivatives is
referred in the literature as keto-emission [25]. The turn-on
voltage for this device was estimated at 6 volts.
The EL spectra of the device that contains composite film
of PFO/CdSe QDs as emissive layer in the same sandwich
configuration of ITO/PEDOT:PSS anode and LiF/Al cathode
are presented in Figure 5(b). The detected EL maxima are
identical with the former device. However the colour of the
emitted light was bluish-red [(x, y) = (0.24–0.3, 0.11–0.2)].
When compared to Figure 5(a) the intensity of EL observed
at 500 nm is significantly decreased. The presence of QD may
have caused a reduction in the keto-defect sites of polymer
and prevent the excitons formed on PFO hopping to other
chains [26]. The EL intensity decrease at around 500 nm is
not the only diﬀerence observed with the incorporation of
QDs. It also causes a broadening in the EL wavelength, that
is, extension of the EL spectrum’s red region and tail from
650 nm (Figure 5(a)) to 750 nm (Figure 5(b)). Therefore, we
think that some of the injected holes and electrons have
formed excitons on the CdSe cores that result in the EL from
CdSe QDs. When the quantity of the QDs was increased a
gradual enhancement in EL intensity is monitored and the
colour gradually turned to red. This result points out that
CdSe QDs have become direct recombination sites for the
charges. However, the devices were unstable, most probably
because of the high QD concentration. The turn-on voltage
for the device was slightly decreased compared to the previous structure with only PFO, and it was found to be 5 volts.
Finally, we examined the device architecture described
in Scheme 3 which also contains an electron transporting/emissive material Alq3 , a green light emitter, as a separate
layer on the top of the PFO/CdSe QDs film. The energy
diagram of all materials is shown in Scheme 2. The EL
maximum of this device is located at 530 nm (Figure 5(d)).
The emission is white-coloured with the CIE coordinates
of (x, y) = (0.32, 0.40). The EL behaviour of this device
basically depends on the presence of Alq3 . It is also obvious
that the emission of Alq3 is electrically excited. Indeed,
from data presented in Figure 5(c), Alq3 emission by the
electric bias of ITO/PEDOT:PSS/PFO/Alq3 /LiF/Al structure
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Figure 5: EL spectra of (a) ITO/PEDOT:PSS/PFO/LiF/Al, (b) ITO/PEDOT:PSS/PFO (CdSe QDs)/LiF/Al, (c) ITO/PEDOT:PSS/PFO/Alq3 /
LiF/Al cell, and (d) ITO/PEDOT:PSS/PFO(CdSe QDs)/Alq3 /LiF/Al cells.

without the presence of any CdSe QDs is located at 543 nm
without any change to shape and spectra maxima by
voltage increase. The emission is green-coloured with CIE
coordinates (x, y) = (0.35, 0.54). Combining the data
presented in Figures 5(c) and 5(d) we may conclude that the
presence of CdSe quantum dots results in the white colour
of the electrically pumped devices. The EL maximum is
blue-shifted as a result of keto-emission quenching of PFO
in the presence of QDs and CIE coordinates also moved
to the white region. In order to understand the origin of
white light emission in our devices it is needed to have an
insight to the electrical excitation process. Two independent
excitation mechanisms could happen: (a) energy transfer
from the fluorescent polymer, PFO (host) to the QDs and
Alq3 (guests) or (b) charge trapping at the emitter sites.
From data presented in Figures 4 and 5(d) a significant
deviation between EL and PL spectra is observed which
can be assigned to a trapping mechanism in EL spectrum

than to an energy transfer. A simultaneous excitation of blue
emitting polymer (PFO) and green emitting small molecule
(Alq3 ) via direct charge trapping may occur. The turn-on
voltage (Figure 6(a)) for this device is compared to that of
the device with PFO/QDs blend, and it was found to be
lower (4.5 volts). The luminance of the device is found to
be 270 cd/m2 with a current and power eﬃciency at 8.5 volts
of 0.8 cd/m2 and 0.27 lm/W, respectively.
The x-y CIE coordinates of the four devices are presented
in Figure 7. The driving voltage was varied from 5 to 10 volts
for each of them. As it can be seen from the results the white
light emission is quite stable for a variety of applied voltages.

4. Conclusions
A hybrid organic light-emitting diode based on CdSe
quantum size particles as red light emitters in poly(9,9-din-octylfluorenyl-2,7-diyl) as a host polymer was fabricated.
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The optimum concentration of CdSe QDs was examined in
order to fabricate a stable device overcoming the phase segregation problems in the CdSe quantum dots/polymer blend.
However, we suggest a noncompletely uniform dispersion
of CdSe QDs with particle small islands formation in the
polymer layer. The coexistence of a thin layer of electron
transporting material Alq3 in the OLED device allowed
a fairly pure white light emission with CIE coordinates
(0.32, 0.40). Further experiments on the improvement of EL
performance are still in progress.
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