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Abstract. 
Half-scaled reinforced concrete frame of two storeys and two bays with unreinforced masonry (URM) infill walls was subjected to base excitation on a shake table for seismic performance evaluation. Considering the high seismic hazard Zone IV of Pakistan, reinforcement detailing in the RC frame is provided according to special moment resisting frames (SMFRs) requirement of Building Code of Pakistan Seismic-Provisions (BCP SP-2007). The reinforced concrete frame was infilled with in-plane solid masonry walls in its interior frame, in-plane masonry walls with door and window openings in the exterior frame, out-of-plane solid masonry wall, and masonry wall with door and window openings in its interior frame. For seismic capacity qualification test, the structure was subjected to three runs of unidirectional base excitation with increasing intensity. For system identification, ambient-free vibration tests were performed at different stages of experiment. Seismic performance of brick masonry infill walls in reinforced concrete frame structures was evaluated. During the shake table test, performance of URM infill walls was satisfactory until design ground acceleration was 0.40g with a global drift of 0.23%. The test was continued till 1.24g of base acceleration. This paper presents key findings from the shake table tests, including the qualitative damage observations and quantitative force-displacement, and hysteretic response of the test specimen at different levels of excitation. Experimental results of this test will serve as a benchmark for validation of numerical and analytical models.

1. Introduction
Constructions such as Reinforced Concrete (RC) frame with unreinforced brick masonry (URM) are commonly observed all over the world particularly in the seismically active regions [1, 2]. In Pakistan, the low-rise URM building is commonly practiced. Due to population growth (207 million, according to 6th Population and Housing Census-2017) and suburbanization, construction trend has been changing from URM buildings to multistory RC frame infilled with URM walls [3]. URM is considered as nonstructural element, and on regular basis it is ignored in the structural analysis and design [4]. However, the presence of the URM wall can significantly alter the lateral load resisting mechanism and complete dynamic behavior by interaction of the infill wall with bounding RC frame under seismic loading [5]. Frame infill interaction may produce desirable (increase in lateral stiffness, lateral-load capacity, damping, ductility, and energy dissipation capacity) and undesirable effects (soft story mechanism, short column effect, and torsional action) on the global structural performance of the building [6]. Performance of the infilled RC frame has been studied with simplified analytical models (equivalent diagonal strut models by Stafford Smith [7]); Madan et al. [8] detailed finite element analysis (FEA) [9–12] and also with experiments, i.e., quasi-static, pseudodynamic, and shake table tests [13–17]. Many researchers claimed that even though extensive research has been done on masonry infilled RC frames over the decades, the behavior and seismic performance evaluation of such structures is not fully understood [17]. Some design guidelines developed by FEMA 356 [18], ASCE/SEI-7-06 [19], ASCE/SEI Standard 41-06 [20], and ATC-43 [21] for the seismic performance evaluation of masonry infilled RC frame is still considered as unreliable and inadequate [22]. The existence of complexities is due to insufficient experimental data on large-scale models of multistory and multibays under dynamic loadings [17].
Different failure modes of masonry infilled structures have been witnessed by the past earthquakes and experimental studies. Severe damage has been demonstrated to these types of structures by previous earthquakes (including 1999 Kocaeli, Turkey earthquake [6]; the 2008 Sichuan, China earthquake; and the 1999 Chi-Chi, Taiwan Earthquake). The damage mechanism comprises of partial or full masonry panel failure, shear failure of columns, plastic hinges at columns ends, soft-storey mechanism, and short column effect [23, 24]. Mehrabi et al. [25] experimentally investigated fourteen half-scale masonry infilled RC frame test specimens and categorized 24 distinct failure modes. Later on Stavridis [22] narrowed down these mechanisms into three main failure modes which includes diagonal cracking (occurs in nonductile frames with strong infill), horizontal shear sliding (occurs in weak frames and weak infill), and corner crushing (occurs in strong frames and strong infill) as shown in Figure 1.
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(c)
Figure 1: Three distinct failure mechanisms of masonry infills. (a) Horizontal sliding. (b) Diagonal cracking. (c) Panel or corner crushing.


For the reason of damage evaluation of masonry infilled buildings, FEMA 306 [26] characterizes opening within infill as one of the most critical parameters affecting both the global and local seismic behaviors of structure. Doors and windows are the most commonly used types of opening within the infill panels. Opening within the infill panels are perfectly considered as assemblies of subcomponents of the appropriate material which can interact with a surrounding frame and can alter the dynamic behavior of structure. Interaction of strong columns and strong piers of infill panels can cause shear failure in the beams. However, interaction of strong spandrel component with frame can reduce the ductility by inducing short column effects and infill panel causing tensile yielding in the column. Experimental investigations have been made by many researchers [27–30] to study the effect of infill openings.
Limited experimental data are available on the dynamic behavior of RC frame infilled with URM since few shake table studies have been conducted on large scale [31, 32]. The typical construction of Pakistan is deficient in terms of workmanship, quality of materials, and arrangement of infill regarding the URM infill wall position and size of opening [33]; material properties of local brick masonry such as initial rate of absorption and compressive strength of the mortar are different from those normally used across the world, which results in low compressive and tensile strength and weak bond between bricks and mortar [33, 34]. Experimental assessment of RC frame infilled with URM typically constructed according to local construction practices of Pakistan is unavailable on large scale having multistorey, multibays under real dynamic loading which is necessary for the calibration and verification of analytical model, providing foundation in defining new strategies of design as recommended by ACI (American Concrete Institute). Therefore, a shake table study of three-dimensional, two-storey, two-bay, solid brick masonry infilled frame is conducted on large six degrees of freedom (6 D.O.F) shake table at Earthquake Engineering Center (EEC), University of Engineering and Technology (UET), Peshawar. The specimen was half-scaled symmetric RC frame model constructed according to special moment-resisting frame (SMRF) requirements of Building Code of Pakistan Seismic-Provisions (BCP SP-2007). The RC frame was infilled with URM walls having door and window openings at different locations according to local construction practices of Pakistan. Different arrangements of door and window openings, holdfasts for anchorage of masonry wall to column, and construction with local labors make this structure unique. The test specimen was instrumented with accelerometers and displacement transducers and was subjected to six dynamic tests, including ambient free vibration and sinusoidal base motions of increasing intensity. The specimen was tested until the nonstructural URM walls were severely damaged. Experimental programs, including designing, construction, and testing of the specimen as well as the qualitative and quantitative experimental results are reported in this paper. The main original aspect of this research is to explore the damage mechanism of URM infill and RC frame and its ultimate seismic resistance in terms of maximum base shear force and ultimate drift capacity of SMRFs structures infilled with URM infill walls. The results will be further utilized in developing numerical and analytical models, which will provide foundation for the development of seismic design guidelines of infilled RC frame structures.
2. Experimental Program
2.1. Description of Test Specimen
The test specimen selected was RC frame having two storeys and two bays infilled with URM infill walls, which is commonly practiced for low-rise commercial and residential buildings. The test specimen was constructed on the 6 D.O.F shake table at EEC, UET, Peshawar. The three-dimensional, plan and elevation view of the test specimen are shown in Figures 2 and 3, respectively. Extensive experimental investigation through the shake table was carried out to evaluate the performance of brick masonry infilled RC frame structure constructed with indigenous material and labor. The RC frame was designed and constructed according to SMRFs requirement (BCP SP-2007). URM walls were constructed by splitting full-scale brick of 9 × 4.5 × 3 in. (22.8 × 11.4 × 7.6 cm) into half-scale brick of 4.5 × 2 × 1.5 in. (11.4 × 5.0 × 3.8 cm) discussed in Section 2.2. URM walls of thickness 4.5 in. (11.4 cm) were constructed with the brickwork of English bond. For bonding of bricks, mortar layer of thickness 1/8 in. (3.17 mm) and compounding ratio of one cement and five sand was used. The reinforced concrete frame was infilled with in-plane solid masonry walls in its interior frame, in-plane masonry walls with door and window openings in exterior frame, out-of-plane solid masonry wall, and masonry wall with door and window openings in its interior frame. To support the dead load of wall above openings, various reinforced concrete lintel beams were provided over the openings. The weight of the test specimen was approximately 16.20 metric tons (16,200 kg).


	
		
			
		
	
	
		
		
		
		
		
	

Figure 2: Three-dimensional view of prototype.
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(c)
Figure 3: Plan and elevation view of the test specimen. (a) First-storey wall layout plan. (b) Second-storey wall layout plan. (c) Elevation view of the interior frame.


2.2. Scaling and Designing of RC Frame with URM
Linear geometric dimensions of the structural element beams, columns, and slabs were reduced by a scale factor of 2. Material in the test specimen such as maximum size of aggregates, reinforcement bars, masonry bricks, and vertical and horizontal thickness of mortar layer were also reduced by half scale. Scaling factors for the fundamental quantities are summarized in Table 1 [35].
Table 1: Scale factors.
	

	Item	General case	Scale factor
	

	Length, l	λl = lp/lm	2.00
	Area, A	λA = Ap/Am = lp2/lm2  = λl2	4.00
	Volume, V	λV = Vp/Vm = lp3/lm3  = λl3	8.00
	Moment of inertia, I	λI = lp4/lm4  = λl4	16.00
	Linear displacement, D	λD = lp/lm = λl	2.00
	Angular displacement, Θ	λΘ = 1	1.00
	Curvature, k	λk = 1/λl	0.50
	Modulus of elasticity, E	λE = Ep/Em = 1	1.00
	Stress, σ	λσ = σp/σm = λE [σ = E]	1.00
	Strain, ε	λε = 1	1.00
	Mass, Sm	λm = λQ/λa	4.00
	Concentrated load, Q		4.00
	Shear force, V		4.00
	Moment, M		8.00
	Acceleration, a	λa = 1	1.00
	



The construction process includes preparation of the foundation pad which was constructed directly on the shake table anchored with 36 bolts. Followed by the construction of first-storey columns and floor, similarly second-storey columns and floor were constructed. After the construction of RC frame, URM infilled walls were constructed. Reduced live load according to the lateral static force-based method of UBC 97 was used; therefore only 2560 lb. (1,200 kg) load were applied on the slab of first story.
The RC frame was designed with the lateral static force-based method of seismic design procedures which is based on Uniform Building Code (UBC) 97 and detailed as per SMRF requirements of American Concrete Institute (ACI) Committee 318 Building Code Requirement for Structural Concrete. Beams, columns, and beam-column joints in SMRFs structure is detailed such that it can resist axial, flexural, and shearing actions produced by structure during strong earthquake motion. High seismic hazard region is specified by Zone IV where PGA is greater than 0.32g (BCP SP-2007). Seismic hazard of Zone IV with a design PGA of 0.40g and soil type B was considered. Loads on structure includes the self-weight for structural beam-column elements and slabs, while superimposed dead load for partition URM infill walls, floor finishing, and live load of 40 psf (Pounds per square foot) (0.0019 MPa) was assigned to the structure. The concrete compressive strength of 3,000 psi (Pounds per square inch) (21 MPa) and reinforcing steel of 50,000 psi (344 MPa) which is typically used was considered in the design. The dimensions of the RC frame and reinforcement bars layout are given in Figure 4. Using 6-inch square of beams and columns, two types of reinforcement were provided at different locations as shown in Figure 5. In section 1-1 of beam, the longitudinal reinforcement of 6 #3 (9.52 mm) diameter bars and transverse reinforcement of #2 (6.35 mm) diameter bars at 2 inches (50.8 mm) center-to-center were provided. Section 2-2 of beam is having longitudinal reinforcement of 5 #3 (9.52 mm) bars and transverse reinforcement of #2 (6.35 mm) bars at 3 inches (76.2 mm) center-to-center.


	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
	
	
		
		
	
	
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	

Figure 4: Design of the two-storey specimen (dimensions in inches).




	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
		
	
		
	
		
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
	
		
	
	
		
	
		
	
	
		
	
	
		
	
		
	
	
		
	
	
		
	
		
	
	
		
	
	
		
	
		
	
	
		
	
	
		
	
		
	
	
		
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
	

Figure 5: Cross-sectional detail of the RC frame (dimensions in inches).


Longitudinal reinforcement provided in the column section 3-3 is 8 #3 (9.52 mm) bars and transverse reinforcement of #2 (6.35 mm) bars at 2 inches (50.8 mm) center-to-center. Column cross section 4-4 is having 8 #3 (9.52 mm) bars of longitudinal reinforcement and #2 (6.35 mm) bars at 1.5 inches (38.1 mm) center-to-center. The transverse reinforcement in the beam and column was provided with 135° hook. The reinforcements in the slabs of both the storeys were same, and the steel reinforcement detail of slabs is shown in Figure 6.


	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
		
	
		
	
	
	
		
	
	
		
	
	
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
	
	
		
		
	
	
		
	
	
		
	
	
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
	

Figure 6: Plan view of first- and second-storey specimens with slab reinforcement details.


2.3. Material Properties
Various tests were conducted to identify the material properties of the test specimen. Tensile strength tests of #2 (6.35 mm) and #3 (9.52 mm) Grade-50 reinforcing steel bars were conducted as per ASTM A-615. For compressive strength, tests on concrete cylinders 6 × 12 in. (15.2 × 30.4 cm) as per ASTM C873, mortar cubes 2 × 2 in. (5.0 × 5.0 cm) as per ASTM C109, and masonry prism of 9 × 8 × 4.5 in. (22.8 × 20.3 × 11.4 cm) as per ASTM C1314 were carried out as shown in Figure 7(a). For shear strength, the diagonal masonry prism of 24 × 24 × 4.5 in. (60.9 × 60.9 × 11.4 cm) as per ASTM E 519 samples was made during the construction of the test specimen as shown in Figure 7(b). Samples of the concrete cylinder were collected at different stages of concrete casting. During construction of URM walls, three samples of a masonry prism for compressive strength and three samples of a diagonal prism for tensile strength were constructed and tested after 28 days. Results of material properties are summarized in Table 2.


	
		
			
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	













Figure 7: (a) Compressive and (b) diagonal tests of brick prism and (c) length and (d) width of brick specimens.


Table 2: Average material properties.
	

	Material		Test type	Test result
	

	Concrete
	Storey level 1	 	 
	Columns	Compressive	3.741 ksi (25.79 MPa)
	Beams and slab	Compressive	3.943 ksi (27.18 MPa)
	Storey level 2	 	 
	Columns	Compressive	4.073 ksi (28.08 MPa)
	Beams and slab	Compressive	4.193 ksi (28.90 MPa)
	

	Reinforcing steel bar	#2	Tensile	 
	Yield stress	59.42 ksi (409.68 MPa)
	Yield strain	2.20%
	Peak stress	96.34 ksi (664.24 MPa)
	Peak strain	24.37%
	#3	Tensile	 
	Yield stress	49.7 ksi (342.66 MPa)
	Yield strain	1.53%
	Peak stress	85.52 ksi (589.63 MPa)
	Peak strain	21.60%
	

	Brick unit	 	Compressive	5.189 ksi (35.77 MPa)
	

	Mortar cubes	 	Compressive	1.348 ksi (9.29 MPa)
	

	Masonry prism	Diagonal	Compressive	0.742 ksi (5.119 MPa)
	Young’s modulus	82.56 ksi (569.23 MPa)
	Strain at peak stress	0.013
	Shear strength	0.035 ksi (0.241 MPa)
	Shear modulus	35.01 ksi (241.38 MPa)
	Shear strain	0.0004
	



2.4. Testing Protocols and Input Ground Motions
The structure was subjected to series of sinusoidal base motions with increasing intensity through large 6 D.O.F shake table at EEC, UET, Peshawar. The operating shake table for particular time history requires a self-check test for the development of transfer function, which is dependent on the mass and stiffness of the model. During the validation stage of the shake table with dead weight, development of transfer function with self-check test leads to uncontrollable shaking [36]. Also in the previous studies, problems were encountered by researchers in the form of damage in the model before actual testing [37]. In some of the studies [33, 34, 38], behavior of masonry structures has been extracted through sinusoidal ground motion. Therefore, the structure was subjected to the range of sinusoidal frequencies (0.5–8.00 Hz) and time histories as shown in Table 3. The dynamic characteristics of the test specimen such as period and damping were identified using ambient free vibration test before and after shake table test runs in both directions. The destructive and nondestructive test sequences are shown in Table 3.
Table 3: Actual input motion simulated in different phases of experiment.
	

	Testing phase	Frequencies (Hz)	Duration of each frequency (sec)	Amplitude (mm)
	

	Test Run-1	0.50, 1.00, 1.52, 2.08, 2.60, 3.12,	25	3.00
	Test Run-2	0.5, 1.00, 1.52, 2.08, 3.12, 4.12, 5.16, 6.25, 7.20, 7.60	25	3.00
	Test Run-3	0.44, 1.04, 1.32, 1.58, 1.82, 2.08, 2.40, 2.65, 2.87, 3.16, 3.43, 3.69, 4.00, 4.16, 4.21, 4.52, 4.72, 4.95, 5.18, 5.45, 5.77, 6.00, 6.22, 6.52, 6.80, 7.00, 7.25, 7.52, 7.80, 7.96, 4.20, 4.27, 5.23	25	4.00
	



Sinusoidal input motions were provided at the base of the test specimen in the North–South direction through a signal generator. The amplitude of vibration was kept constant, while the frequency was increased gradually through the signal generator after each 25 seconds. Three types of structural responses: elastic, inelastic, and collapse of nonstructural URM walls, were recorded. The intensity of shaking was increased from test to test; the PGA was increased from 0.05 to 0.15g with frequency ranges from 0.50–3.00 Hz during Test Run-1 given in Figure 8 which was intended to capture response of the structure in elastic range. To cause a moderate level of damage, it was planned to obtain the dynamic response of structure at resonance. Therefore, the base excitation was increased from 0.05 to 0.60g with frequency between 0.50 and 7.50 Hz at the second stage of experiment shown in Figure 9. In order to observe response of structure at resonance and to cause major collapse in the nonstructural URM walls, the test specimen was subjected to a strong sinusoidal base excitation of PGA 0.05 to 1.24g with frequency varying between 0.50 and 8.00 Hz as shown in Figure 10. It was decided to conclude the base excitation after the collapse of nonstructural URM walls as the masonry walls of the specimen will be strengthened and retrofitted in the future.


	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
	
	
		
		
		
		
	
	
		
		
		
	
	
		
		
		
		
	
	
		
		
		
	
	
		
		
		
		
	
	
		
	
	
		
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
	
	
		
	
	
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
		
		
		
		
		
		
	
	
		
		
		
	
	
		
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	













Figure 8: Acceleration recorded at the base during Test Run-1.




	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
	
		
		
		
	
	
		
	
	
		
		
		
	
	
		
	
	
		
		
		
		
	
	
		
		
	
	
		
		
		
		
	
	
		
		
	
	
		
		
		
	
	
		
	
	
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
		
		
		
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	













Figure 9: Acceleration recorded at the base during Test Run-2.




	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
	
	
		
	
	
		
	
	
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
	
	
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
		
		
		
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
		
		
	
	
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	













Figure 10: Acceleration recorded at the base during Test Run-3.


2.5. Instrumentation
To measure the displacement and acceleration response histories, the test specimen was instrumented with a total sum of thirteen displacement transducers (DT’s) and thirteen uniaxial accelerometers. Prior to the instrumentation, two steel frames were fixed along North and West face of the test specimen. Four accelerometers and four displacement transducers were installed at each floor level and at the base to record the response history in both directions. Instrumentation detail of North and West face is given in Table 4 and Figure 11. All the sensors were calibrated before installation of sensors on steel reference frame and test specimen. The sensors were cross checked to see if all connections are whether functional or not.
Table 4: Sequence of test.
	

	Test no.	Test type
	

	1	Ambient-free vibration system identification test
	2	Shake table test with sinusoidal base motion (0.50–7.50 Hz)
	3	Shake table test with sinusoidal base motion (0.50–7.50 Hz)
	4	Ambient-free vibration system identification test
	5	Shake table test with sinusoidal base motion (0.50–8.00 Hz)
	6	Ambient-free vibration system identification test
	





	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	

(a)


	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
	
	
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	

(b)
Figure 11: Instrumentation setup. (a) North face instrumentation. (b) West face instrumentation.


The sampling rate was selected to be 200 Hz; to monitor damage in the structure during the shake table test, fifteen video cameras were installed outside and inside the test specimen.
3. System Identification Tests
Ambient-free vibration tests were performed at different stages of experiment to determine the natural frequency and damping ratio of the structural system. These tests were conducted to determine dynamic characteristics of structure in both in-plane North–South direction and out-of-plane East–West direction. The test setup for the ambient-free vibration test is shown in Figure 12. A triaxial accelerometer and weak motion seismometer is connected to data acquisition system of a 24-bit recorder (DR-4,000) and facing toward North. The sampling rate was kept 200 Hz, and sample of free vibration-time history recorded after Test Run-3 is given in Figure 13.


	
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	

Figure 12: Test setup for the free vibration test.




	
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
		
		
		
	
	
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
		
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
	
	
		
		
		
		
		
		
		
		
		
	
	
		
		
	
	
		
	
	
		
	
	
		
			
		
	
	
		
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
			
		
	













Figure 13: Sample of free vibration-time history recorded with the triaxial accelerometer after Test Run-3.


3.1. Time Period and Damping
Period of a structure is primarily dependent on the mass and stiffness. Previous studies [39, 40] showed that RC frame without infill has considerably longer period and lower damping ratio compared to RC frame with infill. To have the values of time period and damping of structure, the specimen was suddenly disturbed and the free vibration response was recorded for around 15–30 seconds in both North–South and East–West directions. Period and damping of the structure were estimated from the acceleration-time history and was determined (Chopra, Dynamics of Structures) as follows:where  is the damping ratio,  is the acceleration response at ith peak, and  is the acceleration response at the latter peak. The test results are summarized in Table 5 and discussed in Section 4.
Table 5: Detail summary of instrumentation.
	

	Channel no	Serial no of sensor	Sensitivity	Type	Range	Location	Remarks
	

	North face	 	 	 	 	 	 
	ai1	6514	492.2 (mv/g)	Accelerometer	±675 mm	2LNA	 
	ai14	1708-01	8.5305 (mv/mm)	Displacement transducer	 	2LND	 
	ai2	6519	502 (mv/g)	Accelerometer	±675 mm	2RNA	 
	ai15	1708-02	8.5332 (mv/mm)	Displacement transducer	 	2RND	 
	ai3	6517	508.9 (mv/g)	Accelerometer	±312 mm	1LNA	 
	ai20	1308-01	138.2 (mv/mm)	Displacement transducer	 	1LND	 
	ai4	6516	510.1 (mv/g)	Accelerometer	±312 mm	1RNA	 
	ai21	1308-02	138.1 (mv/mm)	Displacement transducer	 	1RND	 
	ai5	6515	501.1 (mv/g)	Accelerometer	±250 mm	0LNA	 
	ai22	E1703477C	39.81 (mv/mm)	Displacement transducer	 	0LND	 
	ai6	6513	499.9 (mv/g)	Accelerometer	±250 mm	0RNA	 
	ai23	E1703471C	39.90 (mv/mm)	Displacement transducer	 	0RND	 
	West face	 	 	 	 	 	 
	ai7	6520	508.5 (mv/g)	Accelerometer	±675 mm	2LWA	 
	ai24	1708-03	68.632 (mv/mm)	Displacement transducer	 	2LWD	 
	ai8	323	509 (mv/g)	Accelerometer	±675 mm	2RWA	 
	ai26	1708-04	68.654 (mv/mm)	Displacement transducer	 	2RWD	 
	ai9	340	510.1 (mv/g)	Accelerometer	±312 mm	1LWA	 
	ai27	1308-03	137.98 (mv/mm)	Displacement transducer	 	1LWD	 
	ai10	322	496.2 (mv/g)	Accelerometer	±312 mm	1RWA	 
	ai28	1308-04	170.6 (mv/mm)	Displacement transducer	 	1RWD	 
	ai11	6518	490.1 (mv/g)	Accelerometer	±250 mm	0LWA	 
	ai29	E1703479C	39.85 (mv/mm)	Displacement transducer	 	0LWD	 
	ai12	1357	5404 (mv/g)	Accelerometer	±250 mm	0RWA	Large accelerometer
	ai30	E1703475C	39.75 (mv/mm)	Displacement transducer	 	0RWD	 
	ai13	1358	5272 (mv/g)	Accelerometer	±250 mm	0VCA	Large accelerometer
	ai31	E1703476C	40.01 (mv/mm)	Displacement transducer	 	0VCD	 
	


Note. 2: second floor, 1: first floor, 0: bottom, L: left side of the frame, R: right side of the frame, N: north face, W: west face, V: vertical direction, C: center, A: accelerometer, D: displacement transducer.


4. Results and Discussion
4.1. Qualitative Test Results
4.1.1. Test Run-1
Prior to the Test Run-1, the dynamic characteristics of test specimen such as natural frequency and damping were quantified using the ambient-free vibration test. Natural frequency and damping ratio of 6.45 Hz and 2.92% were obtained in the North–South in-plane loading direction of the specimen, while in the East–West out-of-plane loading direction, the natural frequency and damping ratio were found to be 3.48 Hz and 3.90%, respectively. During the shake table Test Run-1, the specimen was subjected to sinusoidal ground excitation with frequency between 0.50 and 3.12 Hz and base acceleration between 0.05 and 0.15g. The frequency of vibration at the base was far away from the fundamental natural frequency (6.45 Hz) of the specimen. However, no visible damage was induced in the structure.
4.1.2. Test Run-2
Intensity of the base excitation in Test Run-2 was increased with acceleration between 0.05 and 0.60g. Sinusoidal base motion with frequency 0.50–7.60 Hz was applied, and the fundamental natural frequency of 6.45 Hz was estimated before Test Run-1. However, the structure resonated at the frequency of 5.16 Hz. The decrease in the fundamental frequency is due to microcrack initiation during Test Run-1 and Run-2. Moderate level of damage in nonstructural URM infill walls and hairline cracks in RC frame was observed.
The PGA reached 0.42g at the resonating frequency 5.16 Hz, which corresponds to design base acceleration of RC frame. Shear cracks originated and extended horizontally along the mortar layers of in-plane URM infill walls towards the bounding RC frame. Vertical shear cracking of mortar layer and separation of URM infill walls from bounding frame were clearly observed. First-storey exterior URM walls (Figure 14(a)) on both north and south side panels went through vertical frame infill separation, and horizontal shear cracking particularly at the interface of beam infill. Excessive damage (relative to the remaining infill panels) occurred in infill panels of exterior second storey (Figure 14(b)), and the top course of the masonry panels collapsed due to inadequate binding of panels with beam, while infill walls of exterior second storey (Figure 14(b)) started separating from the bounding RC frame and a clear horizontal shear crack was observed at the 5th row of infill wall with window opening. Similarly, the frame infill separation at the top interface followed by corner crushing behavior was observed in the interior first-storey (Figure 14(c)) URM walls. At the location of holdfast (mild steel plates for anchorage of masonry wall with adjacent columns), horizontal shear cracks along mortar layer extended throughout the interior masonry panels. Second-storey interior (Figure 14(d)) URM walls received horizontal and vertical separation and cracking and corner crushing. Few bricks in the top course slided outward in the solid out-of-plane (Figure 14(e)) wall.
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Figure 14: Damage observations of URM walls after Test Run-2. (a) Exterior infilled frame of first storey. (b) Exterior infilled frame of second storey. (c) Interior infilled frame of first storey. (d) Interior infilled frame of second storey. (e) Out-of-plane solid infilled frame. (f) Out-of-plane with openings infilled frame.


The frequency of vibration at the base was further increased, and the PGA reached 0.60g at the frequency between 6.25 and 7.60 Hz beyond resonating frequency. The global response (drift and base shear) of the structure reduced with further increase in frequency after resonance. The existing damages in URM walls were further enhanced, cracks propagated, and damaged bricks collapsed when the frequency of vibration increased from natural frequency. Due to the low level of vertical stress in unreinforced masonry, URM wall collapsed in shear sliding and flexural (rocking) failure mode. Already cracked portion of URM infill wall with window opening slided outward in shear sliding, and also diagonal tensile cracking was observed in the wall beneath the lintel beam.
The RC frame was investigated with a crack detector after shake table run, determining that RC frame is only damaged at the column ends and crack width was between 8 × 10−4 to 1.5 × 10−3 in. (0.02–0.04 mm.). An ambient-free vibration test was performed after Test Run-2, natural frequency in North–South loading direction decreased to 4.21 Hz, while the damping ratio increased to 5.63%. Natural frequency in the out-of-plane direction decreased from 3.48 to 2.98 Hz, and negligible decrease in the damping ratio from 3.90 to 3.83% was observed.
4.1.3. Test Run-3
Sinusoidal base excitation with frequency between 0.44 and 7.96 Hz and ground acceleration ranging from 0.05–1.24g was recorded at the base during the final stage of this experiment. The structural peak base shear and lateral drift were recorded at this stage of experiment. Nonstructural URM walls were severely damaged, hairline cracks developed in the second-storey columns, and minor level of damage occurred in the first-storey columns. During excitation at frequency between 0.44 and 4.00 Hz, the base acceleration was within the range of 0.05–0.40g. Exterior URM wall of second storey with window opening only, which was already separated from the RC frame up to window height during Test Run-2 (Figure 15(b)), dropped in shear sliding on the table when frequency reached to 3.16 Hz. Also, few rows of interior solid URM walls of both storeys collapsed in shear sliding when frequency was 3.69 Hz.
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Figure 15: Damage observations of URM walls after Test Run-3. (a) West face of the test specimen. (b) East face of the test specimen. (c) South face west-side infilled frame. (d) South face east-side infilled frame. (e) Crack at the top of the exterior column. (f) Crack at the top of the exterior column.


The PGA reached 1.24g at resonating frequency of 4.16 Hz, and bricks in the top few rows of first-storey exterior URM wall with door and window openings collapsed. Also, exterior URM infill wall of second storey with window and door openings separated up to lintel beam height and slided outward horizontally. Out-of-plane URM infill wall of first storey collapsed by initiation of horizontal shear cracks followed by shear sliding and dropping of brick masonry units from upper rows.
Base excitation was increased from 4.21–7.96 Hz, the dynamic response of structure decreased as the frequency of vibration increased above the natural frequency of structure. The vertical and horizontal mortar layers between RC and URM infill walls started crushing and separated more. The test specimen did not experience further visible damage at this phase of the test run.
In order to cause severe damage to the URM infill wall, the structure was excited with a strong sine wave (high amplitude sinusoidal) of frequency between 4.00 and 5.50 Hz with PGA up to 0.90g through a signal generator. The exterior and interior URM infill walls of second storey along south side and exterior infilled walls of first storey collapsed. Diagonal cracking of URM walls was observed beneath the lintel beam of exterior URM walls. Out-of-plane infilled wall up to lintel beam height slided horizontally outwards. The performance of the out-of-plane URM wall with window and door opening was significantly better than the out-of-plane solid masonry wall due to horizontal stiffener provided in the form lintel beam throughout the masonry panel. Damage observations in URM walls after Test Run-3 are shown in Figure 15.
RC frame was visually investigated after Test Run-3, a minor level of damage occurred in the RC frame, and some shear and flexural cracking occurred in the first storey top and bottom of columns. Crack width was investigated with crack detector, and cracks of 2 × 10−3 to 1.5 × 10−2 in. (0.05–0.4 mm) was observed at column ends of first storey. On the contrary, the level of damage in second storey was comparatively less than that in first storey, crack width of 8 × 10−4 to 1.5 × 10−3 in. (0.02–0.04 mm.). The damages observed in RC frame after Test Run-3 is shown in Figure 16. A free vibration test was conducted after Test Run-3, natural frequency in loading direction drops down to 2.67 Hz, and the damping ratio decreases to 4.01%, while in the out-of-plane East–West direction, the natural frequency decreases to 1.93 Hz and damping ratio to 2.19%. The decrease in natural frequency is the indication of damage in the structure, while loss of URM walls causes drop of damping ratio.
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Figure 16: Damage observations of URM walls after Test Run-3. (a) Pulling out of column from foundation. (b) Flexural cracking at top end of first storey. (c) Level of cracking and spalling (1st storey). (d) Level of cracking (2nd storey).


4.2. Quantitative Test Results
4.2.1. Force-Displacement
According to Beyer et al. base shear can be calculated by three different methods during shake table test.
Method 1. In this method base shear can be calculated from the force applied by the actuator minus the inertia force of the model foundation and table of the shake table. Inertial force of the model foundation and table can be found through the accelerometer installed on it and from their masses:where Vb,act = base shear calculated from accuator, Acc = acceleration recod of accelerometer, MFound = mass of the foundation, MShake table = mass of the shaketable.
Method 2. In this method, base shear can be calculated by summing the inertial forces of the two stories. Inertial forces can be calculated by acceleration recorded by accelerometers installed on each floor and from mass of the story.
Method 3. In this method, base shear can be calculated by the visual measurements of the markers on the slab and foundation.Method 2 was adopted for estimation of base shear in this study. Each storey was instrumented with two accelerometers and two displacement transducers in each direction already discussed in instrumentation Section 2.5, and storey acceleration and displacement was estimated by taking the mean values of acceleration and displacement-time histories, respectively. Inertial storey force was estimated by multiplying average acceleration-time history with approximated storey mass (including self-weight of beams, slabs and half weight of columns below/above + additional mass). The first-storey shear force is the sum of inertial forces of first and second storeys which is equal to base shear, while the second-storey shear is the inertial force of that storey. Relative displacement of the structure was estimated by subtracting average top displacement from the average base displacement. Interstorey displacement was obtained from the average lateral displacement of floor above relative to the average floor displacement below.
The hysteretic behavior of structure is obtained at global and first and second-storey levels as shown in Figure 17. For global hysteretic behavior, the base shear is plotted with average relative displacement. In order to know whether the distribution of displacement over the RC frame is uniform or concentrated in one of the storey, hysteretic curves are plotted for individual storey: first-storey hysteretic curves are obtained by plotting first-storey drift (displacement at first storey top relative to base) with first-storey shear. second-storey shear is plotted with second-storey drift (roof displacement relative to the top of the first-storey displacement). The hysteretic curve reported here are only for selected frequencies (peak response) of shake table test runs. The peak response takes place at 3.12, 5.16, and 4.16 Hz during Test Run-1, Run-2, and Run-3. The test specimen response at different levels of excitation is summarized in Table 6.
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(i)
Figure 17: Hysteretic behavior of structure at each test run. (a) Run-1 global hysteretic response at 3.12 Hz. (b) Test Run-1 second-storey hysteretic response at 3.12 Hz. (c) Test Run-1 first-storey hysteretic response at 3.12 Hz. (d) Global hysteretic response at 5.16 Hz. (e) Run-2 second-storey hysteretic response at 5.16 Hz. (f) Test Run-2 first-storey hysteretic response at 5.16 Hz. (g) Run-3 Global hysteretic response at 4.16 Hz. (h) Run-3 second-storey hysteretic response at 4.16 Hz. (i) Test Run-3 first-storey hysteretic response at 4.16 Hz.


Table 6: Summary of dynamic identification tests.
	

	Testing phase	North–South direction	Damping ratio ζ (%)	East–West direction	Damping ratio ζ (%)
	Period (sec)	Frequency (Hz)	Period (sec)	Frequency (Hz)
	

	Before Test Run-1	0.15	6.45	2.92	0.28	3.48	3.9
	After Test Run-2	0.23	4.21	5.63	0.33	2.98	3.83
	After Test Run-3	0.37	2.67	4.01	0.51	1.93	2.19
	



5. Conclusions
This paper discusses the shake table study conducted on half-scale model of RC frame infilled with URM walls constructed on the multiaxis shake table of EEC, UET, Peshawar. The RC frame was designed for high seismic hazard (Zone IV, with PGA 0.40g, and soil type B) according to the SMRFs requirement [41]. URM infill walls were constructed with brickwork in English bond with 1 part cement and 5 parts sand. The structure was subjected to ambient-free vibrations and shake table tests. To study the test qualification of SMRFs structure infilled with different arrangement of URM for local and global response to earthquakes, sinusoidal base motion with predominant frequencies of near-field earthquakes has been used to extract behavior. A sequence of three runs of base excitation with increasing intensity was applied. Masonry infills collapsed mainly in shear sliding and pretty much in flexural rocking when PGA reaches 0.42g, while complete collapse of URM panels takes place when PGA reaches 1.24g. Weak connections of frame infills particularly at the top layer were the primary cause of damage. URM walls with lintel beam do not provided throughout the masonry panel was much more vulnerable to in-plane and out-of-plane damages. The damping ratio increased after Test Run-2 and then decreased after Test Run-3 due to loss of in-plane and out-of-plane URM walls. RC frame maintains its stability and does not attract any serious damage even at PGA of 1.24g. However, the damage mechanism of beam-sway ensured by SMRFs was altered by the column-sway mechanism. Masonry walls within RC frame altered the load path and lateral force distribution (predominant frame action into predominant truss action) among different members of the test structure by amplifying demand force on the adjacent member, causing plastic hinges at columns end. Experimental test results also revealed that the RC frame infilled with different arrangement of URM which is typical of the construction in Pakistan is more vulnerable to seismic actions compared to the other parts of the world. Peak values and damage level at different stages of excitation are summarized in Table 7.
Table 7: Summary of structure response.
	

	Test	Fundamental time period before test (s)	Average acceleration	Global drift (%)	Global base shear coefficient	Damage level
	Base	Roof	RC frame	URM
	

	Run-1	0.16	0.13	0.18	0.17	0.14	None	None
	Run-2	0.24	0.59	1.07	0.24	0.66	Minor	Mild
	Run-3	0.37	1.24	2.42	0.54	1.48	Minor	Collapse
	


Shake table response of unreinforced masonry and reinforced concrete elements of special moment resisting frame.
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