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The nanocomposites have an extensive use in the current process of membrane preparation, taking into account their unique
features as membranes. Thus, the study of nanocomposite processing to obtain membranes is highly important. In this work,
Brazilian clay was used (Brasgel PA) for the preparation of polyamide/clay nanocomposite. The nanocomposites were produced
in a high rotation homogenizer and in a twin screw extruder. From the nanocomposites and pure polymers processed in the two
equipments, membranes were prepared by the immersion-precipitation method, using formic acid as solvent. By X-ray diffraction
(XRD), the formation of exfoliated and/or partially exfoliated structures with changes in the crystalline phases of the polyamide
was observed. From scanning electron microscopy images, it was observed that the processing clearly influenced the membrane
morphology.

1. Introduction

Recently, the membrane technology is applied in several
industrial processes presenting numerous advantages, such
as continuous processing with low energy consumption and
easy combination with other separation processes [1]. In the
early 1970s, besides the development of classical separation
techniques, new synthetic membranes, which can be used as
a selective barrier, were developed.The synthetic membranes
were designed to improve the characteristics of selectivity
and permeability of natural membranes. The addition of
inorganic nanoparticles (clay) greatly improves the filtration
properties of the membrane. Several studies indicate that
the addition of inorganic nanoparticles in the polymer
solution, used to prepare membrane by phase inversion, can
control the formation and growth of macropores, increase
the number of small pores, and improve the hydrophilicity,
porosity, and permeability and mechanical and antifouling
properties [2, 3].

The membranes can be considered polymeric or inor-
ganic films that work as a semipermeable barrier to filtration
in a molecular scale, separating two phases and restricting,

totally or partially, the transport of one or several chemical
species (solutes) present in a solution [4, 5].

Most membranes used worldwide and so-called second
generation are produced from synthetic polymers, such
as polyamide, polysulfone, polyacrylonitrile, polycarbonate,
and poly(vinylidene fluoride), among others. They show
resistance to the action of strong acids and bases (pH from
2 to 12) and support temperatures close to or even superior to
100∘C. These membranes can also be used with nonaqueous
solvents and have long lifetime [6].

Most of polymer membranes used commercially are
prepared by phase inversion technique, which consists of
three main steps: preparation of polymer solution, spreading
the solution on a surface forming a film with controlled
thickness, and, finally, precipitating nonsolvent for formation
of the polymeric structure of themembranes by using a phase
separation system [7, 8].

Many materials may be used to prepare polymer mem-
branes, among them is the polyamide. This polymer presents
high performance and excellent mechanical and thermal
properties [9]. In addition, the polyamides being used as
nanocomposites matrices where have presented attractive
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properties, for instance, barrier properties to gas perme-
ation. The hybrids organic/inorganic films obtained from
clay present a waterproofing due to the lamellas of mont-
morillonite that act as a barrier with less loads than the
conventional composite films [10].

The polymer nanocomposites are hybrid materials where
particles with nanometric size are dispersed in a polymeric
matrix. They can be considered a new class of polymer
composed of inorganic phases with ultrafine dimensions that
interact with the polymer, thus offering a better combination
of properties such as toughness and resistance, difficult
to be achieved with pure polymer. Reinforced polymers
with low content of clay (1 to 5% in mass) have raised
interest in academic and industrial environments, due to the
considerable improvement in the physical and mechanical
properties, as well as permitting the processing from con-
ventional techniques such as extrusion and/or injection [11–
13].

The aim of this work is to analyze the structure and
morphology of polymericmembranes usingX-ray diffraction
(XRD) and scanning electron microscopy (SEM), respec-
tively. The membranes were prepared by the phase inversion
method from PA6/MMT nanocomposites.

2. Materials and Methods

2.1.Materials. A sample of Brasgel PA clay was used, supplied
by Bentonit União do Nordeste (BUN), from Campina
Grande, Paraiba, Brazil), with cation exchange capacity
(CEC) of 90meq/100 g, and passed in a sieve ABNT 200
mesh. Polyamide 6 from Polyform B300, with average vis-
cosity IV = 140–160mL/g, in the form of granules in white
was used. Formic acid PA fromVetec, with 98% of purity, was
used as solvent to dissolve the polymer and nanocomposites
to prepare the membranes.

2.2. Methods

2.2.1. Preparation of Nanocomposites. For the nanocompos-
ites preparation, 1% was used in mass of clay to the polymer
and two processing equipment: a high rotation homogenizer,
MH-50Hmodel, and a corotational twin screw extruder from
Coperion. In the first, the clay was dispersed directly in the
equipment. In the second, a concentrated (50 : 50% in mass)
in the homogenizer was obtained and then incorporated in a
polymer matrix in the proportion of 1% in mass of clay, using
the extruder. Processing conditions were as follows: mixed in
the homogenizer for 30 to 40 seconds until PA6 melting. The
processing in the extruder is done in a temperature of 260∘C
for 7 existing zones and a screw rotation of 250 rpm. For each
processing step, all materials with polyamide 6 were dried in
a circulating air oven at 80∘C for 2 h and in a vacuum oven at
80∘C for 24 hours.

2.2.2. Preparation of Membranes. For the membrane prepa-
ration, the phase inversion method was used through the
immersion-precipitation technique. The polyamide and its
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Figure 1: X-ray diffraction curves of clay, pure polyamide, and
nanocomposites.

nanocomposites were dissolved in formic acid in a propor-
tion of 20% inmass of polymer under constant stirring for 24
hours, for total polymer dissolution. The solution was spread
in a glass plate, previously washed and dried. The spreading
was done manually with a spacer and the polymer film was
quickly immersed in a precipitation bath with distilled water.
Then, the membranes were removed, washed with distilled
water to remove the residual solvent, and dried at room
temperature. This procedure is according to Leite [14]. The
nomenclature used is the following: Pure PA6 (polyamide
without processing), Extruder PA6,Homogenizer PA6, PA6+
1%MMT, Extruder PA6 + 1%MMT, and Homogenizer PA6 +
1%MMT.

2.2.3. Materials Characterization. The nanocomposites were
characterized by X-ray diffraction (XRD), using a Shimadzu
XRD-6000 equipment, with CuK𝛼 radiation (𝜆 = 1.5418 Å),
40 kV, 30mA, and scanning 2𝜃 from 1.5∘ to 30∘ at a scanning
rate of 2∘/min.

The membranes were characterized by scanning electron
microscopy, using a SSX 550 Superscan from Shimadzu,
operating at 15 kV. Both top and cross section surfaces of the
membranes were evaluated. For the cross section analysis,
the samples were fractured in liquid nitrogen to avoid plastic
deformation. The surfaces were coated with gold.

3. Results and Discussion

3.1. X-Ray Diffraction (XRD). The analysis of X-ray diffrac-
tion of the bentonite clay (MMT) without treatment
(Figure 1) revealed the presence of characteristic peaks of
bentonite and other minerals such as quartz (Q). A peak was
observed in the interplanar distance of 12.77 Å, characteristic
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Figure 2: SEM images of the top surface of the membranes: (a) Pure PA6, (b) Homogenizer PA6, Extruder PA6, (c) Extruder PA6, (d)
Homogenizer PA6 + 1%MMT, and (e) Extruder PA6 + 1%MMT.

of sodiummontmorillonite with small hydration [15] (Santos,
1989).

Through the X-ray results, the presence of two peaks
in the range from 20∘ to 23∘ can be observed, related to
the crystalline planes (200) and (002) of the 𝛼 phase of
polyamide 6.These results are in agreementwith the literature
[14, 16–18]. A crystalline plane (001) that corresponds to the
𝛾 phase of the polymer was also identified. This reflection
occurred for all samples, with higher incidence for extruded
polyamide 6 (close to 21∘). In this case, it is possible to
observe that the predominant crystalline phase of polyamide
is 𝛼. The polyamide 6 is a semicrystalline polymer and
the enlargement of the peaks indicates the existence of
amorphous regions. As can be seen, the incorporation of clay
can change the shape of these peaks, modifying probably the

crystallinity for PA6. According to Khanna and Kuhn [19],
the polyamide 6 can assume two crystallographic forms (𝛼
monoclinic and 𝛾monoclinic and/or pseudohexagonal).

From Figure 1, the disappearance of the characteristic
peak of the clay can be seen, indicating a possible exfoliation
and/or partial exfoliation of nanocomposites formed by
polyamide 6 + 1% of clay. Similar behavior was observed by
Ray and Okamoto and Fornes et al., for the polyamide 6/clay
systems [20, 21].

However, for the sample PA6 extruded, a small contri-
bution of the 𝛼 crystalline phase and, more pronounced, the
formation of 𝛾 phase, which does not occur for the sample
processed in the high rotation homogenizer, should be noted.
This behavior indicates that the processing has influenced the
formation of crystalline arrangement.
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Figure 3: SEM images of the cross section of the membranes: (a) Pure PA6, (b) Homogenizer PA6, (c) Extruder PA6, (d) Homogenizer
PA6+1%MMT, and (e) Extruder PA6+1%MMT.

3.2. Scanning Electron Microscopy (SEM)

3.2.1. Top Surface. Figure 2 presents the SEM images of the
following membrane surfaces: Pure PA6, Homogenizer PA6,
Extruder PA6, and their nanocomposites with 1% of clay.

FromFigure 2(a), it can be verified that Pure PA6 presents
pores with uniform distribution. It is possible to see that
there are less pores for both Homogenizer PA6 (Figure 2(b))
and Extruder PA6 (Figure 2(c)), when compared to the
morphology presented by Pure PA6. Possibly, this change
could be due processing of material.

It was observed that the presence of clay (1%) for the
nanocomposites prepared in the homogenizer and in the
extruder changed considerably the quantity and uniformity
of pores in the membrane, compared to the pure PA6
membrane. The membranes prepared with nanocomposites

with 1% of clay presented a greater number of pores due to
the presence of clay in the polymer matrix.

3.2.2. Cross Section. Figure 3 presents the SEM images with
an overview of the cross sections for the membranes: Pure
PA6, Homogenizer PA6, Extruder PA6, and their nanocom-
posites with 1% of clay.

According to the SEM images, it can observed that
PA6 (Figure 3(a)) presented a well-defined surface with
micropores, allowing for a greater selectivity. The cross
section indicates a thickness of approximately 92.5 𝜇m, with
uniform distribution of pores in the whole membrane. The
Homogenizer PA6 membrane (Figure 3(b)) showed a wide
selective layer, when compared with Pure PA6 membrane,
with a thickness of approximately 183 𝜇m and good pore size
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distribution with presence of “fingers.” The Extruder PA6
membrane (Figure 3(c)) presents a very thin selective layer
when compared with pure PA6 and Homogenizer PA6, with
a thickness of approximately 109 𝜇m, with small, uniform,
and interconnected pores. This behavior can be explained by
the processing performed in the homogenizer and extruder.
Membranes with 1% of clay show “finger” shaped pores
with no connections, which block fluid flows through the
membrane. The Homogenizer PA6 + 1%MMT presented a
thickness of approximately 242 𝜇m. For the Extruder PA6 +
1%MMT, a thickness of approximately 161 𝜇m was observed.

4. Conclusions

Membranes were prepared from PA6/MMT nanocompos-
ites. From X-ray diffraction results, it was observed that
the nanocomposites presented exfoliated and/or partially
exfoliated structure. From SEM images, it was observed
that the Pure PA6 membrane presented uniform pores.
Membrane PA6, prepared with nanocomposites processed
in the homogenizer and extruder, presented small amount
of pores, showing that the processing has influence in the
morphology of the membranes. Membranes prepared from
nanocomposites with 1% of clay presented more pores than
PA6 membrane, showing that the presence of clay has
considerably influenced the morphology. From the images
showing the cross section of the membranes, it was observed
that the processing influenced the thickness of the selective
layer of the membranes. Membranes with clay had not
interconnected pores and a thicker selective layer, which
probably blocked flow membrane.
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