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The fresh, mechanical, and durability properties of the polypropylene fiber-reinforced mortar (PP FRM) and the basalt fiber-
reinforced mortar (BFRM) with various fiber contents were tested in this paper. The test results show that the presence of
polypropylene (PP) fiber and basalt fiber (BF) in the mortar reduces the initial slump flow and increases the slump flow loss rate.
The bond strength and flexural strength of fiber-reinforced mortar (FRM) are improved, whereas no obvious improvement on the
compressive strength has been observed. Compared with the control mortar, the bond strength of PP FRM and BFRM reinforced
with 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3 fiber increases by 16.60%–28.80% and 10.60%–21.40%, respectively. Furthermore, FRM
shows lower drying shrinkage, superior abrasion resistance, water impermeability, and freeze-thaw resistance compared with the
control mortar. The abrasion resistance strength of PP FRM and BFRM is 77.30% and 38.65% more than the control mortar with
2.6 kg/m3 fiber content.Therefore, PP FRMandBFRMare suitable to be utilized as repairmaterials, especially in repairing hydraulic
structures surfaces with excellent bond strength and abrasion resistance.

1. Introduction

Currently, cement-basedmaterials are one of themost widely
used construction materials in the off-shore structures and
marine structures due to their high compressive strength
and low cost. It is noteworthy that cement-based materials
are more brittle than other materials and have inherent
disadvantages including low tensile strength and weakness
in impact resistance. Besides, the cement-based materials are
easy to crack because of the shrinkage of the materials and
the concentration of stress [1–5]. As a result, the off-shore
structures and marine structures begin to suffer degradation
after a period of using time. How to use structures safely
has become a major concerned issue in the development
of sustainable engineering structures. Related studies have
pointed out that utilizing cementmortar to repair the deterio-
rated concrete structures is a cost-effective and easily realized
method to prolong their service life [6, 7]. Therefore, the
repair materials with high mechanical strength and sufficient
durability properties are in great demand.

Over the last three decades, fiber-reinforced mortar
(FRM) and fiber-reinforced concrete (FRC) are among the
most widely used materials to repair old concrete structures
[8, 9].There aremany researches about the properties of FRM
and FRC. A number of previous studies have shown that the
introduction of fibers increases the mechanical strength of
the mortar or concrete, especially in terms of splitting tensile
strength and flexural strength [10–12]. Moreover, the use of
fibers in the mortar or concrete can significantly enhance the
bond strength between old substrate and the repair materials,
which is one of the most important requirements for a
successful repair [1, 8, 13]. In addition, utilizing fibers in the
mortar or concrete also substantially improves the toughness
and flexural postcracking behavior of the mixture [7, 14–16].
Likewise, the presence of fibers also lowers the number and
thewidth of cracks in themortar or concrete due to the bridge
action of them [17]. More importantly is that the incorpora-
tion of fibers improves the durability properties of mortar or
concrete [18, 19], that is, the abrasion resistance and freeze-
thaw resistance. From the studies above, it can be seen that
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some results about the effect of fibers on the properties of the
cement-based materials have been established [20–22]. It has
been found that FRM and FRC show a marked improvement
in toughness and impact resistance and are suitable to be
utilized as repair materials, especially in repairing hydraulic
structures surfaces. However, the main attention of these
researches is paid to the mechanical properties of the repair
mortars.There are still some problems existing on the certain
specific properties of FRM and FRC. For instance, very few
studies focus on the effect of fibers on fresh properties and
durability properties of FRM and FRC, such as the abrasion
resistance, which is one of the most significant requirements
for hydraulic structures. The information about the effect of
fibers on the water penetration depth of FRM and FRC is also
very limited. Therefore, more studies need to be carried out
in these aspects.

In this study, two kinds of FRM were prepared, includ-
ing polypropylene fiber-reinforced mortar (PP FRM) and
basalt fiber-reinforced mortar (BFRM), with fiber contents
of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3. The fresh, mechanical
properties of the mortars were assessed. Durability proper-
ties including drying shrinkage, abrasion resistance, water
permeability, and freeze-thaw resistance of the mortars were
measured too. A more comprehensive understanding about
the effect of PP fiber and BF on the properties of the mortars
was presented.

2. Experimental

2.1. Materials

2.1.1. Cement. The Ordinary Portland Cement (OPC) used
was provided byChinaCement Plant.The chemical composi-
tions and physical properties of the OPC are given in Table 1.

2.1.2. Fine Aggregates. The natural river sand was used as
fine aggregates. The particle size distribution and physical
properties of fine aggregates are presented in Table 2.

2.1.3. Superplasticizer. A sulfonated naphthalene-formalde-
hyde (SNF) superplasticizer (SP) with 2%–4% sodium sulfate
was used in this study. SNF SP is yellow powder and its active
ingredients are more than 97%.The pH of SNF SP is 7–9 and
the chloride content in the SNF SP is 0.2%.

2.1.4. Fiber. Two types of fibers, that is, PP fiber and BF, were
used in this study. The physical and mechanical properties of
PP fiber and BF are presented in Table 3.

2.2. Mix Proportions. In this study, a total of seven mortar
mixeswere used, including one controlmortar and sixmortar
mixes with PP fiber and BF of 0.6 kg/m3, 1.6 kg/m3, and
2.6 kg/m3. The dosage of SNF SP mentioned is the weight
percent of cement content.The details of the mix proportions
of the mortar are shown in Table 4.

2.3. Preparation and Curing Conditions of Samples. First, the
components of the mortar mixture were batched by weight
and cement and fine aggregates were premixed with the dry

Table 1: The chemical compositions and physical properties of the
OPC.

Chemical compositions %
SiO
2

20.58
Al
2
O
3

5.64
Fe
2
O
3

3.95
CaO 62.25
MgO 2.48
TiO
2

0.32
SO
3

3.18
Na
2
O 0.36

Mineral properties %
CS 54.7
C
2
S 20.24

C
3
A 6.59

C
4
AF 12.07

Physical properties
Initial setting time (min) 65
Final setting time (min) 600
Mechanical properties
Compressive strength (MPa)
3 days 17.6
28 days 46.2

Flexural strength (MPa)
3 days 3.5
28 days 7.8

Table 2: The particle size distributions and physical properties of
fine aggregates.

Sieve size (mm) Cumulative pass amount (%)
4.75 100
2.36 100
1.18 78.61
0.6 48.24
0.3 33.1
0.15 0.14
0.075 0.00
Fineness modulus 2.33
Specific gravity 2.51
Water absorption 0.80
Properties
Density-OD (kg/m3)a 2580
Density-SSD (kg/m3)b 2620

aOD-density at absolutely dry condition.
bSSD-density at saturated surface dry condition.

mixing for 1min.Then, the fibers were added into themixture
and mixed for another 1min. After that, the entire amount of
mixing water with SNF SP was added and mixed for 3min,
leading to a total mixing period of 5min. Before casting,
a variety of tests were conducted to determine the fresh
properties of the mortar. Finally, the mortar samples were
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Table 3: The physical and mechanical properties of PP fiber and BF.

Fiber
variety

Length
(mm)

Density
(g/cm3)

Modulus of
elastic (GPa)

Diameter
(𝜇m)

Tensile
strength
(MPa)

Elongation at
break (%)

Water
absorption

PP 4–19 0.91 3.5 20–50 500 12.9 <0.1
BF 20 2.7 93–110 13 624 3.1 <0.5

Table 4: Mix proportions of the mortar.

Mix Cement (kg/m3) Sand (kg/m3) Water (kg/m3) PP fiber (kg/m3) BF (kg/m3) Superplasticizer (%)
Control 680.8 1361.6 367.3 — — 0.2
PP-0.6 680.8 1361.6 367.3 0.6 — 0.2
PP-1.6 680.8 1361.6 367.3 1.6 — 0.2
PP-2.6 680.8 1361.6 367.3 2.6 — 0.2
BF-0.6 680.8 1361.6 367.3 — 0.6 0.2
BF-1.6 680.8 1361.6 367.3 — 1.6 0.2
BF-2.6 680.8 1361.6 367.3 — 2.6 0.2

using a mechanical vibrating table for 2-3min at a frequency
of 50Hz and the vibration amplitude of 0.5mm. The mortar
samples were subsequently cast in the different molds and
covered with a polyethylene film in the laboratory at 23∘C for
24 hours according to GOST 10180. After 1 day, the mortar
samples were removed from the molds and transferred to
a humidity room with a temperature of 20∘C and a relative
humidity of 90 ± 5% until the age of testing.

2.4. Fresh Properties

2.4.1. Workability Test. The workability of the fresh mortar
was indicated by the initial slump flow (by flow table) of the
material measured by a slump test according to EN 1015-3.
The initial slump flow value was represented by the mean
diameter (measured in two perpendicular directions) of the
fresh mortar after lifting the standard slump cone.

2.4.2. Slump Flow Preservation. The slump flow preservation
of the mortar was measured by the slump flow variations of
the mortar with elapsed time. The slump flow value of the
mortar was checked on the initial slump flow and 2 h after
the first test.

2.4.3. Setting Times of the Mortar. The setting times of the
mortar were tested according to EN 480-2 method.

2.5. Mechanical Properties

2.5.1. Flexural Strength and Equivalent Compressive Strength.
The flexural strength and equivalent compressive strength of
the specimens were tested at the ages of 3, 7, 28, 90, and
180 days according to EN 1015-11 test method. The 40mm
× 40mm × 160mm prism samples were prepared and the
flexural strength test results were the average value of three
samples.The equivalent compressive strength test was carried
out on the broken pieces (portions of the prisms broken in the
flexural strength test).

2.5.2. Bond Strength with Old Mortar Substrates. The bond
strength test was conducted according to DL/T5150-2001. In
the test, first, halves of the specimens, which represent the old
mortar, were prepared with the ratio of cement : sand : water
(1 : 3 : 0.5) and cured at 20∘C and 90 ± 5% relative humidity
for 14 days. A total of six halves were cast. Before casting
the new mortar onto the old mortar substrates, the grease
on the bonding surface of old substrates was wiped off by
acetone and brush to clear up the particles on it. After that,
halves of specimens were placed into their respective molds
prior to filling the remaining halves with the newmortar.The
composite specimens were completed as shown in Figure 1.
The bond strength between the new mortar and the old
mortar was calculated by

𝑓
𝑏
=
𝑃

𝐴
, (1)

where 𝑓
𝑏
is the bond strength between the new mortar and

the old mortar (MPa); P is the maximum applied load (N); 𝐴
is the area of bond plane (mm2).

2.6. Durability Properties

2.6.1. Drying Shrinkage. The drying shrinkage test of mortar
was conducted on three 40mm × 40mm × 160mmprismatic
specimens according to modified ASTM C1148 method.
The initial lengths of the mortar bars were measured after
curing in the laboratory for 24 h. Then, the mortar samples
were conveyed to a drying chamber with a temperature of
20–25∘C and a relative humidity of 50–55% until further
measurements at 1, 3, 7, 14, 21, 28, and 56 days.

2.6.2. Abrasion Resistance. The abrasion resistance of the
mortar specimens was tested according to ASTM C1138/97
(an underwater method).Three 𝜑300mm × 100mm cylinder
specimens of the mortar were used for abrasion resistance
test. The mortar specimens were abraded by underwater
steel balls for a period of 72 hours and the weight of the
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Figure 1: Composite specimens for bond strength test.

mortar before and after the test was obtained. Besides, the
morphological changes and damage characteristics of the
specimens were observed. The weight loss and the abrasion
resistance strength of the mortar can be calculated as follows:

Δ𝑀 =
𝑚
0
− 𝑚
1

𝑚
0

, (2)

where Δ𝑀 is the weight loss after abrasion (%); 𝑚
0
is the

weight of specimens before test (kg); 𝑚
1
is the weight of

specimens after test (kg). One has

𝑓
𝑎
=
𝑇𝑆

Δ𝑀
, (3)

where 𝑓
𝑎
is the abrasion resistance strength of mortar

specimens (h/(kg/m2)); 𝑇 is the total testing time (h); 𝑆 is
the area suffered abrasion (m2); Δ𝑀 is the loss of weight of
specimens after abrasion (kg).

2.6.3. Water Permeability. The water permeability test of the
mortar specimens was performed according to DL/T5150-
2001. Six 𝜑70mm × 𝜑80mm × 30mm truncated cone speci-
mens were cured for 28 days. In the test, themortar specimen
was dried at 60∘C until constant mass and the specimen
should be cooled down to room temperature. Then, the four
sides of the mortar specimen were sealed by silicon rubber.
After that, the specimen was placed into water permeability
test equipment for 24 h. An initial water pressure of 0.2MPa
was applied to the bottom of the specimen for 2 h and the
water pressure increased at a rate of 0.1MPa/h until water
penetrated through the specimen. Finally, the water pressure
was kept for another 6 h. The truncated cone specimen was
split into two halves and the water penetration depth was
measured.

2.6.4. Freeze-Thaw Resistance. The freeze-thaw test was car-
ried out according to ASTM C666 method using the spec-
imens of three 40mm × 40mm × 160mm prismatic spec-
imens. The mortar specimens were cured in a humidity
room with a temperature of 20∘C and a relative humidity of
90 ± 5% for 28 days. For each freeze-thaw cycle, the mortar
specimens were frozen at −18∘C for 2 h and then immersed in
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Figure 2: The effect of the contents of PP fiber and BF on the initial
slump flow of the mortar.

water at 4∘C for 2 h. The freeze-thaw resistance of the mortar
specimens was assessed by strength loss and weight loss.

3. Results and Discussion

3.1. The Effect of the Contents of PP Fiber and BF on
the Fresh Properties of the Mortar

3.1.1. Initial Slump Flow and Slump Flow Preservation. From
Figure 2, it can be seen that the initial slump flow values of PP
FRM and BFRM with fiber contents of 0.6 kg/m3, 1.6 kg/m3,
and 2.6 kg/m3 are 195mm, 185mm, and 180mmand 200mm,
197.5mm, and 196.5mm, a reduction of 4.88%, 9.75%, and
12.20% and 2.44%, 3.66%, and 4.15% in comparison to the
initial slump flow of the control mortar. The incorporation
of PP fiber and BF into the mortar significantly decreases
the initial slump flow of the mortar. The reason for this
phenomenon is possible that a network structure may form
due to the distributed fibers in the mortar, which retrains
mixture from segregation and flow. Fibers can absorb more
cement paste to wrap around due to their high contents and
large surface area, and the increase of the viscosity of mixture
leads to the decrease in the workability of mortar [23].

The slumpflow loss rates (after 2 h) of PP FRMandBFRM
are presented in Figure 3.When PP fiber, BF of 0.6 kg/m3 and
1.6 kg/m3, is used in themortar, the slump flow loss rate of the
mortar changes from 11.71% in the control mortar, to 15.89%
and 17.57% and 12.99% and 13.92% in PP FRM and BFRM,
respectively. With the further increase in the contents of PP
fiber and BF from 1.6 kg/m3 to 2.6 kg/m3, PP FRMand BFRM
have a higher slump flow loss rate of 23.61% and 18.57%.

3.1.2. Setting Times of the Mortar. The test results of the set-
ting times of themortar are shown in Figure 4. As noticed, PP
FRM and BFRM with fiber contents of 0.6 kg/m3, 1.6 kg/m3,
and 2.6 kg/m3 have the setting times of 238min, 230min,
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Figure 3:The effect of the contents of PP fiber and BF on the slump
flow loss rate (after 2 h) of the mortar.
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Figure 4: The effect of the replacement level of PP fiber and BF on
the setting times of the mortar.

and 225min and 240min, 235min, and 233min, which are
shortened by 6min, 14min, and 19min and 4min, 9min, and
11min, in comparison to the setting times of control mortar.
The effect of the contents of fiber on the setting times of
mortar is not significant.

3.2. The Effect of the Contents of PP Fiber and BF on
the Mechanical Properties of the Mortar

3.2.1. Flexural Strength. Table 5 gives the flexural strength of
the control mortar, PP FRM, and BFRM at the curing periods
of 3, 7, 28, 90, and 180 days. The flexural strength of all the
mortar mixtures shows an increase with the change of the

curing period and PP FRM and BFRM have a higher flexural
strength than the control mortar. At the curing period of
28 days, the flexural strength of PP FRM and BFRM has an
increase of 18.10%–29.60% and 12.50%–20.80%, respectively,
in comparison to the control mortar. Moreover, at the same
fiber content, PP FRM has a higher flexural strength than
BFRM.

3.2.2. Compressive Strength. Table 6 presents the compressive
strength of control mortar, PP FRM, and BFRM at the curing
periods of 3, 7, 28, 90, and 180 days. It can be seen that
the incorporation of fiber does not significantly change the
magnitude of the mortar compressive strength.The tendency
of the compressive strength of the mortar to increase with PP
fiber and BF incorporating can be found within the curing
periods of 90 days. With the further increase of curing peri-
ods of 180 days, the negative effect of the PP fiber and BF on
the compressive strength of themortar occurs.The test results
are consistent with previous study results [2, 3]. Similarly, at
the same fiber content, the contribution of PP fiber to the
compressive strength of the mortar is higher than that of BF.

3.2.3. Bond Strength. Figure 5 depicts the bond strength
between the new mortar and the old mortar substrates
after curing specimens for 28 days. Since the bond prop-
erty between the deteriorated concrete structures and the
new repair materials is one of the most important factors
for structural integrity and functionality, many researchers
have examined the bond characteristics between the fiber-
reinforced repair mortars and substrates through different
methods. The most widely accepted test methods include
the slant shear test, the splitting tensile test, and the flexural
bond test [1, 8, 13, 24]. All tests results reveal that addition of
fibers to the mortar can significantly enhance the interfacial
bonding between the repair mortar and substrates, no matter
bymeans of direct test or indirect test. Similarly, results in this
direct test show that the increase in bond strength of all FRM
specimens is significant.

The bond strength of PP FRM and BFRM with fiber
contents of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3 is 2.81MPa,
3.00MPa, and 3.10MPa and 2.67MPa, 2.86MPa, and
2.93MPa, respectively. It is 116.60%, 124.60%, and 128.80%
and 110.60%, 118.50%, and 121.40% bond strength of the
control mortar. The increase in the bond strength can be
attributed to this fact that, on one hand, the use of PPfiber and
BF in themortar reduces shrinkage cracking in the interfacial
transition zone and bleeding at the interface [1, 25]. On the
other hand, utilizing PP fiber and BF into the mortar can
also improve the interfacial transition zone between the old
mortar and new repair materials.

Besides, the failure modes of mortar specimens in bond
strength test can generally be categorized into two types,
namely, (1) pure interface failure; (2) interfacial failure
combined with old mortar substrate fracture. Results show
that the contents of PP fiber and BF in the mortar has a large
effect on the bond strength since most interfacial failure of
the specimens containing more than 1.6 kg/m3 fiber contents
occurs after the old mortar substrate suffering some degree
of damage. The rest of the specimens, including the control
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Table 5: Flexural strength test results of the mortar.

Repair
mortar

Flexural strength
3 d 7 d 28 d 90 d 180 d

Measured
(MPa) SE (%) Measured

(MPa) SE (%) Measured
(MPa) SE (%) Measured

(MPa) SE (%) Measured
(MPa) SE (%)

Control 5.40 — 6.40 — 7.20 — 8.10 — 8.70 —
PP-0.6 6.59 22.10 7.71 20.40 8.50 18.10 9.53 17.60 10.19 17.10
PP-1.6 6.93 28.30 8.09 26.40 9.03 25.40 10.09 24.60 10.77 23.80
PP-2.6 7.03 30.20 8.23 28.60 9.33 29.60 10.35 27.80 11.04 26.90
BF-0.6 6.27 16.20 9.09 14.20 8.10 12.50 9.06 11.80 9.71 11.60
BF-1.6 6.58 21.80 7.65 19.60 8.48 17.80 9.45 16.70 10.11 16.20
BF-2.6 6.70 24.10 7.85 22.70 8.70 20.80 9.74 20.30 10.37 19.20
Notes: SE (%) = [(strength of FRM − strength of the control mortar)/strength of the control mortar] × 100%.

Table 6: Compressive strength test results of the mortar.

Repair
mortar

Compressive strength
3 d 7 d 28 d 90 d 180 d

Measured
(MPa) SE (%) Measured

(MPa) SE (%) Measured
(MPa) SE (%) Measured

(MPa) SE (%) Measured
(MPa) SE (%)

Control 16.50 — 30.10 — 51.30 — 56.60 — 58.10 —
PP-0.6 17.87 8.30 32.05 6.50 53.40 4.10 57.28 1.20 57.22 −1.50

PP-1.6 18.34 11.20 32.98 9.60 55.09 7.40 58.58 3.50 55.48 −4.50

PP-2.6 18.50 12.10 33.35 10.80 55.51 8.20 58.92 4.10 55.08 −5.20

BF-0.6 17.19 4.20 31.06 3.20 52.12 1.60 57.02 0.60 57.75 −0.60

BF-1.6 17.60 6.70 31.78 5.60 53.24 3.80 57.73 1.20 56.76 −2.30

BF-2.6 17.84 8.10 31.94 6.10 53.61 4.50 57.90 2.30 56.29 −3.10

Notes: SE (%) = [(strength of FRM − strength of the control mortar)/strength of the control mortar] × 100%.

mortar and mortar with smaller contents of fiber, mostly fail
at the interface, where no cracking and fracturing can be
observed at both the old mortar and the new repair mortar.

3.3. The Effect of the Contents of PP Fiber and BF on
the Durability Properties of the Mortar

3.3.1. Drying Shrinkage. The drying shrinkage values of the
mortar specimens measured at the curing periods of 1, 3,
7, 14, 21, 28, and 56 days are shown in Figure 6. On one
hand, the drying shrinkage increases with curing time for all
specimens, increasing more rapidly at the earlier stages and
slowing down in later stages. On the other hand, both PP
fiber andBF reduce the drying shrinkage ofmortar effectively,
comparedwith the controlmortar.The decrease of the drying
shrinkage value of the mortar is more obvious with the
increase in the contents of fiber. Also, at a given content of
fiber, utilizing PP fiber into the mortar can more effectively
mitigate the drying shrinkage than BF incorporating into the
mortar.

3.3.2. Abrasion Resistance. The spalling of the mortar on
the surface of hydraulic structures can be observed due

to particular conditions, and the abrasion resistance of the
mortar is one of the most significant requirements for
hydraulic structures. In this work, the underwater method
was used to determine the abrasion resistance property of PP
FRMandBFRM.After 72 hours of abrasion resistance testing,
the weight loss, abrasion resistance strength, and the surface
morphology of the mortars are shown in Figures 7 and 8.

It can be observed from Figure 7 that, after 72 hours of
abrasion resistance testing, PP FRM and BFRM with fiber
contents of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3 present a
reduction of 19.49%, 34.38%, and 43.75% and 12.05%, 21.88%,
and 27.83% in weight loss, compared with the control mortar.
Moreover, 24.94%, 53.48%, and 77.30% and 13.71%, 27.87%,
and 38.65% higher abrasion resistance strength than the
control mortar can be found in the mortars with the fiber
contents of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3, respectively.
It shows that the presence of PP fiber and BF in the mortar
shows better results with respect to the abrasion resistance
than those of the control mortar. Horszczaruk [26] also
reported that the concrete reinforced with polymeric fiber
had higher abrasion resistance. Grdic et al. [18] have proved
that the enhancement of mechanical characteristics could
decelerate the abrasive erosion process. As a result of the
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Figure 6: Drying shrinkage curves of FRM at different fiber
contents.

significant improvement inmechanical strength, the abrasion
resistance strength of FRM is enhanced.

The surface morphology of the control mortar and FRM
with a fiber content of 1.6 kg/m3 after abrasion resistance test
can be seen in Figure 8.The surface of PP FRM does not have
clear evidence of the deterioration (Figure 8(a)), while some
gloss begin to recede on the surface of BFRM (Figure 8(b)).
For the control mortar, the surface suffers some obvious
deterioration (Figure 8(c)). PP FRM and BFRM are more
effective than the control mortar on the resistance abrasion
damage. Also, the effect of PP fiber on the abrasion resistance
of the mortar is more significant than BF.

3.3.3. Water Permeability. Figure 9 presents the water pene-
tration depth of the mortar specimens under 1.5MPa. When
contents of PP fibers and BF of 2.6 kg/m3 were used in the

Table 7: Weight loss of the mortar specimens after the freeze-thaw
cycles.

Repair mortar Weight loss (%)
50 cycles 100 cycles 150 cycles

Control 0.25 0.56 0.92
PP-0.6 0.16 0.39 0.78
PP-1.6 0.12 0.32 0.73
PP-2.6 0.09 0.27 0.68
BF-0.6 0.19 0.46 0.86
BF-1.6 0.16 0.40 0.81
BF-2.6 0.14 0.36 0.76

mortar, the water penetration depth changes from 13.8mm
for the control mortar to 4.1mm and 5.6mm for PP FRM
and BFRM, respectively. Since permeability is related to the
porous internal structure of the material and to the linkage
with the external material surface, relevant studies have been
carried out by some researchers. Medina et al. [27] have
reported that as the volume fraction of polypropylene fiber
is increased from 0% to 0.07% in the Natural Pozzolan
Cement concrete, the permeability depth decreases 32%.
Water permeability test performed by Ramezanianpour et al.
[28] indicates that the water penetration depth is 7.7mm for
the concrete specimen with 0.7 kg/m3 polypropylene fiber
content which is 30% lower than that of plain concrete. Such
phenomenon can be explained by this fact, the addition of PP
fibers and BF into the mortar controls the formation of the
crack and effectively reduces the inherent cracking tendency
in the mortar. Besides, pore blocking effect of fibers makes
the pore structures in the hardened mortar become more
disconnected, resulting in less capillary porosity and lower
water penetration of the mortar. Superior water permeability
property can effectively prevent mortars from corroded by
detrimental substances, thus the durability of mortars gets
enhanced. In addition, at the same content of fiber, the effect
of PP fiber on the water penetration of the mortar is more
significant than BF.

3.3.4. Freeze-Thaw Resistance. The damage of the mortar
under freeze-thaw cycles was assessed by the weight loss and
strength loss of the mortars. The test results are shown in
Table 7 and Figure 10.

As shown in Table 7, the process of the freeze-thaw cycles
increased the weight loss of the mortar. Moreover, the change
trend of the weight loss in the control mortar, PP FRM,
and BFRM has no obvious difference. At the same cycles
of freezing and thawing, PP FRM and BFRM have a lower
weight loss than the control mortar. Also, the weight loss of
PP FRM and BFRM reduces with the increase in the content
of the fiber.

Figure 10 shows, after 150 cycles of freezing and thawing,
the compressive strength losses of PP FRM and BFRM with
the fiber contents of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3
are 16.60%, 12,30%, and 10.10% and 17.80%, 14.40%, and
13.50%, respectively. Moreover, after the freeze-thaw cycles,
the mortar samples with the PP fibers and BF of different
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Figure 7: Abrasion resistance test results of FRM: (a) weight loss of FRM; (b) abrasion resistance strength of FRM.

(a) (b)

(c)

Figure 8: Surface morphology of FRM after 72 hours of abrasion: (a) PP FRM; (b) BFRM; (c) control mortar.

contents have a lower compressive strength loss than the
control mortar. It can also be observed from Figure 10 that
the tendency of utilizing PP fibers and BF in the mortar to
reduce the flexural strength loss of the mortar can also be
found after 150 cycles of freezing and thawing. It indicates
that PP fibers and BF in the mortar show an excellent
resistance against the damage caused by freeze-thaw cycles.
This may be due to the fact that the randomly distributed PP
fibers and BF in the mortar mixtures retrain the expansion

of the mortar caused by volume changes of water in the
pores during freeze-thaw cycles and then reduce the damage
[2].

4. Conclusions

The experimental study on the repair properties of PP FRM
and BFRM with fiber contents of 0.6 kg/m3, 1.6 kg/m3, and
2.6 kg/m3, respectively, reveals the following conclusions:
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Figure 10: Strength loss of FRM at different fiber contents after 150 cycles of freezing-thawing: (a) compressive strength loss; (b) flexural
strength loss.

(1) The presence of the PP fiber and BF in the mortar
reduces the initial slump flow and increases the slump
flow loss rate; the use of the PP fiber and BF in the
mortar does not have obvious negative effect on the
setting times of the mortar.

(2) Addition of PP fiber and BF significantly improves
the bond strength and flexural strength of repair
mortar, whereas the compressive strength shows no
obvious increase. Compared with control mortar, the
bond strength of FRM reinforced with 0.6 kg/m3,
1.6 kg/m3, and 2.6 kg/m3 PP fiber presents a 16.60%,
24.60%, and 28.80% increase, respectively. And the
corresponding bond strength increments of BFRM
are 10.60%, 18.50%, and 21.40%.

(3) Addition of both PP fiber and BF to the repair
mortar leads to lower drying shrinkage, superior
abrasion resistance, impermeability, and freeze-thaw
resistance. The abrasion resistance strength of PP
FRM presents a 24.94%, 53.48%, and 77.30% increase,
respectively, over the control mortar with the fiber
contents of 0.6 kg/m3, 1.6 kg/m3, and 2.6 kg/m3. And
the corresponding increment is 13.71%, 27.87%, and
38.65% for BFRM. Compared with the 13.80mm
water penetration depth of the control mortar, the
water penetration depth of PP FRM and BFRM
with 2.6 kg/m3 fiber contents is 4.1mm and 5.6mm,
respectively.

PP FRM outperforms BFRM slightly in every mechanical
and durability property at the same fiber contents. The
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outperformance arises from its lower density and possibly
from the better distribution through the cementitiousmatrix.
However, BF still performs excellently in improving prop-
erties of repair mortar, and as an emerging material, BF is
attaining more applications in engineering field similar to
PP fiber, due to its attractive properties and cheaper price.
Therefore, PP FRM and BFRM are suitable to be utilized as
repair materials, especially in repairing hydraulic structures
surfaces with excellent bond strength and abrasion resistance.
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