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Finite element method (FEM) is used to analyze the mechanical properties of carbon nanotubes (CNTs) reinforced polypropylene
(PP) composites. Firstly, polypropylene is assumed as a viscoelastic material, while carbon nanotubes are assumed as linear elastic
materials to study the effect of temperature on the mechanical properties of neat PP and CNT/PP nanocomposites. Secondly, to
compare the viscoelastic properties of neat PP and CNT/PP nanocomposites, the relaxation time at a specific temperature is used
to investigate the relaxation of the nanocomposites for fixed tensile displacements. ,irdly, the effect of CNT volume fraction on
the viscoelastic properties of nanocomposites is studied at different temperatures. Finally, to better understand the stress
distribution along the CNT axial direction, a single carbon nanotube is isolated in the matrix to compare the stress distribution
with nonisolated CNTs.

1. Introduction

Polypropylene (PP) is used in a wide variety of applications
including packaging, textiles, and automotive components.
Today, several interesting results have been reported for
different PP structures: branching of linear Ziegler–Natta
polypropylene [1], viscoelastic flow analysis, and surface
morphology of injection-molded PP [2], viscous properties
[3], etc. Peng et al. [4] proposed a novel phenomenological
model consisting of springs, dashpot, stress-locks, and
sliders to describe the nonlinear viscoelastic properties of PP
via indentation creep tests at different load levels. However,
PP has a very narrow thermoforming window and the
mechanical properties rapidly decrease with increasing
temperature [5]. Drozdov reported some observations on PP
in uniaxial tensile tests with various strain rates and re-
laxation tests at temperatures ranging from 23 to 120°C [6].
For this range of temperature, the stress (σ) monotonically
increased with strain rate while monotonically decreased
with temperature. Furthermore, Lesan-Khosh et al. [7]
measured the local and global mechanical properties at

various temperatures and strain rates, while reporting some
relations between both types of mechanical properties.

As a low density material, PP is widely used in toys,
package, decoration, etc. However, PP has lower elastic
modulus and strength and poor impact resistance; to im-
prove the mechanical properties of polymers, different types
of particles with specific properties are often added into the
matrix. Nano-clay with different content was blended with
PP to increase the thermal and viscoelastic properties [8].
Peng et al. [9] proposed a phenomenological thermo-me-
chanical viscoelastic constitutive model for PP-wood com-
posites, while Karaduman et al. [10] investigated the
viscoelastic properties of jute/PP nonwoven reinforced
composites.

Although fillers can improve the viscoelastic properties
of PP, nanoparticles are more interesting to modify the
viscosity of PP due to their higher specific surface area [11].
In particular, carbon nanotubes (CNTs) have been exten-
sively studied due to their unique combination of me-
chanical, thermal, and chemical properties [12–14]. For this
reason, they have high potential to modify polymer matrices
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[15–19]. Because of their high stiffness and high strength,
single-wall CNTs (SWCNT) can lead to substantial increases
in mechanical properties even at very low content (less than
1 wt.%) [20]. Arshid et al. [21] presented that CNTs’ volume
fraction elevation caused mechanical properties improve-
ment. However, with increasing CNT content, it is not easy
to disperse them inside highly viscous matrices like PPmelts.
Nevertheless, Deng et al. [22] showed that efficient rein-
forcement can be obtained at only 0.5 wt.% CNT. To further
analyze this condition, a computational method was pre-
sented to account for the effect of MWCNT agglomeration
on themechanical properties of the nanocomposites, and the
predicted modulus was is in good agreement with the ex-
periment data [23]. In addition, the effect of CNT curvature
is also not ignored on mechanical properties of composites.
,e results obtained from [24] indicated that the reinforcing
capacity of CNTs reduces drastically even with a small
waviness as compared to the straight CNTs. In fact, the most
important factor affecting the improvement level was the
PP-CNT interfacial layer [25]. In particular, the formation of
a trans-crystalline layer around the CNT can improve the
stress transfer from the amorphous continuous phase (PP)
to the rigid dispersed phase (CNT). Furthermore, CNT
addition can improve Young’s modulus and yield strength of
nanocomposites under low and high velocity impact [26]. Li
et al. [27] investigated the effects of multiwall carbon
nanotubes on the mechanical properties of isotactic poly-
propylene composites under pressure. ,e results showed
that multiwall carbon nanotubes can efficiently increase
Young’s modulus, yield strength, and elongation when the
composites break and when the pressurization rate is lower
than 5.0MPa/s. CNTs can also be used with other rein-
forcements (such as glass fiber) to produce hybrid systems
improving the modulus and tensile strength of composites
further [28]. Finally, there is possibility to surface modify the
CNT to improve the interfacial stress transfer leading to
improved mechanical properties of polypropylene com-
posites. More details can be found in a review by Bikiaris
[29].

Similar to mechanical improvement, CNTaddition has a
direct effect on the rheological properties of nano-
composites. ,e addition of CNTs can increase the poly-
propylene viscosity leading to a shift from a fluid-like to a
solid-like behavior [30]. ,is is especially the case when the
fraction is above 2 wt.% (critical percolation threshold). A
similar work was presented by Jia et al. [31] where CNT
addition was shown to decrease the recovered strain at
higher temperatures. For example, the unrecovered strain
decreased by 53% and 73% at 1.0% and 2.8 vol.% CNT,
respectively. Furthermore, Shim et al. [32] investigated the
storage/loss modulus and shear viscosity of nanocomposites
with increasing CNT content. Via dynamic frequency
sweeps, the complex viscosity and tan δ (ratio of loss
modulus to storage modulus) behavior were studied by
Wang et al. [33]. On the contrary, the finite element method
(FEM) was extensively used in engineering as a powerful
numerical analysis tool [34]. Montazeri and Naghdabadi
[35] investigated the buckling of CNT reinforced polyeth-
ylene composites when the matrix was assumed to be a

viscoelastic material. Duncan et al. [36] analyzed the effect of
CNT aspect ratio and epoxide-terminated surface modifi-
cation on the glass transition temperature (Tg) and loss
modulus (E”) of nanocomposites. Swain and Roy [37]
showed that quick vibration mitigation was possible by
adding carbon nanotubes into the 934 epoxy according to
micromechanics principles. Hirane et al. [38] further in-
vestigated the static and free vibration of sandwich plates
with layerwise finite element method, and the results showed
that the developed model is promising in the accuracy and
fast rate of convergence.

In our previous works [39, 40], single-wall carbon
nanotubes were randomly distributed into PP and numer-
ically studied via finite element analysis. SWCNTwas shown
to efficiently improve the mechanical properties of nano-
composites at room temperature under different loading
conditions (uniaxial or multiaxial). In this work, literature
data from [7] are used to validate our model at low de-
formation (elastic deformation). ,en, FEM simulations are
performed to investigate the viscoelastic properties of
SWCNT reinforced PP nanocomposites over a range of
temperatures (20, 40, 60, and 80°C) to determine the per-
formance of these materials above room temperature which
is important for engineering applications like automotive
and packaging which are subjected to different temperature
and long-term deformation. As a starting simplification, it is
assumed that the viscous behavior of PP at 20°C is negligible.

2. Numerical Models

A representative volume element (RVE) is used to evaluate
the viscoelastic properties of PP-based composites. To study
the mechanical behavior of this RVE via the finite element
method, the effect of SWCNT content on the stress-time
curves of SWCNT/PP nanocomposites under different
temperatures is investigated. ,e numerical specimen is
assumed to be a cylinder for which the length and end
diameter are constant at 600 nm and 200 nm, respectively.
SWCNT is randomly distributed in the cylinder (PP matrix)
along the deformation direction. ,e SWCNT diameter is
taken as 1.4 nm, and the length is 400 nm [40]. As a first step,
the SWCNT volume fraction is fixed at 0.5%. ,en, the
SWCNT content was increased from 0.5% to 1.5%. All
specimens are created in MATLAB and tested for uniaxial
tension. Figure 1(a) shows the mechanical model of the
nanocomposites. ,e node displacements of the bottom
along the x, y, and z directions are constrained. A dis-
placement taken as 0.1 nm for tensile numerical simulations
is applied to the nodes of the top surface of the nano-
composites. ,e reaction forces are calculated on the surface
where the displacement conditions are given.

,e commercial finite software MSC.MARC is used
because of its wide range of element libraries [41]. Two types
of finite elements are selected here: Element 7 and Element
98. Element 7 is an eight-node, isoparametric, arbitrary
hexahedron with trilinear interpolation functions, and the
strains tend to be constant throughout the element. ,is
results in a poor representation of the shear behavior. ,e
stiffness of this element is formed using eight-point
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Gaussian integration. For a nearly incompressible behavior,
including plasticity or creep, it is advantageous to use an
alternative integration procedure. ,is element can be used
for all constitutive relations. Here, Element 7 is used to
simulate the matrix (PP). No significant differences between
the results obtained from 3-D truss or beam elements were
found based on preliminary trials. Hence, the beam element
was selected to simulate the SWCNT. Element 98 is a thick
straight beam including transverse shear effects with not
only linear elastic material response, but also nonlinear
elastic and inelastic material response. ,is element uses a
one-point integration scheme located at the midspan leading
to an exact calculation for bending and a reduced integration
scheme for shear. Element 98 has two nodes, and each node
has six degrees of freedom including three translations and
three rotations. In addition, linear interpolation is used for
the axial and transverse displacements, as well as for rota-
tion. Element 98 is used to model the reinforcement
(SWCNT). Each SWCNT fiber length is 400 nm, and the
corresponding element length is 10 nm.

3. Mechanical Properties

MSC.MARC has two models to represent viscoelastic ma-
terials. ,e first is a Kelvin–Voigt model, while the second is
a general hereditary integral approach. ,e Kelvin–Voigt
model allows the rate of change of the inelastic strain to be a
function of the total stress and the previous strain. ,e
Kelvin–Voigt behavior (viscoelasticity) is modeled by as-
suming an additional creep strain. As represented in the
Kelvin–Voigt model, the stress-strain relationships depend
on the current stress and strain state. However, the complete
stress history is necessary. In terms of the hereditary inte-
grals or Duhamel integrals, the constitutive behavior is most
readily expressed as these integrals are formed by consid-
ering the stress or strain build-up at successive times. Two
equivalent integral forms exist: the stress relaxation form
and the creep function form. Here, the stress relaxation form
is used.

In the stress relaxation form, the deviatoric and volu-
metric behavior of an isotropic viscoelastic material are

assumed to be fully decoupled and described by a time-
dependent shear and bulk moduli. ,e bulk modulus is
generally assumed to be time independent. However, this is
an unnecessary restriction of the general theory. In this
work, the bulk modulus is neglected, and the shear modulus
can be expressed in a Prony series as given in [42]:
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where G(t) is the shear-stress relaxation functions, they
represent the response to a unit applied strain and have
characteristic relaxation times associated with them, G∞
represents the long-term shear modulus, andτi is a positive
time constant (relaxation time). For short time (t� 0),
equation (1) can be written as equation (2). It describes the
instantaneous elastic effect. In our case, the value of n was
taken as one to compare the effect of relaxation time on
viscoelastic properties of composites.

Here, PP is assumed to be a viscoelastic material for the
temperature range studied (20 to 80°C). When the tem-
perature is 20°C, the relaxation modulus Gn is considered
negligible, while the values for higher temperatures are taken
from [7]. SWCNT is assumed to be globally isotropic and
characterized by a linear elastic behavior. In this case, the
following elastic constants are selected: Young’s modulus
(E� 1030GPa) and Poisson’s ratio (]� 0.063) [39].

Finally, the SWCNT/PP nanocomposite is approximated
as a two-phase material, and the SWCNT-PP interface is
assumed to have perfect adhesion (no slip here, which will be
studied in a future work). ,e mechanical properties of each
component are listed in Table 1. All the numerical simu-
lations are convergent.

4. Results

To characterize the viscoelastic behavior of the materials, the
relaxation modulus is used to depict the time dependence of
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Figure 1: Numerical model for (a) mechanical model; (b) top view of the model; (c) side view of SWCNT/PP.
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SWCNT/PP nanocomposites and neat PP. On the contrary,
SWCNT content will play an important role on the me-
chanical properties of the nanocomposites. In these

numerical simulations, the effect of SWCNTvolume fraction
on the viscoelasticity of the nanocomposites and neat PP is
investigated.

Table 1: Mechanical properties of the components.

Mechanical properties SWCNT Polypropylene
Young’s modulus (GPa) 1030 1.88
Tensile strength (GPa) 30 0.0348
Poisson ratio 0.063 0.40
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Figure 2: Tensile reaction force-time curves of the numerical specimens for different temperature: (a) relaxation time t� 1 s; (b) relaxation
time t� 0.1 s; (c) relaxation time t� 0.01 s; (d) SWCNT in the matrix.
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4.1. Effect of Temperature. In this work, the global mechanical
properties of PP are selected [7]. ,e elastic modulus of PP is
taken as 1880MPa, which is the value at 20°C. When the
temperature increases to 40, 60, and 80°C, the elasticmodulus is
taken as 1536MPa, 946MPa, and 586MPa, respectively. To
investigate the viscoelastic properties of PP and SWCNT/PP
composites, the loss modulus can be transformed to the time-
dependent relaxation modulus which is 122.8MPa, 333.5MPa,

or 462.1MPa in terms of the relationship between the elastic
modulus and the shear modulus. Here, the variation of the
relaxation time is used to simulate the viscoelastic properties of
the neat PP and SWCNT/PP nanocomposites at various
temperatures. ,e numerical results are plotted in Figure 2. In
all cases, the loading displacement is fixed at 0.1 nm, and the
SWCNTvolume fraction is fixed at 0.5%, so the reaction forces,
which are the response to the displacement, are obtained.
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Figure 3: Effects of temperature and relaxation time on viscoelastic properties of PP and CNT/PP with CNT volume fraction of 0.5%. (a)
Temperature; (b) relaxation time.
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Figure 4: Reaction force-time curves with different relaxation time: (a) neat polypropylene; (b) SWCNT/PP nanocomposites.
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Figure 2(a) shows the reaction force-loading time curves of PP
and SWCNT/PP composites at a fixed relaxation time of 1 s.
From this plot, it is clear that for all cases (neat PP and
SWCNT/PP), the reaction forces decrease (relaxation phe-
nomenon) with time. It is also easy to see that increasing the
temperature decreases the viscoelastic properties of the matrix
and nanocomposites. For example, at T� 80°C and t� 3 s, the
reaction force for neat PP decreases from 10.188nN to 3.799 at
20°C (63%). However, for the nanocomposites, the reaction
force decreases only from 26.636 to 15.821nN (41%), indicating
a better resistance of the nanocomposite at higher temperature
compared to the neatmatrix.,e plot also shows that to get the
same deformation, higher loading must be applied on the
nanocomposites compared to the neat matrix. For example,

when the temperature is 60°C and t� 3 s, the reaction force of
SWCNT/PP is 19.294nN, which is higher (2.42 times) than
5.641nN for the neat PP. Similar trends for a relaxation time of
0.1 or 0.01 s are reported in Figures 2(b) and 2(c), respectively.
Compared with Figure 2(a), the relaxation time has a direct
effect on the viscoelastic properties of PP and SWCNT/PP
nanocomposites. In all cases, increasing the relaxation time
decreases the reaction force.

To clearly compare the effects of the temperature and
relaxation time on the viscoelastic properties of composites,
the specific loading time (0 s and 3 s) and CNTcontent (0.5%)
are selected to analyze the results. Considering the cross-
sectional area of the specimen, the reaction forces can be
transferred to be the reaction stresses. ,e related data are
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Figure 5: Results for one SWCNT in a nanocomposite for a relaxation time of t� 0.1 s, (a) stress-arc length curves for nonisolated SWCNT;
(b) stress-arc length curves for isolated SWCNT; (c) stress-arc length curves at different loading steps for nonisolated SWCNT; (d) stress-arc
length curves at different loading steps for isolated SWCNT.
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plotted in Figure 3(a). It can be seen that the reaction stresses
of CNT/PP is much larger than that of PP whatever the
loading time is taken as 0 s or 3 s.When the loading time is 3 s,
the reaction stresses decrease with the increasing temperature.

Figure 4 presents the effect of the relaxation time on the
viscoelastic properties of the neat PP and SWCNT/PP
nanocomposites at 80C. From Figure 4(a), the reaction force
for neat PP decreases very rapidly with decreasing relaxation
time. For example, at 3 s, when the relaxation time is 100, 10,
1, 0.1, and 0.01 s, the reaction force decreases from 9.999 nN
to 8.515, 3.799, 3.393, and 3.393 nN, respectively. ,e same
trend occurs in Figure 4(b). However, because of the
SWCNT reinforcement, the reaction force is much higher

and decreases more slowly than for neat PP. At 3 s, with the
relaxation time taken as 100, 10, 1, 0.1, and 0.01 s, the re-
action force for SWCNT/PP nanocomposites decreases from
26.356 nN to 24.128, 15.821, 14.289, and 14.289 nN, re-
spectively. At the specific loading time and CNT content
(0.5%), the effects of the relaxation time on the viscoelastic
properties of composites are plotted in Figure 3(b). It is clear
that the reaction stresses of composites increase with the
relaxation time increasing. If the relaxation time is larger
enough, the viscoelastic property of composite is more close
to the elastic property.

To better determine the effect of SWCNT on the me-
chanical properties of the neat polypropylene and
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Figure 6: (a) Reaction force-time curves of PP and SWCNT/PP nanocomposites at node A for different temperature; (b) the displacement-
arc length curves of the nodes along path AB at 80°C; (c) the position of nodes A and B; (d) the displacement-time curves of node C for
SWCNT/PP nanocomposites when the load is fixed at 10 nN.
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nanocomposites at different temperature, the analyzed re-
sults of a single fiber (SWCNT) are isolated from the
composite, so the stresses, strains, and other mechanical
properties of the SWCNT can be separately determined.
Figures 5(a) and 5(b) show the stress distributions at dif-
ferent nodes for one SWCNT nonisolated and isolated el-
ement. Nonisolated element includes the matrix element
and carbon nanotube element, which can undertake the
stress and deformation together, while the isolated element
only includes the carbon nanotube element to withstand the
stress and deformation. For the nonisolated elements, when
the arc length is 100 nm, the stresses reach a maximum value
of 62.213, 58.167, 47.649, and 37.129MPa as the temperature
increases from 20 to 40, 60, and 80°C, respectively. For the

isolated elements, the maximum stresses are from 186.703 to
174.568, 143.025, and 111.473MPa for the same tempera-
tures. From these results, it can be seen that SWCNT can
sustain more stresses and restrict more effectively the de-
formation of the polypropylene matrix, especially as the
temperature increases.

To better understand the stress distributions on the
nodes, the stresses at different loading steps are presented in
Figures 5(c) and 5(d) at a temperature of 80°C. From these
results, it is clear that the stresses initially relax very quickly,
but after step 20, the decreasing trend is slower.

Figure 6(a) shows the reaction force-time curves of the
neat PP and SWCNT/PP nanocomposites at node A
(Figure 6(c)). With increasing temperature, the trends are
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Figure 7: Reaction force-time curves of the nanocomposites with different SWCNTcontent for a 0.1 nm loading displacement at different
temperatures: (a) 20; (b) 40; (c) 60; (d) 80°C.
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similar to Figure 2. To keep the same deformation, the node
A will be set at higher loading. In general, because node B is
fixed, it has no displacement, so node A is given a constant
displacement of 0.1 nm. For the neat PP, the nodes between
A and B will follow a linear displacement. However, for
SWCNT/PP nanocomposites, the distribution of SWCNT in
the matrix will affect the displacement between nodes A and
B as reported in Figure 6(b). ,e displacements close to
nodes A and B change very rapidly at 80°C; for this case,
there is a nonlinear deformation along the axial direction for
SWCNT/PP nanocomposites.

For a viscoelastic material, the deformation will increase
if the load is constant. To analyze the viscoelastic properties
for this case, a load of 10 nN is applied to the top of SWCNT/
PP nanocomposites. ,e numerical results for the

temperature selected are plotted in Figure 6(d). It can be seen
that the initial deformations of the nanocomposites are
larger. However, after 0.3 s, the displacements of the
nanocomposites are negligible. As expected, the creep of
SWCNT/PP nanocomposites increases with temperature;
i.e., higher deformation over a longer period of time.

4.2. Effect of SWCNT Content. Assuming a relaxation time
of 0.01 s, three SWCNTvolume fractions (0.5, 1.0, and 1.5%)
are selected to simulate the viscoelastic properties of
SWCNT/PP nanocomposites and compare them with the
viscoelasticity of the neat polypropylene. ,e numerical
results for 20, 40, 60, and 80°C are plotted in Figures 7(a) to
7(d) assuming there is negligible relaxation for SWCNT/PP
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Figure 8: Reaction force-time curves of the nanocomposites with different SWCNTcontent for a 0.1 nm loading displacement: (a) 20; (b) 40;
(c) 60; (d) 80°C.
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and neat PP at 20°C. In Figure 7(a), the relaxation modulus
of the neat PP and SWCNT/PP are negligible, while the
presence of SWCNT only improves the matrix rigidity.
When the SWCNTcontent is 0.5, 1.0, and 1.5%, the reaction
forces increase to 26.636, 38.119, and 49.230 nN, respec-
tively, compared to 10.188 nN for the neat PP. In Figure 7(b),
the relaxation modulus at 40oC of PP is 122.8MPa and
relaxation occurs. When the time is 0.03 s, the reaction force
of SWCNT/PP nanocomposites dropped to 24.251, 35.034,
and 45.529 nN compared to 8.594 nN for the neat PP, and
then the reaction forces do not change. When the tem-
perature reaches 60°C and 80°C, the relaxation modulus of
PP is 333.5MPa and 462.1MPa, respectively. In these two
cases, the relaxation phenomena are more obvious, espe-
cially at 80°C; i.e., the relaxation modulus of PP is 462.1MPa,
and the reaction force of SWCNT/PP dropped from
49.230 nN to 28.675 nN with 1.5% of SWCNT. In general,
with increasing temperature, the relaxation phenomena of
the composites are more obvious with increasing temper-
ature; i.e., higher variation levels over longer periods of time.

To compare the effects of the relaxation time on the
viscoelastic properties of SWCNT/PP nanocomposites with
different SWCNT content, a relaxation time of 1 s is as-
sumed. ,e results for 20, 40, 60, and 80°C are plotted in
Figures 8(a) to 8(d). Similarly, in Figure 8(a), the relaxation
moduli of neat PP and SWCNT/PP are negligible, while
SWCNT only improves the matrix rigidity. With increasing
temperature, the reaction force of the composites along the
loading direction decreases more rapidly. Especially at 80oC,
the reaction force of SWCNT/PP in Figure 8(d) dropped
from 49.230 nN to 39.054 nN (time� 1 s) and 31.570 nN
(time� 3 s) with 1.5% of SWCNT. Compared with
Figure 8(d), when the relaxation time changes from 0.01 s to
1 s, whatever the SWCNT volume fraction, the viscous
properties of the composites are not obvious. ,at is to say,
from the simulations (compare Figure 7 with Figure 8), the
viscoelastic properties of the composites are more affected by
temperature and relaxation time than the SWCNT content
for the range of conditions investigated.

5. Conclusions

In this work, the relaxation time and relaxation modulus
were used to depict the viscoelastic properties of polypro-
pylene (PP) as a matrix. ,en, the effects of temperature
(20–80°C) and single-wall carbon nanotube (SWCNT)
content (0.5–1.5 vol.%) were investigated using numerical
simulations (finite element method) to determine the vis-
coelastic properties of PP and SWCNT/PP nanocomposites
for uniaxial tension loading. From the results obtained, the
main conclusions are as follows:

(1) Keeping the loading displacement constant, the re-
action forces decreased with time (relaxation). As
expected, the changes were faster with increasing
temperature and decreasing relaxation time. When
the loading time is fixed 0 s and 3 s, the SWCNT
volume fraction is fixed 0.5%, it is clear that the stress
capacity of PP or CNT/PP decreases with increasing

temperature, especially the temperature is taken as
80°C. Similarly, if the relaxation time is greater
enough, the fluid-like characteristic of composite is
more close to the solid-like characteristic.

(2) Whatever the temperature and relaxation time,
SWCNTcan very efficiently improve the mechanical
properties of the nanocomposites (rigidity) when the
loading displacement is fixed, even at low content.
However, increasing SWCNT volume fraction led to
higher stiffness and strength of the SWCNT/PP
nanocomposites. On the contrary, when the loading
force was fixed, SWCNT efficiently restricted the
deformation of the nanocomposites. As SWCNT
content increased, the creeping behavior of the
nanocomposites became less important.

(3) By isolating a SWCNT in the matrix, it was possible
to show that SWCNT can undertake more stresses
than the neat PP in SWCNT/PP nanocomposites. At
the same time, comparing the homogeneous mate-
rial, SWCNT is randomly distributed in the matrix,
so the stresses distribution in the matrix changes for
different SWCNT locations. ,e nodes rigidly
connected to SWCNTundertook more stresses than
those of the neat PP regions.
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