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This study is attempted to extract the amorphous silica composites using the combined HNO3 leaching-calcination (600°C/6 h)
method from corn stalk harvested in Bishoftu, Ethiopia, owning to its profuse dumping, less cost, and negative environmental
implications. The resultant composite characteristics such as amorphous nature are connected via the grain boundary which
produces an agglomerated structure that has a disordered morphology, and the presence of siloxane and silanol groups, as well
as additional functional groups, is reported. The synthesized product is applied in the removal of oil from synthetic oily
wastewater (SYOWW) using batch mode delivering a maximum oil removal of up to 99%. The outcome of the study features
the potential acclimatization of the Ethiopian corn stalk as a substitute precursor for the production of silica composites which
has a potential oil adsorption capacity that can be used for oil spill cleanup.

1. Introduction

Conversion of agroindustrial solid wastes produced on a
large scale to value-added products is a key challenge for sus-
tainable and green chemistry approaches in the circular
economy concept. Creative and innovative conduct to reduce
the waste, impacts, and environmental contamination
sourced by their indiscriminate disposal has been targeted
in the 21st century [1]. Corn, among other agroindustrial
byproducts, has rapidly expanded and altered Africa’s farm-
ing methods as the most significant food crop. Corn is widely
planted in Ethiopia, and its area is still growing faster than
any other crop. According to a study conducted by Ethiopia’s
Central Statistical Agency, 7.1 million hectares of corn crop-
ping were apprehended at the national level in 2010. [2]. It
was 971 thousand tonnes in 1971 and expanded to 8600
thousand tonnes in 2020 with 7.60% of an average annual
growth rate. The leftover corn stalks are classified as trash

and disposed of in large quantities in a landfill after harvest-
ing and burning. The chemical components in the corn stalk
are transformed into combustible gases like methane, carbon
monoxide, hydrogen, and ash [3] when they are burned,
causing deterioration consequences.

Material scientists are paying close attention to silica
(SiO2) because of its widespread use in a variety of fields,
including the creation of a new class of material, solar energy
systems, and water purification [4, 5]. Various agricultural
wastes are used as reinforcement in the creation of silica
composites [3, 6, 7]. However, literature on the extirpation
of silica from the Ethiopian corn stalks is very limited [8].
Sodium silicate acidification by reacting materials containing
silica is a common silica synthesis method that consumes a
lot of energy. As a requirement, developing a simple, low-
cost, and low-energy mode for silica development from
agroindustrial waste would be advantageous [9]. Hence, the
current research is centered on extracting silica composites
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from Ethiopian maize stalks as a value-added product with
oil adsorption capacity.

2. Methodology

Corn stalks (CS) were obtained from an Ethiopian agricul-
tural area in Bishoftu. After successive washing using tap
water to remove the physically adhered impurities, CS was
dried in an air-circulated oven at 100 ± 2°C for 12 h. The
dried CS was chopped by an electric grinder into small
pieces for auxiliary treatment. Silica synthesis was performed
by acid (1N HNO3) leaching under the boiling condition for
1 h followed by thorough washing with warm distilled water
to remove acid and then calcination in an electric furnace at
600°C for 6 h, as depicted by Ghorbani et al. [9]. The resul-
tant material of corn stalk silica composite (CSSC) was fur-
ther characterized by energy-dispersive X-ray spectroscopy
(EDS) coupled with scanning electron microscopy (SEM)
instrument (JSM 6360, JEOL, Japan), X-ray diffraction
(XRD) (X-Pal PRO, Pan Analytical, The Netherlands), and
Fourier transform-infrared (FTIR) spectrometer (Spectrum,
PerkinElmer, USA) [8].

The preparation of SYOWW was done according to
Shoba et al. [10] and Izevbekhai et al. [11]. To achieve a
homogeneous SYOWW solution, various concentrations
(100, 200, 400,600, 800, and 1000mg) of vacuum pump oil
(Mobil, USA) and sodium dodecyl sulfate (0.01 g) were
added to 1 L of distilled water and sonicated (probe sonica-
tion) for 15min at 75% amplitude. This SYOWW was uti-
lized in a batch mode for the oil adsorption experiment,
with a variable amount (1-5mg) of adsorbent (CSSC) placed
in an emptied tea bag. After sealing the teabag with a plastic
sealer and placing it in 50mL of SYOWW (100-1000mg/L),
it was left undisturbed for a predetermined amount of time
(24 h). An empty tea bag without CSSC has been used as a
control. After treatment, UV-Vis spectroscopy was used to
determine the absorbance of the samples, and the oil
removal efficiency (%) was calculated as follows [11]:

Removal %ð Þ = Oi −Ofð Þ
Oi

� �
× 100, ð1Þ

where Oi and Of are the optical density (OD) values cor-
responding to initial oil concentration and final oil concen-

tration after the adsorption treatment. The mean average
and standard errors were calculated from the technical trip-
licates of the experiments.

3. Results and Discussion

The CSSC produced by calcination at 600°C was found as a
white-colored powder. Temperature optimization study was
conducted by Ghorbani et al. [12] for silica production from
plant biomass and suggested that 600°C for 6 h was the opti-
mal condition for silica extraction. Hence, the specific tem-
perature (600°C) and time (6 h) for calcination are used as
constant operating conditions in this work. Plant biomass
leaching with an acidic solvent prior to calcination has been
proven to be an effective strategy for removing significant
metallic impurities, resulting in the creation of ash that is
practically white in color [9, 13], and the same is obtained
in this investigation. EDS analysis (Figure 1(a)) revealed that
CSSC is in a composite manner with the silica as a major ele-
ment (48.24wt %) along with other elements of O, Na, Cl, S,
and K. EDS analysis (Table 1, Figure 1) reported a decrease
of impurities (chlorine, phosphate, etc.) and an increase in
silicon (Si) content (9.04% to 48.24%) in comparison to
the CS ash (Figure 1(b)), which is produced by calcinating
(600°C/6 h) CS without HNO3 leaching. This could be
related to the elimination of several soluble components
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Figure 1: EDS analysis of (a) CSSC and (b) CS ash.

Table 1: Elemental composition of CS ash and CSSC by EDS
analysis.

Element
Weight (%)

CS ash CSSC

Oxygen (O) 46.98 39.18

Silicon (Si) 9.04 48.24

Sulfur (S) 1.04 2.33

Potassium (K) 27.96 1.29

Sodium (Na) — 6.97

Aluminum (Al) — 1.99

Calcium (Ca) 2.29 —

Magnesium (Mg) 1.51 —

Phosphorus (P) 0.95 —

Chlorine (Cl) 10.24 —
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from CS during HNO3 pretreatment, like as cellulose and
hemicellulose. SEM image (Figure 2) of CSSC divulged that
the morphology has no definite shape and the individual
particle’s size is intricate to measure because of their agglom-
eration. The particles have a tendency to accumulate rapidly
on the powdery surface due to the silica’s nonconductive
nature to form an agglomeration [14]. As a result, it was pre-
dicted at random that the particle sizes would range from
nano to micron, which is consistent with the literature [15,
16].

The organic material that contains silicon in a high per-
centage can generate crystalline or amorphous silica by the
burning process [1]. The XRD diffraction pattern of CSSC
(Figure 3) exhibited a hill-like peak around 2θ = 15 – 30°
which is relative to highly disordered silica. The other salts
are detected in the XRD pattern as impurities in addition
to silica, and it is possible that various insoluble salts are
retained in the filtration process by adhering to silicon parti-

cles. According to the literature, escalating high tempera-
tures (>600°C) cause amorphous silica to crystallize into
cristobalite and/or tridymite. Because silica is rendered inert
in its crystalline form, such crystallization is a disadvantage
in the creation of silicon-based products [17]. This issue is
circumvented in this study by burning CS at 600°C to reduce
the unburned carbon and retain the amorphous silica.

FTIR analysis was used to identify the primary func-
tional groups contained in the CSSC, as shown in Figure 4.
The wide peak in the 3410-3470 cm-1 range is caused by
the O-H bond stretching vibration created by the silanol
(O-H) groups, which could be owed to moisture that is
absorbed on the surface of silica. The Si-O-Si (bending, sym-
metric, and asymmetric) groups are attributed in the region
from 400 to 1300 cm-1. The production of sodium silicate is
also confirmed by the presence of a peak at 1390 cm-1. The
findings are consistent with those reported by earlier
researchers [3, 5, 9]. The water molecule absorbed on the

Figure 2: SEM image of CSSC.
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Figure 3: XRD pattern of CSSC.
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silica is evident in the H-O-H bending vibration by a peak
around 1650 cm-1. The literature stated that the surface –
OH group can be easily produced during the contact of silica
with the atmosphere [18, 19].

As seen from Figure 5, adsorption (%) increased steadily
up to 99% for the oil concentration from 100 to 600mg/L
and it subsequently reduced to 92% and 87% for the oil con-
centration of 800 and 1000mg/L, respectively, which was the
maximum with a further increase in adsorbent (CSSC) dos-

age from 1 to 5mg/L. The mild removal was observed in
control which might be due to the adsorption/absorption
behavior of an empty tea bag. The oil droplets enter easily
into the pores of the adsorbent when the initial oil content
was lower; hence, it elevates the adsorption rate [11, 20].
When oil concentration increases, it substantially makes
the oil droplets equal the size of the adsorbent pores and cre-
ate competition. Hence, there was a subsequent drop in
adsorption efficiency at this condition. The percentage of
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Figure 4: FTIR spectra of CSSC.
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Figure 5: Oil removal efficiency of CSSC from SYOWW.
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adsorption increased marginally as the adsorbent dosage was
increased. The introduction of new and additional binding
sites on the adsorbents might be the cause of this observed
trend [11, 21].

4. Conclusion

The HNO3 leaching and calcination (600°C/6 h) method will
be a potential way to extract the silica from the corn stalk
and also its impact on the attrition of salt and metal impuri-
ties in the resultant silica composite. The CSSC can be used
as a potential adsorbent to remove the oil from synthetic
contaminated water. This research outcome enlightens the
possible waste oversights as well as encourages economic
heterogeneity entrained on by the current corn waste man-
agement strategies in Ethiopia. However, further studies
are needed to elucidate the comprehensive mechanism and
performance of CSSC in the pollution remediation process.

Data Availability

Data are available from the corresponding author upon
request.
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