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Photocatalytic degradation of aqueous organic solvents
in the presence of hydroxyl radical scavengers
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Abstract. Tetrahydrofuran (THF) and 1,4-dioxane (DIOX) are two common solvents that are found in
contaminated groundwater. Photocatalytic degradation of these two organic solvents in water was studied
in the presence of carbonate and bicarbonate, which are hydroxyl radical scavengers. The reactions were
performed in an annular slurry photoreactor. It was found that bicarbonate and carbonate ions acted as
hydroxyl radical scavengers and slowed down the DIOX degradation rate but did not significantly affect
the THF degradation rate. The slight enhancement in the THF degradation rate in the presence of sodium
bicarbonate may be due to the increase in pH. In addition, it appears that bicarbonate and carbonate ions
were reduced to other organic species during the photocatalytic reaction.

1. INTRODUCTION

The presence of some inorganic impurities may af-
fect the photocatalytic destruction of organics in wa-
ter and wastewater. It is believed that these anions
scavenge hydroxyl radicals [4, 6–10], which are re-
sponsible for attacking organics. To date there is little
information regarding the effects of these impurities on
photocatalysis. Although there are some studies which
include the effects of these ions in advanced oxida-
tion processes (AOPs) [4, 6–10], these effects are some-
times neglected in photocatalysis. Bicarbonate and
carbonate ions are commonly found in surface wa-
ters, groundwaters, and wastewaters. For instance, bi-
carbonate ions in the Gloucester landfill groundwater,
Gloucester, Ontario, Canada, are about 150–300mg/L
(∼ 2.5–5mM) [11]. In the previous study [18], the photo-
catalytic degradation of THF and DIOX was thoroughly
investigated in the absence of carbonate and bicarbon-
ate scavengers. In this study, the effects of these ions on
the photocatalytic degradation of tetrahydrofuran and
1,4-dioxane were examined. For the purpose of this in-
vestigation, NaHCO3 was used to explore the effects of
carbonate and bicarbonate anions on the photocatalytic
degradation of THF and DIOX.
Most water and wastewater samples will have a

few inorganic compounds that can potentially act as
hydroxyl radical scavengers during photocatalysis pro-
cesses. Carbonate and bicarbonate ions are well known
as hydroxyl radical scavengers in processes such as
flash photolysis and pulse radiolysis [1–5, 10]. Other
anion species such as phosphates, sulfates, and nitrates
may also be present in water and their effects on photo-
catalysis need to be addressed. Behar et al. [4] and other
researchers [1–3, 5, 10] showed that in pulse radiolysis,
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bicarbonate and carbonate ions react with hydroxyl
radicals to produce carbonate radical ions via the
following reactions:
At low pH levels:

HCO−3 + •OH −→ CO−•3 +H2O (1)

and at high pH levels:

CO2−3 + •OH −→ CO−•3 +OH−. (2)

Although the exact mechanism of the formation of
these carbonate radicals is not clear, Weeks and Ra-
bani [10] demonstrated that the decay of these carbon-
ate radical ions might occur through the following re-
actions:

CO−•3 + CO−•3 −→ CO2 + CO−24 (3)

or

CO−•3 + CO−•3 +H2O −→ 2CO2 +HO−2 +OH−. (4)

2. EXPERIMENTAL PROCEDURE

An experimental set up was made of an annular pho-
toreactor with a glass cylinder of 105mm internal di-
ameter (ID) and a concentric internal glass cylinder of
48mm outer diameter and 44mm inner diameter. Both
cylinders were made of borosilicate glass with a height
of 60 cm. The liquid was recirculated through the reser-
voir to the photoreactor using a 1/3 hp—magnetic drive
pump with 3450 rpm (Fluids Control Division, Hamden,
Connecticut, USA). The temperature throughout the ex-
periments was kept at 25 ± 2 ◦C with a circulating wa-
ter bath (NESLAB RTE 111). Six low-pressure mercury-
vapor fluorescent UV lamps around the photoreactor
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Figure 1. pH profile for the photocatalytic degradation of the binary system (THF and DIOX) in the presence of NaHCO3 in

the slurry photoreactor.

and one inside the inner cylinder provided light. The
liquid in the reservoir was magnetically stirred to in-
crease the mass transfer between the headspace and
the liquid as well to provide enough oxygen transfer to
the liquid. Filtered deionized water was used in all ex-
perimental trials. The system was loaded with filtered
deionized water and aerated for half an hour prior to
each run. During this time, the UV lights were on in
order to destroy any background trace of organics pos-
sibly left in the system. Then, a certain amount of stock
solution of the pollutant, in this case 1,4-dioxane and
tetrahydrofuran, was injected into the system while the
lights were off. The liquid was then allowed to recircu-
late for a couple of hours to reach equilibrium. The reac-
tion was started by switching on the lights. Periodically,
samples were withdrawn from the mid-section of the
photoreactor and analyzed by a Hewlett Packard (Avon-
dale, PA) 5890 Series II gas chromatograph which was
equipped with a flame ionization detector (FID). The
column was an RTX-502.2 fused Silica megabore col-
umn with 30m×0.53mm ID and 3.0µm film thickness

(Chromatographic Specialties Inc.). The samples were
collected in the small 2mL vials cappedwith Teflon face
septa (Chromatographic Specialties Inc.). The catalyst
loading was optimized by a series of titanium dioxide
loading experiments and it was found that the optimum
catalyst loading is 1.5 g/L.

3. RESULTS AND DISCUSSIONS

In order to study the effects of carbonate and bicar-
bonate anions on the photocatalytic degradation of the
mixture of THF and DIOX, a few runs with different ini-
tial concentrations of sodium bicarbonate (BDH grade)
were performed. Figure 1 depicts the pH changes dur-
ing the trials. In the pH range of 5.5–8, both bicarbon-
ate and carbonate anions are present with bicarbonate
ions predominating. Hence, Reaction (1) most likely oc-
curs in this range of pH. Figures 2 and 3 compare two
identical runs with different initial NaHCO3 concentra-
tions. It was expected that bicarbonate ions scavenge
hydroxyl radicals and reduce the degradation rate of
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Figure 2. Effect of sodium bicarbonate on the photocatalytic

degradation of the binary system (THF and DIOX) in the

slurry photoreactor, for the run with sodium bicarbonate:

[NaHCO3] = 76.43mg/L.

450

400

350

300

250

200

150

100

50

0

C
(µ
M
)

0 50 100 150 200 250

Illumination Time (min)

THF (without sodium bicarbonate)

THF (with sodium bicarbonate)

DIOX (without sodium bicarbonate)

DIOX (with sodium bicarbonate)

Figure 3. Effect of sodium bicarbonate on the photocatalytic

degradation of the binary system (THF and DIOX) in the

slurry photoreactor, for the run with sodium bicarbonate:

[NaHCO3] = 214.29mg/L.

both THF and DIOX. In contrast, Figures 2 and Figure 3
show that the degradation rate of THF was slightly en-
hanced with increasing NaHCO3 concentration while
the degradation rate of DIOX decreased. The slight in-
crease in THF degradation rate may be due to the in-
crease in pH. The pH change in the binary runs with-
out sodium bicarbonate was 3.5–4.5 as shown in Fig-
ure 1 before time zero. The pH changes for the two bi-
nary runs in the presence of sodium bicarbonate were
in the ranges of 5.5–7 ([NaHCO3] = 76.4mg/L) and
6.5–8 ([NaHCO3] = 214mg/L), respectively.
Ortyl and Peck [12] demonstrated that both organic

adsorption and particle suspension depend on the pH
of the suspension and the point of zero charge (PZC)
of titanium dioxide. PZC determines the charge charac-
teristics of the solid surface, which is the pH at which
the net surface charge is zero. The net surface charge
is positive below the PZC and negative above the PZC.
During sampling from the reactor in the presence of
sodium bicarbonate, it was observed that the titanium
dioxide particles settled down in the vials completely
after a fewminutes. On the other hand, the particles did
not precipitate after hours in the samples taken from
the runs without sodium bicarbonate. This observation
indicates that the PZC of titanium dioxide was within
the working pH range of the runs with sodium bicar-
bonate, i.e., pH of 5.5–8. The net surface charge of the
particles becomes zero at PZC and therefore, the parti-
cles settle down easily.
Ortyl and Peck [12] found that the PZC of titanium

dioxide containing anatase and rutile with 0.03µm par-
ticle size is 6.83. Therefore, it seems that at a pH be-
low the PZC, the THF degradation rate is enhanced
(Figure 2). On the other hand, by almost tripling the
NaHCO3 concentration to 214mg/L and elevating the
pH above the PZC, the THF degradation rate was not
significantly different from that without NaHCO3. This
suggests that the degradation of THF is enhanced
within the pH range of 5.5–7, whereas it did not show a
significant change at higher pH levels. It is also possible
that within the pH range of 5.5–7, THF adsorption was
greater than that at pH levels above the PZC.
Although the decrease of DIOX degradation ratemay

be due to the shortage of hydroxyl radicals, it is pos-
sible that the DIOX degradation is favored by lower
pH conditions. Therefore, there are two factors that
may play important roles in describing the degradation
changes in the presence of sodium bicarbonate. These
factors are:

• Scavenging hydroxyl radicals by bicarbonate and
carbonate ions.

• pH changes.

Figure 4 shows a typical carbon balance profile in
the photocatalytic degradation of THF and DIOX in the
presence of sodium bicarbonate. This figure depicts
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Figure 4. A typical carbon balance profile for the pho-

tocatalytic degradation of the binary system (THF and

DIOX) in the presence of sodium bicarbonate, [NaHCO3] =
76.43mg/L.

that during the initial part of the reaction, the TOC in-
creases for the first 50 minutes of the illumination time
and then decreases. At the same time, the TIC decreases
in the initial part of the reaction and then increases. The
TOC increase in the initial part of the reaction may be
due to the desorption of organic species from the cat-
alyst surface into the liquid phase. Alternatively, it is
also possible that some carbonate and bicarbonate ions
convert to organics that could also explain the initial
increase in TOC. Previous studies support this obser-
vation. Chandrasekaran and Thomas [13] and Monheit
et al. [14] showed that carbonate ions could be pho-
tochemically reduced to formaldehyde. Also, Khalil et
al. [15] showed that it is likely that photocatalytically
produced electrons reduce carbonate ions initially to
formate, HCOO−, and then to formaldehyde, HCHO,
and methanol, CH3OH. In addition, Aurian-Blajeni et
al. [16] and Inoue et al. [17] demonstrated that CO2
might be photocatalytically reduced to organic species
such as formaldehyde and methanol over semiconduc-
tor materials. The dramatic decrease in pH during the
initial stages of the reaction may indicate that bicar-
bonate and carbonate ions are scavenged by hydroxyl
radicals and also reduced to organic species (see Fig-
ure 1). The increase in TIC in the second part of the
reduction may be a result of CO2 formation. As shown
in Figure 4, a slight decrease in the total carbon (TC)
may be due to the fact that some CO2 formed during

the photocatalytic process releases into the headspace.
It is also possible that some of the organics and carbon
dioxide produced escape from the reactor through the
punctured septa.
To verify the reduction of carbonate and bicarbonate

ions to organic species, a run with 214mg/L NaHCO3 in
the absence of organics was performed. The results of
this run are illustrated in Figure 5. The total inorganic
carbon decreased dramatically in the first few minutes
of the run while at the same time a slight amount of
organic carbon was produced. Although the amount of
total organic carbon produced was very low, it is possi-
ble that the organics degraded immediately after their
formation. The high degradation rate of organics pro-
duced could be easily explained by the abundance of
active sites available in the system and the low concen-
trations of organics formed. This results in a high active
site to reactant species ratio, a condition that favors a
rapid reaction.
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Figure 5. Effects of Photocatalysis on NaHCO3 in the ab-

sence of organics; [NaHCO3] = 214.29mg/L.

4. CONCLUSIONS

It was shown that the presence of bicarbonate and car-
bonate ions as hydroxyl radical scavengers slows down
the degradation rate of 1,4-dioxane but does not signif-
icantly alter the degradation rate of tetrahydrofuran.
The slight enhancement in the tetrahydrofuran degra-
dation rate in the presence of sodium bicarbonate may
be due to an increase in pH. Also, there is a possibility
that bicarbonate and carbonate ions reduce to other or-
ganic species during the photocatalytic reaction. There-
fore, in photocatalytic processes, the presence of these
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anions should be taken into account. It is recommended
that these anions be removed from thewater or wastew-
ater before the photocatalysis process is activated in or-
der to eliminate their effects. Lowering the pH of the wa-
ter or wastewater before photocatalytic treatment elim-
inates these anions in the form of CO2.
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