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Kinetics of atrazine degradation by photocatalytic
process in aqueous solution
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Abstract. The photocatalytic degradation of the herbicide atrazine has been studied using suspended tita-
nium dioxide as catalyst. The Langmuir-Hinshelwood model is satisfactorily obeyed at initial time and in the
course of the reaction. The rate of degradation is found to be enhanced by the addition of persulphate ions.
Competitive degradation between atrazine and other pollutants is satisfactorily interpreted as monitored by
a competitive adsorption of the reactants. As a consequence, efficient reactants such as salicylic acid and
phenol delay atrazine degradation until these compounds are degraded.

1. INTRODUCTION

The pollution of ground water and rivers by organic
pollutants is a constant concern and requires a con-
stant improvement of water treatment so as to reach
an acceptable level. Many of these pollutants are herbi-
cides, pesticides and fungicides used in the agricultural
activity, which can be carried away by the rain and pol-
lute water resources. One of the prominent pollutants
is atrazine, a photosynthesis-inhibiting persistent her-
bicide C8H14ClN5 used especially to kill annual weeds
and quack grass.

Conventional treatments include adsorption and
oxidation. Adsorption [1] on activated carbon is effi-
cient but requires a treatment of the adsorbent in order
to eliminate the adsorbed pollutant. Oxidative treat-
ment by chlorine [2] is not totally efficient and leads
to the formation of toxic products such as desethy-
latrazine. Advanced oxidation processes (AOPs), using
hydrogen peroxide or ozone are more efficient but may
be costly [3–7]. An alternative cheaper AOP is photo-
catalysis.

The photocatalyst is mainly a semiconductor, ox-
ide or sulphide, and titanium dioxide TiO2 is the most
interesting in view of efficiency and stability. Absorp-
tion of a photon in near UV range promotes an elec-
tron e−cb in the conduction band, which produces a hole
h+vb in the valence band. If separated, these two species
can migrate to the catalyst surface and act as reducer
(oxygen reduction in superoxide ion) and oxidant (wa-
ter oxidation in hydroxyle radical for example, or di-
rect oxidation of the reactant) thus regenerating the
catalyst electronic population. Highly reactive species
such as hydroxyle radical can react on adsorbed or-
ganic molecules and abstract a hydrogen atom and
therefore induce an oxidation. The main processes in-
volved in the reaction mechanism are the following [8]:
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Absorption:

TiO2 + hν −→ TiO2(e−cb + h+vb). (1)

Oxido-reduction:

h+vb +H2Oads −→ OH• +H+, (2)

h+vb +OH−ads −→ OH•, (3)

e−cb +O2 −→ O2
−•. (4)

Transfers:

O2
−• +H+ −→ HO2

•, (5)

HO2
• +HO2

• −→ H2O2 +O2, (6)

O2
−• +HO2

• −→ HO2
− +O2, (7)

HO2
− +H+ −→ H2O2. (8)

Degradation:

OH• + RH −→ R• +H2O, (9)

R• +O2 −→ . . . oxidation products. (10)

Hydrogen peroxide formed can also participate in the
reaction:

e−cb +H2O2 −→ OH• +OH−, (11)

H2O2 +O2
−• −→ OH• +OH− +O2. (12)

Alternative direct oxidation:

h+vb + RXads −→ RX+•ads. (13)

After several steps, a complete mineralization is often
observed according to the eq. (9):

CxHyClz +
(

x + y− z
4

)
O2

(hν,TiO2)
xCO2 + zH+ + zCl− +

(
y− z

2

)
H2O. (14)
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In the case of atrazine, various intermediates have been
identified [10], leading to the formation of isocyanuric
acid C3N3O3H3 [16]. This compound is very resistant,
due to the absence of C−H bond where hydrogen
can be easily abstracted by the OH• radical. The main
stoichiometry is therefore:

NH

N

N NH

N

Cl OH

N

OHNHO

N
(15)

The aim of this work is to study the atrazine abatement
in a photocatalytic reactor and to assess the effect of
various physicochemical parameters on the rate, a nec-
essary step in designing an efficient process.

2. EXPERIMENTAL

Atrazine was a commercial product from ATRAPHYTEL
SIPCAMPHYTEUROPE and was dissolved in de-ionised
water. Titanium dioxide was DEGUSSA P25 suspended
in the solution to be treated at a typical concentration
of 1 g·L−1.

The photocatalytic reactor (cf. Figure 1) consisted in
a vertical annular reactor (external diameter 8 cm, inter-
nal diameter 6 cm, height 110 cm, effective volume 2 L)
surrounding a PHILIPS TFWN36 UV fluorescent lamp
of length 120 cm, electric power 36 W, with an emit-
ting wavelength range around 365 nm and a spectral
width of 20 nm. The lamp was cooled by air flowing
freely within the open central section of the reactor.
The suspension was allowed to flow upwards in the an-
nular space. The flow was introduced in the annular
space through four inlets surrounding the bottom and
collected at four outlets surrounding the top so as to
ensure a uniform flow. In addition, the bottom of the an-
nular space was filled with glass beads to ensure a good
homogenization before entering the irradiation section.

Stirred
aerated
tank

pump

Drain

Flowmeter

Annular
reactor

UV
Lamp

Figure 1. Experimental set-up.

The whole set-up consisted in the reactor, an aer-
ated stirred stainless steel tank, a centrifugal pump UIS-
GEV and a flowmeter VÖGTIN model V1376-11, with a
total volume of 15 L. The suspension was circulated in
a close loop. The tubing between the tank, pump and
rotameter was of stainless steel and that of the inlets
and outlets of the reactor was of silicone. The flowrate
was 0.35 L·s−1.

The disappearance of atrazine was followed by
HPLC or UV spectrophotometry. Spectrophotometric
measurements were carried out on a PERKIN ELMER
LAMBDA-2 spectrophotometer. The wavelength of max-
imal absorption is 220 nm (extinction coefficient of
35000 L·mol−1·cm−1). However, a maximum of absorp-
tion developed around 208 nm in the course of irradi-
ation, due to the absorption of reaction products, so
that absorption at 220 nm could be dependent on these
products. It was observed indeed that the solution ab-
sorbance at 220 nm decreased from an initial value A0

at initial time to a limiting value A∞ (about 60% of
A0). As a first approximation, for an intermediate ab-
sorbance A, the conversion X could be estimated as:

X = A0 −A
A0 −A∞

. (16)

This relationship assumes that the distribution of ab-
sorbing intermediates is constant, which is debatable,
so that HPLC measurements were made in preference
to spectrophotometric ones. HPLC measurements were
carried out using a SPECTRA PHYSICS SP8810LC pump,
a LICHROSORB C18TM column of length 250 mm and
a SHIMADZU SPD-6A UV detector set at 220 nm. Us-
ing a mobile phase of 60% methanol and 40% water
and a flowrate of 1 mL·min−1, the retention time was
about 10 min. Due to the presence of TiO2 particle in
the samples, it was necessary to filter these samples be-
fore the injection using a 0.2µm pore diameter nylon
membrane. It was verified by spectrophotometry mea-
surements that adsorption on the filter was negligible
in the range of the concentration used.

Salicylic acid and phenol concentrations could be
measured simultaneously in the same conditions.

Photocatalytic degradations were monitored fol-
lowing the running of the reactor in the absence of the
irradiation during 1 hour so as to obtain a good mixing
and to reach the adsorption equilibrium.

Considering a mean transit time in the irradiation
zone of about 6 s, it could be verified that the extent
of reaction was very low over such a duration (less
than 0.002) so that the reactor could be considered as
a pseudo perfectly stirred batch reactor.

3. PHOTOCATALYTIC DEGRADATION

3.1. Verification of the photocatalytic nature of
the reaction. The reaction has been followed by the
disappearance of atrazine. As the intermediates do not
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Figure 2. Variation of the initial rate of photocatalytic degradation of atrazine (r0) with the initial concentration in reac-

tant (C0).

accumulate [10], this disappearance can be considered
to represent the general kinetics. Moreover, it is shown
below that there is no noticeable effect of the interme-
diates or the final product on this kinetics.

A preliminary experiment was carried out to show
the photocatalytic nature of the reaction of degrada-
tion. A total degradation was observed after about
120 min of irradiation of the suspension whereas ex-
periments carried out either with the catalyst in the
absence of irradiation or without the catalyst under ir-
radiation, showed no detectable change in atrazine con-
centration after 240 min. Thus, both irradiation and cat-
alyst are necessary for the degradation to take place,
which proves the photocatalytic nature of this reaction.

3.2. Quantum yield. As the lamp is longer than the
annular reactor, it can be estimated that about 80% of
the emitted light is efficient. UV fluorescent lamps have
a yield of about 1/6, that is about 6 W of irradiation
power in the present case. Considering a mean energy
of the emitted photons (around 365 nm) have a mean
energy of 0.33 × 106 J·mol−1, the irradiation rate was
of 1.1× 10−3 E·min−1 (where 1 Einstein (E) = 1 mole of
photons). For a maximum rate of 5×10−2 mmol·min−1

(see later), assuming that the irradiation flux was totally
absorbed, the quantum yield would reach 0.05.

3.3. Order with respect to atrazine. The effect of
the initial atrazine concentration C0 on the initial rate
of photocatalytic degradation, r0, is shown in Figure 2a.
The rate is roughly proportional to the concentration,
which corresponds to an initial kinetic order of one with
respect to atrazine. This is in agreement with the sim-
ple Langmuir-Hinshelwood (LH) model. In the LH model,
The reaction of degradation follows a rate determining
step where an adsorbed molecule react with a reactive
transient such as a OH• radical or a hole. If this attack is
a minor process of disappearance of the reactive tran-
sient, the rate of reaction is proportional to the surface

coverage by the pollutant. Assuming a simple Langmuir
model of adsorption, the rate of reaction is given by the
relationship [11]:

r0 = kdeg
KLH · C0

1+ KLH · C0
, (17)

where KLH is the adsorption constant, C the atrazine
concentration in the aqueous phase and kdeg a kinetic
constant, which depends on various physico-chemical
parameters including the irradiation conditions.

Relationship (17) can be rewritten in a linear
form as:

C0

r0
=
(

1
kdeg

)(
1

KLH
+ C0

)
. (18)

The data are consistent with this linear relationship
as shown in Figure 2(b). From the values of KLH

(0.011 L·µmol−1) and kdeg (50µmol·min−1), a theoret-
ical curve has been plotted in Figure 2(a), which agrees
with the experimental data.

As a consequence, the order with respect to
atrazine is near to 1 at low concentration (that is
C0 < 50µmol·L−1), when eq. (17) reduces to eq. (19):

r0 = kdegKLHC0 , (19)

whereas the order tends to a value of 0 at high concen-
tration (beyond the present experimental range) where
the rate would reach the limiting value kdeg.

If the intermediates do not compete severely with
atrazine for adsorption and therefore for reaction with
the reactive transient, the kinetics observed at initial
time should hold during the reaction time.

In these conditions, the atrazine concentration
should obey the relationship (20):

V · dC
dt

= −kdeg
KLH · C

1+ KLH · C
, (20)
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Figure 3. Checking of the kinetics during the photocatalytic degradation of atrazine. Variations of F(C/C0) vs time

(cf. eq. (20)).

Table 1. Effect of persulphate ions on the kinetics of atrazine photocatalytic degradation.

persulphate concentration (mmol·L−1)
rinitial with persulphate

rinitial without persulphate
duration of the accelerated kinetics (min)

0 1 0

0.05 ∼ 2 10

0.1 ∼ 4 20

1.0 ∼ 12 (> 10)

where V is the total volume of the suspension. Integrat-
ing (20) gives the relationship:

F
(

C
C0

)
= ln

(
C
C0

)
+ KLH · C0

(
C
C0
− 1

)

= −kdegKLH

V
· t . (21)

The variations of F(C/C0) vs time have been plotted
in Figure 3 for various initial concentrations C0, using
the value of KLH determined above. There is a good
agreement with relationship (20) for most of the ini-
tial concentrations, with an identical slope. A pseudo
auto-acceleration observed for low initial concentra-
tions may be due to important experimental error
in this concentration range. As a consequence, auto-
inhibition of the reaction can be considered as negli-
gible, which means that the intermediates do not com-
pete with atrazine for adsorption on the catalyst.

3.4. Effect of pH. Typically, the pH value was of
about 6 for the aerated suspension of TiO2. The ef-
fect of the pH on the reaction has been assessed by
running experiments at pH 8 by addition of NaOH and
3 by addition of HNO3 (as nitrate ions have a negligi-
ble adsorption on TiO2 [12]). The rate of photocatalytic
degradation remained unchanged, within experimental

error, showing that the pH had no effect in the range
3–8. This agrees with the concept that the effect of pH,
when observed [13] or not [14] , is due to an action on
the reactant and not on the catalyst.

3.5. Effect of persulphate ions. Although the
main advantage of the photocatalytic technique is to
work without reagent (water and oxygen being present
naturally), it is of interest to be able to improve the
quantum yield by the addition of an oxidizing additive.

As shown in Figure 4, the persulphate ions S2O8
2−

had indeed an accelerating effect on the reaction. This
anion can be reduced on the catalyst following the re-
action [15]:

S2O8
2− + e− −→ SO4

2− + SO4
−•, (22)

producing a very reactive ion SO4
−•, able to attack or-

ganic compounds by abstraction of a hydrogen atom or
addition on unsaturated molecules.

The accelerating effect was only observed for a par-
tial extent of reaction. This accelerated degradation
was then followed by the “standard” degradation of
atrazine on its own as shown in Figure 4 for persul-
phate ion concentrations of 0.05 and 0.1 mol·L−1. Such
an effect is likely to be due to the consumption of the
additive in the oxidizing process. As shown in Table 1,
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Figure 4. Acceleration of the photocatalytic degradation of

atrazine by persulphate ions.

the initial rate of atrazine degradation was nearly pro-
portional to the initial persulphate concentration at
moderate concentrations. The duration of this fast ki-
netics was nearly proportional to the initial persulphate
concentration, which suggests a zero order kinetics of
the photocatalytic degradation of persulphate with re-
spect to the reactant itself.

In conclusion, the photocatalytic degradation of
atrazine is significantly improved and such an additive
could be used in an industrial process, providing the
added quantity is in relation with the amount of pollu-
tant to be degraded.

3.6. Codegradation. Usually, several organic pol-
lutants can be present in the same natural source
of water. In such a codegradation, there may be ei-
ther additional or competitive degradation between the
pollutants. In order to study this phenomenon, the
codegradation of atrazine with salicylic acid, phenol
and pyridine as a model copollutant has been carried
out using similar concentrations in atrazine and copol-
lutant (about 50µmol·L−1). The experimental evolu-
tions of the atrazine relative concentration (C/C0) un-
der these conditions have been plotted in Figures 5(a),
(b) and (c) where salicylic acid, phenol and pyridine are
the copollutants respectively.

Figure 5(b) shows that in the [atrazine-phenol]
codegradation, phenol degradation is practically un-
changed whereas atrazine degradation is much in-
hibited. A similar but stronger effect is observed in
the [atrazine-salicylic acid] codegradation (Figure 5(a))
where atrazine degradation is only effective once the
copollutant has been degraded. A similar behaviour has
already been reported in the [atrazine-4-chrophenol]
and [Benzamide-4-Hydroxybenzamide acid] [17] sys-
tem. However, in the [atrazine-pyridine] codegradation
(Figure 5(c)), atrazine degradation is only slightly inhib-
ited (unfortunately, it has not been possible to follow
the pyridine concentration in this system).

These observations suggest that competitive ad-
sorption might be the critical process in the degrada-
tion competition. This situation can be simulated by
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Figure 5. (a) Competitive photocatalytic degradation of

atrazine and salicylic acid. Initial concentrations: atrazine

46.4µmol·L−1; salicylic acid 47µmol·L−1. (b) Compet-

itive photocatalytic degradation of atrazine and phe-

nol. Initial concentrations: atrazine 46.4µmol·L−1; phenol

50µmol·L−1. (c) Competitive photocatalytic degradation

of atrazine and pyridine. Initial concentrations : atrazine

46.4µmol·L−1 ; pyridine 50µmol·L−1.

an approximate model where the copollutant inhibits
atrazine degradation but atrazine does not alter signif-
icantly the copollutant degradation.

The rate of atrazine degradation can be written, tak-
ing into account the competitive adsorption:

r = kdeg

(
KLH · C

1+ KLH · C+ K′LH · C′

)
, (23)

where K′LH is the adsorption constant and C′ the con-
centration of the copollutant. The evolution of the
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Table 2. Fitting parameters for the various [atrazine-copollutant] systems.

copollutant k (min−1) k′ (min−1) K′

salicylic acid 2.0× 10−2 2.7× 10−2 18

phenol 1.92× 10−2 2.2× 10−2 9

pyridine 1.85× 10−2 1.3× 10−2 0.5

concentration of atrazine must therefore obey the re-
lationship:

r = −V
(

dC
dt

)
. (24)

Under some simplifying assumptions, it is possible to
get the expression of C(t): a) a pseudo first-order kinet-
ics of degradation of the copollutant, independent of
the presence of atrazine, leading to a quasi exponential
decay in concentration (where C′0 is the initial concen-
tration in copollutant):

C′ = C′0 · exp(−k′ · t). (25)

b) a near-first order for the degradation of atrazine in
the concentration range (initial concentration of about
10µmol·L−1), that is KLH · C � 1 in eq. (23). Introduc-
ing these approximations in eqs. (23) and (24) and in-
tegrating leads to the following expression for atrazine
concentration:

C(t)
C0

= exp
{
−k ·

[
t+ 1

k′
ln
(

1+ K′ · exp(−k′ · t)
1+ K′

)]}
,

(26)

with:

k = kdegKLH

V
, K′ = K′LHC′0.

This relationship has been plotted as full lines in Fig-
ures 5(a), (b) and (c) and agrees with the experimental
data using the fitting parameters k, k′ and K′ given in
Table 2.

Although the various compounds have similar in-
trinsic kinetics properties (k or k′), phenol and par-
ticularly salicylic acid exhibit an higher adsorption as
shown by values of K much higher than the correspond-
ing term KLH·C0 = 0.5 for atrazine. This may be surpris-
ing as phenol is known to adsorb very little on the cata-
lyst [18]. However, a competition effect could take place
if it is considered that this competition takes on few
specific “active” sites, which only can lead to the degra-
dation, whereas common adsorption measurements are
relative to the whole surface. Accordingly, most of sal-
icylic acid or phenol is degraded before atrazine can
adsorb enough so as to be degraded. Pyridine exhibit
similar properties as atrazine and this results in a
moderate inhibition of the photocatalytic degradation
of atrazine.

4. CONCLUSION

Atrazine is efficiently degraded by the photocatalytic
process and this experimental study could give useful
information for the design of an industrial elimination
processing unit. The kinetics obeys satisfactorily the
Langmuir-Hinshelwood model, from which an adsorp-
tion constant has been determined. This degradation
can be accelerated by persulphate ions, but the con-
sumption af this additive requires a careful dosing in
an actual process. The study of the codegradation of
atrazine with other pollutants in satisfactorily repre-
sented by a competitive coadsorption model on active
sites. As a consequence low adsorbing compounds like
atrazine or pyridine only takes place when other high
adsorbing compounds such as salicylic acid and phenol
are degraded in the first place.
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