Raw hides

Pre-tanning of raw hids Chrome-tanning process
with HPAM
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Binding sites for tanning agents in collagen Leather collagen fibers

fibers of the raw hide (leather).

Supplementary material

Employing of poly amidoamine hyperbranched polymer
(HPAM) as pre-tanning agent for leather



