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Thepresentwork hasmain target to study the effect of additivesmolecularweight and composition on the flow characteristics of wax
crude oil at low temperature below pour point temperature. In this respect, maleic anhydride ester-co-vinyl acetate copolymers with
varied monomers feed ratios and different alkyl ester lengths, namely, dodecyl, stearyl, and behenyl alkyl chains, were prepared.
These polymeric materials were characterized by FTIR, 1HNMR, and GPC. The performance of these additives as pour point
depressants and flow improver for Egyptian waxy crude oil was evaluated through measurements of pour point and rheological
parameters (viscosity and yield stress). It was observed that stearyl maleate-vinyl acetate copolymer with 1 : 2 feed ratio shows the
best efficiency as pour point depressant even at low concentration while octadecyl maleate-vinyl acetate copolymers with 2 : 1 feed
ratio are effective as flow improver.

1. Introduction

Theparaffin deposition formed during production and trans-
portation of light crude oil and natural gases and condensates
is one of the main problems that affect the oil productivity
especially at low temperature [1–3].The crude oil constituents
have pronounced effect on its flow characteristics with
variation of the surrounding temperature. Egyptian crude
oil contains different amounts of paraffin wax depending
on the field and area of production. At low temperatures,
crude oil containing high amounts of paraffin shows high
pour points due to paraffin deposition; that is, paraffins tend
to crystallize forming wax crystals. The wax deposition is
a result of cooling down the crude oil below certain tem-
peratures during transportation or storage. This temperature
depends upon the constituents of crude oil and is called
pour point temperature (PPT) [4]. The wax deposit on the
walls of the pipeline causes many serious problems such as
decreasing the effective diameter of the pipeline and even

pipeline blocking [5]. Thus, it is valuable from the economic
point of view to minimize the effect of wax deposition. It is
necessary to maintain the temperature of paraffin crude oil
by insulation or heating which consumed more energy to
prevent the crude oil treatments.Themechanical and thermal
treatments have been used to control the paraffin deposition
but these treatments consumed times and energy. The chem-
ical treatments based on using pour point depressants, vis-
cositymodifiers, flow improver, waxmodifier, and asphaltene
dispersant attracted great attention in oilfield chemicals to
increase the oil transportation and productivity [6–9]. The
literatures [10, 11] proved that these chemicals should have
similar structure to paraffin to interact with paraffin and
prevent their agglomeration in crude oils. Moreover, these
additives should have polar functional groups to repulse each
other to cocrystallize with paraffin and disperse them in
crude oil.

Copolymerization is of great interest in synthesizing
polymers with desired physical and chemical properties
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Table 1: The physicochemical properties of Norpetco crude oil.

Test Method Result
API gravity at 60 F ASTM D-1298 41.1
Specific gravity at 60/60 F ASTM D-1298 0.820
Wax content (wt%) UOP 46/64 8.4
Asphaltene content (wt%) IP 143/84 3
Water content (vol%) IP 74/70 0.23
Kinematic viscosity (cSt) at

50∘C ASTM D-445 7
60∘C 4.3

Pour point ∘C QPC procedure 30

through controlling monomers ratio, their concentrations,
and polymerization procedure. PPD is synthesized with
two essential parts: oil soluble paraffinic chain and a polar
moiety. The usefulness of paraffin chain is to cause nucle-
ation and cocrystallization while the polar part controls the
crystal growth and limits the size of wax crystals [12–15].
Vinyl acetate polymers such as vinyl acetate-𝛼-olefin [16],
poly-n-alkyl acrylates [1, 2], and methacrylate copolymers
[17–19] have been used to improve crude oil flowability.
The application of pour point depressants has also been
described in several patents [20, 21]. More recently, pour
point depressant effect on rheological behaviors of heavy
and light Mexican crude oils was evaluated with various
copolymers based on different combinations of vinyl acetate,
styrene, and n-butyl acrylate [22]. This work aims to prepare
vinyl acetate maleic anhydride copolymers having different
monomer compositions using radical polymerization fol-
lowedby esterificationwith different types of aliphatic alcohol
to study the performance of the prepared copolymers as PPD
additives for Egyptian waxy crude. Moreover, the efficiency
of the prepared copolymers as flow improver was evaluated
through rheology measurements of the treated crude oil.
The effects of three modified polymers upon the deposition
with a multicomponent wax of the tested crude oil were also
investigated.

2. Experimental

2.1. Materials. Vinyl acetate, maleic anhydride, dodecyl
alcohol (DA), stearyl alcohol (SA), behenyl alcohol (BA),
benzoyl peroxide (BP), and P-toluene sulfonic acid mono-
hydrate (PTSA) were purchased as analytical grade from
Aldrich Chemicals Co., Germany. Benzene, dimethylfor-
mamide (DMF), and xylene were delivered from Adweic
Chemicals Co., Egypt.

Egyptian waxy crude oil (Norpetco, Egypt) was delivered
without treatment from Fardous field. The physicochemical
characteristics and composition of Fardous mixed crude oils
are listed in Table 1.

2.2. Copolymerization. Maleic anhydride-vinyl acetate co-
polymer was prepared by copolymerizing vinyl acetate (VA)
and maleic anhydride (MA) in different molar feed ratios of
VA :MA, namely, 1 : 1, 1 : 2, and 2 : 1, in reaction flask using

dry benzene as solvent and 1% (wt/wt) benzoyl peroxide
(BP) as initiator. The reaction proceeds for 6 hours at 60–
70∘C with constant stirring under nitrogen atmosphere.
After completion of polymerization, benzene was distilled off
under vacuum. The copolymer was purified using benzene
as solvent and petroleum ether as nonsolvent. The purified
copolymer was dried at 60∘C under vacuum.

2.3. Esterification. The reaction mixture containing 0.01mol
VA-MA copolymer solution in DMF, with one of the previ-
ously described molar ratios, and 0.02mol of each alcohol
(dodecyl, stearyl, or behenyl) was refluxed separately in pres-
ence of 0.1 (wt%) PTSA as a catalyst.The reaction was carried
out at the refluxing temperature until theoretical amount of
water was collected azeotropically in the Dean Stark trap that
contains small amount of toluene to determine the amount
of produced water. The resulting esters were washed out with
water to remove the catalyst and any unreacted materials.

The prepared esters, dodecyl maleate-vinyl acetate
(VADM) copolymers, stearyl maleate-vinyl acetate (VASM)
copolymers, and behenyl maleate-vinyl acetate (VABM)
copolymers were purified and used as additives for crude oil.

2.4. Characterization. The carbon distribution number of
separated wax was determined using GC-Mass spectrometer.
1H NMR analysis were recorded on a Varian Gemini

2000 at 300MHz and Fourier transform infrared (FTIR,
Perkin-Bhaskar-Elmer Co., USA) spectrometers were used to
determine the chemical structures of copolymers.

The molecular weight data of the prepared copolymers,
such as the weight averagemolecular weights (𝑀

𝑤
), the num-

ber average molecular weights (𝑀
𝑛
), and polydispersity

index, were characterized using Shimadzu’s gel permeation
chromatograph equipped with refractive index detector
and polydivinylbenzene mix gel-D column. Tetrahydrofuran
(THF) with a flow rate of 1mL/min was used as mobile phase
and polystyrene was used as the standard.

2.5. Evaluation Tests. Pour points measurements were deter-
mined using modified ASTM D-97 method without reheat-
ing to 45∘C using different concentrations of the prepared
additives, namely, 1000, 2000, 3000, 4000, and 5000 ppm.
The effect of additive on the wax crystal morphologies was
observed using anOlympus BX51 polarized-lightmicroscope
with a Linkam THMS 600 hot stage. The images were taken
after transferring a small quantity of treated or untreated
crude oil to glass slide inside a copper stage which has central
window.

Viscosity and flow curves (rheogram) were measured
using Brookfield viscometer equipped with thermostated
cooling system for temperature adjustment [23]. Measure-
ments were carried out at different temperatures below pour
point of crude oils ranging from 21 to 12∘C using 5000 ppm of
each additive separately.

The yield stress measurements were determined from
the relationship between shear stress and shear rate valued
measured using Brookfield viscometer. Oil samples with or
without additives were heated to 80∘C, with the temperature
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Figure 1: 1HNMR spectra of VA :MA having monomer feed compositions (a) (1 : 2) and (b) (1 : 1).

maintained for 5min to adopt their thermal history. The
temperature decreased by 10∘C/min cooling rate to the
experimental test temperature. The test temperature was
determined from pour point measurements for both the
crude oils and treated crude oils. The viscosity values were
measured, after annealing the sample at the measurement
temperature without shear for 5min, by applying stress and
incrementally increased every 10 s (100 stress increments per
decade). The yield stress is defined as the stress below which
no flow occurs.

3. Result and Discussion

Polymers including vinyl acetate (VA) and alkyl acrylate are
used mainly as additives to improve the flow ability of waxy
crude oil at low temperature. It is presumed that effective
additives should match crude wax in structure, composition,
and content. In this respect, we select vinyl acetate andmaleic
anhydride to prepare polymeric additives for Egyptian waxy
crude oil. The main idea depends on variation of copolymer
compositions by changing the monomer feed composition
of VA :MA as 1 : 1, 1 : 2, and 2 : 1 followed by esterification
with different types of n-alkanol such as dodecyl, stearyl,
or behenyl alcohol. The chemical structure was designed on
the previous results showing that VA copolymers containing
from 20 to 40% w/w of vinyl acetate performed well when
applied in some petroleum samples [1, 2]. Moreover, VA
copolymers containing long side chains (from C

12
to C
18
)

have also presented good performance for other kinds of oil
[24].
1HNMR spectra of maleic anhydride-vinyl acetate

copolymer with different monomer feed composition are
presented in Figure 1. The spectra show different chemical
shifts at about 1.8 ppm for methyl protons, 2.4 ppm for
methyl protons adjacent to (C=O group) in VAmoieties, and
3.5 ppm for CH protons adjacent to the acetate group in VA
moieties.The disappearance of vinyl group peaks in the range
of chemical shift 4.5–6.5 ppm indicates polymerization of
VA and MA.The appearance of peak at 12 ppm indicated the

Table 2: The average molecular weight of the prepared copolymer
at different mole ratios.

Polymer composition Molecular weight (g/mol)
𝑀
𝑤

𝑀
𝑛

PD
VA-MA (1 : 1) 1.13 × 104 3.5 × 103 3.22
VA-MA (1 : 2) 1.7 × 104 4.7 × 103 3.61
VA-MA (2 : 1) 9.65 × 103 6.03 × 103 1.6

conversion of anhydride group to COOH groups for VA-MA
copolymer compositions 2 : 1 and 1 : 2. Here, a conversion
near 100% was determined by gravimetric measurements.

Molecular weights of the prepared polymers with the
different feed ratios were determined using gel permeation
chromatography (GPC) using THF as eluent and the results
are summarized in Table 2. The molecular weight results
indicated that the molecular weight slightly increase by
increasing the maleic anhydride content.

3.1. Esterification of VA-MACopolymers. Through this paper,
three VA-MA copolymers were reacted with alkanol having
different alkyl length using esterification reaction as illus-
trated in Scheme 1. The alkyl group introduced in VA-MA
copolymers was used to increase the solubility of esterified
copolymers in toluene and crude oil. The chemical struc-
ture of the esterified copolymer was confirmed by FTIR
spectroscopy. In this respect, FTIR spectrum of VADM
was selected as representative sample and represented in
Figure 2. The FTIR spectrum shows strong absorption bands
at 1745 cm−1 (indicating the presence of C=O ester group)
and disappearance of bands at about 1810 and 1780 cm−1 and
3500 cm−1 which is attributed to C=O stretching vibration of
anhydride and OH of carboxylic maleic groups, respectively.
3080–3150 cm−1 indicates the complete esterification of VA-
MA copolymers [25].

In addition, the chemical structure of esterified VA-MA
copolymers was confirmed by 1HNMR. Figure 3 represents
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Scheme 1: Synthesis of VA-MA ester copolymers.

the 1HNMR spectra of VADM, VASM, and VABM esters of
VA-MA (1 : 2). Molecular characterization of the esterified
copolymers was determined using the method outlined by
Thamizharasi et al. [26] where a comparison of the intensity
of some selected peaks was held to determine the copolymer
compositions. The relative peak intensities were determined
frompeak areas calculated bymeans of electronic integration.
In this respect, we select peaks at 12 ppm (attributed toCOOH
protons) and new peak observed at 3.9 ppm (referring to
CH
2
protons attached to COO of MA group) to confirm

the esterification of VA-MA copolymers. The data indicate
efficient esterification reaction of VA-MA copolymers with
SA more than both BA and DA. The data indicated that the
esterification ofVA-MAwith SA,DA, andBAwas 100, 80, and
55%, respectively. This may be attributed to the difference in
polarity and compatibility between the reactants, a factor that
would affect the reactivity of the functional groups [27–29].

3.2. The Influence of Additive on Pour Point of Crude Oil.
It is common that all waxy crude oils eventually become
nonfluid on chilling [30]. This is related to precipitation
of wax crystals by chilling which interlock to form three-
dimensional network. PPD are especially designed substance
having hydrophobicmoieties to change the rheology of crude
oil and to facilitate the flow problems [31]. The efficiency
of any polymeric additive used as pour point depressant is
attributed to its ability to disperse the paraffinwax. It was pre-
viously reported that [32] the polymeric additives should have
hydrophobic side chains and have strong interactions with
crude oil to reduce their viscosity and enhance their ability
to flow. Moreover, the average molecular weight distribution
of additives should have broad distribution to cover the n-
paraffin distribution. In addition, the performance of PPD
depends on the characteristics of crude oil itself including
total wax content, the chain length and shape (linear or
branched), and quantity and type of wax present in crude
[33]. In this respect, urea adduction method is used to isolate
paraffin from crude oil to be analyzed with GLC as described

Table 3:The pour point of untreated crude oil and treated crude oil
with VADM.

Copolymer
composition

Pour point temperature (∘C)
at concentrations (ppm)

Nil 1000 2000 3000 4000 5000
VADM (1 : 1) 30 27 24 21 21 18
VADM (1 : 2) 30 30 27 24 24 21
VADM (2 : 1) 30 30 27 24 24 21

Table 4:The pour point of untreated crude oil and treated crude oil
with VASM.

Copolymer
composition

Pour point temperature (∘C)
at concentrations (ppm)

Nil 1000 2000 3000 4000 5000
VASM (1 : 1) 30 27 27 27 27 24
VASM (1 : 2) 30 15 15 12 12 12
VASM (2 : 1) 30 15 15 15 15 12

in the Experimental. The n-paraffin is determined as 12 wt.%
from urea adduct method. Further analysis of n-paraffins by
GLC for Norpetco crude oil was carried out to determine the
carbon numbers as shown in Figure 4.

From data represented in Figure 4, the total carbon aver-
age of paraffin is 44with broadmolecular weight distribution.
This means that the n-paraffin with C-44 tends to form
precipitate and block the crude oil flow by forming inter-
locking networks. Accordingly, the side chains of polymers
should have lengths resembling paraffin wax distributions
to interact with paraffin and inhibit the formation of wax
networks. The structure and composition of flow improvers
should possess high polar functional groups such as amide,
ester, amine, and hydroxyl groups.When an additive contains
both long-chain hydrocarbon and polar moieties, it may be
efficient aswax dispersant andflow improver.Themechanism
of pour point depression has been well explained [34]; the
PPD in crude oil changes the wax crystal shapes from
extensively interlocking plates to more compact crystals by
cocrystallizing with the wax. The more similar the polymer
structure to wax components, the better its performance and
the better its ability to attach to wax components and create a
barrier for networking of wax particles.

The evaluation of the prepared copolymer esters as PPD
was studied through preparation of crude oil samples treated
with different concentrations from each additive, namely,
1000, 2000, 3000, 4000, and 5000 ppm. The results of pour
point measurement are given in Tables 3, 4, and 5. The pour
point data, given in Tables 3–5, show that the length of
the alkyl chain affects the efficiency of polymeric additives.
Generally, the most effective additives are the VASM and
VADM showing a maximum of 9∘C depression in pour
point only at high dose of additive (5000 ppm), that is,
low effectiveness as PPD, while in VASM the extent of
depression in pour point reaches about 18∘C at the same
dose (5000 ppm). These results of pour point also showed
that VASM with mol ratio (1 : 2) are the most efficient PPD.
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Figure 2: FTIR spectra of (a) VA-MA and (b) VADM copolymers.
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Figure 3: 1HNMR spectra of (a) VASM, (b) VADM, and (c) VABM
copolymers.
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Figure 4: Chromatogram of paraffins extracted from Norpetco
crude oil.

The higher efficiency of these esters can be correlated to the
presence of higher alkyl side chain and to the percentage
of esterification to VA content. This additive contains the
highest maleic anhydride content and thus high dispersing
activity as a result of combined effect of carbonyl oxygen
of maleic anhydride and the polarity exerted by methoxy
group in the polymers. However, regarding the performance
of VABM, they do not show noticeable effect as PPD for
this crude oil; this can be rationalized by the increased chain
lengthwhich renders the polymermore bulky and less soluble

Table 5:The pour point of untreated crude oil and treated crude oil
with VABM.

Copolymer
composition

Pour point temperature (∘C)
at concentrations (ppm)

Nil 1000 2000 3000 4000 5000
VABM (1 : 1) 30 30 30 27 27 27
VABM (1 : 2) 30 30 30 27 27 24
VABM (2 : 1) 30 30 27 27 27 24

making it less effective. In other words, VABM may itself
deposit acting as a nucleus for deposition of paraffin wax of
crude oil.

The microscopic images of untreated and treated Nor-
petco crude oil with 5000 ppm of VASM (1 : 2) at the pour
point temperature are shown in Figures 5(a) and 5(b). The
wax crystals of untreated crude oil appeared agglomerated
thin and feather-shaped which indicates the growth of wax
crystals at nucleating sites (Figure 5(a)). These agglomerates
will import high surface energy to untreated crude oil and
tend to interconnect into a three-dimensional network struc-
ture. This interaction increased the pour point of untreated
crude oil. However, the addition of 5000 ppm VASM (1 : 2)
modifies the crystal structure to globular morphologies
(Figure 5(b)).

3.3. The Impact of Additives on Rheology of Crude Oil. The
rheology is used to evaluate the crude oil flow ability in the
absence and presence of the prepared polymeric additives.
The rheological parameters for untreated and treated crude
oil with 5000 ppm of VASM were determined at different
temperatures, namely, 12∘C, 15∘C, and 21∘C. Figures 6, 7, and
8 represent variation of shear stress as a function of shear rate.
TheBinghamplastic flowmodel is illustrated by the following
equation: Shear stress (Pa) = Yield stress (Pa) + Shear rate
(𝑆−1) × plastic viscosity (mPas). The yield stress values of the
treated crude oil in presence of 5000 ppm of VASM additives
with different composition are displayed in Table 6. The data
show that the tested crude oils possess high yield shear stress
values at low temperature at and below their pour points. On
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(a) (b)
Figure 5: Polarized microscopic image morphologies of (a) untreated and (b) treated Norpetco crude oils with 5000 ppm of VASM (1 : 2) at
their pour point temperatures.
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Figure 6: Rheogram of untreated and treated crude oil with
5000 ppm of different mol ratios at 12∘C.

the other hand, it was observed that the viscosity of crude oils
was increased with cooling. Therefore, the high wax content
leads to the formation of gelled crude at low temperatures
due to the crystallization of the wax which in turn affects the
viscosity of crude oils.

Moreover, the long-chain alkyl grafts in VASM (2 : 1) have
the same effect on the long-chain paraffins in the distribution
of wax and paraffin in the crude oil. The possible reason
for lowering the yield stress and pour point temperature is
attributed tomatch of side alkyl chain lengthwith the paraffin
length of the tested crude oil. Moreover, themolecular weight
of alkyl substituent has strong effect on the solubility of
the additives in the crude oil. It is found that the VA-
MA (2 : 1) ester copolymers have low polydisperse molecular
weights and have moderate high molecular weight (Table 2),
achieving the best low pour point temperature and yield
stress results (Tables 3–6).This behavior was attributed to the
effect of polymer molecular weights on the polymer radius of
gyration and hence on the viscosity [24].
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The apparent viscosities (mPaS) of the untreated and
treated crude oils with VASM (2 : 1) were determined at
different temperatures to evaluate the effect of the polymer
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Table 6: Yield value of untreated and treated crude oil with
5000 ppm concentration of the additives of different composition.

Oil sample 𝑇 (∘C) Yield value (Dyne/cm2)

Untreated
12 4.89
15 3.93
21 3.52

VASM (1 : 1)
12 1.57
15 1.36
21 1.34

VASM (1 : 2)
12 1.83
15 1.56
21 1.19

VASM (2 : 1)
12 1.99
15 1.50
21 1.30
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Figure 9: Effect of VASM (2 : 1) on the apparent viscosity on
Norpetco crude oil at 15∘C.

on the viscosities of Norpetco crude (representative samples
are shown in Figure 9).

The values of the plastic viscosity (mPaS) and yield shear
stress values (Pa) decreased by the addition of VASM (2 : 1)
additives even at high concentrations (10,000 ppm). Figure 9
shows the variation of crude oil viscosity as a function of
copolymer concentration at 15∘C. It can be observed that
high concentration of copolymer can effectively reduce the
crude oil viscosity. In absence of PPD additives at this
temperature range (below PPT of blank crude sample),
paraffin crystals would be formed in the liquidmedia causing
a non-Newtonian behavior of the oil. Upon treating crude
samples with VASM (2 : 1) additives, Newtonian behavior
can be observed even at this low temperature (15∘C) for all
tested crude oil samples at 10,000 ppm. This indicates that
VASM(2 : 1) copolymer has the ability to dispersewax crystals
and improve the flow behaviors of the tested crude oils as
observed from the data listed in Table 6. These results are in
good agreement with data on the polymeric additives [35–38]
which decreased both pour point temperatures and the yield

shear stress. Finally we can conclude that the VASM (2 : 1) can
act as flow improver for Egyptian waxy crude oils.

4. Conclusions

The new hydrophobically modified VASM copolymers
achieve efficient PPD for the Egyptian waxy crude oil. The
effective concentration of PPD to inhibit the wax deposition,
to decrease the pour point temperature, and to improve the
rheological characteristics of crude oils was found to be 100–
10000 ppm. The composition of VASM greatly affects the
performance of the additive with the copolymer VASM with
mole ratio 1 : 2 which is the most efficient additive in pour
point depression, while the copolymer VASMwithmole ratio
2 : 1 was the best additive in improving the crude oil yield
shear stress and improving the flow properties of crude oil.
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