
 

Supplementary A FTIR Spectra of chitosan, folate, and folate-conjugated chitosan. 

 

 

 

 

 

 

 



 

Supplementary B Size distribution of DOX-loaded micelles coated with folate-

conjugated chitosan nanoparticles. Different lines represent different measurements. 

 


