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This work reviews physicochemical models on the operation and the response of potentiometric oxygen gas sensors based on ionconducting electrolytes. The aim for describing the electric response and some properties like response time, ionic conductivity,
catalytic activity, or gas selectivity of these devices has led to the development of some models in the last decades. These models
have provided information on relations between the response of the sensors, their design and fabrications process, and some
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by using nanomaterials are described as well.
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1. Introduction
Chemical gas sensors have been widely developed in the
last decades for diﬀerent purposes. Oxygen sensors, which
have been the most studied devices in this area, have been
appropriate devices for combustion control in automotive
applications [1, 2]. Also, most of the diﬀerent electrochemical gas sensing devices have the same phenomenology and
working principles, which are almost identical to the ones of
typical oxygen sensors. Therefore, understanding the oxygen
sensing mechanisms leads to a vast knowledge on many other
similar gas sensing devices.
Oxygen sensing can be achieved by means of diﬀerent
working principles: among others, electrochemical, pumping
gauge, or resistive oxygen sensors have been developed in the
past. One of the most usual systems is the electrochemical
oxygen sensor, based on ceramic ion-conducting electrolytes.
Moreover, current trends in the development of these
sensors, such as the implementation of nanomaterials to
improve sensing characteristics or promoting gas selectivity
in nonequilibrated gas mixtures, demand a precise knowledge on which parameters determine the sensors behavior.
The complexity of these systems and the diﬃculty to establish
all the processes involved in their normal operation mode has

lead to diﬀerent physical and physicochemical models across
the years.
This work is focused on reviewing models on ionconducting potentiometric oxygen sensors. Their static and
dynamic response is modeled. Some concerns on the electrolyte characteristics are presented, and models of the electrode properties are considered as well. A special emphasis
is made on the use of nanomaterials in the electrodes and
electrolytes. Selective sensing in these devices thanks to the
mixed potential is also commented.

2. Background
2.1. Structure of the Sensor. Potentiometric sensing devices
based on ion-conducting ceramics usually present the same
basic structure (Figure 1):
Measured gas/Metal/Ion conductor/Metal/Reference gas.
(1)
A ceramic ion-conducting electrolyte is covered by two
catalytic active metals and is put in contact with two diﬀerent
atmospheres: the measuring one and a reference atmosphere
whose composition is known (generally air).
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Figure 1: Schematic structure of a potentiometric planar oxygen
sensor. (A) Measuring atmosphere. (B) Porous protective layer.
This layer is optional as it prevents from electrode degradation
and sometimes it improves the sensor response due to gas species
diﬀusion. (C) Measuring electrode, catalytically active, generally
made of platinum. (D) O2− ion-conductive ceramic electrolyte. The
most used electrolyte is Y2 O3 -doped ZrO2 (YSZ). (E) Reference
electrode, in contact with (F) Air reference atmosphere. Some
sensors have been occasionally described without a reference
atmosphere. Also, a heating element (a dissipative low resistance)
is optionally put in front of this sensor structure to achieve stable,
high enough temperatures.
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Figure 3: Image of a real commercial oxygen potentiometric sensor
made of YSZ. The sensing cell consists in a Pt electrode exposed
to the unknown gas, the ceramic electrolyte (YSZ), and another
Pt electrode exposed to air via the reference channel, which is not
in contact with the measured gas in the normal operation mode
of the sensor. Also, a protective and diﬀusive layer is put over the
measuring electrode. The layer is visually indistinguishable from the
electrode.

The ceramic process for developing planar sensors
requires techniques like tape casting, screen printing, piling
up substrates, or ceramic sintering. Structural and electrochemical properties of the resulting devices are extremely
dependent on the conditions these techniques have been
carried out.
2.2. Response of the Sensor. When exposed to a certain gas
mixture, an open circuit voltage VOC can be measured
between the working and reference electrodes:

Exhaust gas

VOC =
Ion–conducting
electrolyte

Figure 2: Schematic structure of a thimble-type potentiometric
oxygen sensor.

In oxygen sensors, this structure consists in a O2−
conductor such as Y2 O3 -doped ZrO2 (YSZ) with platinum
electrodes. Ion-conduction is thermally activated above 600–
650 K in this ceramic. Gas sensors can optionally include
a dissipative resistance near the sensing cell as a heating
element to reach a stable, high temperature. This is usual
in gas sensors for automotive applications, such as lambda
sensors. Also, a protective layer is sometimes put over the
measuring electrode to prevent from corrosion or to avoid
changing the catalyst properties as ageing the sensor.
When initially developed, oxygen sensors were thimbletype (Figure 2). Since the 1980s, these sensors were also
designed in planar-type (see Figures 1 and 3). Although
the planar structure requires lower size, lower power consumption for the heating element, and lower fabrication
costs and enables better stability in the measurements, the
physical principles governing the behavior of the sensors are
essentially the same in both thimble and planar types. As will
be shown in Section 2.3, some planar sensors work with no
air reference in one of their electrodes.

∗
,REF
kB T pO
ln 2∗ ,
4e
pO2

(2)

where kB is Boltzmann’s constant, T is the temperature,
∗
,
is the oxygen’s partial
e the elementary charge, pO
2 REF
pressure in the reference gas (which corresponds to a 21% O2
∗
concentration in air), and pO
is the oxygen’s partial pressure
2
in the measuring gas. The term kB T/4e is frequently referred
as RT/4F, which is exactly the same. This is the well-known
Nernst equation.
According to (2), the electric response of the sensors
∗
, which does not
would be a logarithmic dependence on pO
2
seem a very sensitive response (see Figure 4 for a simple
model of response to O2 -N2 mixtures), with output voltages
of some mV in front of concentrations of about 1%–10%
O2 in N2 . It can be seen that, at the typical temperatures
of operation, the Nernst open circuit voltage would be
∗
∗
, / pO
was very high, that
near 1 volt if the relation pO
2 REF
2
is, when oxygen’s partial pressure in the air reference was
several orders of magnitude higher than the oxygen’s partial
pressure in the measured gas (e.g., less than ppm of O2
in the measured gas). However, due to the presence of
metal catalysts such as platinum in the electrodes, oxygen
sensors may be sensitive to other gas species. For instance,
reducing species such as CO and hydrocarbons, which may
be present in the measured gas, can react with oxygen in
the catalytically active Pt electrodes. Near the measuring
electrodes, as the equilibrium concentration of oxygen may
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Figure 4: Modeled Nernstian response for an imaginary sensor
with an air reference (21% O2 ) according to (2), for oxygen
concentrations in the range from 0.01% to 10% vol.

be extremely depleted after reacting with CO or HCs, the
YSZ-based sensors can show high voltages (near 1V) when
exposed to nonequilibrated mixtures containing reducing
gases and oxygen. Platinum electrodes let O2 molecules react
with the reducing species, causing a deep local decrease
∗
in their adsorption sites. Equation (2) is still valid,
of pO
2
but only for the chemically equilibrated gas mixture near
the Pt electrodes, and not for the O2 concentration in the
nonequilibrated bulk gas. Therefore, the introduction of
nonequilibrated reducing species may result in a voltage drop
near 1 volt, and oxygen sensors can subsequently work also as
reducing gas sensors. In other words, potentiometric oxygen
sensors based on O2− conduction are paradoxically more
sensitive to the presence of reducing species than to oxygen.
The presented structure (1) works as lambda sensors in
automotive applications for combustion control and exhaust
gas sensing.
In combustion engines, the parameter λ is a signal
on how close is the combustion of a mixture air/fuel to
stoichiometric conditions [4]. λ is defined as
λ=

(volume of air/volume of fuel)(actual)
. (3)
(volume of air/volume of fuel)(stoichiometric)

A stoichiometric mixture corresponds to λ = 1. Lean
mixtures (excess of oxygen, air/fuel ratio higher than the
stoichiometric air/fuel ratio) are characterized by λ > 1,
whereas rich mixtures (lack of oxygen, air/fuel ratio lower
than the stoichiometric air/fuel ratio) are characterized by
λ < 1.
YSZ-based sensors can work as λ-sensors. Figure 5 shows
a typical response for a lambda sensor exposed to several
exhaust gases corresponding to diﬀerent values of the parameter λ. In the lean region (λ > 1), O2 concentration reaches
1%–3% in equilibrium. As said before, V ([O2 ]) is in the
order of tens of mV with a logarithmic dependence, not very
∗
. In the rich region, the exhaust gas contains
sensitive to pO
2
significant amounts of carbon monoxide and hydrocarbons,
that is, reducing gases. This justifies the high open circuit
voltage for λ < 1. Near λ = 1, there is an abrupt voltage
drop due to the change from rich to lean conditions. In
this region, the oxygen concentration in equilibrium changes
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Figure 5: Typical response of a potentiometric oxygen sensor in
terms of the combustion parameter λ.

in several orders of magnitude. Therefore, in practice, this
kind of sensors works with a binary response, rich/lean.
The determination of the rich/lean conditions is a useful
information in combustion control.
Regarding other characteristics of the electric response,
these sensors may oﬀer excellent response times (no more
than hundreds of milliseconds) in both oxidizing and reducing atmospheres. The response is dependent on temperature,
not only due to thermal activation of ionic conduction and
the T dependence in (2) but also because of the temperature
influence on catalytic conversion in the electrodes. This
∗
dependence on the temperature near the
causes a local pO
2
metal electrodes.
Ceramics oﬀer strong mechanical stability and thermal
stress resistance. This helps to keep the behavior of the sensor
not so dependent on ageing eﬀects. However, structural
phase transitions in some regions of the ionic conductor and
a low degradation of the electrodes may appear through a
long time of usage (above hundreds of hours of operation).
This can aﬀect the response, specially the response time.
2.3. Sensors without Air Reference. In the recent years, some
planar oxygen sensors have been designed without air
reference. Its structure consists in
Measured gas/Electrode1/Ion conductor/
Electrode 2/Measured gas.

(4)

As said before, the physical principles governing the behavior
of ion-conducting oxygen sensors are the same for both
thimble and planar-type sensors, even in the case of no
air reference in one of the electrodes. Equation (2) would
be perfectly applicable to a sensing element with no air
reference, that is, with both electrodes exposed to the same
gas. However, as the two electrodes would detect the same
oxygen partial pressure p∗ , a zero voltage would be obtained:
VOC =

kB T p∗
k T
ln ∗ = B × 0 = 0 volts.
4e
p
4e

(5)

In order to provide nonzero potentiometric responses,
commercial and experimental sensors with no air reference

4

Journal of Sensors

usually incorporate a metal catalyst diﬀerent from Pt or
a metal oxide in one of the electrodes. This introduces
diﬀerent working functions in each electrode and provides
an additional output voltage [6–10].
Using diﬀerent materials in each electrode in sensors
with or without air reference is a way to improve selectivity
to oxygen or to other molecular species. Nanomaterials are
currently a useful tool to improve selectivity, as will be shown
in Section 4.2.

3. Steady-State Response of the
Potentiometric Sensor
From a qualitative point of view, oxygen molecules in both
measuring and reference electrodes are in local equilibrium
with the nearest oxygen ions in the electrolyte, due the
reaction
+

O2




gas

4e−



2O2−

(electrode) (ion conductor).

(6)

When the oxygen concentration in the measuring atmosphere is not the same as in the reference atmosphere, the
electrochemical cell of the sensor is pushed to a nonequilibrium state, as two diﬀerent O2− local concentrations near the
two respective electrodes are demanded to reach equilibrium
(6) with oxygen molecules in contact to each electrode. The
distribution of oxygen ions across the electrolyte is altered to
reach equilibrium. As a consequence, a nonzero voltage must
be detected between the electrodes due to this nonuniform
charge distribution across the ion-conductor.
3.1. Derivation of the Nernst Voltage. The ideal Nernst
open circuit voltage can be easily derived from elementary
thermodynamics. The Gibbs free energy of a molecule, G, is
G = H − TS = H − kB T ln Ω,

(7)

where H is the enthalpy, S is the entropy, and Ω is the number
of states available to the molecule. This number of states
must vary linearly with the volume of the system, which
is inversely proportional to the oxygen partial pressure, p∗ .
Therefore, G can be rewritten as




G = H − kB T ln constant × p∗ .

(8)

If the oxygen partial pressure in the measured and reference
gases is diﬀerent, their respective Gibbs free energies, GM
and GR , will be also diﬀerent. Thus, this diﬀerence in Gibbs
energies between oxygen molecules in the two atmospheres
must be
ΔG = GM − GR
 



∗
= ΔH − kB T ln constant × pM
− ln constant × pR∗
= ΔH + kB T ln

∗

pR
∗ ,
pM
(9)

∗
are the oxygen partial pressures in the
where pR∗ and pM
reference and measured gases, respectively.
This energy diﬀerence must be equal the diﬀerence of
electric energy ΔU. As four electrons are transferred in
reaction (6), ΔU = −4eΔV . Thus,

ΔV = VR − VM =

p∗
kB T
ln ∗R ,
4e
pM

(10)

where VR and VM are the electric potentials of the reference
and measuring electrode, respectively.
The use of Gibbs energy in this derivation and other
descriptions concerning the sensors behavior has been widely
replaced by the use of the electrochemical potential [11, 12],
μ = μ + q · V , where μ is the chemical potential and V is the
electric potential. Note that μ and μ have energy dimensions
although they are called potentials by abuse of language.
3.2. Classical Models of the Potentiometric Response. As seen
in the previous section, to derive the Nernst voltage it
is assumed that there is only ionic conduction in the
electrolyte and both electrodes are catalytically active. The
resulting Nernst equation (2) shows no dependence on
the electrodes and electrolyte characteristics; that is, the
theoretical equilibrium voltage is the same whatever the
physicochemical properties of the sensor are.
However, experiments have shown that the output
voltage is dependent on the properties of the electrodes
and the electrolyte, not only in the transient process but
also in steady-state conditions. Nonideal behavior is easily
observed under reducing atmospheres. Response diﬀerences
between sensors led some authors to model their respective
behavior in terms of their diﬀerent properties. Also, Nernst
equation is derived assuming that thermodynamical equilibrium is reached; that is, no faradic current across the
sensor is detected. As a consequence, processes of adsorption,
reduction, or desorption of diﬀerent molecular species in
the electrodes are not contemplated in Nernst equation as
the sensor would provide then a rate-determined response
instead of an equilibrium response.
The first models of the behavior of potentiometric
oxygen sensors were developed for automotive applications
and focused on the sensors response when exposed to
engine air/fuel mixtures. These models took into account
the interaction between diﬀerent molecular species in the
electrodes. They are considered to model the behavior of
non-Nernstian sensors or mixed potential sensors.
Comparisons between ideal and experimental sensor
voltage curves led Fleming [3] to the following considerations.
(i) CO is the main reducing gas which may adsorb onto
Pt electrodes [13]. Therefore, CO is assumed to be the unique
gas apart from O2 to aﬀect sensor voltage.
(ii) CO may deplete the local oxygen partial pressure near
the measuring electrode via the reaction:
2CO + O2  2CO2 .

(11)

The resulting oxygen concentration in equilibrium after
reaction (11) is responsible of the ideal equilibrium Nernst
voltage in reducing mixtures.
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(iii) However, CO may aﬀect the sensor voltage by
depleting directly the oxygen ions in the electrolyte near the
measuring electrode:
CO




gas

O2

+


−





electrolyte

CO2


+



gas

2e−

(12)

(electrode)

(iv) The open circuit voltage results from the superposition of two Nernst voltages linked with the two previous
reactions:
Vout = α × Vreaction O2 + β × Vreaction CO .

(13)

(v) The equilibrium voltages Vreaction O2 and Vreaction CO
can be calculated in terms of estimated equilibrium constants
for reactions (6) and (12), respectively.
(vi) The parameters α and β depend on the fraction
of adsorption sites occupied by O2 and CO species in the
platinum electrodes. They can be estimated in terms of heat
adsorption for CO and O2 on Pt and thermodynamical
constants.
Thus, the output voltage in front of the engine air/fuel
ratio is considered as a function of four parameters: the
equilibrium constants for two chemical reactions and the
fraction of CO and O2 adsorbed molecules in platinum.
Additionally, this model contemplated the possibility of
diﬀerent electron electrochemical potentials between the two
electrodes. The steady-state high voltage in nonequilibrated
reducing mixtures is explained with this ancient model even
in actual planar Pt/YSZ/Pt potentiometric sensors. Fleming
also provided a first model to understand why the step
voltage from high to low values was not always so abrupt and
did not appear at a same gas composition in all sensors [3].
Fleming’s model was later improved by Anderson and
Graves [14] to study the characteristics of the commented
voltage step for a certain gas composition. They took into
account the adsorption fraction for O2 , CO, and also CO2
and considered the existence of a gaseous boundary layer
between the bulk gas region and the electrode/catalyst surface. They used the same equations as in Fleming’s model for
the steady-state adsorpted species but additionally assumed
a transient mass transfer of O2 , CO, and CO2 between
the bulk gas and the boundary layer and certain transient
adsorption/desorption rates in the electrode. By solving
numerically the system, steady-state oxygen concentrations
in the electrode were found.
Anderson focused on calculations for estimating the sensor voltage when exposed to diﬀerent O2 /CO mixtures. He
took into account the eﬀect of diﬀerent surface reaction rate
constants in the electrodes and found diﬀerent theoretical
voltage curves in terms of the reaction rate constant of the
reaction
O2 + 2CO −→ 2CO2

(14)

and its inverse reaction rate constant. In the case of lower
reaction constants for oxygen combustion, that is, a higher
inverse reaction rate than the reaction rate of (14), voltage
curves did not show the step-like behavior shown in Figure 5.

Also, the calculated responses in sensors with identical
reaction rate constants but diﬀerent mass transfer rate
constants were compared. It was shown that diﬀerences in
the dynamic process (changes in mass transfer across the
hypothetic boundary gas or in the reaction rate constants)
may cause diﬀerences in the steady-state response and not
only in the transient response. This is not reflected in
Nernst equation as it only takes into account the equilibrium
oxygen partial pressure in front of the electrodes, without
considering the process which leads to this local oxygen
partial pressure.
Up to now, the commented models did not take into
account the possibility of implementing a protective, diﬀusive layer schematically similar to the one shown in Figure 1,
although this last work contemplated a hypothetical diﬀusive
gas boundary layer. Saji et al. [15] used YSZ sensors with
a porous ceramic coating over the measuring electrode. A
same sensor was exposed to diﬀerent oxygen/combustion
gas mixtures at diﬀerent temperatures, and diﬀerent voltage
steps were found again depending on the combustion gas.
In experiments with diﬀerent gas mixtures, the voltage
step appeared at a diﬀerent combustion parameter. In fact,
diﬀerences in the step voltage characteristics were observed
in mixtures as similar as nonequilibrated H2 -O2 -N2 and D2 O2 -N2 . A diﬀerent combustion voltage step for hydrogen and
for deuterium suggested an influence of the molecular mass
in the response.
These results and the observed diﬀerences in temperature
led Saji to develop a more complete model of the sensors
steady-state response. According to this model, the sensors
response depends on three temperature-activated phenomena:
(i) spontaneous equilibration of the initially nonequilibrated gas mixture,
(ii) oxygen reactions in an electrode-electrolyte contact
following (6),
(iii) carbon monoxide reactions following (12).
At a high enough temperature (over 900 K), step voltages
were observed at the stoichiometric oxygen/combustion
gas mixtures. This measurements, along with evidences
suggesting that gas phase reactions occur spontaneously
in gas mixtures containing oxygen and combustible gas at
high temperatures, with no need of a Pt catalyst, made
Saji assume that the gas mixture was equilibrated in the
measuring electrode and the voltage was in accordance with
the predicted ideal Nernst voltage. In a middle temperature
region (650–800 K), there was still no spontaneous reaction
and the gas mixture entered the porous coating without
chemical equilibration. As mass transport across a porous
layer is governed by diﬀusion and each molecule has a
diﬀerent diﬀusion coeﬃcient, steady-state concentrations
across the ceramic coating were diﬀerent for the diﬀerent gas
species (Figure 6). Assuming that the pore diameter is much
less than the mean free path of the gas molecules (Knudsen
diﬀusion), Saji found the following equation to calculate the
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Figure 6: Representation of the diﬀusion of O2 and H2 across a porous layer covering one of the electrodes. According to Saji et al. [15],
diﬀusion of the molecular species may lead to important diﬀerences between the bulk gas concentration and the measured concentration in
the electrodes. This would justify diﬀerences in the step voltage in some gas mixtures.

gas mixture composition where the step voltage appeared:


oxygen concentration
voltage step
combustion gas concentration
oxygen concentration
(stoichiometric)
combustion gas concentration

=

(15)

MO2
,
Mcombustible gas

where Mx is the molecular mass of the component x.
This model was in agreement with experimental data and
explained why the voltage step for deuterium was diﬀerent
from the one for molecular hydrogen. Last, in a lowtemperature region (below 650 K but at a temperature high
enough to provide ionic conduction), reactions (6) and (12)
and Fleming’s original considerations were applicable.
Several experimental measurements with potentiometric
sensors [16–20] led Brailsford et al. to try to develop similar
models for both transient and equilibrium sensor responses
when exposed to mixtures containing O2 , CO, CO2 , H2 , and
H2 O [21, 22]. Apart from considering diﬀerent adsorption
rates and the same possible reactions in the measuring
electrode as in previous models, an additional reaction of
adsorbed CO with adsorbed H2 O (a “water-gas” reaction)
in the electrode was modeled. By comparing the Brailsford
model to an hypothetic water-CO reaction [20], the voltage
curve was not well fitted, at least at medium temperatures
(631 K). At high temperatures (837 K), no big diﬀerences
were observed between models with and without this reaction. Works of Brailsford et al. were useful for understanding
the eﬀects of various physicochemical processes involved
in the operation of electrochemical sensors. However, their
modeled CO-H2 O interaction appeared to be not necessary.

Fleming’s model [3] and the later modifications incorporated competing reactions at the adsorption sites (i.e., the
three-phase boundary sites) in the electrodes, for instance,
one for oxygen (6) and another one for carbon monoxide
(12). What Fleming characterized with adsorption and
desorption constants for diﬀerent gas species was later extensively considered as mixed potential of the potentiometric
sensors.
3.3. Three-Phase Boundary. Up to now, a few electrodes
characteristics have been considered: the main classical
models of the sensor response focused on the interacting
gases and the rates of reaction, adsorption, and desorption
for each molecule species in the electrodes. As seen, this
provided useful information to understand the sensors performance and good agreements between experimental and
calculated data was generally obtained. However, the sensor
was considered as a black box, with almost no influence on
the response in terms of the electrode morphology or the
electrolyte characteristics.
Morphological and catalytic properties of the electrodes
are important to obtain an appropriate response. Moreover,
models of the behavior of electrodes are important for
current trends on implementation of nanomaterials as
catalysts in this kind of sensors and in solid oxide fuel cells
as well.
The triple phase boundary (TPB) is an important concept for studying processes in the electrodes. TPB sites are the
regions where the measured atmosphere, the metal catalyst,
and the electrolyte coexist. Reactions in electrochemical
systems involving ion-conduction can only appear in TPB
sites or nearly zones if the sensing electrode is metallic. For
instance, reaction (6) is assumed to occur only where O2
molecules can reach a Pt/YSZ contact zone. Otherwise it is
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Figure 7: Scheme of the three-phase boundary sites in an
interface electrode—electrolyte. Porous electrodes help increasing
the density of three-phase boundary sites.

not possible to exchange electrons from the metal and change
the amount of oxygen ions in the electrolyte.
Several works have confirmed the dependency of the electrode performance on the length of three-phase boundary
sites [23–25], and diﬀerent electrode configurations lead to
diﬀerent TPB lengths. We can define, regarding their TPB
density, three types of suitable electrodes for potentiometric oxygen sensors: nonporous metallic electrodes, porous
metallic electrodes, and cermet electrodes. Works on the
three-phase boundary sites have been mainly focused on
solid oxide fuel cells, but their results are perfectly applicable
to electrochemical sensors.
Reactions in a nonporous pure metallic electrode are
relatively diﬃcult as the TPB sites are located exclusively in
the contour of the electrode in contact with the electrolyte.
Although gas molecules may adsorb in the entire surface
of the electrode, most of them cannot react providing or
extracting oxygen ions from the electrolyte as the contacts gas/catalyst/electrolyte are only in the contour of the
electrode. This low density of TPB sites causes a current
constriction as a high fraction of the contact area between
metal and YSZ is inactive [26, 27]. Subsequently, the response
time of sensors with this structure is slow. Hertz and Tuller
[28] developed a model on the current constriction in TPB.
Also, the response of the sensors may worsen due to ageing,
as slight contaminations of the electrodes may aﬀect a large
fraction of three-phase boundary sites, given that most of
them are allocated in a same region.
An improved configuration for electrodes in oxygen
sensors is a porous metal electrode. Most of the commercial
oxygen sensors incorporate porous Pt electrodes, as gas
molecules can diﬀuse across the pores and the density of TPB
sites increases [25, 29, 30]. Figure 7 shows a scheme of the
structure of the interface porous Pt electrode/YSZ electrolyte.
SEM images of the surface of porous Pt electrodes can be
seen, for instance, in [29].
An electrode made of a ceramic/metal composite is
known as a cermet electrode. These electrodes provide even
more TPB sites. Using a porous Pt/YSZ composite instead
of a metal phase over the YSZ electrolyte multiplies the

number of interfaces between the catalyst and the electrolyte
[31]. TPB length is increased and problems with current
constriction are avoided. Some authors have worked on the
dynamics of TPB sites in these composites, as thermal and
electrochemical history of the system may aﬀect the TPB
length [32–35]: for instance, high polarizations may modify
the morphology of the electrode or block some fractions of
the interfaces between Pt/YSZ with oxygen molecules or ions.
As an alternative to Pt/YSZ cermet electrodes, other
cermet electrodes consisting in metal oxides mixed with a
metal catalyst have been proposed in order to modify the
mixed potential of the sensors and/or improve gas selectivity
due to the promotion of one of the competing chemical
reactions in the catalysts. For instance, selectivity to O2
has been reported with NiO [36], CdO and SnO2 for CO
selectivity [37], ZnO for H2 selectivity [38], CdMn2 O4 ,
CdCr2 O4 , and WO3 , among others, for NOx selectivity [39–
42]. Nanomaterials have been applied to modify the mixed
potentials and enhance gas selectivity, as it will be shown in
the next section.
An interesting model of the transient and steady-state
response of the potentiometric sensor including the classical
views of the first models, mixed potentials, reaction rates,
possible diﬀusion of molecular species, and TPB dynamics
was developed by Zhuiykov [43, 44].
Zhuiykov considered a planar non-Nernstian potentiometric YSZ sensor with dissimilar electrodes: one made
of porous platinum and the other one made of porous
NiO deposited on a porous Pt film. The fact that Pt was
porous improved the TPB sites density. No air reference
was designed; that is, the two electrodes were exposed to
the same atmosphere. The model studied the response to
a NO2 /O2 /H2 O mixture. The following phenomena were
considered:
(i) multicomponent diﬀusion of gaseous species
through the porous electrodes; ordinary bulk
diﬀusion as well as Knudsen and surface diﬀusion
was modelated,
(ii) adsorption, desorption, and partial dissociation of
nitrogen dioxide within the solid oxide electrode,
(iii) dissociation of water in the three-phase boundary
sites,
(iv) cathodic reaction of NO2 in the three-phase boundary and in the electrode bulk of the solid oxide
electrode,
(v) electrochemical reaction of oxygen, following equation (6).
All the electrochemical reactions were assumed to occur at
diﬀerent kinetic rates in each electrode as their composition
was diﬀerent. This model oﬀered a more detailed description
of the main phenomena in this kind of potentiometric
sensors. Also, some electrochemical stages were assumed to
occur only in the TPB sites whereas some other phenomena
were considered in the bulk electrodes and in the TPB sites
as well. The competition of diﬀerent rates for each electrochemical stage, together with time-dependent equations
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for multicomponent gas diﬀusion phenomena, led Zhuiykov
to get a transient and steady-state response of the sensor
which was experimentally verified. Some phenomenological
parameters which had been introduced in previous models
[45, 46] were eliminated with this more detailed description.
Moreover, this model could be extended to other nonNernstian planar gas sensors with dissimilar electrodes.
Muroto et al. studied the dynamic behavior of the electrodes, with special emphasis on phenomena of activation
and degradation of Pt/YSZ three-phase boundary sites and,
generally, Pt/YSZ interfaces [47]. They proposed a scheme of
the interface electrode-electrolyte and a representation of all
the possible electrochemical driven changes (i.e., polarizing
the sensor) and temperature eﬀects. In particular, they found
that low polarizations between the two sensor electrodes
under certain controlled atmospheres might partially scratch
some regions of the electrode, promoting electromigration
of platinum and leading to the possible creation of new
three-phase boundary sites. Thus, imposing an external
polarization to the sensing devices could increase the density
of TPB sites and subsequently improve the catalysis as well as
lower the electrode impedance and response times. However,
a too high polarization could damage the electrode due to
cracking the platinum or promoting the formation of air
bubbles between platinum and YSZ, lowering the eﬀective
density of TPB sites.
Ramamoorthy et al. [48] compared the response time of
sensors with diﬀerent metallic and metal oxide electrodes
and tried to correlate to the charge transfer processes in
the three-phase boundary sites. Although the total time of
response was not only determined by the characteristic time
of processes in electrodes, it was found that the fact that
charge transfer reactions occur only in TPB sites in Pt electrodes leads to a current constriction phenomenon which is
not observed in some complex metal oxide electrodes such as
lanthanum strontium iron cobalt oxide (LSFCO). They made
use of impedance spectroscopy in this work. Applications of
this technique will be commented in next section.
3.4. Equivalent Electric Models and the Use of Impedance
Spectroscopy. Characteristics and behavior of electrochemical sensors in terms of their equivalent electric models.
In this field, impedance spectroscopy is a powerful tool
to characterize electrically the oxygen sensors and fit their
modeled electrical components.
Impedance spectroscopy is performed by means of a
potentiostat who applies an external AC voltage to the
sensor electrodes and detects a current in a wide range
of frequencies. The corresponding impedance is calculated
for each frequency. Imaginary versus real impedance is
represented in terms of frequency. An alternative way to
represent impedance spectra is using Bode diagrams.
In a first approximation, a typical electrochemical gas
sensor can be electrically modeled as shown in Figure 8. As
electrodes can exchange electrical charge following equation
(6) and charges can be stored in the electrode structure or
in the interface electrode-electrolyte [49], the two electrodes
of the sensor are assumed to behave like a resistor in
parallel to a capacitor. Ceramic electrolytes are usually
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Electrode 1

Bulk resistance
(electrode)

Grain boundary
(electrolyte)

Electrode 2

Figure 8: Minimum equivalent electric circuit of an oxygen sensor
to fit to impedance spectra.

considered as a resistor in series with a parallel resistorcapacitor. As indicated in Figure 8, this represents the bulk
(or intragranular) contributions and grain boundary (or
intergranular) contributions.
More complex electrical models can be tried depending
on the desired level of fitting accuracy or the needs of
separating contributions from bulk, grain boundary, second
phase, surface layer contributions, and so forth. For instance,
a very low capacitor can be modeled in parallel to the
resistance of the intragranular contributions, as bulk crystals
are not perfect [50]. Also, capacitances in the electrodes
and in the electrolyte can be replaced by constant phase
elements. [48, 51–53]. Inductance contributions [54] or
Warburg diﬀusion phenomena in electrodes [50, 55–57] can
be implemented as well. Considerations on how to carry out
impedance spectroscopies in ceramic materials and how to
model and treat the measured data can be found at [58–61].
Meng and Shen [62] showed an example of an electrical
model of an unconventional sensor with Pt-free electrodes:
Ag/C and Ag-W2 /C electrodes. The electrolyte was modeled just with a single resistance as no capacitive eﬀects
were seen in the electrolyte in the range of the applied
frequencies. Constant phase elements were introduced in
the arcs corresponding to electrode contributions. Generally,
it may be necessary to introduce constant phase elements
in the electrodes instead of capacitors as they fit better
impedance data when double layer capacitance eﬀects (i.e.,
current constriction in the interface electrode-electrolyte)
are present. With this model, the impedance spectra of the
Ag-W2 /C would not be correctly fitted: it was necessary, in
this case, to introduce a Warburg diﬀusion impedance due to
mass transport phenomena in the electrode. Impedance data
helped, in this case, to proof a faster kinetic process of oxygen
reduction on the Ag-W2 C/C catalyst. Warburg diﬀusion is a
representation of mass transport in the electrode instead of
charge transport.
The influence of the electrode characteristics in the
sensing response can be tested by impedance spectroscopy.
As introduced before, Ramamoorthy et al. [48] compared
three diﬀerent electrodes for YSZ potentiometric oxygen
sensors: platinum, lanthanum strontium iron cobalt oxide
(LSFCO), and chromium oxide and correlated with the
sensors response. It was found that the characteristic time
of electrochemical reactions was controlled by resistance in
Pt and chromia electrodes and by capacitance in LSFCO
electrodes, but this was not the phenomenon who limited
the response time of the sensor. These data suggested that the
high response time in the sensors was due to surface diﬀusion
of oxygen adsorbates, which was influenced by the electrode
microstructure.
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Regarding the sensor response, Frade et al. [63] observed
that variations in the sensor response after polarizing the
electrodes might be correlated by impedance spectroscopy.
They also established relations between consequences of
polarizing the sensor and the thickness and transport
properties of the solid electrolyte.
Separating the diﬀerent contributions in the electrolyte
and the electrode is a key point when extracting information
from impedance spectroscopy. First, the impedance of the
two electrodes may be overwritten in the impedance spectra.
Thus, it is relatively usual to design some test sensors with
three electrodes in order to use an additional reference
electrode. This helps separating the RC contributions for
each electrode [64, 65]. Due to their diﬀerences in resistance
and capacitance, it is relatively easy to separate electrode
arcs from electrolyte arcs [26, 27, 58, 66], but problems
arise for detecting bulk and grain boundary contributions
in the electrolyte [67, 68]. Separating intragranular and
intergranular contributions in the ceramic electrolyte may be
useful to observe diﬀerences in the sintering process [69], to
compare conductivities in YSZ with diﬀerent yttria contents
[70] or to analyze the eﬀect on adding some MgO content to
YSZ [68].
Some works have tried to establish general patterns for
describing the factors determining the electrolyte conductivity [71]. However, high dispersion in conductivity measurements have been found in diﬀerent works as a high number
of parameters may aﬀect the resistance of the electrolyte,
not only the measurement conditions but also fabrication
parameters, thermal history of the electrolyte, grain size, and
so forth. A large discussion on the role of the grain boundaries in the total conductivity of ion-conducting ceramics
was done by Guo and Waser [72]. They focused on models
of space charge layers for describing grain-to-grain contacts.

4. Improving Potentiometric Oxygen Sensors:
Current Trends on the Use of Nanomaterials
Research in nanomaterials has been carried out extensively
in the recent years. The use of nanostructures shows usually
similar advantages in diﬀerent disciplines: miniaturization,
material savings, lower energy consumption, and new physical and chemical properties due to scale eﬀects.
Nanotechnology is an interesting research ambit in the
field of electrochemical gas sensors. The use of nanomaterials
has provided some improvements on the classical oxygen
sensors, whose models of behavior have been presented in
the previous sections. However, works on nanomaterials for
oxygen sensing devices have been essentially for academic
purposes and not yet commercially applied, as much research
has to be done in the future. Moreover, research focuses
on the development of solid oxide fuel cells, although these
devices share most of their physicochemical properties with
electrochemical sensors.
Göpel [73–75] commented on the possibility of hypothetic electrochemical nanosensors with the structure
Pt/YSZ/Pt but appreciated several diﬃculties in its miniaturization. For instance, relatively large Pt clusters are required
to form a spatially coherent net of an electron conducting
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contact which allows the oxygen molecules to access the
three-phase boundary, as large diﬀerences in the surface
free energies between platinum and YSZ cause adhesion
problems. Göpel suggested also that it would be hard to
prepare epitaxial thin films with a structural control in the
monolayer range.
More recently, Huang and Choi [76] commented some
other problems and future challenges regarding the use of
nanomaterials for gas sensing. For instance, mechanisms,
such as pore diﬀusion or reactions of molecular oxygen,
adsorbed oxygen or oxygen ions, and parameters like surfaceto-volume ratios, have been intensely investigated in gas
sensors, but further research is required to take account of
these mechanisms coupled with particular nanostructures
in the sensors. Selectivity could be improved with a more
precise knowledge in this area.
Works with nanomaterials have focused on the improvements of the sensor characteristics. In the context of potentriometric ion-conducting oxygen sensors, we can divide
the use of nanomaterials in these devices in three separate
groups:
(i) nanomaterials for lowering the electrode impedance,
for instance, increasing the density of TPB sites, avoiding current constriction in the electrode/electrolyte
contacts, or lowering the surface free energy between
the electrode and the electrolyte,
(ii) nanomaterials for improving gas selectivity for oxygen or other gas species by enhancing catalysis in
the electrodes or by modifying the mixed potential
of the electrodes, here, semiconducting oxides have
been tried as an alternative to pure metal catalyst
electrodes,
(iii) nanomaterials for designing thin film electrolytes in
order to lower the activation energy for ion-conduction and enabling lower operation temperatures.
4.1. Lowering the Electrode Impedance. As seen before, one
of the most important elements in electrochemical oxygen
sensors is the three-phase boundary. A high number of TPB
sites ensures a good response time as it lowers the double
layer capacitance. As the use of porous Pt, Pt-YSZ composites
or other cermet composites is a good way to improve the TPB
density, it seems obvious that particles with lower grain size
and higher specific surface help enlarging the number of TPB
sites.
Kimura and Goto [77] looked for an alternative to
Pt in the electrodes and found that iridium may have
similar or higher catalytic activity than Pt. They prepared
Ir-YSZ nanocomposite electrodes by metalorganic chemical
vapor deposition (MOCVD). The composite consisted in
crystalline Ir and amorphous YSZ, with an average Ir particle
size of 3 nm. Several composites were prepared with a
controlled Ir composition from 3% to 71% vol. It could be
seen that the electrical conductivity was up to 1000 times
higher than that of Pt electrodes.
Later, the electrochemical performance of IrO2 /YSZ
nanocomposite electrodes was investigated by Torres-Huerta
et al. [78], with grain sizes between 15 and 30 nm. Although
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this work was in the area of fuel cells, the observed properties
are applicable to gas sensors. The modeled equivalent circuits
after impedance spectra suggested that the polarization
resistance was lower than in Pt conventional electrodes and
Ir-YSZ electrodes [77], probably due to a higher density
of triple phase boundary sites. Furthermore, the activation
energy for the interfacial conductivity of the composites
was in agreement with the energy of dissociation of oxygen
molecules. By comparing to the activation energy for LSM
or Pt electrodes [79], the authors suggested that the IrO2 YSZ cermets might oﬀer an eﬃcient and competitive performance as electrode materials for YSZ electrolytes, although
further analysis would be necessary.
An interesting improvement of the electrodes impedance
was proposed by Wang et al. [80], also valid for fuel
cells and electrochemical gas sensors. Based on quantum
ab initio calculations, it was found that both the surface
energy of a Pt0.7 Ni0.3 cluster and the energy change of
the Pt-Ni alloy cluster upon ripening on YSZ were lower
than pure Pt. Also, changes in microstructure properties
after annealing nanoporous Pt and Pt-Ni thin films were
compared. No changes were found in Pt-Ni nanoporous
thin films, but a dramatic porosity reduction was observed
in pure nanoporous platinum. Therefore, a lower electrode
impedance, better thermal stability, and lower temperature
of operation were expected.
The use of nanocomposites made of Pt mixed with
carbon nanotubes has sometimes been suggested [81] to
be applied in oxygen sensors. However, they have been
implemented just in some hydrocarbon electrochemical
sensors [82] or biosensors [83] have been designed with
those nanocomposites.
4.2. Promoting Catalysis and Enhancing Gas Selectivity.
Nanostructured materials are a useful tool to improve
sensitivity and selectivity in potentiometric ion-conducting
sensors as well as in sensors with other sensing principles.
The use of nanoparticles as catalyst, for instance, may
owe larger surface areas and, subsequently, higher catalytic
activities than in bulk material catalysts. This should help
maximizing the response. However, as said before, it is
necessary to know the interactions between the gas being
monitored and the nanostructures to get reliable and repetitive results.
In order to improve catalysis as well as electrode
impedance in the electrocatalytic reduction of dissolved
oxygen, Britto et al. [84] made use of carbon nanotube
microelectrodes. Although their interest was improving the
behavior of solid oxide fuel cells, results regarding the
exchange current densities in the electrode are interesting
when compared to graphite paste electrodes. It was found
that an electrode made of carbon nanotubes showed an
exchange current density of about 6 times the current
density in electrodes made of graphite. However, an electrode
made of carbon nanotubes with deposited palladium had
an exchange current density of 105 times the graphite paste
electrode. This important change in the charge transfer
together with the fact that reactions between oxygen and
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hydrogen are usual in some measurements with oxygen
sensors could help promoting oxygen selectivity as well as
lowering the electrode impedance.
Later, Collins et al. [85] showed that carbon nanotubes
are highly sensitive to the chemical environment in the
case of single wall carbon nanotubes, electrical resistance,
local density of states by direct exposition to air, diﬀerent
concentrations of dissolved oxygen, or very small amounts
of adsorbed gases. The results of this work, therefore,
showed that although selectivity and sensitivity to oxygen
was excellent and this could have been a tool to improve the
performances of oxygen sensors in the electrodes, the use of
carbon nanotubes does not seem to be an easy tool to future
developments in oxygen sensing with catalytic electrodes,
as many properties are extremely dependent of the design
process or some extrinsic conditions.
More recently, Cvelbar and Mozetič [86] studied an
unconventional improvement on the catalysis by using a
Nb2O5 nanowire array at the outer surface of an originally
developed catalytic oxygen sensor. Thanks to the higher
surface areas, a stronger catalysis than in a conventional
catalyst was obtained. Also, oxygen atoms generated from
dissociation of molecular oxygen were detected at densities of
up to ten times lower than in conventional bulk catalysts. The
results suggested that nanowire-based sensors could be used
to detect small densities of gases (oxygen or other species) in
environments where standard catalytic probes fail.
Not many works have focused on improvements in
catalysis by means of nanomaterials in the electrodes for
potentiometric oxygen sensors based on an ion-conducting
electrolyte. However, electrodes of ion-conducting oxygen
sensitive devices have been modified with nanostructured
materials to promote selectivity to some gases in multicomponent gas mixtures with presence of oxygen. As will be
shown, metal oxide nanoparticles have been useful to modify
the mixed potential in the electrodes in non-Nersntian planar
sensors.
As said before, the competition of reactions such as (6)
for oxygen or (12) for carbon monoxide in metal catalysts
had been already introduced in the classical models of
the sensors response and suggested the concept of mixed
potential. Modifying the mixed potential in an electrode can
lead to a diﬀerent sensor output voltage when exposed to
certain gas mixtures. In fact, the combination of diﬀerent
electrochemical cells covered by diﬀerent electrode materials
can promote a net selective response to concrete molecular
species. Some commercial sensors in automotive applications are based on this possibility.
Devices with some of these new electrodes suggest future
development on new commercial selective gas sensors. For
instance, Wu et al. [87] proposed the use of a porous
CuO-ZnO nanocomposite over a Pt conventional paste. The
structure CuO-ZnO/Pt/YSZ/Pt was studied as a selective
CO sensing electrode. A high porosity was observed in the
structure of the CuO-ZnO nanocomposite electrode. An
output voltage of about 8 mV was detected for a 800 ppm
CO concentration in air near 800 K. However the response
equilibration time of the sensor was significantly slow, in the
order of thirty minutes.
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Li and Kale [88–91] studied electrodes made of tindoped indium oxide (ITO) nanoparticles. Sensors with the
structure ITO nanoparticles/YSZ/Pt exposed to air mixed
with several CO concentrations near 900 K got higher
sensitivities for CO and lower potentiometric response times
than in previous works. This net response is non-Nernstian
and was attributed to the mixed potential of electrodes made
of ITO nanoparticles.
In an opposite direction, Plashnitsa et al. [92] studied a
mixed potential sensor with almost no selectivity to carbon
monoxide and other species such as hydrocarbons. By using
gold nanoparticles coatings as sensing electrodes, sensitivity
of 400 ppm CO in air was lowered to less than 10 mV at
870 K, whereas sensitivity to 400 ppm NO2 was promoted
to 60 mV. The obtained high sensitivity and high selectivity
to NO2 were attributed to the higher catalytic activity of the
reaction
−

NO + O2  NO2 + 2e−

(16)

in the Au/YSZ interface than the catalytic activity of reaction (12), causing a modification of the respective mixed
potentials. This work showed big diﬀerences between the
behavior of electrodes with gold nanoparticles and gold bulk
electrodes, as bulk Au electrodes had been described for
mixed potential sensors for detection of CO [93–95] and
hydrocarbons [92, 96, 97].
More nanocrystalline oxide solid electrolytes for mixed
potential NOx sensors can be found: there have been
proposed structures based on nanostructured CuO-doped
NiO electrodes [98], nano-structured perovskites such as
LaFeO3 [99], a more sensitive and stable version with
LaFeO3 -doped Pt [100], or thin films of NiO electrodes
[101, 102].
4.3. Nanomaterials in Electrolytes. High temperature of
operation (around 850 K) in classical potentiometric ionconducting sensors is one of their main limitations. The
aim of getting higher conductivities and lowering this
temperature has stimulated the research on alternatives to
traditional YSZ bulk ceramics. Although increasing the Y2 O3
doping in ZrO2 can seem an easy way to enhance the ionic
conductivity (due to the larger number of oxygen vacancies)
of the ceramics, structural stability properties are aﬀected.
The main advantage of using bulk YSZ in oxygen sensors
is that powders have high purity and uniform particle sizes,
and this helps predicting the sensor properties as the grain
size after sintering can be estimated. However, nanomaterials
have provided some interesting improvements.
Several studies on synthesis of YSZ nanoparticles have
been carried out, some of them with a relatively high
dispersion in grin sizes [103–105]. By comparing conductivities and microstructure of single crystal, microcrystalline,
and nanocrystalline YSZ, it was confirmed that the grain
boundary resistance is the main contribution to the total
resistance of nanocrystalline YSZ and other ceramic ionconductors [106–109]. Kosacki et al. [110] studied and
modeled the total electrical conductivity in nanocrystalline
YSZ thin films with controlled grain sizes in the range of

1–400 nm and detected an enhancement of the activation
energy for the ionic conductivity (0.93 eV in nanocrystalline
YSZ in front of 1.23 eV in microcrystalline YSZ). They
were also found a slight increase of undesired electronic
conductivity at very low oxygen partial pressures (below
10−20 atm).
Another experiment with YSZ thin films was prepared
[111] by epitaxially growing nanocrystalline 10 mol% Y2 O3 doped ZrO2 over a MgO substrate, producing YSZ thin
films of diﬀerent thickness. Diﬀerences in conductivity and
activation energies were studied. Equivalent circuits fitted
to measurements from impedance spectroscopy, along with
models of conductivity in two-phase materials [112], were
applied to separate the YSZ/MgO surface/interface and YSZ
lattice conductivities. As a result, and according to the
applied two-phase materials model, a nanoscale eﬀect with
exceptionally high ionic conductivity below 60 nm thickness
was interpreted, with ionic conductivities 1000 times higher
than in bulk YSZ and an activation energy of 0.45 eV.
Garcı́a-Sánchez et al. [113] worked on nanostructured
YSZ thin films for solid oxide fuel cells, although the
results are perfectly extensible to electrochemical sensors.
An activation energy of 0.79 eV was achieved for ionconduction through the grain boundaries, increasing the
total conductivity of the material up to 0.033 S/cm at
923 K. Nanostructured YSZ was obtained via ultrasonic spray
pyrolysis, and relevant changes in grain sizes were observed
in terms of the deposition time and temperature.
Zhu and Fan [114] focused on the consequences of
ceramic sintering temperature when using YSZ nanoparticles. It was found that 8 mol% YSZ nanopowders with an
average grain size of 9 nm could be fully densified after
1300 K sintering for 24 hours, a temperature significantly
lower than the usual 1650–1750 K for YSZ micrometric
powder.
Nanostructured ion-conducting solid electrolytes have
been claimed for possible oxygen sensing applications. Yadav
and Hu [115] observed an order of magnitude enhancement
in oxygen ion-conductivity in a Ag/YSZ/Ag cell exposed to
two separate atmospheres containing oxygen and nitrogen.
Conductivities of microstructured and nanostructured YSZ
were extracted from impedance spectra and compared.
Other patents have claimed similar nanostructured electrolytes for sensing devices [116–118], among other applications such as fuel cells or oxygen pumps.
Although it is not strictly a YSZ thin film for electrochemical gas sensors, it is interesting to comment the works
of Dimitrov and Dushkin [119] on YSZ thin films with
Pt nanoparticles for O2 resistive detection as an alternative
method for oxygen sensing with nanomaterials. Thin films
of pure YSZ and films of YSZ with Pt nanoparticles
were prepared by spray pyrolysis and by dip coating of a
substrate as well. The electric resistance was measured in the
samples when exposed to several oxygen and nitrogen cycles.
Although the pure YSZ sample showed a higher sensitivity
to oxygen at 1075 K, the Pt-YSZ sample had a faster response
time and the response was relatively stable with time. A lower
resistance in the case of the Pt-YSZ sample was attributed to
the presence of the metal.
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Later, junctions consisting in YSZ in contact to YSZ
with embedded Pt nanoparticles were prepared, observed,
and tested as electrochemical sensors [120, 121]. Diﬀerent
platinum loadings were compared, and Nernstian responses
were found when exposed to 0.9% O2 in N2 for nanoparticle
Pt loadings of 2.5% mol and 6.5% mol in YSZ.

5. Conclusions
Models of the behavior of YSZ-based potentiometric oxygen
sensors have been reviewed. The classical models based
on reaction rates and rates of adsorption of diﬀerent gas
species in the three-phase boundary sites are still useful to
understand the general working principles of the sensors.
Electric models fitted by impedance spectroscopy seem to be
a powerful tool to extract information about phenomena in
electrodes and electrolytes. The use of nanomaterials in these
devices has shown promising improvements for modifying
the mixed potentials to enhance gas selectivity, lowering the
activation energies for ion-conduction, or avoiding current
constriction in the electrode/electrolyte interfaces. However,
they are still necessary more work to be done to implement
the advantages of nanomaterials in commercial sensors, as
problems with repeatability of measurements, dependence
on experimental conditions, control of particle sizes, and
spatially coherent nets of electron conducting contacts in the
electrodes have to be solved.
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